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The development of reliable production routes for sustaif@e hydrogen (H), which is an
essential feedstock for industrial processes and energy aaer for fuel cells, is needed.
It appears to be an unavoidable alternative to signi cantlyeduce the dependence on
conventional energy sources based on fossil fuels withouncreasing the atmospheric
CO, levels. Among the different power-to-X scenarios to accessigh purity H, the
electrochemical approach based on electrolysis looks to bea promising sustainable
solution at both the small and large industrial scales. Howeer, the practical realization
of this important opportunity faces several challenges, tluding the ef cient design
of cost-effective catalytic materials to be used as a cathod with improved intrinsic
and durable activity. In this contribution, we report the dsign and development of
ef cient nanostructured catalysts for the electrocatalyit hydrogen evolution reaction
(HER) and oxygen evolution reaction (OER) in aqueous medighereby noble metal-free
elements are embedded in a matrix of a conducting polymer, plyaniline (PANI). To
increase the electrical conductivity and further the eleabcatalytic ability toward HER
of the chemically polymerized PANI in the presence of nickéll) salt (nitrate), the PANI-
based materials have rst been stabilized at a mild temperatre of 250-350 C in air
and then carbonized at 800-1,000C under nitrogen gas to convert the chemical
species into nitrogen, sulfur, nickel, and carbon nanostrtured networks (CNNS).
Different physicochemical (TGA-DSC, Raman spectroscopyXRD, SEM, EDX, ICP,
CHNS, BET, and XPS) and electrochemical (voltammetry andsgtrochemical impedance
spectrometry) methods have been integrated to character&z the as-synthesized CNNs
materials and interrogate the relationship of material-tperformance. It has been found
that those synthesis conditions allow for the substantiahicrease of the electrocatalytic
performance toward HER and OER in alkaline media in terms dfi¢ onset potential and
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charge transfer resistance and overpotential at the spect activity of 10 milliamps per
square centimeter, thus ranking the present materials amanthe most ef cient noble
metal-free catalysts and making them possible candidatesdfr integration in practical
low-energy consumption alkaline electrolyzers.

Keywords: polyaniline, hydrogen evolution reaction, oxyg en evolution reaction, water splitting, electrocatalysis
noble metal-free, nickel, nitrogen doping

INTRODUCTION indirectly as a supporting material\(u et al., 2011; Silva et al.,
2013; Boeva and Sergeyev, 2014; Xu and Minteer, 2014; Wang
Molecular hydrogen (H) plays a pivotal role in various industrial et al., 2016a; Cao et al., 2017; Torres et al., 2017; Feng et al
processes as a feedstock and an energy carrier involvedngyene2018:; Masibi et al., 2018; Ramohlola et al., 2018; Shendkar
conversion and storage scenarios through electrolysisfaed et al., 2018: Bai et al., 201Jorres and co-workers have shown
cells (Vontoya et al., 2017; Stamenkovic et al., 2017; Hackghat upon the introduction of Ni in a PANI-based electrode,
and Mitsushima, 2018; Kumar and Himabindu, 2019; Sta ellthe exchange current densityo)jincreases from 0.35 to 3.47
et al., 201p The search for “natural” sources of harvesting H mA cm 2, which indicates that the ability of electron transfer
has received renewed interest, but to date, there are nlitieesci (driving force in e|ectrocata|ysis) is about one magnitu@qbr
providing a substantial supply\(elhan and Craig, 1979; Guélard (Torres et al., 2097 Similar improvement of the electrocatalytic
etal., 201). Hence, to cover the continued increase in end-usesctivity toward HER has been recently reported following the
Hz is synthetically/arti cially produced by chemical methods introduction of precursors of Fe, Co, Mn, and Niéng et al.,
These methods mean that more than 96% of ¢bmes from 2019. Among those metals, the performance trend is i
fossil fuels in a variety of processes that also generate C@ Fe, Mn. The criteria of abundance and cost already exclude
(Armaroli and Balzani, 2011; Zou and Zhang, 2015; Mitsushimghe Co, which is widely used in batteries. Therefore, takirig
and Hacker, 2018; Voitic et al., 2018he resulting B must  account the electrocatalytic performance, the most consitier
be cleaned of carbonaceous impurities before use, which ad@gtion is nickel. It should also be noted that, traditionally,
complexity and additional costs. These strategies do nott megulk nickel has been the most widely used base material in
the requirements of decarbonized and sustainable developmeliquid alkaline electrolyte technologies. Those factsifjushe
as well as the high-purity bidemands. Therefore, one of the mostinterest in this material in the context of the nanostructdr
e ective alternative routes for the production of high-purity>  electrocatalytic materials development for the compactesgst
is water splitting (2HO!  2H, C Oy), a technology in which of a polymer electrolyte membrane, which are based on akkalin
the electrical energy required can come from many renewablexchange membranes.
sources$eh et al., 20)7 A comparative study using theoretical computations and
Noble metals, and in particular Pt, Ir, and Ru-basedelectrochemistry of the electroactivity of nickel chaleoigles,
nanostructured materials, have been considered as idegpecically NiS, N§S, and Ni$, toward HER in alkaline media
electrocatalysts for water electrolysis by reducing théas shown that their intrinsic HER activities is in the orczfr
overpotential during the electrocatalytic hydrogen evant NizS (metallic)> NiS, (semiconductor band gap 0.4eV)>
reaction (HER, 2HO C 2e ! H> C 2HO ) and oxygen NiS (semiconductor band gapl.1eV) (iang et al., 20)6The
evolution reaction (OER, 4HO! O, C 2H,O C 4e ). But  origin of the superior performance of B% is the combination
the high cost and low earth abundance of those materials haw its large electrochemically active surface area (EC®4) a
limited their use in large-scale Hproduction technologies its high conductivity (metallic conductor vs. semicondoit
(Vesborg and Jaramillo, 2012; Seh et al.,, 2017; Stamenkoeiects. However, the synthesis of §& particles embedded in
et al., 201y To substantially decrease the cell voltage of wateamitrogen-doped carbon nanostructures is rarely reportéaiig
electrolysis that generates a consumed electrical enégyonit et al., 2016; Tian et al.,, 2019; Wang et al., 2019b; Zhang
53 kWh kg_,%, organic electroreforming has been proposed as aat al., 201Q In some cases, sulfur powder is introduced as
alternative to OER, which would save nearly 50% of the energy reactant, which is not very convenient. In addition, there
used (Hasa et al., 2018; Caravaca et al., JOE6r the cathode is a lack of fundamental comprehension about the formation
reaction, the only solution is to develop cost-e ective miatks  of those nickel-sulfur nanostructures. In this contributiowe
to substitute those precious metals in electrocatalystanihis  report a comprehensive study on the development of e cient
perspective, conducting polymers combined with low loadinghanostructured catalysts derived from polyaniline and eidior
of metallic species are good candidates for high-performandée electrocatalytic hydrogen and oxygen evolution resusti
electrocatalysts due to their interesting structural angygibal (HER and OER) in alkaline media. The introduced thermal
properties Ghosh et al., 2015, 2016, 2017; Wang et al., 2016#zeatment enables the assembling of noble metal-free elenoén
Ramohlola et al., 20)8Among those polymers, polyaniline Niand S into NgS particles self-supported on a matrix of C, N,
(PANI) has received tremendous attention in recent years ir5, and Ni, leading to the construction of carbon nanostruetir
(bio)electrochemistry to be directly used as an electrode cnetworks (CNNs). We found that our developed cost-e ective
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nanostructured catalysts allow for a substantial incremse (I (Cukaia2) D 1.541 A). Thermogravimetric analysis (TGA)
the electrocatalytic performance toward HER (overpoteritial and di erential scanning calorimetry (DSC) were performed
0.19VatjD 10mAcm 2, Tafel slop® 84 mVdec 1)and OER  with a SDT Q600 TA Instruments on aluminum crucibles in
(overpotentiaD 0.36 V atjD 10 mA cm 2, Tafel slopdd 35mV  the temperature range of 25 to 5@ at 5C min 1 under
dec 1). The results provided by the present study delineatair atmosphere (100 mL mint). Scanning electron microscopy
a rational pathway for a further incorporation of additional (SEM) was performed on a Hitachi S-4800 FEG microscope.
elements such as Co and Mo as well as the integration intBnergy dispersive X-ray spectroscopy (EDX) was carried out

practical electrolyzers. on a ZEISS EVOHD 15 microscope. Brunauer-Emmett-Teller
(BET) analysis was performed by the Bidsorption-desorption

EXPERIMENTAL AND METHODS isotherms (77.3 K) using a Micromeritics ASAP 2020 instrumen
CHNS analysis was performed on an Elementar vario MICRO

Reagents and Materials cube. Inductively coupled plasma optical emission spectrometr

Aniline (ANI, 100%, Alfa Aesar), hydrochloric acid (HCI, 37%, (ICP-OES) analysis was performed on a spectrometer Optima
VWR), ammonium persulfate [(N&)>S0g, 98%, Merck], nickel 2000 DV (PerkinElmer). Raman spectroscopy was performed on
(1) nitrate hexahydrate [Ni(NQ)2 6H20, 99%, Acros Organics], a HORIBA Jobin Yvon LabRam HR800UV Raman spectrometer
potassium hydroxide [KOH, 99.98% (trace metal basis), Acro§ D 659.55nm) and data were analyzed using pseudo-
Organics], isopropanol (iPrOH, 99.5%, Sigma Aldrich), Na®n Voigt functions (LabSpec 5 software). X-ray photoelectron
suspension (5 wt%, Sigma Aldrich), and commercial catalystpectroscopy (XPS) characterization was performed on a
Pt/C (20 wt%, 2 nm, Premetek Co., USA) were used as-receivethermo Electron ESCALAB 250 spectrometer equipped with a
Nitrogen (Nz) and oxygen (@) were ultrapure (Air Liquide, monochromatic radiation source Al Mono (& D 1486.6eV)
France) and all named ultrapure water (MQ) was provided byperating at 15 kV and 6 mA (survey at a step of 1eV for

Milli-Q Millipore source (18.2 M cm at 20C). transition energy of 150eV and high-resolution at 0.1eV for
] . ) transition energy of 20 eV). The binding energies were wiagé

Synthesis of Polyaniline-Nickel on the basis of the energy of Cls at 284.4eV by using the

Nanocomposites (PANI-Ni) AVANTAGE software for peaks tting. The quanti cation was

PANI-Ni was synthesized by the chemical oxidativecarried out from the peak area after correction with a suigabl
polymerization, whereby HCI is the acid doping agent andsensitivity factor.

APS the oxidizing agent. Hundred milliliter solution of HCI
0.5M) and ANI (0.4M) was prepared at room temperature . .
E)y stir)ring and W:’(:IS trar)lsferreg inpa double-jacket reitctet S Electrochemical and Catalytlc

at 5C. Another 100mL solution composed of HCI (0.5M), Measurements

APS (0.2 M), and nickel (Il) nitrate (0, 0.023 and 0.165 M) wad he catalytic ink was prepared by mixing 4 mg of the catalytic
similarly prepared. This solution was added to the previous ongpowder, 360rL of iPrOH, and 40mL of Na on ® suspension in
under vigorous stirring at 5mL min® through a two-syringe a water ultrasonic bath (Elmasonic S 30 H, Grosseron) to form
infusion pump (KD Scienti ). The reaction continued unddreé @ homogenous ink. The working electrode was a gas di usion
aforementioned stirring. After 13 h, the reaction was quett electrode (GDE, AvCarb MGL190, 18t thickness, Fuel Cell
and the solvent was removed in a rotary evaporator (rotovaplarth LL, USA) washed 3 by iPrOH under middle-shacking

to recover the solid material that was dried in an oven at@nd then cut into a L-shape 0.5cm high and 1 cm wide, leading
80 C overnight. A control trial was run by Itering (Buchner, to an area of 1 cr (not taking into account the 3D structure
0.1-0.27m membrane, Whatman) and washing (with ultrapure of the GDE) and enough space on the top for electrical wiring
water until the Itrate is colorless). The thermal stabdiion  with gold. Then, 80mL of catalytic ink was deposed on each
and/or reticulation of the polymer was carried out under airside and left to dry at room temperature (50 and 16Q
environment (250, 290, 35Q) for 2h with a heating rate of were used in preliminary steps). All electrochemical tests were
2 C min 1in an ashes furnace and materials obtained after thigul lled in a conventional three-electrode cell at 25 using an
step were referred to as PANI-Ni-TS250, PANI-Ni-TS290, and\UTOLAB PGSTAT204 potentiostat (Metrohm, Netherlands). A
PANI-Ni-TS350. The calcination was performed undes N a  slab of glassy carbon plate (12.4%9mwas used as the counter
tubular furnace at 5C min 1 up to the dwell (50C, 1h) and electrode. Mercury-mercury oxide electrode [Hg|HgO|KOHI(0
slowed down to 2C min ! toward the target temperature (1,000, or 1 M), MOE, Origalys] was used as the reference electrode
900, 800C) for a 2, 6, and 12 h stay. A material obtained afteand was separated from the bulk solution by a Haber-Luggin
this step at 1,00@ was referred to as PANI-Ni-TS290-TC1000capillary tip. However, the potentials were scaled vs. the sévler

if previously stabilized at 29C and PANI-Ni-TC1000 when no hydrogen electrode (RHE) according to the relationship E§V v

stabilization had been done. RHE) D E(V vs. MOE)C 1E.1E D 0.920V (0.1 M KOH)
_ ) o and 0.965V (1.0M KOH) at 2% according to the calibrating
Physicochemical Characterization curve reported inSupplementary Figure S1 The electrolyte

X-ray diraction (XRD) patterns were collected in Bragg- was outgassed with Nbefore measurements. Electrochemical
Brentano mode from 20 to 80(in 2") using a PANalytical characterization started with a typical proceduré&(ache et al.,
Xpert-PRO diractometer operating at 40 kV and 20mA 2019 that consists of cathodically polarization afE 0.38 vs.
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RHE for 5min and then at BD C0.12V vs. RHE for 10min. (see the method inSupplementary Figure SR Conclusively,
The electrochemically active surface area (ECSA) wasuieted  even if the low value found for PANI-Ni-R can be justi ed
from the electrochemical double-layer capacitancg)(6f the by a small amount of Ni on the electrode, its direct use
catalytic surface using<®D 40 mF cm 2 as the average speci ¢ remains limited by the aforementioned arguments. To get a
capacitance Trasatti and Petrii, 1991; McCrory et al., 2013 clear idea about the electrocatalytic ability, we perforrhieR
ECSAD Cy/Cs. The electrocatalytic e ciency of the PANI- on those sets of materials. It should be noted that HER is
based electrodes was evaluated toward HER and OER by teepected to start atdg D 0V vs. RHE in H-satured electrolyte
method of linear sweep voltammetry (LSV) at 5m\VAsand the  for Pt electrode $upplementary Figure S1) Figure 1Cshows
potentiostatic electrochemical impedance spectroscopy @&lS) the iR-uncorrected HER polarization curves recorded at 5mV
di erent electrode potentials. Accelerated aging tests warged s 1. Through this manuscript, we will compare the di erent
out by chronoamperometry and chronopotentiometry. electrocatalysts by the most used relevant overpoternitiél E-
Eeg) de ned as the value corresponding to a current densityjjof |
D 10 mA cm 2 (which is the current density expected for a 12.3%

RESULTS AND DISCUSSION e cient solar water-splitting device) Benck et al., 2014; Luo
etal., 2014; Zou and Zhang, 2Q1mdeed, during HER or water

Effect of the Solvent Removal: Rotovap vs. electrolysis, lots of bubbles are generated on the eleesuorface

Buchner Filtration and most of them do not get away from the electrode immedyatel

Since our primary goal was to convert the polymerization(this is particularly true for 3D electrodes such as those used
mixture of ANI, APS, Ni(NQ),, HCI, and HO into carbon- as supports herein), which directly decreases the e ectivigeact
nitrogen-sulfur-nickel networks (CNNs), we rst examingtle area, and causes an increase of the overpotential (as well as
e ect of the used strategy for the solvent removal on thea noise in the polarization curves). So, the overpotential at
electrocatalytic properties of the resulting materials. ded, a high current density cannot be a fair comparison. From
nickel being at an ionic state NI(l), it is crucial that these Figure 1C it can be observed that at B 0.9V vs. RHE, j
species remain trapped in the polymerized material befor® 0.6, 1.6, and 11.7mA cm?2 for CP (support), PANI-
the thermal treatment at a high temperature of one hundred\Ni-F and PANI-Ni-F-TS290-TC1000, respectively. Theseltgsu
degrees to get a particle state. Specically, we compared tldemonstrate that the thermal treatment enables convertirgy
synthesis performed with 0.023 M Ni(Ng» and extracted by pristine polyaniline into a carbon-nitrogen network with miic
Buchner lItration (F, 1.59g recovered) and rotary evaporatorhigher electrocatalytic activity. This positive e ect of theetmal
(rotovap, R, 8.5g recovered) methods. For a catalytic ink dfeatmentis con rmed by comparing PANI-Ni-R and PANI-Ni-
100 mL, Figures 1A,Bshow the cyclic voltammograms (CVs) R-TS290-TC1000, even though one can logically argue tisisth
recorded at 50mV s! for the materials resulting from the mostly due to the formation of Ni-based particles. Furthenao
ltration (PANI-Ni-F) and rotovap (PANI-Ni-R) together wih  the potential at jD 10mA cm 2is ED 0.86 and 0.61V
that obtained after thermal stabilization at 2@and calcination vs. RHE for PANI-Ni-F-TS290-TC1000 and PANI-Ni-R-TS290-
at 1,000C for 2 h (PANI-Ni-F-TS290-TC1000 and PANI-Ni-R- TC21000, respectively. Therefore, we concluded that the aptov
TS290-TC1000). It should be noted that, as will be presenteg@chnique, which will be used for further studies, enables a
in the Section “E ect of the Temperature of Stabilization”, substantial decrease of the overpotential.

290 C was chosen as the thermal stabilization as a starting Then, we undertook the optimization of the catalytic ink
point after consulting its TGA-DSC and on the basis of ourvolume for PANI-Ni-TS290-TC1000 (rotovap),,M> 100, 160
own experience in the eld of polymer materials stabilization and 200mL. Figure 1D shows the CVs, which indicate that a
The presence of the redox peaks between 1.2 and 1.5V walume of 160mL might be the best compromise since the current
RHE for the samples obtained with the rotovap techniqueassociated to the NiO(OH)/Ni(OH)redox couple is similar for
which belongs to theb-Ni(OH), C OH D b,g-NiO(OH)  200nL. To take into account the amount of nickel, we introduced
C e process [tleischmann et al., 1971; Alsabet et al., 2011in Figure 1Ethe normalization factor ID V/100. This allows
Houache et al., 20)8indicates the successful incorporationus to perform a fair comparison of the normalized values of
of nickel in the polymerized materials. Based on the synthesECSA determined from the double-layer capacitance method
yield and those electrochemical verications, we argue as gupplementary Figure SRand Q of the faradaic process of
rst analysis that the rotovap seems to be the best approactNiO(OH) reduction peak. The direct values of ECSA and Q
Furthermore, even if the raw material (PANI-Ni) has the sameare reported inSupplementary Figure S3wherein QD 943
voltammetric pro le as the stabilized and calcined ones,ash 30, 2019 42, 2220 51 mC for 100, 160, and 2061,
however many limitations: (i) a low electrical conductyi(ii)  respectively. For the electrocatalytic performance towardRHE
a possible loss of ionic nickel species during the electrysiga  Figure 1Fdisplays the iR-uncorrected LSV recorded at 5mV s
(iii)y the remaining of undesired species of chlorine. Hencejn 0.1 M KOH electrolyte. Based on this set of data, a catailyki

the thermal treatment should help to stabilize Ri() is a volume of 160mL has been considered for the next steps. It was
particle state. Quantitatively, the exchange electricatgd (Q) previously noticed that the heat treatment phase is an essentia
of the faradaic process of NiO(OH) reduction peak indicatedstep in the production of high-performance electrode materia

in the inset of Figure1Bis Q D 108 15 and 943 30 We then investigated whether the direct calcination withan

mC for PANI-Ni-R and PANI-Ni-R-TS290-TC1000, respectivelyintermediate step at 29C would be a better option or not.
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FIGURE 1 | Effect of the solvent removal by ltration (F) or rotovap (RElectrochemistry in 0.1 M KOH at 25C. Synthesis with 0.023 M NiCll).(A) iR-uncorrected
steady-state CVs recorded at 50mV s in a large potential window: Inset is CVs of materials withouhermal treatment.(B) iR-uncorrected steady-state CVs
recorded at 50mV s ! in a reduced potential window: inset is the exchange electtal charge (Q) of the faradaic process of NiO(OH) reductiorepk. (C)
iR-uncorrected HER polarization curves recorded at 5mV &. (D—F) Optimization of the catalytic ink volume for PANI-Ni-TS29G-C1000 material (rotovap){(D)
iR-uncorrected steady-state CVs recorded at 50 mV s?; (E) Electrochemically active surface area (ECSA) from the doléslayer capacitance method (left y-axis) and
exchange electrical charge (Q) of the faradaic process of ®OH) reduction peak (right y-axis)F) iR-uncorrected HER polarization curves recorded at 5mV &',
Working electrode is 1 cnf geometric surface area and error bars represent one standdrdeviation o 3).

Effect of the Thermal Stabilization terms of ECSA (153 7 cn) and Q (4.44 0.05 mC), while
The thermal treatment of carbon-based polymers at tempeeatur a temperature of 25@ yields to ECS/AD 33 1 cn? and Q

of about 200-30CC in air is routine and is the so-called D 0.89 02 mC that are lower than 29C (ECSAD 94 13
“reticulation step” for the electrospun polyacrylonitrile neaigls and QD 2.02 0.04). For HER Kigure 2B, the performance
(Wu et al., 2012: Both Engel et al., 2)1Bo investigate the trend at jD  10mA cm 2 is PANI-Ni < PANI-Ni-TC1000
potential thermal stabilization e ect on the electrocatadyt < PANI-Ni-TS250-TC1000< PANI-Ni-TS290-TC1000 <
properties, we began a systematic investigation by examinifgANI-Ni-TS350-TC1000. This performance trend can be
PANI-Ni, PANI-Ni-TS290, PANI-Ni-TS290-TC1000, and explained by the fact that the stabilization temperature rsgjig
PANI-Ni-TC1000. From Figures 2A,B (extended data in aects the composition of the recovered material, thus on its
Supplementary Figures S4-$4t is obvious that the number of electrochemical properties. This is further veri ed by the AG
active sites associated with the redox peaks of NIO(OH)/Kif© curve of the PANI-Ni material where the mass loss prole
between 1.25 and 1.55V vs. RHE and the catalytic activityrbwais not the same for the targeted three temperatures of 250,
HER increase gradually after each thermal step. Since it wa80, and 35CC. Indeed, in addition to the well-known e ect
found that the thermal stabilization at 290 is of high of the temperature on the nature on the stabilization of the
importance together with calcination at 1,0@) we scrutinized carbon-based polymers materials (as explained and refedence
lower and higher stabilization temperatures of 250 and 80 above), the temperature also impacts the decomposition of
to nd out the best condition. Then, the electrochemical nickel precursor of nitrate/sulfate. Those data imply a sicamt
performance is compared with a directly calcined materiaenhancement of the electrochemical kinetics, which can be
(PANI-Ni-TC1000) and a control material without Ni species, translated as a decrease of the charge transfer resistapge (R
Figures 2C-F Figure 2C shows that the directly calcined This metric, Ry, is inversely proportional to the exchange current
material PANI-Ni-TC1000 has the lowest current density,density (p) and thus to the standard rate constant Jkand
which is correlated to the values of ECSA (134 cn?) and  re ects the ability of electron transfer and the di culty oén

Q (699 25 nmC) from Figure 2D. Furthermore, a thermal electrode reaction for driving a larger current density wih
stabilization temperature of 35C gives the best results in minimum driving force (overpotential). It also gives an idea
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about the number of electrons that are transferred from theand would need additional deeper experimentation to nd out
catalytic surface to the reactant(s), as well as internte@na the nature of the lost species. We next utilized XRD to deteamin
formation inside the double layer. In fact, in heterogengouthe crystallographic structure of the as-synthesized niter
electrocatalysis, the reaction occurs near the electrodace Figure 3B shows the obtained patterns of the representative
so that the reaction rates depend strongly on the nature ofamples. For PANI-Ni and PANI-Ni-TS290, the peaks at 20.8,
both the electrode material and the electrolyte, i.e., ately 23.4, 26.2, and 30.2correspond to the (112), (104), (200),
ions in the vicinity of the electrode (from the angstrom to aand (204) re ections of NiS@Q6H,0, respectively Keevers
few nanometers), leading to the appellation of “interfacingand Lipson, 193 For the calcined materials, §8 has been
electrochemistry” Bard and Faulkner, 2001; Markovic, 2013;identi ed as the main phase with the (101), (110), (003)/(021
Shao and Markovic, 20).8-rom the modeling of the “electrode- (202), (113)/(211), and (122) Bragg peaks appearing at 21.8,
electrolyte” by the electrochemical impedance spectrosdbpy, 31.2, 37.7/38.2, 44.3, 49.80/50.0, and 55e3pectively (JCPDS
was found that the resistance to the electrons transfer &t thn 44-1418) \(Vang et al., 2007, 2019b; Zhou et al., 2013a,b;
interface is directly impacted by the nature of the reactgh&ls Ou et al., 2014; Jiang et al., 2016; Tian et al., 2019; Zhang
well as intermediate(s) formation inside the double lay#ence, et al., 2012 The remaining small peaks could be attributed
Rt is expected to be as small as possible in order to get thie a few amounts of other phases of NiS, Ni&nd Ni. Ni at
lowest overpotential. So, to get insights aboktt Re performed bulk or nanoscale is so far known for its excellent performance
EIS measurement&igure 2F shows an example of EIS data atin alkaline water electrolysis. It was recently reported that
ED 0.43V vs. RHE (iR-uncorrected). The data were ttedNizS embedded in di erent supports exhibits a distinguished
using R C Qcpe==R:t as a representative equivalent electricaklectrocatalytic activity, which suggests that the as-pexpa
circuit wherein R is the ohmic resistance (also referred to asmaterials would be a good candidate for the electrocatalysis
cell resistance) that makes the measured overpotential @f ti{Zhou et al., 2013a; Ou et al., 2014; Jiang et al., 2016; Tian
electrode larger than the true value angtg is the constant et al.,, 2019; Wang et al., 2019a,b; Zhang et al.,)2(tbse
phase element to model “imperfect” capacitof@rgzem and XRD results about the formation of a heterogeneous material
Tribollet, 2017. Supplementary Table Shathers all extracted explain the above performance trends toward HERyure 3C
data. At an overpotential of 280 mV, the extracted ®lues are shows the adsorption-desorption isotherms gfdh the di erent
220, 132, and 104 cm 2 for 250, 290, and 35C, respectively. materials; the pore size distribution curves are reported in
In addition, the trend in the ohmic resistance is RD 14.9, Supplementary Figure S7and the extracted quantitative data
14.3, and 13.3 cm? for 250, 290, and 35C, respectively. in Supplementary Table S2The evaluated speci ¢ surface area
Since the cell con guration was kept unchanged, these resulfollowing the Brunauer-Emmett-Teller (BET) theory isgs
show that the initial stabilization plays a further key rofethe D 4, 4, 302, 24, 65 ?ng 1 for PANI-Ni, PANI-Ni-TS290,
electrode-electrolyte interface, causing an extra paémtiop  PANI-Ni-TS290-TC1000, PANI-Ni-TC1000, and PANI-TS290-
(R. ) and regulating the electron transfer ability4R Even if the TC1000, respectively. For the same order, the total volume is
polymer reticulation could be one of the reasons, those aue®  Vigi(cm® g 1) D 0.031, 0.030, 0.182, 0.146, and 0.162 while
could mostly be explained by the formation of Ni-based speciethe pore radius evaluated from Joyner and Halenda method is
that are more a ected by the change of the temperature. Rgjn(nm) D 32,52, 12, 27, and 27. These results con rm that the
To gain further insight into the observed dierence, we stabilization temperature played a key role in obtaining mate
next performed a number of physicochemical characterization with a high surface area and larger pore volume, which are
Figure 3A displays the TGA-DSC curves, based on which thémportant for electrocatalysis, as observeéigure 2 Figure 3D
stabilization temperatures have been chosen. Indeed, PANNd Supplementary Figure S8and Supplementary Tables S3
displays endothermic peaks at 241 and 330while the S4show the CHNS analysis of the synthesized materials. The
introduction of Ni(NOz), induces a negative shift for the rst trend in S amount is PANI-Ni-TC1000 (4.3 wt% $)PANI-Ni-
peak toward 23X and a positive shift for the second one TS290-TC1000 (4.7 wt% $)PANI-Ni-TS350-TC1000 (5.2 wt%
toward 340C. This could indicate that those nickel speciesS), which is supported by the C/S atomic ratio that follows the
have an e ect on the phenomena occurring there. The absens@me trend. This can also explain the above results from XRD
of any signi cant weight loss below 150 would indicate and the electrochemical performance. Results from ICP aisalys
that the materials were well dried, since the evaporation ofSupplementary Table Sbcon rm the theoretical expectation
water molecules that are adsorbed and/or trapped between tied about 8 wt% Ni species in the calcined materials, meaning
hydroscopic polymer chains is expected to occur within thighat the exact amount of Ni loading onto the electrode is abou
temperature range.(ibentsov and Timofeeva, 1991; Gomes an®.1mg cm 2. We further utilized Raman spectroscopy to gain
Oliveira, 201}. Indeed, the elimination of the residual doping additional insights into the nature of the carbon species gnés
agent and the decomposition of smaller polyaniline fragment#/on these materials. The results are reportedHigure 3
take place between 200 and 360while the degradation of for the dierent calcined materials.Figure 3F shows the
the main PANI chains occurs above 38D (Wang et al., example of the tted Raman spectroscopy of PANI-Ni-TS290-
2015; Shah et al., 201%or the materials that were thermally TC1000 to extract fundamental data, which are reported in
treated at 290, 350, and 1,0@) the behavior below 20C is Supplementary Table S6There are four components. The band
explained by the aforementioned processes. The singulafity at1,589-1,594 cnt is assigned to the G-mode, corresponding to
the PANI-Ni-TS350-TC1000 material above 380is unknown the Bgsymmetry, and provides information about the in-plane
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FIGURE 2 | Effect of the stabilization (TS): Electrochemistry in 0.1 MOH at 25 C. Synthesis with 0.023 M NiCll).(A) iR-uncorrected steady-state CVs recorded at
50mV s ! for catalytic ink volume of 100mL (inset is exchange electrical charge (Q) of the faradaicqwess of NiO(OH) reduction peak) andB) the corresponding
iR-uncorrected HER polarization curves recorded at 5mV &. (C) iR-uncorrected steady-state CVs recorded at 50 mV s for catalytic ink volume of 160mL. (C)
iR-uncorrected HER polarization curves recorded at 5mV &. (D) Electrochemically active surface area (ECSA) from the dolgblayer capacitance method (left y-axis)
and exchange electrical charge (Q) of the faradaic processféNiO(OH) reduction peak (right y-axisYE) iR-uncorrected HER polarization curves recorded at 5mV s'.
(F) Complex-plane Nyquist impedance at Bpy D 0.43V vs. RHE (iR-uncorrected): inset shows the equivalerfectrical circuit of R C Qcpe==Rct. Working electrode
is 1 cm? geometric surface area and error bars represent one standdrdeviation i 3).

vibration of the sp-bonded carbon atoms (@C stretching wherel is the laser wavelength in nm,pAis the area of the D
vibrations) (Wang et al., 1990; Nistor et al., 1994; Jawhari et alband and As the area of the G band.
1995; Sadezky et al., 200Fhe so-called D mode appears in  We further performed control SEM analysis on representative
the 1,311-1,331 cnt range, also referred to as D-bandA materials to determine whether the thermal stabilizatideps
symmetry) and results from the symmetry breakdown for carbo can in uence the morphology of the obtained polyaniline-bése
atoms situated at the edge of graphite sheets or near defiebisi  materials. To this end, backscattered SEM images of PANI-
graphene lattice\{{ang et al., 1990; Schwan et al., 1996; Pimenti, PANI-Ni-TS290, PANI-Ni-TS290-TC1000, and PANI-Ni-
et al., 2007; Ma et al., 2012Vhile the Raman shift for the G TC1000 are shown ifrigures 3G-JIt can be clearly observed
band is nearly the same for the di erent materials, there isght  that no metallic state of nickel particles is formed for the
di erence for the D band. Finally, the amorphous?phase of pristine PANI-Ni and stabilized PANI-Ni-TS290. This con rm
carbon appears ata 1,480 cm?! between the bands G and D the previous XRD where nickel was at the sulfate state. Upon
(Nistor et al., 1994; Jawhari et al., 1995; Sadezky et ab),20Ghe increase of the temperature to 1,000 the intermediate
and the band at about 1,165 crhhad been successively assignednaterial is decomposed into crystalline metallic nickel. We
to nanocrystalline diamondSchwan et al., 19)6hexagonal next investigated the distribution of the dierent elements
diamond (Kohano, 1999, and sg rich phase Yeres et al., of C, N, S, O, and Ni during the dierent stage§igure 4
2009. The determined graphitization degree M g) allows shows the obtained EDX mappings from the corresponding
determining the in-plane crystallite size fL(Cancado et al., backscattered SEM images. The results demonstrate théieall t
2006; Ma et al., 20)2for the dierent materials. That in- elements are homogeneously distributed when no calcination
plane crystallite size slightly decreases as the temperafure was done at the high temperature of 1,060(Figures 4A,B.
the stabilization increases, fromyID 15.8 nm for PANI-Ni- Importantly, the mapping of the PANI-Ni-TS290-TC1000 and
TS250-TC1000 to L.D 14.6 nm for PANI-Ni-TS350-TC1000. PANI-Ni-TC1000 materials substantiate the formation ofkel-
This indicates that the size of$plusters presenting a long-range sulfur compounds Figures 4C,0), as previously determined
order is a ected by those stabilization temperaltures. by XRD. For those materials, the absence of the Ni and
100 4 AD O signals overlapping enables us to completely rule out the
La(nm) D (24 10 ™) Ac (1) signi cant formation of oxide, hydroxide, or oxyhydrooxd
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FIGURE 3 | Effect of the stabilization (TS): Physico-chemical charéerization. Synthesis with 0.023 M NiCIl).(A) TGA (left y-axis, solid lines) and DSC (right y-axis,
dotted lines) curves at 5C min * and 100 mL min * air ow. (B) XRD patterns.(C) N, adsorption-desorption isotherms (77 K)(D) Results from CHNS analysis(E)
From bottom to top: Raman spectroscopy of PANI-Ni-TS250-TCD00 (250 C), PANI-Ni-TS290-TC1000 (290C), PANI-Ni-TS350-TC1000 (350C), PANI-Ni-TC1000
(control) and PANI-TS350-TC1000 (blank)F) The tted Raman spectroscopy of PANI-Ni-TS290-TC1000.(G-J) Backscattered SEM images of:(G1,G2) PANI-Ni,
(H1,H2) PANI-Ni-TS290,(11,12) PANI-Ni-TS290-TC1000,(J1,J2) PANI-Ni-TC1000.

forms of nickel. Quantitative data in terms of the atomiciost so-called vapor-liquid-solid (VLS) mechanism might explain
in Supplementary Figure S%highlight that the experimental the formation of Ni-based nanoparticles. To this end, and
Ni/S atomic ratio is about 1.5, thus con rming the formation also to achieve high catalytic performance for comparison
of NizS phase. The results also show the complete removalith existing literature, a higher concentration of Wi(l) of

of chlorine. Furthermore, the concentration of nickel used 0.165M was used in the next sections. Based on ICP results
the starting material was found to be too low to obtain a(Supplementary Table S Ni loading will increase from 0.1 to
well-de ned morphology of these N& particles and further 0.5mg cm?2 since for the majority of the reported systems,
provide a rational explanation. But, we postulated that theNi D 0.5-2mg cm? (Feng et al., 2018; Wu et al., 2018;
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Suryanto et al., 20)9 A comparison study is reported in thatis expected to appear at about 44 & possible explanation
Supplementary Figure S10which particularly emphasizes the for this could be the incomplete sulfurization of Ni nanopaiés,

increase of ECSA. presumably because of a potential protection by polyaniline
_ _ ) which resists the sulfur ions penetrating into the core miiter
Effect of the Duration of the Calcination The N, adsorption-desorption isotherms displayedrigure 6C

The preceding discussion shows that we were able to tightlpok similar. Quantitatively, for the calcination duratioof 2,
regulate the formation of NiS phase within carbon-nitrogen- 6, and 12h, et D 190, 210 and 215 frg 1, respectively. As
sulfur-nickel networks from a thermal treatment of a polylamé-  presented above, the increase in BET surface area would likely
nickel(ll) mixture. The stabilization temperature (TS) d@BC  be due to the removal of more species and the evolution of the
has been found to be optimal according Figure 2 We then particles morphology, which would lead to an increase in the
wondered whether the duration of the calcination step tleaids  external contact surface area. For that sequengg, R about

to the formation of this material could be a major factor. To 16, 14, and 13 nm while the total pore volume igem® g 1)
elucidate that point, we further carried out a systematicdgtu D 0.170, 0.168, and 0.154, thus attesting to the mesoporous
to evaluate the impact of the calcination time (TC) of 2, 6, anccharacter of the material sincenro D 0.025-0.001 cfng L.

12 h. Speci cally, the formation of nickel-based particled #ale  The CHNS results are shown ffigure 6D in terms of wt% while
rearrangement of the di erent atoms leading the bonds such aSupplementary Figure S12eports the di erent atomic ratios
carbon-carbon (C-C, DC, C-H), carbon-nitrogen (pyridinic- of C/N, C/H, C/S, and N/S upplementary Table Sathers

N, pyrrolic-N, and graphitic-N), and nickel-sulfur depends not the extended data). While no signi cant change in the sulfur
only on the value of the calcination temperature, but alsole® t content appears for any Ni-based materials (10-12 wt% of S),
residence time. Speci cally, the duration of calcinatiodiigctly ~ the increase of the calcination duration leads to a decrefse
related to the time required to form a reducing atmospherenitrogen weight for the thermally treated samples, PANI-Ni-
in the furnace and the time needed to form specic type ofTS350 (10.8 0.2 wt%)> PANI-Ni-TS350-TC1000-TC2h (3.0
compounds depending on the nature of the species constituting 0.1 wt%)> PANI-Ni-TS350-TC1000-TC6h (2.4 0.1 wt%)

in the starting samplerigures 5A-Fpresent the electrochemical ~ PANI-Ni-TS350-TC1000-TC12h (2.5 0.1 wt%). This can be
study by comparison with control and blank materials CP, PANI explained by an attachment of S to Ni which is not the case with
Ni, and PANI-Ni-TS350. Extended data for the evaluation ofN, and is particularly true since the blank sample has only 1.6
ECSA are reported iSupplementary Figure S11The proles 0.1 wt% of S. So, Ni could catalyze the elimination of N during
of CVs in Figure 5A (and Supplementary Figure S11A are the cyclization since 8.1 0.1 wt% N was found for the blank.
similar to those obtained with a lower amount of nickel in the As expected from the XRD results, the presence of S in the nal
starting material. FronFigures 5B-0 the sample produced by compound is dependent on that of Ni. For the calcined Ni-based
the thermal calcination for 6 h has the highest number ofvaeti materials, the balanced amount of 36—-37 wt% includes oxygen
sites (G D 35 1 mF, ECSAD 436 21 cn?, 8.15 0.16 of about 3-5 wt%, meaning that the nal nickel content is30
mC) in comparison to 2h (g D 32 1 mF, ECSAD 400 wt%, which con rms the theoretical expectatiofigures 6E-G

27 cn?, QD 6.09 0.20 mC)and 12h (gD 27 1mF, ECSA show the Raman spectroscopy for the three durations of 2, 6,
D 335 9cn? 4.04 0.21 mC). The electrocatalytic activity and 12 h Supplementary Table S@athers the extracted data). It
toward both HER and OER in 0.1 M KOH electrolyte follows thecan be qualitatively observed that the fraction of the amorghou
same tendencyRigures 5E, . From these results, the decreasesp’ phase of carbon appearing e 1,480 cm?® between the

in the number of the active sites (quanti ed by CECSA and Q) bands G and D is particularly high for the materials obtained
together with the performance toward HER and OER when thafter 2 h Figure 6G), which means that the duration a ects the
material was exposed to a longer duration might be explained bgraphitization. It was also interesting to note that the opdim
the particles sintering. Conclusively, a duration of 6 h appdéar value of Av/Ag and thus the in-plane crystallite sizg Is found

be the optimal calcination time for the next steps. for the material PANI-Ni-TS350-TC1000-TC6h.

The materials were further physico-chemically characeetz A deep microscopy analysis was next implemented to
Figures 6A-L. The TGA-DSC curves dfigure 6Aare similarto  account for the morphology of the obtained materials at
those obtained irFigure 3A, except for the good stability of the each stage. Representative backscattered SEM images are
materials obtained after the calcination for temperaturaghkr  displayed in Figures 6H-L (extended images are shown in
than 300C. This is consistent with the hypothesis that the onlySupplementary Figures SE&517. For PANI-Ni and PANI-Ni-
observed mass loss (8 wt%) would come from the uptake of wat&iS350, there is no obvious formation of metallic Ni-based
and the surface oxidation once left in the ambient &igure 6B particles. After calcination at a high temperature, there is a
shows the XRD patterns where the3Si (JCPDS n 44-1418) predominance of cone-shaped micro-scale crystals. A careful
can be clearly indexed. Other small peaks belowl®flong to observation indicates that the length of the tip increases
other phases of NiS. New distinct di raction peaks appearingubstantially with the duration of the calcination. Such tyue
at 2' D 51.8 and 76.4 for the XRD patterns of the calcined morphology could be explained by a vapor-liquid-solid (VLS)
samples can be assigned to (200) and (220) crystal planes of thechanism of growth, involving a vapor of nickel-sulfur sath
face-centered-cubic phase of Ni (JCPD®#-0850). This could the super-saturation and nucleation at the liquid/solid irisee
be mean that the peak at' D 44.4 and initially assigned to leads to an axial crystal growthMagner and Ellis, 1964
the (202) of N3 (JCPDS n 44-1418) could also include the EDX mapping of the di erent materials were also performed
contribution of the (111) crystal plane of Ni (JCPDS®4-0850) to determine qualitatively the distribution of the elements.
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FIGURE 4 | Effect of the stabilization (TS): EDX characterization. 8esis with 0.023 M NiCll). Backscattered SEM images and the corresponding EDX mappg of:
(A) PANI-Ni, (B) PANI-Ni-TS290, (C) PANI-Ni-TS290-TC1000, and(D) PANI-Ni-TC1000. Scale barD 25 nm.
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FIGURE 5 | Effect of calcination time (TC): Electrochemistry in 0.1 M@H at 25 C. Synthesis with 0.165 M NiCll).(A) iR-uncorrected steady-state CVs recorded at
50mV s 1. (B) Plots of the absolute value of the charging currentl(I D I,-l.) of the double-layer region at 0.93V vs. RHE as a function otan rate for determining the
electrochemically active surface area (ECSA)C) ECSA as a function of the duration of the calcination(D) Exchange electrical charge (Q) of the faradaic process of
NiO(OH) reduction peak(E) iR-uncorrected HER polarization curves recorded at 5mV s'. (F) iR-uncorrected OER polarization curves recorded at 5mV &. Working
electrode is 1 cn? geometric surface area and error bars represent one standdrdeviation fi  3).

Figures 7A—-C show the backscattered SEM images and thevas thereafter carried out to nd out the best conditions foe
corresponding EDX maps of C, N, O, S, and Ni. Atomicsynthesis of a high-performance electrocatalyst.

composition and ratios of C/N, Ni/S, and Ni/O are reported

in Supplementary Figure S1&nd Supplementary Table S8It
was found that there was no chlorine species after calcinatio
1,000C (about 4 at% Cl in PANI-Ni and 1 at% CI in PANI-Ni-
TS350). After an augmentation from 10.10.8 at%to 15.9 0.8
at% after stabilization, the nitrogen content gradually a@irshed
to 3.1 10,24 0.4 and 1.9 0.8 at% for 2, 6, and 12h,
respectively. The elimination of nitrogen atoms togethethwi
the rearrangement of C-C/QC bonds at high temperatures to
yield compounds of pyridinic-N, pyrrolic-N, and graphitic-N wa
reported during the carbonization of nitrogen polymerg/q
et al., 2012; Nam et al., 2014; Zhang et al., POXPS analysis
in the next sections will elucidate that point. Furthermotiee
Ni/S atomic ratios of 1.7 0.4 (2h), 1.9 0.4 (6h), and 1.6
0.2 (12 h) are in agreement with the theoretical value of NIVS
1.5 in NigS. Additionally, the mapping of O and Ni elements
in Figure 7 and the Ni/O atomic ratio of about 3—4 allow us

Effect of the Temperature of the

Calcination

Two other temperatures of 900 and 8@were used to elucidate
the role of the calcination's temperature on the propertieshef t
materials.Figure 8 shows the obtained electrochemistry results
(extended data are reported Bupplementary Figure S19 A
better de nition of the shape of the voltammetry wave is to
be noted in the case of the sample obtained at @)0Gvhich

re ects the electrochemical formation of an oxyhydrooxide
NiO(OH) surface followed by the beginning of OERdure 8A).
Figures 8B,Cdo not show any signi cant change of the ECSA
when the temperature increases from 800 to ¥MOwhich

is consistent with their voltammetry pro les in the capacdiv
region (0.9-1.2V vs. RHE). The drastic change in the faradaic
region during the forward going scan translates into a major
improvement of Q Figure 8D) and electrocatalytic activity

to completely rule out the possible hypothesis of the formationoward both HER and OERRjgures 8E,F. Speci cally, at |j|
of NiO, NiO(OH), NiO2, or NizO4 species. Based on this D 10mA c¢cm 2, E(V vs. RHE)D 0.55, and 0.48 for 800C

electrochemical and physicochemical scrutinizing, the ropti

and 900/1,000C during HER and 1.82, 1.72 for 800 and

duration for the calcination is 6h and was used for furthergoo/1,000C during OER, respectively. The signi cant di erence

studies. Speci cally, a screening of the calcination tenmpeea

in the case of OER can be explained by the fact that the
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FIGURE 6 | Effect of calcination time (TC): Physico-chemical charaetization. Synthesis with 0.165M NiCIl).(A) TGA (left y-axis, solid lines) and DSC (right y-axis,
dotted lines) curves at 5C min * and 100 mL min ! air ow. (B) XRD patterns.(C) N, adsorption-desorption isotherms (77 K)(D) Results from CHNS analysis(E-G)
Raman spectroscopy of:(E) PANI-Ni-TS350-TC1000-TC12h,(F) PANI-Ni-TS350-TC1000-TC6h, and(G) PANI-Ni-TS350-TC1000-TC2h.(H-L) Backscattered SEM
images of: (H) PANI-Ni, () PANI-Ni-TS350,(J1,J2) PANI-Ni-TS350-TC1000-TC2h,(K1,K2) PANI-Ni-TS350-TC1000-TC6h, and(L1,L2) PANI-Ni-TS350-
TC1000-TC12h.

redox couple NiO(OH)/Ni(OH) formed during the positive at temperatures lower than 200 for the sample calcined at
scan above 1.4V vs. RHE is playing a crucial role. Henc800 C, likely due to its susceptibility to readily adsorb water
the presence of S species leads to the electronic regulation @f oxidize in ambient air. XRD patterns ifrigure 9B display
the Ni-S bond that results in an enhanced electrocatalyss, the peaks belonging to j% and Ni as previously indexed, the
previously observedV{ang et al., 2007, 2019a,b; Zhou et al.pnly di erence being the intensity of the peaks that augmented
2013b; Tian et al., 2019; Zhang et al., 20XConsequently, with the calcination temperature. From the ;Nadsorption-
an operating temperature of 900 is the optimal value for desorptionisothermsHigure 8C), which have the same behavior,
a better electrocatalytic performance. The physicochemicéihe determined get is 210, 195, and 216 4ng ! for
characterization about the e ect of the calcination temperat 1,000, 900, and 80G, respectivelySupplementary Table SR

is shown inFigures 9A-J Figure 9A shows a slight di erence A comparison with the blank material (PANI-TS350-TC900,
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FIGURE 7 | Effect of calcination time (TC): Compositional charactemation. Synthesis with 0.165 M NiCIl). Backscattered SEM images and the corresponding EDX
mapping of the material PANI-Ni-TS350-TC1000(A) 2 h, (B) 6 h, and (C) 12 h. Scale barD 10 nm.

Ser D 155 nfg 1) highlights an increase of the BET sulfur, the reverse is happening with a sulfur removal when
surface that could be attributed to the formed nickel-nickel is not present in the starting material. This would mean
based crystals, thus creating extra adsorption sites for that the majority of the sulfur is not involved in the cycling
probing molecule (N). Elemental analysis result§igure 9D  process. i.e., the cyclization leads to pyridinic-N, pyrrdlic
and Supplementary Table Sy rstly suggest that the nitrogen and graphitic-N compounds. The remaining S is possibly in the
content diminishes when the temperature increases, N(Wi%) form of thiophene. Hence, all those pyridinic-N, graphitic-&hd

24 01,41 0.2,6.1 0.1 for 1,000, 900, and 80D, thiophene-S species are relevant sources of active Sitesy(
respectively. Secondly, the comparison between PANI-NB0S3 et al., 2013 Furthermore, a representative sample (PANI-Ni-
TC900 (4.1 0.2 wt% N) and PANI-TC350-TC900 (8.1  TS350-TC900) was analyzed by ICP and the result shows that the
0.1 wt% N) undoubtedly shows that the presence of nickeNi content is about 32 wt%Supplementary Table Sp Taking
catalyzes the thermal elimination of nitrogen. In the cade ointo account the unavoidable presence of oxygen in the range
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FIGURE 8 | Effect of the calcination temperature (TC): Electrochentiy in 0.1 M KOH at 25 C. Synthesis with 0.165 M NiCll).(A) iR-uncorrected steady-state CVs
recorded at 50mV s 1. (B) Plots of the absolute value of the charging currentl(1 D I,-l¢) of the double-layer region at 0.93V vs. RHE as a function ofcan rate for
determining the electrochemically active surface area (ES2\). (C) ECSA as a function of the temperature of the calcination(D) Exchange electrical charge (Q) of the
faradaic process of NiO(OH) reduction peak(E) iR-uncorrected HER polarization curves recorded at 5mV . (F) iR-uncorrected OER polarization curves recorded
at5mV s 1. Working electrode is 1 cnf geometric surface area and error bars represent one standdrdeviation o 3).

of 5-7 wt% Gupplementary Table S} we came up with the 800 C conrms the previous bulk analysis by CHNS, thus
balanced result of 37-39 wt%, as showfigure 9D. underpinning the decrease of nitrogen content upon calcorati
Raman spectroscopy ts are shown Figures 9E—~Gfor  at high temperatures. This elemental analysis fully sulistzs
PANI-Ni-TS350-TC1000, PANI-Ni-TS350-TC900, and PANI-our hypothesis on the regulation of the formation of nickel-
Ni-TS350-TC800. Those of the blank sample (without nickelpased particles and carbon-carbon, carbon-nitrogen, angs
are reported inSupplementary Figure S20In agreement with  sulfur bonds by the duration or the value of the calcination
the above results, it was found that the temperature of théemperature. The previous outcomes demonstrate that we were
calcination strongly a ects the crystallization of the mads, able to manipulate the synthesis toward dierent carbon-
with Ap/Ag values of 2.1, 2.2, and 2.8 for 1,000, 900, anditrogen-sulfur-nickel networks possessing various physiod
800 C, respectively. As a corollary, the in-plane crystalliteelectrochemical properties. Speci cally, having demonstrtte
size is L D 21.7, 20.9, 16.4nm for the same sequencability to use various post-synthesis steps to regulate thetgro
Backscattered SEM images at di erent magni cations of PANI-of NizS nanostructured particles from a polyaniline-nickel (l1)
Ni-TS350-TC900 and PANI-Ni-TS350-TC800 are shown inmixture, we sought to study the electrochemical performance
Figures 9H-J (extended data inSupplementary Figures S21 arelevant concentration of electrolyte (1 M KOH) more catigfu
S29; those of PANI-Ni-TS350-TC1000 were already showrand then compare our outcomes with the existing literature.
in Figure 6K and Supplementary Figure S16The majority of To this end, the optimized material of PANI-Ni-TS350-TC900
the particles still adopt a conical shape with a heterogeneowsgas considered.
crystal size distribution, from tens of nm to hundreds. The
above VLS mechanism should hold in the present case. Rerformance in 1 M KOH Electrolyte
deeper elemental analysis by ECRgures 10A,B conrmsthe  The electrocatalysts conditioning protocol is very crudial
formation of NisS species with co-localization of Ni and S obtaining electrodes with excellent durability. To furttesraluate
for a Ni/S atomic ratio of 1.88 0.17, and 1.83 0.47 for the suitability of the present electrocatalysts for that purpose
900 and 80CC, respectively Qupplementary Figure S18nd  we implemented programs of accelerated aging/durability test
Supplementary Table SB The determined nitrogen content of (ADT) by either potentiostatic or galvanostatic measuretsen
22 05,40 12and52 1.3 wt% for 1000, 900, and Figure 11 shows the results obtained by CVBidures 11A,B
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FIGURE 9 | Effect of the calcination temperature (TC): Physico-chewel characterization. Synthesis with 0.165 M N&II). (A) TGA (left y-axis, solid lines) and DSC

(right y-axis, dotted lines) curves at 5C min * and 200mL min * air ow. (B) XRD patterns.(C) N, adsorption-desorption isotherms (77 K){(D) Results from CHNS
analysis.(E-G) Raman spectroscopy of: (E) PANI-Ni-TS350-TC1000, (F) PANI-Ni-TS350-TC900 and(G) PANI-Ni-TS350-TC800.(H-J) Backscattered SEM images
of: (H1-J1) PANI-Ni-TS350-TC900, and(H2-J2) PANI-Ni-TS350-TC800.

for HER (Figures 11C—ff and for OER Figures 11F-). The remaining oxidized surface species will be completely rediuce
charge Q of the faradaic process of NiO(OH) reduction peako Ni and therefore increase the ECSA. For OER's ADT the
increases substantially after HER's ADT by 36%, while a dsere occurring oxidation can thereafter lead to a minor loss oé th
of 5% is observed after OER's ADT. These outcomes can lpatalytic species (in view of the recorded post-test perforraanc
explained by the simple fact that during HER, either part ofSpeci cally,Figures 11C—Fshow that the e ciency toward HER
the surface of NiS will be reduced to pure nickel or still increases substantially after chronoamperometrylat j 10 mA

15 May 2020 | Volume 8 | Article 385
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FIGURE 10 | Effect of the calcination temperature (TC): Compositionaharacterization. Synthesis with 0.165 M N{I1). Backscattered SEM images and the
corresponding EDX mapping of the material PANI-Ni-TS350-T&h: (A) 800 C and (B) 900 C. Scale barD 10 mm.

cm 2 with a decrease of the overpotential bg 150mV. The other reported Ni-based systems involving additional gaial
determined Tafel slope by the two methods (current densityelements, for instance P, Cu, Fe, Ru, Co, etc., and mostly when
and charge transfer resistance) also decreases sigriycdiite  the catalytic ink was loading onto nickel foamsu(g et al.,
same trend is observed for OER. The Tafel slope value givirip16; Wang et al., 2016b, 2019a; Hao et al., 2019; Surydwansh
important information on the rate determining step (rds) in et al., 2019; Yu et al., 2019; Li et al., 20HMaving performed
an electrochemical reaction is a mechanism descriptor (P. M thorough and step-by-step study of the synthesis condition
Ross et al., 2003The obtained values of 84-160mV déc and shown that the as-prepared materials exhibit good agtivit
suggest that thedsof the electrocatalytic process is the so-callednd stability, the remaining opened question we nally sotigh
“Volmer reaction,” characterized by the limitation fromeétwater address more carefully was the evolution of the oxidatiotesta
molecules adsorption. of the involved elements as well as the surface compositios. Th
Supplementary Figure S23 reports the  comparison is especially important since catalysis is related to the serfa
with the commercial Pt/Vulcan for both HER and OER. atoms. For that, we utilized XPS, a technique which analyzes
The comparative performance with the relevant Ni-basednly a nanoscale domain of 10 nm penetration since the bulk
catalysts from the literature in alkaline media is shown inand semi-bulk analysis have been previously xed by ICP, CHNS,
Supplementary Tables S9S1Q At the present PANI-derived and EDX.
N3S catalysts, the overpotential at 10mA chis 194 mV
for HER (Tafel slopeD 84mV dec?!) and 360mV for OER XPS Investigation
(Tafel slopeD 35mV dec?). In comparison with Pt/Vulcan, We nally carried out XPS analysis for unraveling the eviint
the performance is lower for HER (overpotent@l92mV and of the surface chemical states and the structural surface
Tafel slopeD 49 mV dec 1) and larger for OER (overpotenti@l composition. Figures 12A-I shows the high-resolution
435 mV and Tafel slopp 62 mV dec 1). For similar NgS-based  spectra of S 2p, N 1s, and Ni 2p regions. The indexed
catalysts, the HER's overpotential is typically 350-474 ¥ survey XPS of the as-synthesized materials (PANI-Ni,
et al., 2016; Wang et al., 20)9which means that the present PANI-Ni-TS350, PANI-Ni-TS350-TC800, PANI-Ni-TS350-
NizS has a higher activity. Even though the overall HER andrC900, and blank PANI-TS350-TC900) are reported in
OER performance is higher than most §$-based materials Supplementary Figure S24 Extended comparative spectra
(Oluigho et al., 2019; Xiao et al., 2),1& is still lower than are displayed inSupplementary Figures S25528 When no
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FIGURE 11 | Performance and accelerated aging in 1 M KOH at 25C: Performance. Synthesis with 0.165M N(I1).(A) iR-uncorrected steady-state CVs recorded at
50mV s ! before and after accelerated durability test (ADTJB) Exchange electrical charge (Q) of the faradaic process of ®{OH) reduction peak(C) HER polarization
curves recorded at 5mV s 1. (D) Chronopotentiometry of HER at D 10mA cm 2 during the ADT: Inset the chronoamperometry of HER atfp D 0.34Vvs. RHE
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calcination was done, the examination of the XPS of S 2formsof NS (Yuetal., 1990; Park et al., 2015; Jiang et al., 2016;
core-level Figures 12A,B reveals the remaining polymerization Deng et al., 2008 The presence of N& is further con rmed
reactant (NH)>$0g at BED 168.5eV (S 2f0) and 169.8 after examining the XPS of Ni 2p with the peak at 854.3 eV (Ni
(S 2p=2), the side-product (NH)>SQy at BED 169.3eV (S 2pz=) (Yu et al., 1990; Park et al., 2015; Jiang et al.,)20he
2p3=) and 170.4 (S 2py) as well as the formed NiSGat BED  peak at 852.8 eV is assigned to the N32f the pure Ni phase,
167.29eV (S ) and 168.65 (S 2p) (Yu et al., 199) After  as previously observed by XRD. The remaining peaks at 855.9,
the calcination Figure 12C and Supplementary Figure S26  857.6, and 860.1 eV correspond to the surface oxidized nickel
all those peaks disappear completely with the emergence of nemd satellitesGrosvenor et al., 2006; Biesinger et al., 2009,)2011
peaks corresponding to compounds NiS (161.4 eV fors2md  For the C 1s$upplementary Figure S25the peak at 285.2eV
162.5eV for S 230), NizS (162.3eV for S 2p, and 162.5eV is assigned to C-C function and those situated at 286.0 and
for S 2p=), and thiophene (163.8 eV for S2pand 165.0eV for 288.0eV are attributed to the C-N/-C-O and carbonylYO)

S 2p-); the peaks at 167.39 and 168.65 eV belong to the oxidizédnctions, respectively Anhdersson et al., 2002; Rajagopalan
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FIGURE 12 | Synthesis with 0.165 M NiCIl): Compositional and structural characterization by XPS.igh-resolution spectra of(A—C) S 2p, (D—F)Ni 2p and (G-I)N 1s
for: (A,G) PANI-Ni, (B,H) PANi-Ni-TS350, and(C,I) PANI-Ni-TS350-TC900.(D) Overall comparison of Ni 2p.(E) Ni 2p for PANI-Ni-TS350-TC800.(F) Ni 2p for
PANI-Ni-TS350-TC900.

and Iroh, 2003; Stankovich et al., 2007; Kumar et al., R016of the electrocatalytic activity during the acceleratednggi

The N1s Figures 12G—I and Supplementary Figure S28 test. Furthermore, the evaluated surface atomic compwositio

shows the presence of the imine @, pyridinic N) at Ni-based specie¢Figure 13B indicates that the calcination

ca. 398.8eV, the amine (-NH-C, pyrrolic N) at399.7 eV, the temperature of 90QC leads to a decrease of surface nickel oxides.

graphitic/polaron/bipolaron at 401.2 eV, the quaternary/-RHD  For the calcined materialSupplementary Figure S29/shows

at 402.0 eV, the oxidized nitrogen at 403.0eV, and phé that the total nitrogen content of 5.3-8.7 at % is involvedtie

p shake-up satellite of the doublet present on some nitrogemajority of the pyridinic-N (38—44%) and the graphitic-N (40—

at 405.9eV Keane et al.,, 1991; Yue and Epstein, 1991; So#6%), which are well-known as the main active nitrogen species

et al., 2001; Rajagopalan and Iroh, 2003; Sreedhar et ab; 20and could also explain the obtained electrocatalytic pertomoe

Biddinger et al., 2009; Lai et al., 2012; Tantawy et al.,;ADdi5g  of the materials synthesized hereina( et al., 2012; Silva et al.,

etal., 2016; Smolin et al., 2017; Inagaki et al., 018 2013; Deng et al., 2018; Inagaki et al., 2018; Wang et af¢)201
The overall atomic composition (surface) is shown inThe presence of pyridinic nitrogen is supported by the atomic

Figure 13A Speci cally, the S/Ni atomic ratio is 4.2, 1.8, 1.5distribution of carbon specieS(pplementaryFigure S29Bhat

and 1.4 for PANI-Ni, PANI-Ni-TS350, PANI-Ni-TS350-TC800, shows that © C represents 58—-68%.

and PANI-Ni-TS350-TC900, respectively. Hence, based on the

theoretical expected S/Ni ratio of 0.67 ind$p, we postulated

a core-shell like structure for those particles. This is supggbr CONCLUSIONS

by the fact that the majority of the as-synthesized nickel-

sulfur particles have a size larger than tens of nanomete®wing to its large natural abundance and involvement in [BliF

and XPS probes a depth of about 10 nm. This hypothesis Isydrogenases, nickel has long been examined as a promising

also in agreement with the suggested vapor-liquid-solid (VLScandidate for hydrogen production catalysis, particulariden

mechanism to account for the formation of those Ni-basedalkaline conditions. The present work reports on the use of

particles. Indeed, the sulfur content is 1.45 and 0.24 at % fqwolyaniline and nickel nitrate as sacri cial supports for the

the samples calcined at 9@ in the presence and absencesynthesis of self-supported nickel sul de 4 particles onto

of nickel, which would mean that at 900 an atmosphere of nitrogen-sulfur-nickel-carbon nanostructured networfsr the

sulfurous species is present in the oven and could redeposit onelectrocatalytic hydrogen evolution reaction (HER) and gety

Ni particles. This hypothesis explained the surprising inaeeasevolution reaction (OER) in alkaline media. We have integdat
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1 M electrolyte have demonstrated that the overpotential eeed
to reach the metric current density of 10 mA crhis 194 mV

for HER (Tafel slopeD 84mV decl) and 360mV for OER
(Tafel slopeD 35mV dec 1) after 24 h of continuous operation.
Instead of decreasing, it was surprisingly found that the
performance of the catalyst increased during the accelerated
aging measurement. To date, the present performance is higher
than similar NgS-based catalysts reported in the literature
where the HER's overpotential is typically 350-475mV at 10 mA
cm 2. Those results are satisfactory when compared to the
commercial Pt/Vulcan benchmark catalyst tested under our
conditions toward HER (overpotenti@ 92 mV and Tafel slope

D 49mV dec!) and OER (overpotentiaD 435mV and Tafel
slopeD 62 mV dec 1). Designed to mimic the activity of a [NiFe]
hydrogenase biocatalyst that contains at least one Ni atben,
present nickel sul des of N constitute an attractive type of
bio-inspired promising platinum group metal-free (PGM-free)
catalysts for catalytic hydrogen production. Our outcomesia
favor of transitioning from noble-metal-based catalystsaale-
abundant inorganic catalysts, due to the scarcity of thos®I®G
associated with their high price making them impractical for
world-wide hydrogen production applications.
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