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The stability of the surrounding rock under high temperature is pivotal to the
efficient and safe production of high-temperature fluidized mining engineering.
To investigate the stability of rocks under high temperature, this paper takes
the roof sandstone of Tongxin coal mine, examining changes in its physical
parameters such as mass, dimensions, wave velocity, porosity, and permeability
after treatment at various temperatures (20—700°C). The results showed that
parameters like mass and wave velocity decreased with increasing temperature,
while dimensions, porosity, fracture density, and permeability increased. The
patterns of change in these physical properties with temperature exhibit a high
degree of consistency. Additionally, composition analysis and thermal analysis
were conducted to understand the physical and chemical changes occurred in
sandstone. Scanning electron microscopy was used to observe microstructural
changes in the sandstone. After analysis, the evolution of the internal structure of
Tongxin sandstone with heat treatment is categorized into three stages. (1) stable
change Stage (20-450°C, 650-700°C): Dominated by dehydration and thermal
stress, where pore and fracture structures develop slowly; (2) rapid change stage
(450-550°C, 600-650°C): Dominated by the kaolinite dehydroxylation, leading
to increased porosity but decreased average pore size; (3) intense change
stage (550-600°C): Dominated by the quartz phase transitions, where the
thermal stress generated by quartz phase transitions causes dramatic alterations
in the internal structure of the sandstone. Furthermore, a correlation model
between wave velocity and permeability of sandstone at high temperatures was
established based on the interrelationship of these physical properties, providing
a new method for real-time monitoring of permeability under high-temperature
conditions.
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high temperature, sandstone, internal structure, dehydroxylation, quartz phase
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1 Introduction

In recent years, eforts to overcome technical challenges posed by
traditional mining methods for solid mineral resources have led to the
continuous development of in situ modifcation mining technology.
T e stability of surrounding rocks under high temperature in mining
technologies, such as underground coal gasifcation and in situ oil
shale mining, is crucial for efFcient and safe production (Bhutto et al.,
2013; Kangetal., 2020). Moreover, deep geological disposal techniques
for high-level radioactive waste require extremely high stability
from the surrounding rocks under high temperature (\Wang et al.,
2018). Terefore, it is crucial to study the evolution of the internal
structure and various physical-mechanical properties of rocks under
the infuence of high temperatures.

In recent years, the mechanical behavior of sandstone under
high-temperature conditions has been the subject of extensive
scholarly investigation. A subset of researchers has concentrated
on the temperature-dependent variations in the physical properties
of sandstone, including mass, density, porosity, permeability, and
P-wave velocity (Tian et al., 2012; Liu and Xu, 2015; Jiang et al.,
2021). Teir studies indicate that with increasing temperature,
there is a reduction in mass, density, and P-wave velocity, whereas
porosity and permeability exhibit an increase. Furthermore, the
thermal physical properties of sandstone, such as specifc heat
capacity, thermal conductivity, thermal expansion coe¥cient, and
thermal difusivity, have also been explored, contributing to a
deeper understanding of sandstone’s behavior under thermal stress
(Sun et al, 2016; Dong et al, 2022). Further investigations
have been conducted by other scholars into the mechanical
properties of sandstone with temperature. Lu etal. determined
that high temperatures reduce the tensile strength of sandstone,
and discovered a similar trend between tensile strength and
longitudinal wave speed with temperature (Lu et al., 2017). Li
et al. focused on the dynamic mechanical properties of coal-bearing
sandstone, determining 500°C as the critical threshold temperature
for these properties, a phenomenon attributed to the thermal
decomposition of kaolinite (Li et al., 2016; Li et al., 2017). Jin et al.
examined the variations in mechanical properties such as elastic
modulus, Poisson’s ratio, internal friction angle, cohesion, uniaxial
compressive strength, and peak strength strain with temperature
(Jin et al., 2024). Current research demonstrates that the rate of
change in the physical and mechanical properties of sandstone
varies markedly across diferent temperature stages. T is variation
is attributed to the distinct factors infuencing the rock’s internal
structure at each stage. Jing et al. and Zhang et al. identifed moisture
loss, thermal expansion of mineral grains, mineral decomposition,
and dehydrogenation reactions as the primary factors afecting the
internal structure and physical-mechanical properties of sandstone
under thermal conditions (Zhang et al., 2016; Jing et al., 2021).
Zheng etal. and Chen etal. investigated the efects of heating
rates, revealing that rapid heating induces thermal stress due to
temperature gradients, which signifcantly impacts the internal
structural changes of the rock (Chen et al., 2017; Zheng et al., 2024).

Furthermore, advanced techniques such as Scanning Electron
Microscopy (SEM), Computed Tomography (CT), and Nuclear
Magnetic Resonance (NMR) have been extensively utilized in
the feld of high-temperature rock mechanics (Wu et al., 2020;
Xiao et al., 2021; Wu et al., 2022; Zhang W. Q. et al., 2022; Wu et al.,

Frontiers in Earth Science

02

10.3389/feart.2024.1502647

2024; Xiao et al., 2024; Zhang et al., 2024). T ese methodologies
facilitate a more intuitive and detailed observation of the surface and
internal structural evolution of rocks subjected to heating, further
revealing the evolution mechanism of the internal structure of rocks
afer heating.

In addition, there are many studies on the laws of the infuence of
temperature on the physical properties of other rocks such as granite,
and these studies have all found that diferent rocks have threshold
temperatures for physical property mutations (Zhang et al., 2016;
Chenetal., 2017; Fanetal., 2017; Yang et al., 2017; Zhao et al., 2017a;
Zhao et al., 2017b; Shang et al., 2019; Zhang Y. et al., 2022).

However, existing research on the efects of high temperatures
on rocks primarily focuses on the changes in individual physical
and mechanical properties. Tese studies ofen overlook the
interrelationships between diferent properties and the relationship
between these properties and their internal structure. T e analysis of
the evolution patterns and mechanisms of rock internal structures
under high-temperature conditions remains insufciently thorough
and comprehensive. T is study focuses on the roof sandstone of the
Tongxin Coal Mine, measuring physical properties such as mass,
dimensions, wave velocity, porosity, and permeability afer exposure
to various temperatures. By conducting a comprehensive analysis
that integrates pyrolysis results and SEM observations, and by
cross-validating these fndings with changes in physical properties,
this study provides more detailed insights into the evolution
of sandstone’s internal structure with temperature. Tis study
develops a model based on the correlation between various physical
properties of sandstone and their relationship with its internal
structure. Te model directly links wave velocity to permeability.
It enables real-time monitoring of permeability, which is typically
challenging to measure, under high-temperature conditions
through more easily obtainable wave velocity measurements. Te
research results ofer anew method for analysing and monitoring the
stability of surrounding rock in in situ high-temperature fuidized
mining and other engineering projects.

2 Experimental materials and methods
2.1 Experimental materials

Coarse sandstone samples used in this research were sourced
from the coal roof of the Tongxin Coal Mine in Datong, Shanxi.
Te samples, predominantly quartz, exhibited interlaced bedding
and porous cementation. Quartz grain size varied between 0.1 mm
and 1 mm, with a mean size of 0.5 mm. Prior to thermal treatment,
the samples demonstrated a bulk density of 2.47 g/cm?®, a porosity of
5.85%, a permeability of approximately 0.63 mD, and a longitudinal
wave speed of around 4.83 km/s.

Te content and linear expansion coefcient of various minerals
in sandstone are detailed in Table 1.

2.2 Experimental equipment and
procedure
Tis study undertook thermal analysis of the sandstone sample,

measured several physical properties such as size, wave velocity,
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TABLE 1 The content and linear expansion coefficient of various
component in sandstone.

Mineral composition Quartz | Kaolinite ’ Mica
content (%) 61.3 37.6 11
linear expansion coefcient 0.5-0.55 7.3-9.6 11-15
(x1078/°C)

porosity and permeability, and carried out SEM microscopic
observations. All experimental apparatuses are showed in Figure 1.

Physical properties such as size, wave speed, and permeability
were measured on the same cylindrical specimens (9507100)
following thermal treatment at varying temperatures, thereby
reducing data dispersion. T ree cylindrical specimens were used.
Termal analysis was conducted using powdered samples, while
porosity was measured with block samples, and SEM observations
were made with square samples measuring 25”20"5.

Xi etal. discovered that during repeated heating of granite,
acoustic emissions are minimal when the temperature is below
the previous maximum heating temperature. However, when the
temperature exceeds the previous maximum, acoustic emissions
increase signifcantly (Xietal., 1996). T is phenomenon is known as
the thermal Kaiser efect and has also been observed in other rock
(Zuberek et al., 1998; Daoud et al., 2020). T is indicates that in the
process of cyclic heating of rocks, new cracks only form when the
temperature surpasses the previous maximum.

Further research by Grifths et al. found that although acoustic
emissions occur during both heating and cooling phases of a
heating-cooling cycle, thermal crack damage only occurs during
heating. T e acoustic emissions during cooling are mainly due to
particle sliding and rearrangement, meaning that almost no new
cracks form during cooling (Grifths et al., 2018).

Based on these studies, it can be concluded that cyclic heating
has a minimal impact on the internal structure of rocks. T erefore,
this paper employs an experimental scheme of repeatedly heating
the same batch of samples. Tis approach avoids the variability
in experimental results due to sample diferences and alleviates
concerns about the impact of cyclic heating on the rocks.

To avoid interference between the measurement of diferent
physical properties, the experimental process was designed
as follows.

2.2.1 Size measurement

Size determination was performed using a micrometer with a
precision of 0.001 mm, in conjunction with a comparator. Each
specimen was measured at three distinct heights, approximately
120° apart, with the mean value taken. T e diameter was measured
at the top, middle, and bottom, with two vertical measurements
taken at each point, resulting in a total of six measurements. Te
mean of these measurements was taken. High-temperature markers
were utilized to denote measurement points, ensuring consistency
in location and minimizing comparative errors.

2.2.2 Permeability measurement

Permeability was measured using the stable method, employing
a custom-made CPPD-1 permeameter. Helium served as the
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permeating medium, with a confning pressure of 5 MPa and a
permeability pressure diference of 1 MPa.

2.2.3 Wave speed measurement

Te ZBL-U520 ultrasonic tester, designed for non-metals, was
used to measure the ultrasonic wave speed of the sandstone.
Axial Measurement: Te wave velocity for each specimen was
recorded fve times to compute the average value. Circumferential
Measurement: T e wave velocity for each specimen was gauged at
10-degree intervals in a clockwise direction from the reference point,
with the average value determined afer fve recordings.

2.2.4 Heat treatment

Te X2.5-10 mufFe furnace was used to heat the samples.

If the temperature increases too rapidly, the resulting
temperature gradient can cause thermal stress, leading to crack
formation. Some researchers have suggested that when heating
sandstone and granite, maintaining a heating rate below 5°C/min
can prevent thermal shock (Chen et al., 2017; Fan et al., 2017). By
summarizing the heat treatment parameters from the references
cited in this paper (see Table 2), it is observed that most existing
studies use a heating rate below 10°C/min and maintain a holding
time of at least 2 h. T erefore, this study adopts a heating rate of
5°C/min and a holding time of 4 h for the heat treatment process.
Ten naturally cool to room temperature.

Steps (1) through (4) were repeated, with the heat treatment
temperature ranging from 50°C to 700°C, at 50°C intervals (50, 100,
150, 200, 700°C), across a total of 14 groups.

2.2.5 Thermal analysis

Termal analysis was conducted using the German Netzsch
STA449C synchronous thermal analyzer, with a temperature range
of 30°C-700°C, a heating rate of 10°C/min, and a nitrogen
atmosphere.

2.2.6 Porosity measurement

Porosity was measured using the mercury intrusion method,
employing the AutoPore lv 9510 mercury intrusion porosimeter. Te
test pressure range spanned 0.5-33,000 psi. T e heat treatment of the
samples followed step (4).

2.2.7 Microstructure observation

Te Shimadzu SEM digital hydraulic high-temperature fatigue
testing system was used for microstructure observation. Specimen
placement during each test was kept consistent to facilitate
comparative observation of the same location pre and post-heat
treatment. T e heat treatment of the samples followed step (4).

3 Thermal analysis and pyrolysis
process analysis of Tongxin sandstone

Figure 2 illustrates the thermal analysis curve of Tongxin
sandstone, encompassing T ermogravimetric Analysis (TG),
Diferential Termogravimetric Analysis (DTG), and Diferential
Scanning Calorimetry (DSC) curves. T e fgure reveals that the mass
of Tongxin sandstone decreased with the increase of temperature.
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FIGURE 1

Tongxin sandstone specimens and all testing equipments.

Te thermal analysis curve for the sandstone can be distinctly
segmented into three stages:

Stage 1

Stage 2

Stage 3

(50-450°C): T e sandstone mass exhibits a slow rate of
change in relation to temperature, with a decrease of
0.5%, representing 10% of the total mass loss throughout
the heating procedure. Te DTG value is nearly zero
during this stage.

(450-650°C): T e sandstone mass experiences a rapid
decline, with a decrease of 3.43%, representing 70% of
the total mass loss throughout the heating procedure.
(650-700°C): Te rate of sandstone mass decrease
decelerates, with a decrease of 1.39%, representing
20% of the total mass loss throughout the heating
procedure. T e cumulative water loss rate for the entire
process is 4.87%.

Te DSC curve indicates that the sandstone undergoes an
exothermic reaction during the frst stage, primarily due to
the dehydration reaction. Te second stage is endothermic,
predominantly resulting from the dehydroxylation reaction of
kaolinite. A minor endothermic peak is also observed within the
550°C-600°C range, mainly attributed to the phase transition of
quartz. Te dehydroxylation reaction concludes in the third stage,
and the DSC curve begins to descend.

By integrating the analysis results from Table1l and the
thermal analysis results from Figure 2, and referencing related
literature, the pyrolysis process of the sandstone in this study is
depicted as follows.

Frontiers in Earth Science
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(25-110°C): In this stage, the adsorbed water on the
surface of sandstone mineral particles or within the
fractures progressively evaporates.

(110°C—470°C): In this stage, the internal structure
of the sandstone remains relatively stable. Minor
structural changes within the rock are induced by the
thermal stress, a result of the difering linear expansion
coefFcients of various components. T is efect persists
throughout the entire heating process of the sandstone.
(470°C-650°C): In this stage, the dehydroxylation of
kaolinite occurs. In the 470°C-540°C stage, kaolinite
sheds its outer structural (OH "), yet the crystal structure
of kaolinite remains intact. As the temperature escalates
t0 540°C—-650°C, the inner structural (OH "), accounting
for approximately one-fourth of the hydroxyl group,
areis removed. Tis results in the disorganization of
the aluminum-oxygen octahedral layer structure of
kaolinite, leading to the formation of metakaolinite.
Metakaolinite, in comparison to kaolinite, possesses a
long-range disordered structure with enhanced activity
and a damaged crystal structure (Cheng et al., 2012).

Within stage 3, at 573°C, quartz undergoes a phase transition,

Stage 4

transforming from the B phase to the a phase. Tis transition
triggers signifcant thermal stress, leading to drastic alterations in
the internal structure of the sandstone (Jones et al., 1997).

(650°C—700°C): During this stage, the internal structure
of the sandstone stabilizes once again, and the
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TABLE 2 Testing parameters of thermal treatment.

10.3389/feart.2024.1502647

Heating rate Constant Maximum Cooling rate
(°C/min) temp. Period temp. (°C/min)
(hour) Achieved (°C)
Lietal. (2016) Sandstone (95025 5 2 800 cool naturally
Lu etal. (2017) Sandstone 95030 30 05 900 cool naturally
Sun et al. (2016) Sandstone (5030 30 0.5 900 cool naturally
Zhang W. Q. et al. Sandstone (950"100 5 2 600 0.5
(2022)
Jing etal. (2021) Sandstone (¢50"100 5 3 800 cool naturally
Dong et al. (2022) Sandstone ©50"100 10 2 1,000 cool naturally
Liu and Xu (2015) Sandstone and (50100 10 2 1,000 cool naturally
Granite
Zhang et al. (2016) Sandstone and 50100 5 2 500 —
Granite

Shang et al. (2019) Pyroxene Granite 02550 5 2 1,200 cool naturally
Fan et al. (2017) Granite 9507100 95025 25 6 800 cool naturally
Jiang et al. (2018) Granite 50”100 2 3 700 cool naturally
Yang et al. (2017) Granite (¢50"100 5 2 800 cool naturally
Zhao et al. (2017a) Granite ©2007400 0.083 — 500 —
Zhang Y. et al. Marble (50100 2 2 800 cool naturally
(2022)

modifcations in the internal structure of the rock are
predominantly caused by thermal stress.

4 Analysis of the variation rules of
physical properties with temperature

4.1 Variation rules of size with temperature

Figure 3 illustrates the variation in the volume, height and
diameter of Tongxin sandstone in response to temperature changes.
As depicted in Figure 3, all three size parameters of Tongxin
sandstone - height, diameter, and volume - exhibit an increase
with escalating heat treatment temperatures. T e segmented rules of
these three parameters follow a similar pattern: 50-450°C, the size
increment is gradual with increasing temperature. Around 100°C,
a volume shrinkage is observed due to dehydration, although the
height, diameter, and volume continue to display a slow upward
trend, attributable to thermal stress. As the temperature surpasses
450°C, the size increase accelerates due to the transformation
of kaolinite to metakaolinite and the phase transition of quartz.
Notably, the volume of quartz expands approximately 0.82% post-
transition. Consequently, a particularly signifcant size increase is
observed within the 550-600°C temperature range.

Frontiers in Earth Science 05

4.2 Variation rule of porosity with
temperature

Figure 4 represents the variance of porosity and its sequential
growth rate in Tongxin sandstone in relation to temperature. Te
sequential growth rate can refect short-term changes in data,
making it easier to analyze changes in the internal structure of
the rock. As Figure 4 indicates, the porosity of Tongxin sandstone
escalates with increasing temperature. In the range of 50-450°C, the
porosity increment is marginal, predominantly due to the release
of adsorbed water and the thermal stress. T e comparative analysis
of pore size distribution, as illustrated in Figure 5, further confrms
that the sandstone’s internal pore structure remains stable during
this phase, with minor shifs in pore size distribution. Between 450
and 700°C, the porosity experiences a more rapid increase, largely
attributed to the dehydroxylation reaction of kaolinite and the phase
transition of quartz.

Notably, a porosity surge is observed between 550 and 600°C, a
consequence of the quartz phase transition, quartz particle volume
expansion, and the structural adaptation of surrounding cementing
materials under pressure, leading to irreversible deformation. As
the temperature decreases, quartz particles contract, forming an
expanded pore structure with the surrounding cementing materials,
as illustrated in Figure 6.
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FIGURE 2
The thermogravimetric analysis (TG), differential thermogravimetric

analysis (DT) and differential scanning calorimetry (DSC) curves of
Tongxin Sandstone.

FIGURE 5
Pore diameter distribution of Tongxin Sandstone at 50, 450, 700°C.

FIGURE 3
Variation curve of volume, height and diameter of Tongxin Sandstone

with temperature.

FIGURE 4
Variation curve of porosity and its sequential growth rate of Tongxin

Sandstone with temperature.

Frontiers in Earth Science

From Figure 5, one can discern that the disparity between the
pore size distribution curves at 450°C and 700°C is principally
depicted within the two black dashed box sections of the fgure. In
the lef section, the pore volume escalates due to the dehydroxylation
of kaolinite, despite a decrease in the average pore size. Tis
phenomenon arises as larger kaolinite cement clusters disperse into
smaller metakaolinite cement clusters. Dong et al. corroborated this
observation, noting that a substantial quantity of powdery particles
emerges in the sandstone when the temperature ascends from 400°C
to 600°C. SEM images further reveal a notable reduction in the
particle size of clay minerals (Dong et al., 2022). In the right section,
an increase in the number of pores within the 0.5-7 pm range is
evident. T is increase is attributed to the phase transition of quartz,
where expansion under thermal stress gives rise to a new pore
structure.

4.3 Variation rule of wave velocity with
temperature

Figure 7 shows the change in wave velocity and its sequential
growth rate with temperature for Tongxin sandstone. Figure 7
shows that the wave velocity of Tongxin sandstone decreases as the
temperature increases. T e curve of wave velocity with temperature
can be divided into the following stages:

50-500°C: In this stage, the change in wave velocity is relatively
slight. T'is is mainly because there is a lot of cement between the
particles of Tongxin sandstone, which is easy to deform. T e thermal
stress formed by thermal expansion will not be too high, and the
newly formed pores and cracks are few, having a small impact
on wave velocity. Although kaolinite starts to dehydrogenate afer
450-500°C, it does not start to form metakaolinite, and its layered
structure is not damaged. According to the sequential growth rate of
wave velocity, the rate of decrease in wave velocity does not change
signifcantly.

500-700°C: During this phase, there is a rapid decline in
wave velocity. Tis decline is attributed to the dehydroxylation of
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FIGURE 6

10.3389/feart.2024.1502647

Comparison of scanning electron microscopy images of the same location on Tongxin Sandstone before and after heating.

FIGURE 7
Wave velocity and its sequential growth rate of Tongxin Sandstone

with temperature.

kaolinite and the quartz phase transition, both of which generate
numerous new pores and cracks, precipitating the swif reduction
in wave velocity.

In the range of 550-600°C, the wave velocity decreases sharply,
indicating that there has been signifcant damage to the internal
structure of the rock, forming a larger pore and crack structure. Tis
is caused by the phase transition of quartz. Te volume of quartz
changes dramatically during the phase transition, causing a drastic
change in the internal structure of the rock.

4 4 Variation rule of circumferential wave
velocity anisotropy and crack density with
temperature

Sandstone, a sedimentary rock, is generally regarded as a
transversely isotropic material. However, the release of in situ stress
induces cracks aligned with the in situ stress direction within the
rock sample, leading to velocity anisotropy. Numerous parameters

Frontiers in Earth Science
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FIGURE 8
Variation rule of the anisotropy coefficient { of P-wave velocity of
Tongxin Sandstone with temperature.

are available to quantify the anisotropy of circumferential wave
velocity, including wave amplitude, the ratio of wave amplitude to
average wave velocity, and standard deviation. In this study, the
degree of circumferential wave velocity anisotropy is characterized
by the ratio of the maximum to minimum circumferential P-wave
velocity values, denoted as .

_ Vpmax

Z_v

: )
pmin

Figure 8 illustrates the relationship between the anisotropy
coefcient ¢ and temperature. From 50°C to 500°C, { exhibits a
gradual increase with minor fuctuations. A pronounced escalation
in { is observed between 500°C and 600°C, followed by a plateau
beyond 600°C.

Jiang et al. found that the variable coe¥cient of circumferential
P-wave velocity anisotropy changes with temperature in a manner
consistent with the evolution of internal fracture structure in rocks.
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Tey believe that this variability coefFcient is related to certain
properties of the fractures (Jiang et al., 2018). T e following involves
a theoretical analysis to establish a theoretical model between
crack density and the anisotropy coe¥cient of circumferential P-
wave velocity.

In T omsen’s model, the P-wave velocity in weakly anisotropic
elastic media is ('T"omsen, 1995).

V5(0) = o [1+25sin? B cos? 0 + 2esin” 6] )
where q; is the P-wave velocity in the symmetry direction, 6 is the
angle between the wave front normal and the symmetry axis, € and
0 are the anisotropy parameter.

Ten, according to Equation 2, the anisotropy parameter € can
be obtained as shown in Equation 3:
o1 V5(90°) )

Sy D ®

where V,,(0°) is the minimum value of P-wave velocity in all
directions, V,(90°) is the maximum value of P-wave velocity in all
directions

According to Equation 1, the anisotropy parameter € can be
represented by the anisotropy coefcient { defned in this article.

£= (@-1) @

Assuming that the cracks are circular ellipsoids, perfectly
aligned and sparsely distributed in a porous medium composed of
isotropic grains, t the anisotropy parameter ¢ is given by

K 1- 02 E
0y,

1-V?)E” ©)

8

€= 3 (@t
where K, is the incompressibility of the solid grains, K; is that
of the fuid in the cracks, v is the Poison’s ratio of the isotropic
porous rock (without the cracks), E is its Young’s modulus, EY and
v are the corresponding properties of the dry isotropic porous
rock, n, is the crack density. D; is related to the following factors,
as shown in Equation 6.

by =i- o K Ky AT 6
=[l- —+ —— -—)+A.(V
0= [ e+ - ) + AN ®)
where K"is the incompressibility of the dry isotopic porous rock, ¢
is the total porosity (cracks plus pores, etc.), A, is a function of V",
In the experiment of anisotropic wave velocity measurement,
the testing environment is open. So, Ky = 0 and D; = 1. Afer heat
treatment, the rock samples are dry, so E = EPand v = v".
Terefore, Equation 5 can be simplifed as:
8
= gnc (7)
By combining Equations4, 7, the crack density n, can be
expressed by the anisotropy coe¥cient { as shown in Equation 8:
3
==(C-1 8
Ne= 35 (@ -1) ®)
Tis equation indicates that the internal crack density of dry
rocks is related to the anisotropy coeFcient of circumferential wave
speed through a quadratic function relationship. By examining
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FIGURE 9
The change of crack density n. of Tongxin Sandstone with
temperature.

the circumferential wave speed measurements afer thermal
treatments at diferent temperatures, one can ascertain the rule
governing the changes in internal crack density with temperature,
as shown in Figure 9. Te crack density notably increases between
450°C and 600°C, which corresponds to changes in pore size
distribution and particle size due to the dehydroxylation reaction of
kaolinite and the phase transition of quartz.

4.5 Variation rule of permeability with
temperature

Figure 10 illustrates the fuctuation in permeability and its
sequential growth rate with temperature for Tongxin sandstone.
It is discernible from Figure 9 that the permeability of Tongxin
sandstone undergoes fve distinct stages as the temperature ascends:

Stage 1 (50-450°C): During this phase, the change in
permeability with temperature is relatively minor,
showing only slight variations. Based on the pyrolysis
process analysis and porosity results, the sandstone’s
internal structure is largely stable, with the creation
of a few new pores due to the release of adsorbed
water and thermal stress, leading to a minimal efect
on permeability.

(450-500°C): Tis phase witnesses a rapid increase
in permeability, implying a signifcant alteration
in the sandstones internal structure. Te thermal
decomposition process analysis suggests that the
permeability change in this phase is primarily due to
the dehydroxylation of the kaolinite surface layer.
(500-550°C): In this phase, permeability decreases. Te
thermal decomposition process analysis indicates that
kaolinite begins to dehydrogenate from the inner layer
and forms metakaolinite. As discernible from Figure 5's
pore size distribution variation, the porosity increases

Stage 2

Stage 3
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FIGURE 10
Permeability and its sequential growth rate of Tongxin Sandstone with
temperature.

due to the dehydroxylation reaction in this stage, but
the quantity of large pores declines while the number
of small pores augments. Te impact of pore size
alteration on permeability surpasses that of porosity
change, resulting in an overall downward trend.

Stage 4 (550-600°C): In this phase, permeability rises with
temperature, and the rate of increase is steep, indicating
signifcant alterations in the sandstone’s internal
makeup. T is corresponds to the quartz phase transition
during the thermal decomposition process. T e quartz
particles experience a dramatic expansion in volume,
creating a multitude of pores between them and the
surrounding clay minerals. Some quartz particles also
exhibit cracks, leading to a sharp surge in permeability.

Stage 5 (600—700°C): In this phase, the permeability continues
to ascend with temperature, but the rate of increase
decelerates. From 600°C to 650°C, due to the
continuation of the quartz phase transition, the
sequential growth rate of permeability maintains a
relatively high level. However, post 650°C, the quartz
phase transition concludes, and the process of kaolinite
transforming into metakaolinite essentially ends. Te
sandstone re-enters a relatively stable phase, the internal
structural changes of the rock are minor, and the rate of
permeability increase decelerates.

5 Discussion

5.1 Analysis of the correlation among
various physical properties and
development of the wave
velocity-permeability model of sandstone

Sneider and King have pointed out that most of the physical
properties of sandstone and conglomerate are related to the size
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of particles, the degree of rock consolidation, cementation, pore
size, and the connectivity of the pores (Sneider et al., 1983). Tis
refects the connection between the various physical properties of
rocks and their internal structure, i.e., the various physical properties
of rocks are essentially diferent manifestations of their internal
structure. Tis study investigates the variations in the physical
properties (such as mass, size, porosity, wave velocity, crack decsity
and permeability) of sandstone with temperature. Additionally,
it systematically compares these variations with thermal analysis
curve, as shown in Figure 11. Te analysis discerns a consistency
in the patterns of physical property changes with temperature,
aligning with the segmented patterns of the thermal decomposition
process. It indicates the existence of connections between the various
physical properties of rocks. Tis means that the construction of
correlation models between diferent physical properties can be
enabled, allowing for the inference of a challenging-to-measure
property through the measurement of an easily detectable one under
high-temperature conditions.

At present, prevalent correlation models between diferent
physical properties include the wave speed-porosity model and the
porosity-permeability model (Mavko et al., 2020). Eforts have also
been made to formulate a model that connects wave speed with
permeability for granite (Jiang et al., 2018). Subsequent sections
will compare experimental outcomes with these existing models,
focusing on the interrelationships among wave velocity, porosity,
and permeability, culminating in the proposal of a wave velocity-
permeability model for sandstone subjected to high temperatures.

5.1.1 Wave velocity-porosity model

Extensive research has explored the correlation between wave
velocity and porosity in sandstone. Empirical equations are
commonly utilized models, that typically follow the pattern as
shown in Equation 9 (Mavko et al., 2020):

v, =—-Ap-Ba+C 9

where v, is longitudinal wave velocity, @ is porosity, a is clay content,
A, B, C are constants.

Te internal clay content of sandstone remains almost constant
afer thermal treatment. Tus, the velocity-porosity model in
sandstone afer undergoing various temperature treatments can be
simplifed to the following equation.

v, =-A@+Cy (10)

where C; is a constant.

Te relationship between the P-wave velocity and porosity of
Tongxin sandstone afer high-temperature treatment was ftted,
and the ftting result is shown in Figure 12. Using the same rock
samples for high-temperature treatment helped to avoid errors
caused by sample diferences, and the ftting curve closely matches
the experimental results.

5.1.2 Porosity-permeability model

Te Kozeny-Carman equation is universally recognised as the
quintessential model for correlating porosity and permeability. Afer
extensive research by numerous scholars, the KC equation and
its modifed models suitable for diferent porous materials have
been proposed (Xu and Yu, 2008). Currently, the prevailing KC
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FIGURE 11

temperature and thermal analysis curves.

Comparison of changes in physical properties such as mass, dimensions, porosity, wave velocity and permeability of Tongxin Sandstone with

FIGURE 12
Test results and model fitting curve of wave velocity and porosity of

Tongxin Sandstone with temperature.

equation used for materials such as sandstone is as shown in
Equation 11 (Mavko and Nur, 1997):

0-9)° P
(1+¢,-9)?

where k is permeability, N is a geometric factor that accounts for the
irregularities of pore shapes, @, is percolation porosity, which is of
the order of 1-3%, d is the particle size.

Owing to the relatively low porosity of Tongxin sandstone, the
above equation can be simplifed to:

1)

k=Nd*(9-¢,)* = M(¢-9,)* (12)
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FIGURE 13

Test results and model fitting curve of porosity and permeability of
Tongxin Sandstone with temperature (the fitting curve is divided into
two segments: 50°C-550°C and 550°C-700°C due to changes in
particle size).

where M = Nd?, isa quantity related to the pore structure and particle
size of the rock.

Assuming @, = 2%, the ftted results, as depicted in
Figure 13, reveal a pronounced correlation between porosity
and permeability. Notably, Figure 13 depicts that the porosity-
permeability model displays two distinct stages: 50-500°C and
550-700°C. Te slope of the ftted curve represents M, which is
a parameter related to particle size. Comparing the slopes between
the two curve segments indicates a decrease in the particle size of
Tongxin sandstone between 500°C-550°C. T is conclusion aligns
with the previous analysis of temperature-dependent variations in
the pore size distribution and permeability of Tongxin sandstone.
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FIGURE 14
Test results and model fitting curve of wave velocity and permeability

of Tongxin Sandstone at different temperatures (the fitting curve is
divided into two segments: 50°C-550°C and 550°C-700°C due to
changes in particle size).

5.1.3 Wave velocity-permeability model

A robust correlation exists between wave velocity and
porosity, as well as between porosity and permeability, thereby
suggesting an interrelation between wave velocity and permeability.
Consequently, a model delineating the relationship between wave
velocity and permeability in Tongxin sandstone afer undergoing
various temperature treatments can be established by combining
Equations 10, 12:

k=M(A, +Cy)° (13)

where A, and C, are constants.

Based on Equation 13, ftting the experimental data of wave
velocity and permeability for diferent samples allows for the
determination of the corresponding A;, C,, and M values for each
sample. Te ftting results are presented in Figure 14 and Table 3.
Due to the diferences between the rock samples, the ftting curves
are not identical; however, the experimental data of wave velocity
and permeability at diferent temperatures for a single rock sample
generally conform well to the newly constructed model.

Based on the correlation models between various physical
properties, in actual high-temperature engineering scenarios, we
can facilitate the monitoring of physical quantities that are
challenging to measure and cannot be measured in real-time
(such as permeability) by observing simple, real-time measurable
physical properties (such as wave speed). It is only necessary
to collect rock samples in advance and ft the undetermined
constants in Equation 13 through laboratory experimental results.

5.2 Analysis of the evolution and
mechanism of internal structure in
sandstone after heating

Given that the majority of a rock’s physical properties
are tied to its internal structure, the evolution of this
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TABLE 3 Fitting curve equations for the wave velocity-permeability
model of tongxin sandstone at different stages.

Stage Number ’ Fitting rniheesults ‘ R?

1# k=237 (-1.73v, + 8.69)° 0.95

50°C-500°C 2 k=3.56 (-1.46v, + 7.17)° 0.94

34 k=6.95 (-1.42v, + 6.99)° 0.73

1# k=217 (-2.54v, + 11.28)° 0.96

550°C—700°C 24 k= 2.32 (-3.06v, + 10.81)° 0.98

3 k=227 (-3.70v, + 15.13)° 093
internal structure can be deduced from alterations in
the rock’s physical properties following heat treatment.

Coupling this with the microscopic fndings from electron
microscopy and the analysis of the rock’s pyrolysis process,
the evolution of Tongxin sandstone’s internal structure during
the heating process can be segmented into the following stages
(illustrated in Figure 15):

(1) Stage 1 (50-450°C): Tis stage is characterized by minor
modifcations in the sandstone’s internal pore structure, the
emergence of micro-cracks, and negligible changes in assorted
physical properties. T e primary infuencers on the sandstone’s
internal structure at this stage are the elimination of adsorbed
water and thermal stress.

(2) Stage 2 (450-650°C): In this stage, micro-cracks persist in
expanding, kaolinite’s dehydroxylation results in increased
porosity, and the shrinkage of the cementing material’s particle
size culminates in a reduction in average pore size. Te
dehydroxylation reaction of kaolinite predominantly afects
the sandstone’s internal structure in this stage.

(3) Stage 3 (550-600°C): Tis stage witnesses the phase
transformation of quartz inducing thermal stress, which
signifcantly amplifes crack expansion. Owing to the
pressure exerted by quartz particles on the cementing
material, the sandstone’s internal structure undergoes
radical transformations, and all physical properties display
conspicuous anomalies. Te primary factor afecting the
sandstone’s internal structure in this stage is the thermal stress
induced by quartz's phase transformation.

(4) Stage 4 (650-700°C): At this stage, kaolinite’s dehydroxylation
reaction concludes, and the sandstone’s internal structure
begins to stabilize, with the alterations in various physical
properties decelerating. Termal stress remains the
predominant factor infuencing the sandstone’s internal
structure in this stage.

6 Conclusion
Tis study conducts an experimental exploration into

the evolution of physical attributes such as mass, size, wave
velocity, porosity, and permeability of sandstone under elevated
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FIGURE 15
Schematic diagram of the evolution of the internal structure of Tongxin Sandstone after heat treatment.

temperatures. Alongside thermal analysis, pyrolytic analysis, and
SEM microscopic examination, the evolution of the sandstone’s
internal structure during heating was analyzed. Te following
conclusions were drawn:

)

@

Upon heating Tongxin sandstone, attributes like mass and
wave velocity diminish with escalating temperature, whilst
size and porosity infate. Permeability generally infates with
temperature, with a minor decrease noted at 500-550°C.

Te analysis of the pyrolysis process is essential for
understanding the evolution and causation of the internal
structure of rocks during heating. Changes in the rock’s
physical properties with temperature are associated with
its pyrolysis process, with the dehydroxylation of kaolinite
and the phase transformation of quartz causing signifcant
changes in these properties. Furthermore, the difering thermal
expansion coefcients of minerals generate thermal stress
throughout the heating process, leading to continuous changes
in the rock’s internal structure. Consequently, understanding
the thermal stability of the various mineral components in
rocks and analyzing the thermal decomposition process of
rocks can roughly yield the evolutionary characteristics of
the rock’s internal structure and qualitatively predict the
changing patterns and threshold temperatures of various
physical parameters.
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Tere is a correlation between the various physical properties
of sandstone. T e physical properties of a rock are essentially
diferent manifestations of its internal structure; hence, the
patterns of change in physical properties of sandstone such as
size, wave speed, porosity, and permeability with temperature
are similar to the patterns of change in the rock’s internal
structure with temperature. Due to the interconnection
between various physical properties, it is possible to establish
a correlation model. T en, monitoring one physical property
can be achieved by measuring another under high-temperature
conditions.

By analyzing the evolution of various physical properties
of rocks at high temperatures and conducting comparative
validation, more detailed insights into the evolution of the
internal structure of rocks can be obtained. By inverting
various physical properties and deducing the crack density
from the anisotropy coe¥cient of circumferential wave speed,
and in conjunction with the results of electron microscopy
observations and pore size distribution analysis, the internal
structural evolution process of the Tongxin sandstone afer
heat treatment was classifed into the following: a stable
change phase (50-450°C), a rapid change phase (450-550°C,
600-700°C), and an intense change phase (550-600°C). Based
on the analysis of the pyrolysis results, it can be inferred
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that the stable change phase is governed by dehydration and
thermal stress, the rapid change phase is governed by the
dehydroxylation reaction of kaolinite, and the drastic change
phase is governed by the phase transformation of quartz.
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