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Machine Learning of Grain Boundary
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Brandon D. Snow, Dustin D. Doty and Oliver K. Johnson *

Department of Mechanical Engineering, Brigham Young Univaty, Provo, UT, United States

Grain boundaries (GBs) have a signi cant in uence on the prperties of crystalline
materials. Machine learning approaches present an attraiste route to develop atomic
structure-property models for GBs because of the complexit of their structure. However,
the application of such techniques requires an appropriatedescriptor of the atomic
structure. Unfortunately, common crystal structure identcation techniques cannot be
applied to characterize the structure of the vast majority oGB atoms (50-98% are
classi ed as “other”). This suggests a critical need for atmic structure descriptors
capable of identifying arbitrary atomic environments. Irhts work we present a simple
procedure that facilitates the identi cation of arbitraryatomic structures present in
GBs. We apply this approach to characterize the atomic strutire of the 388 GBs
from the Olmsted data set Qlmsted et al., 2009. We show how this approach
facilitates visualization of GB atomic structures in a wayat reveals important structural
information. We test the recently proposed hypothesis that 3 GBs contain facets
of the GBs that form the corners of the corresponding GB plandundamental zone.
Finally, we brie y demonstrate how the structure descriptes resulting from our approach
can be used as inputs to machine learning approaches for the evelopment of atomic
structure-property models for GBs.

Keywords: grain boundary, machine learning, atomic structur e identi cation, common neighbor analysis, faceting

1. INTRODUCTION

Grain boundaries (GBs) play an important role for many matepeoperties, such as hydrogen
embrittlement Bechtle et al., 2009creep Gertsman and Tangri, 1997; Watanabe et al., 2009
corrosion resistanceShimada et al., 2002; Tan et al., 2)0&nd conductivity Zhang et al.,
2009. While the structure of GBs is most often characterized erpentally by their ve
macroscopic crystallographic degrees of freedéshpy et al., 1973it is the atomic structure that
fundamentally governs their propertiegdtritzky and Fara, 20Q05Atomistic simulation has been
used to investigate the atomic structure of GBs and how itedates with their observed properties
(Zhang et al., 2009However, the atomic structure of GBs is much more compédahan their
crystallographic structure and traditional crystal ideodtion descriptors are not designed to
classify the structure of the vast majority of atoms preser®GBs. As an example, we analyzed
the 388 GBs constructed iyimsted et al. (20090sing common crystal structure identi cation
methods: bond-angle analysis (BAA)dkland and Jones, 20Q)@ommon neighbor analysis (CNA)
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(Faken and Jonsson, 1994and polyhedral template matching thatis already familiar to the atomistic modeling communitye
(PTM) (Larsen et al., 20)6Table 1 provides the percentage demonstrate that, in spite of its simplicity, it can be employed
of the GB atoms that were unclassied (i.e., classied agor predictive purposes as part of a machine learning strategy to
“other”/unknown structures) by each technique across 88 3 develop GB structure-property models. We anticipate that the
GBs and across the subset of @83 GBs. The fact that 50-98% simplicity and e ectiveness of this approach will facilitatesth
of the GB atoms remain unclassi ed, makes it di cultto idafit ~ development of predictive structure-property models for GBs as
atomic structure-property relationships for GBs, and suggest well as other applications that involve lower symmetry atomic
critical need for new techniques that can describe the complestructures such as those present in metallic glasses.

atomic structure of GBs.

Due to the complex and high-dimensional nature of GB
atomic structures, machine learning and related statstic
approaches provide an attractive route for the developme
of atomic structure-property models. However, the inability
resolve atomic structure within GBs complicates such an e or
because the e ect of distinct atomic environments cannot b
extracted if these environments cannot be distinguishédt |
were possible to fully characterize the atomic structure BEG . . . .
dimensionality reduction techniques such as feature tielec 2-1. ldenti cation of Crystalline Atomic
(e.g., decision trees) and feature transformation (e.gnciple ~ Environments
component analysis) could be applied to identify the atomicCommon methods used to identify crystalline structures el
environments that govern properties of interest. Labeledadatthe centrosymmetry parameteKélchner et al., 1998common
from simulations could then be provided to train supervisedneighbor analysis (CNA)Haken and Jonsson, 199polyhedral
machine learning algorithms, and predictive models could béemplate matching (PTM) l(arsen et al., 20)6and Voronoi
developed that would signi cantly expand our understandirfg o cell analysis method€3¢rnal, 1959; Rahman, 1966; Bernal and

2. BACKGROUND

n{'here has been great interest in characterizing atomicsires
{ecently and over the last decade and several reviews atetaeai
In the literature Gtukowski, 2012; Priedeman, 2,180 only a
Brief description is given here.

atomic structure-property relations for GBs. Finney, 1967; Finney, 1970; Hsu and Rahman, 1979; Sheng et al
As demonstrated above, common crystal structure2006; Lazar etal., 20015
identi cation techniques are insucient for this task. The centrosymmetry parameter is a measure of the distance

Consequently, several authors have developed methotilsan atom'sn nearest neighbors to determine whether or not an
to identify arbitrary non-crystalline atomic structuresorf —atomis within a bulk crystal or a defect. CNA, PTM, and Voronoi
applications such as developing interatomic potentiaar(ok analysis methods all classify the atomic structure of an atom
et al., 201} analyzing colloidal crystallizatiorRginhart et al., by comparison of its local environment to a library of known
2017, and characterizing grain boundarie8gnadaki and structures, usually face-centered cubic (FCC), hexagdnak-
Patala, 2017; Rosenbrock et al., 2017; Priedeman et al), 2018packed (HCP), body-centered cubic (BCC), icosahedral (ICO)
brief summary of their work is given in section 2. While theseand, for some of these methods, simple cubic (SC).
methods are e ective, they are also signi cantly more complex These methods provide valuable tools for identifying the
than simple crystal structure identi cation techniques tlase in  location, and in some cases the types, of defects present in
common use. The major contribution of the present work is toan atomistic model. However, as with all tools (including
bridge this gap. those that we present in this paper), each method has certain
By employing a simple version of common neighbor analysislrawbacks and limitations. The main disadvantages of the
(CNA) and leveraging information that is already availableut  centrosymmetry parameter are that the number of neighbuoys,
which is normally discarded—we develop an approach that (ijs a user-de ned parameter, and the centrosymmetry parameter
can characterize arbitrary atomic environments, whil@dlsing doesn't give any insight into what the local structure istif i
both (ii) simple to implement, and (iii) built upon a descriptor is part of a defect. While some of the limitations of CNA
have been reduced by the introduction of an adaptive cuto
radius Stukowski, 201 the method is typically just used to
TABLE 1 | Comparison of characterization methods applied to the Olmed GB determine whether an atom belongs to one of a small set of
data set Olmsted et al., 2009. predetermined environments. PTM uses a more robust VVoronoi
method to identify neighbors, but it too relies on comparison

CNA PTM BAA : ; : . .
with a small library of known environments. Voronoi analysis

% Unclassi ed Atoms: All 388 GBs 98% 89% s0%  generally characterizes local environments by the number of

9% Unclassi ed Atoms: 6 3 GBS 95% 54% 09 faces with a particular number of edges, but this approach

fails to distinguish between some common environments (FCC
For all crystal structure identi cation methods, a large portion of the graiboundaryatoms ~~ and HCP) @ernal, 1959; Rahman, 1966; Bernal and Finney,
remain unclassi ed. Note that the FCC atoms are excluded from this callation. Because 1967; Finney, 1970; Hsu and Rahman, 1979; Sheng et a|)‘ 2006
the listed methods are restricted to nding a pre-de ned set of referencestructures, the The recently developed Voronoi Topolo (VOI’OTO ) technigue
GB atoms are only classi ed if they are either HCP, BCC, ICO, or SCThis is useful in the y Y p gy i p q
case of the coherent twin which is 100% HCP, but additional measuresra needed o (Lazar et al., 20)uses planar graph representations to address

characterize any other grain boundary. this issue by including information about the arrangemerit o
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the faces, but requires a large database of nearly degeneratst of the consolidation step. The present work can be seen as a
variants of the known Voronoi cells to compare againstsimpli ed version of Reinhart's original approach.
since small atomic displacements can signi cantly aect the While all of these methods are e ective at classifying non-
Voronoi cell topology. As with the other crystal structure crystalline atomic environments, they are complex and in some
identi cation methods, the VoroTop technique has primarily cases computationally expensive. In this paper we present a
employed a small library of known structures. Additional comparatively simple alternative based on CNA to identify
environments can be added to these libraries, but this mest barbitrary local environments without the use of a predeteredn
done manually. library of structures. Because of its simplicity and the fiiett
it only requires some minor post-processing (code provided
. . . in Supplementary Materia) of traditional CNA data that is
2.2. |denti cation of Non-crystalline already ubiquitously available in existing software packages
Atomic Environments our approach can be easily adopted. While our method, like
To adequately analyze the local atomic structure of defectethers, suers from over-partitioning of the space of unique
such as GBs, a method is needed that can classify atormtmic environments, we show that itis, nevertheless, pless
without a priori knowledge of the structures present (i.e., withoutgain insight into important structure-property relationshipd/e
reliance on a small precomputed list of known structures)demonstrate the usefulness of this technique by charaaberi
Several recent publications have presented methods to fglentithe unique atomic environments (UAES) present in the 388 GBs
arbitrary local environmentsRartok et al., 2013; Banadaki and of the Olmsted data setilmsted et al., 2009We also test the
Patala, 2017; Reinhart et al.,, 2017; Rosenbrock et al., 20t€¢cent hypothesisHanadaki and Patala, 201that the structures
Priedeman et al., 20)8and a brief description of each is of 6 3 GBs may decompose into facets of the GBs occupying
given here. the corners of the corresponding GB plane fundamental zone
Bartok et al. (2013developed an atomic structure descriptor (FZ). Finally, we give a brief example of how the UAEs identi ed
based on the superposition of Gaussian kernels centered asing our approach might serve as inputs to machine learning
atomic positions, referred to as the SOAP kernel/descriptorstrategies for the development of atomic structure-property
SOAP is unique in that it is a continuous descriptor (making itmodels for GBs.
robust against small changes in atomic positions) unlike tmos
other descriptors that are discrete in nature. SOAP has itbcen 3. METHODS
been applied to characterize GBstysenbrock et al. (201@nhd
Priedeman et al. (2018) 3.1. Traditional Common Neighbor Analysis
Banadaki and Patala (201pyesented the polyhedral unit In the traditional CNA method, a set of three indicgs k, | is
model, which compares the neighborhood around voids inde ned, which describes the topology of the graph formed by
atomic structures (at which vertices in the Voronoi tesgella  the nearest neighbor atoms (s€igure 1). The three indices are
are centered) against an exhaustive library of con guraiof = computed for each neighboring atom to de ne their relatiofsh
close-packed spheres for up to 12 spheres. A benet of th® the central atom. The rst inde} enumerates the number
polyhedral unit model is that an RMSD value can be calculatedf shared nearest neighbors (e.g., kigure 1 the four light
to quantify how close of a match particular structures aréw@it  purple atoms are nearest neighbors of both the central atom
reference structures, but the resulting polyhedra are cedte and the dark purple atom, so for the dark purple atgnD 4).
on a void as opposed to an atom which is the more commorThe indexk enumerates the number of bonds between shared
representation of an atomic environment. nearest neighbors (e.g., Figure 1there are two dashed purple
Reinhart et al. (2017)developed an algorithm called lines indicating two distinct bonds between shared nearest
Neighborhood Graph Analysis (NGA), which implemented neighbors, so for the dark purple atoknD 2). Finally, the index
CNA with an adaptive cuto radius to produce CNA signatures| enumerates the number of bonds in the longest bond-chain
for arbitrary environments present in colloidal crystadition formed by shared neighbors (e.g.,Rigure 1the dashed purple
simulations. The adaptive cuto however, produces anlines do not share an atom, so the longest bond-chain between
asymmetric neighborhood graph (i.e., atom B may be &hared nearest neighbors is 1, givind 1 for the dark purple
neighbor to atom A, but that does not imply atom A will be in atom). CNA indices are calculated for each atom pair. Thelloca
the neighborhood set of atom B) which can arti cially increas environment (i.e., “atomic structure”) of a particular atasthen
the number of unique environments (i.e., there is an overde ned by the set of CNA indices of all of its nearest neighhor
partitioning of the con guration space). This is compensatedAs has been done in prior literaturé&{ukowski, 2012; Reinhart
for by employing a machine learning algorithm to determineet al., 201), we refer to this as an atom's CNA signature to
relationships between otherwise discrete signatures ardistinguish it from the atom's CNA indices. For example, the
consolidate similar environments that have di erent sigmas. CNA signature of an atom whose local structure corresponds
Reinhart et. al subsequently developed a modi ed version dab an FCC lattice would be denotéd2 .4, 2, 1g indicating
their original algorithm, which they call the “fast NGA’ (fBlA)  that it possesses 12 nearest neighbors, each with CNA indices
algorithm (Reinhart and Panagiotopoulos, 2Q1@hich de nes of .4, 2, 1. An atom with a less symmetric local environment,
neighbors using a Delaunay triangulation (similar to PTM)da such as one belonging to a GB might have a CNA signature
which uses graphlets to dramatically reduce the computationaf 2 .3,1,1,3 .4,2,¥,2 .4,2,2,2 .4,3,3,9
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FIGURE 1 | lllustration of the process for determining CNA indices anche CNA signature, concept inspired byReinhart et al. (2017)In (A) an atom is shown (central
yellow atom, which has been reduced in size for visual clayi} together with its nearest neighbors. The correspondingraph representation is provided in(B). The light
colored symbols represent the nearest neighbors shared witthe central atom (four for the purple neighbor and four fothe green neighbor). Solid lines represent
bonds between neighbors of the central atom, while dashedries represent bonds between shared neighbors (two for bothite purple and green neighbors). For the
purple neighbor the shared bonds (dashed lines) are not coretted, so k D 1, but for the green neighbor the shared bonds are connected s k D 2. Because of the
symmetry of this graph, there are six neighbors with the samindices (4, 2, 1) as the purple atom (represented by circlegnd six with the same indices (4, 2, 2) as the
green (represented by squares). Consequently the CNA sighare for the central atomis 6 (4, 2, 1), 6 (4, 2, 2), which represents an HCP atomic environment.

fi .4,4,4,2 .5, 4, 49 indicating a total of twelve nearest structures they are looking far priori). Furthermore, the “other”

neighbors, but which have di erent CNA indices. category is entirely eliminated as all atoms are classi ed an
We note that neighbors can be identi ed using variousbelong to one of the UAEs that were identi ed.

methods, the primary ones being a xed cuto radius or an To extract the complete CNA signatures for each atom in

adaptive cuto (Stukowski, 2012; Reinhart et al., 2D1In this  the structures that we analyzed, there are built-in funcsioinat

work we chose to use a xed cuto of 3.5A (which falls betweencan be run as part of a pipeline in the Open Visualization Tool

the rst and second nearest neighbors for the FCC lattice, se(OVITO) (Stukowski, 201)) and an example python script is

Figure 3A). The xed cuto was chosen both because of itsavailable in the online OVITO documentation. We modi ed i

simplicity and because it resulted in fewer unique signaturescript for our particular application, and we provide our modi ed

than the adaptive methods (2205 vs. 3716) for the structinas t version in the accompanyin@upplementary Material Once

we analyzed. extracted, the unique CNA signatures were then identied in
Once the CNA signature of every atom has been computed/ATLAB and each was assigned a unique numerical class ID (we

atomic structures are identi ed by comparison with the CNA also provide this code in th8upplementary Materia), which

signatures of a prede ned library of known structures, tyfiica was subsequently imported into OVITO as a custom particle

limited to FCC, HCP, BCC, and ICO. In standard usage, anyproperty, allowing for color-coding and visualization.

atom whose CNA signature does not match that of one of

the prede ned structural templates remains unclassi ed aad i

labeled as “other.” This is su cient to identify théocationof 4. RESULTS AND DISCUSSION

defects because “other” atoms typically are found at defect e “ " .
However, it is generally insu cient to resolve thgtructureof Z'l' Classifying “Other” Atoms in GBs

those defects. Because GBs consist of mostly “other” atorﬁé,/,e applied the fully-leveraged CNA approach to characterize all
their internal atomic structure cannot typically be resalve ofthe atoms in the 388 GBs from the Olmsted data &eir(sted

Furthermore, if two GBs both contain all “other” atoms, it is et al., 200§ which contains atomic structures for a total of 388
di cult to distinguish between them. GBs in Al Wth van.atlon across all ve crystallographic degge

of freedom, including 43 3 GBs. Here we present the results

of that analysis. The vast majority of the atoms belong to the
3.2. Fully-Leveraged CNA grain interiors and are FCC, and could be easily charactgrize
To address this issue, we note that the information necgdsar by existing methods. We, therefore, focus on the GB atoms,
distinguish “other” atoms from one another is already aablié  which are generally classi ed as “other”/unidenti ed sttuces
and encoded in their respective CNA signatures, it is jusby reference structure based techniques. We de ne an atom as
typically ignored in standard practice. To exploit this infostion ~ belonging to the GB if at least one of the nearest neighbors is
one must simply identify all of the unique CNA signatures;not FCC. This results in all of the non-FCC atoms, as well as
these de ne distinct atomic structure classes; in some esensnany FCC atoms inside or adjacent to the GB being identi ed
this list constitutes an extended structure library. Atormage  with it (for some tilt GBs, if the dislocation spacing is su cidy
then classi ed using this extended structure library. Hwee large there will be FCC atoms in the GB plane, that are entirely
it is constructed at the time of analysis and is compatiblehwit surrounded by other FCC atoms, which would not be counted
arbitrary atomic structures (one does not need to know whats GB atoms by this de nition.). Using this de nition, theare
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a total of 462,955 GB atoms, out of a total of 11,922,451 atoniBigure 3B) does not show a clear separation between rst and
contained in the Olmsted data set (the non-GB atoms belongecond neighbors, making CNA sensitive to small perturbation
to the bulk crystal and are all FCC). While some GBs properlpf atomic position and changes in the cuto radius. This also
contain FCC atoms in their interior (e.g., low-angle GBs dnav means that the number of UAEs identi ed by the fully-leveeag
FCC atoms between dislocations), the focus of this work is o&€NA approach of the present work depends on the user chosen
characterizing non-FCC atoms. Consequently, we will presertuto radius. This challenge exists for any method that atpem
our results in two ways: (i) relative to all 462,955 GB atoR3¢  to characterize GB atoms, because there is no clear choice as t
and non-FCC), and (ii) relative to only the non-FCC GB atomswhich atoms should be included in the neighborhood, and the
(of which there are 227,401). resulting structures are likely to over-partition the UAE spac

Figure 2A shows the distribution of GB atomic environments  As mentioned earlier, work has been donefyinhart et al.
across all 388 GBs for the fully-leveraged CNA approach. Thi2017) to establish a machine learning approach to identify
shows that out of the nearly 500,000 GB atoms (across all 3&@vironments that have similar structure but di erent CNA
GBs), there are 2205 unique CNA signatures. However, notingignatures and combine them into a single environment (i.e.
the log-scale in the y-axis, only 448 signatures are needed tlustering in the UAE space). This e ectively implements a
account for approximately 90% of the non-FCC GB atoms (sesimilarity metric for CNA, and was successful in its applicatio
Figure 2B), and only 167 are needed if the GB atoms withto surfaces of colloidal crystals. However, this process is
FCC structure are includéd While this still represents a non- computationally expensive and does not result in a single
negligible number of unique environments, it is a considéea universal partitioning of the UAE space, so the repartitioning
reduction in dimensionality for a general set of grain boaniés, would need to be recalculated (or at least updated) for evew n
which would otherwise require a total of at least 682, 208lata set to be characterized. In spite of the overpartitiorifrag
parameters to describe the atomic con gurations (3 parangeterresults from the simple fully-leveraged CNA approach, and in
for each atonRosenbrock et al., 20).7 the absence of environment consolidation, we nd that useful

We note that, using an alternative spatially continuousanalysis can still be performed to evaluate GB structure-ptgper
descriptor, smooth overlap of atomic positions (SOABa(iok  models as will be described in section 4.3.
et al., 2013 Rosenbrock et al. initially found 800,000 UAEs for For the subset of6 3 GBs, the number of UAEs is
the same 388 GBs in Ni, using a neighborhood cuto distanceeduced considerablyigure 4 shows the distribution of atomic
of 5A (Rosenbrock et al., 20).1n the SOAP method, as well as environments found in the subset of 483 GBs, for which
other methods such as PTM, a similarity measure is employethere were only 117 unique CNA signatures. Moreover, the
enabling two structures that di er by only a small perturbatio vast majority of the GB atoms (roughly 90%) correspond to
to still be classi ed as the same environment, which is ong waone of just 44 UAEs (or only 29 UAEs if GB atoms with FCC
to correct for the overpartitioning phenomenon. After using structure are included). This kind of dimensionality redion for
a similarity metric within a machine learning framework the descriptions of GB atomic structure may make inference of GB
original 800,000 UAEs were consolidated to only 145 distincatomic structure-property models signi cantly more tractab
UAEs. We note that, as with any similarity based consolaati Furthermore, this information can be used to compare the
approach, the resulting number of unique environments dependstructural similarity of di erent GBs as will be discussed in
on the user speci ed similarity threshold. section 4.3.

The simple approach to UAE identi cation embodied in the
fully-leveraged CNA does not employ a similarity threshold4.2. Visualization
so it is expected that the UAE space will be over-partitionedwithout resorting to the more advanced machinery of SOAP or
This manifests itself in the relatively long-tailed dibuition of  Reinhart's machine learning approach, most analysis of atomic
UAEs in Figure 2, which are produced by small deviations in structures relies on the simpler reference structure basgsta
atomic position that cause a single environment to producestructure identi cation techniques. Because they weragihesl
multiple CNA signatures (i.e., UAEs that are not frequentlyto identify crystalline regions, and not GBs, 50%8% of the GB
observed are most likely slightly distorted versions ofeoth atoms in the Olmsted data set are, unsurprisingly, classi ed as
UAES). The underlying cause of this phenomenon is the di gult “other” by the reference structure based techniques, nwkie
in unambiguously de ning atomic neighbors in non-crysta  atomic structure of these GBs largely opaque to classicalsisaly
regions. To illustrate this, compare the radial distributio As revealed by our fully-leveraged CNA technique, the faat th
function (RDF) for bulk FCC with that of a grain boundary, as only 44 UAEs dominate thé 3 GBs studied here suggests the
shown inFigure 3 The clear separation of the rst and second possibility of discovering new GB structural informationrfo
peaks—corresponding to the rst and second nearest neighborsery little computational e ort, and within the familiar CNA
respectively—in the RDF of the FCC latticé&idure 3A) framework. We illustrate this through visualization, by @dhg
facilitates the selection of an appropriate neighbor cuto ited GB atoms according to their UAE identi er. As an example,
However, as expected, the RDF for the grain boundary atonfigures 5A,Bprovides a rendering of @ 3 [512 GB with atoms

colored according to standard practice (using the tradiéibn

Lincluding the GB atoms that have FCC structure only adds one UAEhoause CNA approach). The FCC atoms (m green) are IdenFl ed, but
GB atoms that possess FCC structure make up a signi cant perceatagetotal ~ all Of the atoms at the GB are classi ed as “other’/unidend e
GB atoms, fewer UAEs are required to represent 90% of the total GB atoms ~ environments. In contrasigure 5Cshows the same GB atoms
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FIGURE 2 | (A) Histogram of UAEs found in the 388 Omlisted GBs. Note that thiss on a log scale and there are approximately 5 10°> GB atoms. (B) Cumulative
sum of the proportion of atoms that can be described using a gien number of UAEs. Approximately 90% of the non-FCC GB atomsan be described by one of the
448 most prevalent UAEs (only 167 UAEs are required if the GBa@ns with FCC structure are included).

A 30 B 20
180
250
160
140
200
120
— —
Z 150 Z 100
50 &0
80
100
60
40
50
20
b : i i .
0 1 2 3 4 5 6 0 1 2 3 4 5 6
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FIGURE 3 | (A) The radial distribution function (RDF) for an FCC lattice kcailated in OVITO andB) the RDF for the grain boundary atoms (% 63 [52{ GB was used
as a representative example).The distinct peaks in the bulkCC make it easy to choose an appropriate cutoff distance foneighbor identi cation, however the more
continuous nature of the GB RDF causes CNA to be more sensitivto small perturbations in atomic position and changes in th cutoff.

colored using the atomic environment classes identi ed loy o comparison of the atomic structures of various GBs, whichou
fully-leveraged CNA technique. Itis evident that this GBiins  be di cult using reference structure based descriptors thetve
a structured arrangement of atomic environments and is guasnearly all of those atoms unclassi ed. For example, the top row
two dimensional. This new approach reveals structure that wasf Figure 6 shows three di erent6 3 GBs that are near each
previously unresolvable using the common crystal structurether in the FZ. While terrace-like features are apparentsit i
identi cation techniques, and for far less computational e&eo unclear whether these represent facets of the same structure
than the more advanced techniques. Using the fully-leveraged CNA procedure, the bottom row of
In addition to the ability to easily obtain important struatal ~ Figure 6 makes it clear that each of these GBs do in fact contain
information for a single GB, coloring each atom accordingvery similar environments, giving some evidence in support of
to its local environment facilitates identi cation of stetural the faceting hypothesis. A more complete analysis of faceting
similarity among di erent GBs. In the case &3 GBs, it has in 6 3 GBs, enabled by the fully-leveraged CNA technique, is
been hypothesized that GBs may form facets whose structupgovided in section 4.3.
corresponds to that of the GBs that occupy the corners of the Visualizing a grain boundary in this manner also highlights
relevant boundary plane fundamental zone (FBu(adaki and higher-order defects, or defects inside of other defectée(ithe
Patala, 2016 However, a test of this hypothesis would requiredark purple environments that decorate the ledgeBigure 6).
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100
FIGURE 4 | (A) Histogram of UAEs found in6 3 GBs. The large spike at environment 1 corresponds to the FCGtructural type and is due to the inclusion of the rst

layer of FCC atoms as part of the GB(B) Cumulative sum of the proportion of6 3 GB atoms that can be described using a given number of UAEs. pproximately
90% of the 6 3 atoms correspond to one of the 44 most prevalent UAEs.

FIGURE 5 | (A) OVITO rendering of &6 3 [52]Y GB, with atoms colored by
traditional CNA. Green atoms are FCC, white are “other”. Nate that all of the
GB atoms remain unidenti ed. (B) All FCC atoms removed.(C) Atoms colored
by the UAE IDs obtained from our fully-leveraged CNA proceder

4.3. Application

Here we apply the fully-leveraged CNA technique to invesgéigat

the relationship between atomic structure and GB proper#es.

mentioned previously, it was recently hypothesizedBlayiadaki

and Patala (201@hat6 3 GBs may be composed of facets whos

structure corresponds to that of the 3 GBs that de ne the cosne

of the 6 3 GB plane FZ. Based on this hypothesis, BanadakiFIGURE 6 | Visualization of threes 3 GBs (boundary plane is indicated in

and Patala developed a structure-property model to predict thiebrackets), (above) with atoms colored using traditior_1al CN available in

GB energy of an arbitrar)G 3 GB as a Weighted average of OVITg, and (below) colored by the UAEs found during the fullpverage CNA

the GB energies of the FZ corners. This model showed goad :

agreement with GB energies calculated by MD for many cases.

However, the GB structures were never analyzed to test whethe

the hypothesized structural faceting actually occurred. flitlg- ~ notable that the UAEs appearing in each of the corner GBs form

leveraged CNA approach presented here provides an opportunityisjoint sets. This implies that they are in some sense orthago

to test this hypothesis. structures, which might at rst appear to support the possibility
The total number of UAEs found in each of the GBs that de neof faceting. However, the total number of environments (117

the corners of thé 3 GB plane FZ are provided ifable 2 Itis  found across all of the 483 GBs is greater than the total number

D
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TABLE 2 | Summary of UAES found in thes 3 fundamental zone. along D 90 from [2MN to [10N (for the [2MN corner it

B Plane 4 of UAES is smooth, but not monotonic, seigure 8B). Smooth trends
also occur along D 0 from [111] to [2MN and near the

[111] 1 coherent twin. Furthermore, as the crystallographic distance

(2 6 to one of the corner GBs increases, the proportion of atomic

(10N 5 environments belonging to that corner decreases. This esigg

TOTAL 2 that in the absence of faceting (which represents a sort of

structural segregation behavior) there may be a sort of mgjxi
These environments are present in many of the non-corner GBs, but oér environments behavior of atomic environments from each of the FZ corners f
are also present, increasing the overall GB energy. these GB structures.

Because we do not observe structural faceting generally,
of environments found in the FZ corners (12), and, as shown int is not surprising that the faceting model does not predict
Figure 7, these additional environments are not concentrated athe energies of the Olmsted data set well. However, for some
ledges between facets, but constitute signi cant portiohthe regions of the FZ there are also deviations between the fegeti
non-corner GBs. model's predictions and the calculated GB energies for the

Several key observations can be derived fiéigure 7. First, lower energy atomic structures obtained by Banadaki andIRat
there are in fact some regions of the FZ where the GBs ailé is notable that where these deviations do occur, they are
made of facets of the corner GBs. In particular, GBs near thalmost exclusively underpredictions. Our observations heag m
[111] coherent twin ( D D 0) show obvious facets whose partially explain this behavior. The faceting model predicts GB
structure is that of the coherent twin. Also, GBs along ttghti energy as a weighted average of the energies of the GBs at
boundary of the FZ ( D 90 ) show some evidence of facetingthe FZ corners, which ignores the energetic contribution of
(this behavior near the BN corner was also noted yanadaki  the line defects that will likely exist at the junction of distinc
and Patala, 20)7/though for many of these GBs the structurefacets, and underpredictions are therefore consistent with th
of these facets does not correspond to any of the FZ corners. Asnission. These line defects are likely to be composed of atomi
for the rest of the FZ, there is no clear evidence of facetimg f environments that are not present in the FZ corners, and which
the Olmsted Al GBs. It is important to note, however, that themay have higher cohesive energies. In fact, we nd that the no
ability of a GB to facet in an atomistic model may depend orcorner atomic environments have an average cohesive ehergy
the size of the simulation cell that was employed to constructhat is 3.5 10 21 J (0.022 eV) higher than the average for the
it (seeRace et al., 2014; Humberson and Holm, 20fof a atomic environments that belong to the FZ corners. This may
discussion of the impact of simulation cell size), so thatsit i seem like a small di erence, but because many GBs contain a
possible that if larger simulation cells were used, facetiight large portion of non-corner environments (a median of 49%
be observed more generally. Moreover, it has been shown that the GB atoms) the cumulative e ect can be signi cant. A
there can be many metastable atomic structures for the sameugh estimate is illustrative: if 50% of a GB's atoms (e@p, 5
GB (Han et al., 201); some of which have nearly degenerateof 1000) are non-corner environments and possess the average
energies. Thus, it is also possible that there are distirmt is non-corner environment cohesive energy .30 10 1° J

energetic con gurations, or that the atomic structuresimstdata or  3.31 eV) then with a GB area of 1800 Athe average
set may not be the lowest energy con gurations, which mightross-section for an Olmsted simulation cell) the non-carne

otherwise exhibit the hypothesized faceting structure.eled], environments would contribute approximately 0.097m# to
Banadaki and Patala found atomic structures for 8 GBs the GB energy, which is similar to the magnitude of the

with considerably lower energies in many casesrnadaki and ynderpredictions shown ifFigure 9.

Patala, 201 which may have exhibited faceting more generally,

and this may be one explanation for the better t of the facgtin )

model's energy predictions to their data than to the Olmstated  4.4. Simple UAE Model

(seeFigure 9). Regardless of whether or not the atomic structuresl his suggests that a model based on atomic environments,tmigh

in the Olmsted data set are ground state structures or (atleaprovide improved predictions for GB energy. We note that

in some cases) metastable structures, the fully-leveraged C important work in this area has already been performed by

approach can be applied to characterize the atomic structutte th&osenbrock et. al within the SOAP framewoRo(senbrock etal.,

is present, whatever it happens to be. Furthermore, if ground017. The rigorous development of such a model is beyond the

state structures were available, our fully-leveraged Cppk@ach ~ scope of the present work, whose primary objective has been to

would easily identify more general faceting if it were towrcin ~ Present a simple atomic structure characterization techeigbe

those structures. fully-leveraged CNA approach) that enables characterizatifon
Although structural faceting does not occur generally forGB atomic structure that was unresolvable using crystal &irec

the Olmsted atomic structures, relatively smooth trendghie  identi cation approaches. Nevertheless, we provide a simpte an

composition of UAEs are observed across thefigure 8shows

the fraction of atoms in each GB whose atomic enVlronmen'[sWecompu'(edthe cohesive energies in LAMMPS(ipton, 199 using the same

match those of each of the FZ corners. For all three cornergotential that Olmsted et. al used to produce these Al structures Bitolessi &

smooth trends in atomic environment composition are obsérve Adams potential for aluminuni.iu et al., 200)
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[111]

FIGURE 7 | Rendering of the 416 3 GBs from the Olmsted data set, with atoms colored by their UK ID. Position in the FZ is relative and approximate (exact
placement would cause some images to overlap). Colors wereedected manually for the most frequently occurring UAEs inreeffort to maximize visual differences
between atoms of different UAE ID that are near each other; hosver, some less frequently observed UAEs do share the same .

A Fraction [111] UAE 101] B Fraction [211] UAEs
Q

0 0.2 04 0.6 08 1 0 02 04 06 08 1

[111] [217] 1110 [217]
c Fraction [101] UAEs (101] D Fraction non-corner UAEs (1L01]
h | . : |
0 02 04 06 08 1 0 02 04 06 X
[211]

1110 211 [111)0

FIGURE 8 | (A—C) Fraction of GB atoms whose local environment belongs to theet of UAEs present in each of the respective corners of the fudamental zone and
(D) fraction of environments not present in any of the FZ corners

brief example of how the resulting UAEs might be incorporated®CA to perform feature transformation and selection and nd
into machine learning or other model development approachesthat only 84 principle components (linear combinations of the
We treat the fraction of each UAE as a predictor (independentpriginal variables) are required to explain 95% of the var@an
variable and the energy of the GB as the response (dependeim)the data. Thus, we have reduced the dimensionality of the
variable. This implies a 2205 dimensional space (correspgndirproblem from 2205 to 84 dimensions. Using these 84 transformed
to the 2205 UAEs observed across all 388 GBs). We emplowgriables, we employ 5-fold cross-validation to train a senpl
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FIGURE 9 | Comparison of calculated GB energies for GBs that lie alonde edges of the6 3 fundamental zone with the predictions of Banadaki and Pata's
faceting model Banadaki and Patala, 201§. Two data sets of calculated GB energies are included: (opesquares) those fromOlmsted et al. (2009)and
(semi-transparent lled circles) those fronBanadaki and Patala (2016)The predictions of the UAE model are also included ( lled scares), for comparison with the
Olmsted simulations (open squares).

linear regression model. Comparison of the resulting modet
to the calculated GB energies for all 388 GBs is provided i
Figure 10 with the subset 06 3 GBs highlighted. Comparison
of the model predictions to the Olmsted simulations for the
subset of6 3 GBs as a function of boundary plane orientation
is also provided inFigure 9 (compare lled vs. open squares).
The resulting model predictions agree well with the caladat
values, and the model predicts the correct GB energy with less
than 10% error for 89.69% of the 388 GBs (and 92.68% of the
6 3 GBs). We note, in particular, the improved predictions of the
UAE model across the D 90 arc of the FZ from [N to [10N
(the green lled squares agree well with the green open sguar
in the right panel ofFigure 9) as compared to the faceting model
(solid green line).

=]

1]

5. CONCLUSION

In this work, we have presented an atomic structure
characterization technique (the fully-leveraged CNA applpa
that (i) can characterize arbitrary atomic environmentdjile
aISO be|ng bOth (”) S|mp|e to |mp|ement, and (|||) bu”t upon FIGURE %0|Comparison Ofth.e predictions of the model—trgined using ta
. . .- LT . UAE fractions as variables—with the true calculated GB engies from the
a descriptor that is already familiar to the atomistic modglin | o ieq data set Qimsted et al., 2009,
community. This enables characterization of GB atomic
structure that was previously unresolvable using crystatsire
identi cation techniques, and for lower computational e ort atomic structure. Speci cally, we found that to describe 9806
than more advanced technigues. We show that it is possible tthe non-FCC GB atoms present in the 388 GBs of the Olmsted
describe GB atomic structure in terms of the proportion of thedata set, only 448 UAEs (CNA signatures) are required, and
unique atomic environments (UAESs) resulting from the use offor the subset of 45 3 GBs only 44 UAEs are necessary. This
our method. dimensionality reduction suggests that these UAEs can sct a
We nd that a relatively small number of UAEs account for atomic structure descriptors that might be incorporated into
a large proportion of the GB atoms, suggesting the possibifity anachine learning approaches to develop improved GB structure-
a signi cant dimensionality reduction in the description &B  property models.
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