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As one of the most innovative cement-based materials, ultra-high performance
concrete (UHPC), with excellent durability and mechanical properties, has
been widely used in strengthening existing bridges. In this study, in-situ four-
point bending tests were carried out to investigate the flexural behavior
of precast reinforced concrete (RC) hollow slab beams in service for 15
years strengthened with UHPC. Among them, three hollow slab beams were
strengthened with UHPC, and the interface treatment was chiseling, planting
rebars, and a combination of chiseling and planting rebars, respectively.
The remaining one without any strengthening treatment was used as the
control specimen. To evaluate the enhancement effect of different interface
treatments on UHPC-strengthened beams, the cracking load, ultimate load,
crack development and failure modes of UHPC-strengthened beams were
analyzed. Results indicated that the stiffness, deflection capacity and flexural
capacity of UHPC-strengthened beams was significantly improved. Meanwhile,
the stiffness of UHPC-strengthened beams in the pre-damage stage was
increased by 49%-94%, when compared with the unstrengthened beam.
Correspondingly, the ultimate flexural capacity was increased by 29%—-38%. The
interface chiseling treatment was more favorable to enhance the deformation
capacity of UHPC-strengthened beams. The interface planting rebar treatment
was more favorable to enhancing the ductility of UHPC-strengthened beams.
The crack development was effectively suppressed by the interface chiseling
and planting rebars together. This contributes to a higher load capacity reserve
for UHPC-strengthened beams. The bearing capacity under serviceability limit
state of the UHPC-strengthened beams was increased by 1.25, 2, and 2.5 times
through the interface treatments of chiseling, planting rebars, and a combination
of both, respectively.
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1 Introduction

Precast reinforced concrete (RC) hollow slab beam bridges are
widely used in small and medium-span bridges in China. Te
reason is that it has many advantages such as simple manufacturing,
convenient construction, low cost of engineering and easy large-
scale factory production. However, with the increase of service
life, as well as in the overloading, material aging, environmental
erosion, natural disasters and other coupling efects (Zhang et al.,
2019; Ren et al., 2023). T e structural performance of a large number
of existing hollow slab beam bridge declined signifcantly, extremely
susceptible to safety accidents. Its safety performance is a priority
concern for bridge management and maintenance departments
(Zhou et al., 2023). T erefore, it is necessary to conduct an in-depth
study on the service performance and strengthening measures of
such bridge types.

Traditional strengthening methods of RC hollow slab beams
all have certain limitations. For example, the enlarged section
method reduces net clearance height and adds additional structural
self-weight (Zhangetal., 2022). Te maintenance tasks for the
bonding steel plate strengthening method are heavy (Ciampa et al.,
2023). T e fber composite material bonding strengthening method
cannot overcome the brittle failure characteristics of the components
(Xunetal., 2022). Finally, the external prestressed strengthening
method has a complex construction process that signifcantly
impacts trafc (Lietal, 2018). Terefore, the development of
high-performance materials to strengthen existing RC hollow
slab beams will be one of the efective ways to solve the
above problems.

Based on compact microstructure and unique structural
components, ultra-high performance concrete (UHPC) possesses
outstanding mechanical properties, excellent toughness and
ductility, as well as exceptional durability (Lietal., 2020; Du et al.,
2021; Amranetal., 2022; Huangetal., 2022). Meanwhile, good
bonding properties are exhibited at the interface between the UHPC
and NC matrix (Fengetal., 2020; Tongetal, 2021; Yangetal.,
2023; Zhangetal., 2023). Expansion of microcracks within the
material can be signifcantly suppressed by the dispersed steel fbers
within the UHPC, thereby giving the structure ultra-high toughness
and ductility (Du et al., 2021; Zou et al., 2023a). T erefore, UHPC
has a promising application for application in bridge repair and
strengthening (Xue et al., 2020; Yang et al., 2022; Zou et al., 2023b;
Leng et al., 2023).

At present, scholars have conducted in-depth research on
the structural performance of beam bridges strengthening with
UHPC (Zhu et al., 2020). summarized the current state of research
on RC beams/slabs strengthened with UHPC, failure modes
of UHPC-RC structures under bending action infuenced by
various parameters were identifed (Zhang et al., 2022). proposed
a prestressing-UHPC strengthening technique based on model
tests, achieving efcient and durable strengthening protection of
damaged RC beams (Hou et al., 2019). found that macro-cracks in
concrete transformed into dense micro-cracks by using UHPC in
the tensile zone. T e interfacial cracks hardly cause delamination
at the UHPC and RC interface (Premetal., 2018; Lietal., 2021).
and carried out a series of studies on the fexural characteristics of
UHPC-NC composite beams under four-point bending by acoustic
emission technique. Research indicated that UHPC exhibited
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high strength and plastic properties under bending, such as a
signifcant increase in load carrying capacity, a reduction in the
number and width of cracks, and a noticeable decrease in mid-
span defection. Based on experimental studies and numerical
simulations (Zhuetal.,, 2021), discussed the efects of UHPC
thickness and reinforcement ratio within the UHPC layer on
the fexural response of pre-damaged RC beams. Results revealed
that the cracking load and ultimate bearing capacity improved,
with the increase of UHPC thickness and reinforcement ratio
within the UHPC layer. Gradually, UHPC has become an attractive
potential solution for enhancing the sustainability of existing
RC beams.

In summary, a large number of studies on the strengthening
measures of RC beams have been conducted by many scholars.
Nevertheless, the above series of studies are usually based on indoor
model tests or numerical simulations, failing to efectively and
realistically refect the service performance of actual RC beams. To
overcome the shortcomings of existing research, the test beams in
this paper originated from prefabricated RC hollow-core slab beams
from a major highway in Heng County, Guangxi, China. T e four-
point bending feld experiments were conducted with the interface
treatment of chiseling, planting rebars and a combination of both
as test variables. Te efect of interface treatments on the fexural
performance of existing RC beams strengthened with UHPC was
investigated in this study. Comparative analyses of load capacity,
load-displacement curves, stifness and ductility coefcients of the
test beams were performed. Finally, efFcient fexural measures for
actual RC beams strengthened with UHPC were proposed based on
the feld tests.

2 Experimental program
2.1 Overview of test beams

T e test beams came from a highway bridge along route G324
within Heng County, Guangxi, China. Tis bridge was put into
service in 2007 and has been in operation for 15 years. Te
total length of the bridge is 114.00 m, with a width of 12.00 m.
Te upper structure adopts prefab RC hollow slab beams of
15.98m + 4 x 16.00 m + 15.98 m. T e total span of the four test
beams is 15.96 m, with a beam height of 0.90 m and a bottom
plate width of 1.04 m. Notably, as the test beams were directly
removed from the original bridge, the beam height includes a
15 cm-thick asphalt concrete paving layer. Te mid-span section
dimensions and strengthening details of the test beam are illustrated
in Figure 1.

Carbonization depths of the test beams was found to be 0.5
mm-1.0 mm by the appearance and material property inspection of
the original RC hollow slab beams. Multiple transverse cracks were
present in the bottom plate of the test beam, with a small number
of diagonal and vertical cracks on the web. T e maximum crack
lengthwas 0.5 m, with amaximum width of 0.15 mm. Local concrete
protection had peeled of, exposing and corroding rebar, bridge
deck paving showed deformation, and expansion joints had failed
due to blockage. Moreover, diseases such as inter-slab seepage and
leakage were also observed. T e load-bearing capacity and working
performance of the bridge structure seriously deteriorated under
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FIGURE 1
Mid-span section dimensions and strengthening details of the test

beam (units: cm).

the infuence of these diseases. T us, the technical condition of the
bridges was assessed at level 4.

2.2 Specimen description

To explore the fexural performance and crack distribution of
RC hollow slab beam bottom plate strengthened with UHPC under
load, four test beams were designed. Among them, one bare beam
received no strengthening and served as the control group. Te
remaining three beams were strengthened with UHPC, all with a
strengthening thickness of 5 cm. Te numbering and infuencing
parameter settings of the test beams are shown in Table 1. To
enhance the fexural performance of the UHPC-RC composite
beams, the steel mesh was embedded into the UHPC layer. Details
of the steel mesh, planting rebar size, and interface treatment are
presented in Figure 2. Te interface between UHPC and RC was
treated by chiseling, planting rebars and a combination of both,
respectively. Chiseling was done by means of manual chiseling, while
planting rebars was done by locating the holes and subsequently
Txing the rebars using a planting adhesive. In this case, the interface

TABLE 1 Impact parameters of the test beams.

10.3389/fmats.2024.1361647

planting rebars are “L” type rebars and arranged in a plum blossom
pattern. Te spacing of each row of rebars was 330 mm. Te
implantation depth on the RC side was 6.5 cm, and on the UHPC
side, it was 2.5 cm.

Notes:

(1) Explanation of specimen numbering: “B” represents the
unstrengthened beam, “5"represents the thickness of the
UHPC strengthening layer, “U” stands for strengthening using
UHPC, “Ch” indicates that the interface treatment method
is chiseling, and “Pr” signifes that the interface treatment
method is planting rebars.

Specifcally, chiseling was carried out using a hand-held
percussion drill to randomly and irregularly chisel the surface
of the RC hollow slab bottom plate, with the roughness of the
chiseled specimens maintained in the range of 2-3 mm. Te
outcome of the chiseling process is illustrated in Figure 2C.

O]

2.3 Material properties

2.3.1 Normal concrete (NC)

Given that the test beam has been in service for 15 years, it is
extremely difcult to directly strip regular standard specimens from
the original girder bridge. T us, afer the fexural test was completed,
considering factors such as the geometric dimensions of the test
beam, the arrangement of rebar positions and maximum aggregate,
the method of core drilling was used to sample from the web of
the test beam at the beam end. T en, according to the “Standard
for test methods of concrete physical and mechanical properties”
(GB/T 50081-2019), material testing was conducted on the concrete.
An overview of the material properties test of NC is shown in
Figure 3A. Te results of the mechanical properties are shown
in Table 2.

2.3.2 UHPC

As the strengthening layer material, UHPC was a self-developed
early-strength dry mix developed by the team. Rapid early strength
development was observed, with an initial setting time of 6 h and a
Tnal setting time of 14 h. Compressive strength exceeding 70 MPa
at 3 days and surpassing 120 MPa at 7 days was achieved. Te
slump value reached 850 mm, and a self-compacting performance
rating of SF3 was attained, obviating the need for steam curing. Te
mix proportions of UHPC are shown in Table 3. Among them, the
steel Ther in UHPC is 11 mm in length and 0.18 mm in diameter.
It has a tensile strength of 2,870 MPa and a modulus of elasticity

Interface treatment

Specimen number

Strengthening material

Strengthening thickness

B - - -
5UB-Ch UHPC Chiseling 5cm
5UB-Pr UHPC Planting rebars 5cm
5UB-Ch + Pr UHPC Chiseling + planting rebars 5cm
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FIGURE 2
Details of steel mesh, planting rebars and interface treatment in test beams (units: mm).

FIGURE 3
Mechanical properties test.

TABLE 2 Measured values of concrete material properties.

Material type Cubic compressive strength | Axial compressive strength  Modulus of elasticity (MPa)

(MPa) (MPa)

Hollow Slab Concrete (C30) 66.8 534 3.5x10*

of 200 GPa. Te mechanical properties of UHPC were determined  specimens with dimensions of 100 x 100 x 300 mm for UHPC was
according to the “ Reactive powder concrete” (GB/T 31387-2015),  fabricated to obtain the axial compressive strength elastic modulus.
standard. During the pouring of the UHPC strengthening layer,  Meanwhile, six dog-bone-shaped UHPC specimens were reserved
the compressive strength was obtained by six cubic specimens with  for testing its tensile strength. T e measured mechanical properties
dimensions of 100 x 100 x 100 mm for UHPC (Figure 3B). Six prism  of UHPC are shown in Table 4.
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TABLE 3 Mix proportions of UHPC.

Constituents ‘ Amount (kg/m?)

Cement 1,000
Silica fume 100
Fly ash 300
Basalt sand 1,100
Water 240
Superplasticizer 20

Steel fber 170

2.3.3 Rebar

Afer the concrete in RC hollow slab beam cracked, the
concrete quit working. At this point the tensile force in the cracked
region of the RC hollow slab beam was mainly carried by the
steel rebars. T erefore, the analysis of the structural performance
of the fexural zone afer cracking was closely related to the
constitutive relationship of the steel rebars. Two types of steel
rebars were used for RC hollow slab beams, namely, HRB300 and
HRB335. Afer the four-point bending test and concrete specimen
sampling were completed, the concrete in the bottom slab of
the unstrengthened hollow slab beams was chiseled away. Taking
into account the structural load characteristics, steel corrosion
conditions and concrete cover conditions, steel specimens were
selectively extracted from the least stressed locations at the ends of
the beams for tensile testing.

T e HRB400 hot-rolled ribbed steel rebars was used for UHPC
strengthening layer of the test beams. T e interface planting rebars
were 8 mm in diameter. Te transverse and longitudinal rebars
in UHPC layer steel mesh were 8 mm and 10 mm in diameter,
respectively. Te mechanical properties of the steel rebars were
tested in accordance with the standard “ Metallic materials -
Tensile testing - Part 1: Method of test at room temperature” (GB/T
228.1-2010). T e mechanical performance indicators of the rebars
are presented in Table 5.

TABLE 4 Mechanical properties of UHPC.

10.3389/fmats.2024.1361647

2.4 UHPC strengthening

Te entire fabrication process of the test beams is depicted
in detail as shown in Figure 4. Firstly, as shown in Figure 4A,
the test beam bottom plate was carefully levelled and dusted
to ensure that the UHPC and RC interfaces were tighter and
better bonded together. Tis was extremely important step, as a
tight interfacial bond would substantially increase the durability
and bearing capacity of the test beams. Subsequently, holes were
drilled to locate the strengthened areas according to the predefned
strengthening design scheme, as shown in Figures 4B, C. Next, the
interface was treated as in Figure 4D, including chiseling, planting
rebars, and a combination of chiseling and planting rebars. In this
way, the bond between UHPC and RC was enhanced to further
improve the strength and stability of the test beams.

Afer the above steps were completed, the erection of the
steel mesh for the strengthening layer was installed as a means
of providing additional support. Formwork was then installed to
determine the thickness of the strengthening layer, as shown in
Figures 4E, F. Finally, the pouring of the UHPC was carried out and
the process and results are shown in Figures 4G, H. Afer the UHPC-
RC combination test beams have been naturally maintained for a
period of time, the four-point bending test can be carried out.

2.5 Loading and measurement

2.5.1 Loading scheme

Te specifc details of the experimental loading setup are
illustrated in Figure 5. T e experimental loading system primarily
consists of anchor piles, a loading crossbheam, and hydraulic
jacks, among other components. To facilitate the deformation
measurement of the test beam, and adequately consider the space
of the experimental equipment, concrete bearing platforms were
designed at both ends of the beam. Rubber supports were placed
between the top of the platform and the bottom of the test beam
to simulate the efect of simple beam support.

Te test beam was subjected to four-point bending loading,
with two hydraulic jacks synchronized for incremental loading. To
verify the proper functioning of the relevant measuring instruments

Material type

Cubic compressive strength (MPa)

UHPC 1425

Tensile strength (MPa) Modulus of elasticity (MPa)

7.0 4.2x10"

TABLE 5 Mechanical property indicators of steel rebar.

Material Diameter/mm Yield strength/MPa  Modulus of elasticity/MPa
HRB300 14 335 2.0x10*
HRB335 25 376 2.1x10°
Steel rebar
HRB400 8 435 22x10*
HRB400 10 437 2.2x10*
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FIGURE 4
Fabrication process of UHPC-RC test beams.

FIGURE 5
Loading device and measurement point arrangement.

and ensure good contact between diferent parts of the specimen,  commenced. Te formal loading was divided into two stages:
the test beam was initially subjected to preloading. Additionally, to i) Te frst stage involved force loading, with an approximate
ensure that the test beam experienced elastic loading, preventing  load increment of 40 kN for each level. Each level was held for
cracking and any form of residual loading, the preloading load 5 min to observe and record the test behavior. Loading proceeded
was approximately 20% of the ultimate load (Pu). Afer completing  to the next level once the readings stabilized. ii) Te second
the preloading and unloading, formal loading of the test beam  stage was displacement loading, which was employed when the
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specimen exhibited signifcant cracks or reached approximately
60%Pu. Loading was discontinued if the concrete in the compression
zone of the test beam fractured, crushed, or if debonding occurred
at the interface between UHPC and RC.

2.5.2 Measurement point arrangement

Te arrangement of measurement points on the test beam is
shown in Figure 5. i) Defection measurements: A total of 10 linear
variable diferential transformers (LVDTs) were installed, located at
the mid-span, at the loading point, and at the section corresponding
to the beam end supports. Te LVDTs were placed in a symmetrical
manner along the span direction. Among these, LVDT displacement
sensors with a 50 cm range were used for measurements at the
mid-span and the two loading points, while LVDT displacement
sensors with a 5cm range were employed at the support points.
ii) Strain measurements: In the vertical direction of the beam,
5 strain measurement points were evenly distributed along the
height at the mid-span section of the precast RC hollow slab beam.
Additionally, one strain measurement point was positioned at the
center of the UHPC strengthening layer, resulting in a total of
6 strain measurement points. During the entire loading process,
data from strain gauges and displacement sensors were recorded
automatically. Simultaneously, the complete failure process of the
specimen was documented using a camera.

To precisely measure crack width, crack distribution and strain
conditions during the loading process, the concrete hinge joints on
the side of the hollow slab beam were initially removed by chiseling.
Subsequently, the pure bending segment (3 m) of the test beams was
coated with white paint, a 10 cm x 10 cm grid was drawn. T e crack
observation instrument and marker pen were used to meticulously

FIGURE 6
The failure mode of B beam.
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measure and record the positions, widths, and heights of cracks for
each load level step.

3 Experimental phenomena
3.1 Unstrengthened beam B

Te failure mode and crack distribution of the unstrengthened
beam B) are illustrated in Figure 6. When loaded to 80 kN,
microcracks appeared on the bottom surface of the mid-span
section, with a crack width of 0.143 mm. Upon reaching 160 kN,
multiple microcracks developed on the bottom surface, and
microcracks at the mid-span section extended horizontally across
the bottom plate. At this point, the maximum crack width on the
bottom plate reached 0.211 mm, indicating the beam had reached
its serviceability limit state. As the load increased to 240 kN, the
bottom plate cracks gradually propagated upward along the web,
with the maximum bottom plate crack width reaching 0.374 mm
and the web’s maximum crack width reaching 0.407 mm. With
further load increments, the web cracks continued to propagate
upward, both in width and in quantity. When the load reached
400 kN, the maximum crack width reached 1.073 mm. As the load
increased to 560 kN, the primary crack at the bottom plate mid-span
rapidly expanded and extended diagonally towards the web, forming
multiple diagonal cracks with a maximum width of 1.886 mm. Upon
reaching the yield load of 620 kN, the web cracks branched out
in a dendritic pattern, gradually extending to the top plate of the
test beam. T e load increase slowed down, and at this point, the
maximum crack width reached 2.13 mm. When the load reached
the ultimate load of 680 kN, concrete spalling occurred at the
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mid-span of the bottom plate, exposing the reinforcement, and
the test beam lost its load-bearing capacity. T e compressed zone
concrete remained uncracked.

3.2 Strengthening beam (5UB-Ch)

Compared to the B beam, the bottom plate of the 5UB-Ch beam
was strengthened using 5 cm of UHPC, with chiseling treatment
applied at the interface. Afer strengthening with UHPC, the fexural
stifness of the hollow slab beam increased. When loaded to 200 kN,
a crack of 0.069 mm was found in the bottom plate of the mid-
span section. When the load reached 240 kN, multiple micro-cracks
appeared in the bottom plate and UHPC layer, with the maximum
crack width being 0.167 mm. At the load of 480 kN, the cracks in
the bottom plate extended to the web. T e maximum crack widths
in the bottom plate and UHPC layer were 0.194 mm, whereas, in the
web, it measured up to 0.209 mm. At this point, the 5UB-Ch beam
had reached its serviceability limit state.

As the load continued to increase, several vertical cracks
appeared on the web, gradually extending to the top plate. Te
number and width of the cracks in the bottom plate increased,
while evenly distributed micro-cracks developed in the UHPC layer.
When the load reached the yield load of 720 kN, the maximum
crack widths in the web and the bottom plate were 1.528 mm
and 0.306 mm, respectively. Upon loading to 800 kN, the crack
width in the bottom plate’s mid-span section dramatically increased
and quickly evolved into two main cracks, with the maximum
crack width becoming 2.185 mm. When the load reached 840 kN,
the structure lost its load-bearing capacity. No delamination was
observed at the UHPC layer and RC interface. T e failure mode and
crack distribution of the 5UB-Ch beam are shown in Figure 7.

FIGURE 7
The failure mode of 5UB-Ch beam.

Frontiers in Materials

08

10.3389/fmats.2024.1361647

3.3 Strengthening beam (5UB-Pr)

T e failure mode and crack distribution of the 5UB-Pr beam are
shown in Figure 8. Te 5UB-Pr beams had the same strengthening
parameters as the 5UB-Ch beams, except that the interface treatment
was planting rebars. Upon loading to 240 kN, three micro-cracks
were observed in the bottom plate with a maximum crack width of
0.097 mm. When the load was increased to 320 kN, the number of
cracks in the bottom plate grew and gradually extended to the web.
Also some cracks were observed in the UHPC layer with a maximum
crack width of 0.167 mm. At a load of 480 kN, the 5UB-Pr beam
reached its serviceability limit state, with the maximum crack width
of 0.203 mm.

As the load continued to increase, numerous evenly distributed
minute cracks appeared in the UHPC layer, and several vertical
cracks formed on the web and extended towards the top plate. When
the load reached the yield load of 760 kN, the vertical cracks in the
web developed in a tree-branch manner, extending upwards to the
top of the test beam, with a maximum crack width of 0.986 mm.
When the load reached 920 kN, the tension reinforcement of
the 5UB-Pr beam yielded, and the structure lost its load-bearing
capacity. However, the UHPC layer remained well-adhered to the
RC beam, with no signs of separation.

3.4 Strengthening beam (5UB-Ch + Pr)

Figure 9 illustrates the failure mode of the 5UB-Ch + Pr beam
under bending load. In the initial stage of loading, no cracks were
visible on the surface of the test beam. Upon loading to 240 kN,
three minor cracks appeared at the base of the hollow slab beam,
with a maximum crack width of 0.083 mm. When the load reached
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FIGURE 8
The failure mode of 5UB-Pr beam.

FIGURE 9
The failure mode of 5UB-Ch + Pr beam.

360 kN, the micro-cracks in the bottom plate of the hollow slab
beam gradually extended upwards, and a few minor cracks emerged
in the UHPC layer. At this point, the maximum crack widths were
0.111 mm in the web, 0.162 mm in the bottom plate. Upon loading

Frontiers in Materials
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to 600 kN, the cracks in the web continued to extend upwards, with
maximum crack widths of 0.218 mm in the bottom plate, 0.181 mm
in the web, and 0.132 mm in the UHPC layer. T e 5UB-Ch + Pr test
beam had reached its serviceability limit state.
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FIGURE 10
Load-displacement curves for mid-span sections.

As the load continued to increase, several vertical cracks
developed on the web and extended gradually towards the top of
the test beam in a tree-branch pattern. Te number and width
of the cracks in the bottom plate increased, while numerous
evenly distributed micro-cracks appeared in the UHPC layer. Upon
reaching the yield load of 820 kN, the maximum crack width
was 0.958 mm for the web and 1.106 mm for the bottom plate,
and the web cracks had developed to the top of the hollow
slab beam. When the load reached 940 kN, the structure lost its
load-bearing capacity. At this point, the UHPC layer was well-
adhered to the bottom plate of the RC beam, with no signs of
delamination detected.

4 Results and discussion
4.1 Load-displacement curves

Te actual mid-span defection of the test beam before and
afer strengthening was calculated based on the mid-span vertical
displacement and support settlement. Te load-defection curve
for the mid-span section of the unstrengthened beam and UHPC
strengthened beams are shown in Figure 10. From Figure 10, it was
evident that the failure process of the test beam under four-point
bending was divided into four stages: i) Elastic stage: Initially, the
behavior of the test beam was similar to that of a homogeneous
elastic body. Te mid-span defection increased linearly with the
increasing load. Te load was shared by the tensioned concrete,
tensioned steel rebar, and the UHPC strengthening layer. ii) Cracked
working stage: Afer a decrease in the slope of the load-displacement
curve, it stabilized. During this stage, cracks appeared on the bottom
plate of the test beam and the UHPC strengthening layer. Some of
the concrete in the tension zone stopped working and the stifness of
the member was decreased. T e load was mainly supported by the
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FIGURE 11
Bearing capacity index of test beams with different interface

treatments.

tensioned steel rebar and the UHPC strengthening layer until the
steel rebar yielded. iii) Strengthening stage: T e load-displacement
curve exhibited a nonlinear behavior, with the curvature accelerating
with increasing defection. As the tensioned steel rebar yielded,
the load was primarily supported by the strengthening material
UHPC and the steel mesh within the strengthening layer. iv) Failure
stage: Te UHPC layer strengthening failed and the stifness of
the test beams decreased signifcantly. T e member lost its load-
bearing capacity, and the load decreases as the defection increased.
T e points of transition between these four stages (curve infection
points) are the cracking load (P,), yield load (P, ), and ultimate load
(P,) of the test beam.
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TABLE 6 The magnitude of improvement in load capacity with different interface treatments.

Interface treatment Cracking load (%)

Yield load (%) Ultimate load (%)

Chiseling 43 19 29
Planting rebars 71 23 35
Chiseling + planting rebars 71 32 38

T roughout the loading process, the mid-span defection of all
four beams increased in response to the increasing load. It was
evident that under equivalent load levels, signifcantly reduced mid-
span defection was exhibited by the UHPC-strengthened beam
compared to the unstrengthened beam B). Te efectiveness of
UHPC strengthening in controlling the mid-span defection of
hollow slab beams has been confrmed by this observation.

4.2 Load capacity analysis

Due to the existence of pre-existing cracks in the in-service
hollow slab beams, their cracking behavior is characterized by
the appearance of new cracks and the extension of existing ones.
Figure 11 displays various load-bearing indicators of the test beams,
revealing diferent efects on the load-bearing capacity of the beams
under various interface treatment methods. Compared with the
unstrengthened beam, the performance of UHPC-strengthened
beams was noticeable improved. Tese improvements in three
diferent stages of loading were observed: cracking load, yield load,
and ultimate load. T e cracking load of UHPC-strengthened beams
increased by 43%-71% as compared to the unstrengthened beam.
Similarly, the yield load increased by 19%-32%, and the ultimate
load increased by 29%-38%. Comparing and analyzing the load-
bearing indicators of the four test beams, the interface treatment
method has the most signifcant efect on the enhancement of
the cracking resistance of the UHPC-strengthened beams. Te
enhancement occurred primarily due to two factors. Te frst
factor was that larger moments of inertia were obtained by
increasing the cross-section height. Te second factor was that
the strengthened beams were subjected to greater tensile stresses
before cracking due to the high tensile strength of the UHPC.
T is phenomenon demonstrated the strengthening and toughening
efect of UHPC.

Te load-bearing capacity of 5UB-Ch + Prbeam was
signifcantly increased as compared to 5UB-Ch and 5UB-Pr beams.
Te cracking load, yield load and ultimate load of 5UB-Ch +
Prbeam were increased by 71%, 32% and 38%, respectively,
compared to B beam. T e formation of frictional interlocking at the
UHPC-RC interface was facilitated by chiseling treatment, thereby
enhancing the bond strength. Planting rebars provides an efective
“bridging efect” for the interface through dowel action and drawing
action. When there are small cracks in the material, the fbers act
as a bridge, connecting the two sides of the crack, thus preventing
the crack from progressing. Additionally, when the bottom of the
test beam (in the tensile zone) was strengthened with UHPC, the
concrete substrate was placed in the compressive zone. Te full
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FIGURE 12
Test beam load-maximum crack width curve.

FIGURE 13
Stiffness and ductility coefficients of test beams with different
interface treatments.

potential of the tensile strength of UHPC and the compressive
strength of concrete can be utilized with this fexural load. It helps
to seal existing cracks at the bottom of the concrete, increasing the
durability of the beams. Te magnitude of improvement in load
capacity by UHPC strengthening with diferent interface treatments
was compared in Table 6.

frontiersin.org


https://doi.org/10.3389/fmats.2024.1361647
https://www.frontiersin.org/journals/materials
https://www.frontiersin.org/journals/materials#articles

Song et al.

10.3389/fmats.2024.1361647

TABLE 7 The magnitude of improvement in stiffness and ductility with different interface treatments.

Interface treatment

Structural ductility (%)

Stiffness at pre-cracking stage (%)

Stiffness at pre-failure stage (%)

Chiseling 49 91 8
Planting rebars 41 49 35
Chiseling + planting rebars 65 94 44

4.3 Crack width analysis

Figure 12 presents the variation curve of the main crack width
of the test beams under four-point bending. According to the
“Specifcations for Design of Highway Reinforced Concrete and
Prestressed Concrete Bridges and Culverts” (JTG 3362-2018), the
maximum allowable crack width for RC structures is limited to
0.2 mm. Under this crack width limitation, the load-bearing capacity
of the unstrengthened beam was 160 kN. For the 5UB-Ch beam
with chiseling treatment, the load capacity was 360 kN, which was
increased 1.25 times in load-bearing capacity. Te 5UB-Pr beam
with interface treatment of planting rebars had a load of 480 kN,
which was increased 2 times in load carrying capacity. Te 5UB-
Ch + Pr beam with interface treatment of planting rebars had a load
of 560 kKN, which was increased 2.5 times. Results showed that in
case of smaller crack width, higher load-bearing capacity of UHPC
strengthened beams was obtained as compared to unstrengthened
beams. Additionally, at the same applied load, the crack widths
of 5UB-Prand 5UB-Ch + Prbeams were reduced compared to
5UB-Ch beam. Te change in crack width became more evident
as the load value increased. In comparison to 5UB-Ro beam,
crack suppression was found to be more signifcant in 5UB-Pr and
5UB-Ro + Pr beams.

4.4 Stiffness and ductility analysis

In this study, the fexural stifness of the test beams is defned
by the slopes of the curves in three loading stages: the pre-cracking
stage stifness (K,), the pre-yield stage stifness (K,), and the pre-
failure stage stifness (K,). Additionally, the displacement ductility
coefFcient is employed to assess the ductility performance of the
test beams. Tis coefcient represents the ratio of the vertical
displacement at the midspan under the yield load to the vertical
displacement at the midspan under the ultimate load.

Figure 13 presents the stifness and ductility coeFcients of the
test beams at diferent loading stages. It can be observed that the
stifness was highest in the pre-cracking stage. Compared to the B
beam, the stifness of the 5UB-Ch beam, 5UB-Pr beam, and 5UB-
Ch + Prbeam increased by 50%, 41%, and 65%, respectively, in
this stage. However, UHPC contributes signifcantly to the stifness
improvement of hollow slab beam in the failure stage. T e stifness
of 5UB-Ch beam, 5UB-Pr beam, and 5UB-Ch + Pr beam increased
by 91%, 49%, and 94%, respectively, compared to the B beam. Te
interface treatment methods have minimal impact on the stifness
of the test beams in the pre-yield stage. Additionally, using UHPC
for strengthening signifcantly improved the ductility of the test
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beams. T e ductility coefcients of 5UB-Ch beam, 5UB-Pr beam,
and 5UB-Ch + Pr beam increased by 8%, 36%, and 44%, respectively,
compared to the unstrengthened beam.

In addition, the stifness of the 5UB-Ch beam is 6.4%, 5.2%, and
28.8% higher than that of the 5UB-Pr beam in the respective stages.
However, the ductility index of the 5UB-Ch beam is lower than that
of the 5UB-Pr beam. T ese results indicate that chiseling is more
favorable for enhancing structural stifness, while planting rebars
is more advantageous for improving structural ductility. Te efect
of UHPC strengthening on stifness and ductility with diferent
interface treatments was compared in Table 7.

5 Conclusion

T e following conclusions can be drawn from this research:

m Te failure mode of the unstrengthened beam was
characterized by concrete spalling in the tension zone and
exposed of steel rebars. In contrast, the UHPC-strengthened
beam exhibited a fexural failure mode. T roughout the
loading process, the interface between the UHPC and the
bottom plate of the RC hollow slab beam was well bonded and
no peeling occurred. Uniformly distributed, dense and subtle
cracks appeared in the UHPC strengthened layer. Vertical
cracks with dendritic development extending to the top slab
appeared in the web, and the crack width of the web cracks was
larger than the cracks in the UHPC layer.

1 Under diferent interface treatment methods, UHPC-RC
beams exhibited various degrees of improvement in fexural
load-carrying capacity. Compared to the unstrengthened
beam, the cracking load of 5UB-Ch beam increased by 43%,
5UB-Pr beam by 71%, and 5UB-Ch + Pr beam by 71%. Te
yield load increased by 19% for 5UB-Ch, 23% for 5UB-Pr, and
32% for 5UB-Ch + Pr. T e ultimate load increased by 29% for
5UB-Ch, 35% for 5UB-Pr, and 38% for 5UB-Ch + Pr.

m Te concrete substrate was in the compression zone when
UHPC was used to strengthen the service hollow slab beams
in the tensile zone. T is gave full potential to the super strong
tensile strength of the UHPC and the compressive strength of
the concrete, resulting in good crack control.

m Te interface bond strength between the UHPC layer and
the RC layer was strengthened by using three interfacial
treatments: chiseling, planting rebars, and a combination of
the two. Crack development in the test beams was efectively
inhibited by a combination of chiseling and planting rebars.
Tis measure allowed the interface to have an efective
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“bridging efect”, providing the structure with a higher bearing
capacity reserve.

m Compared to the unstrengthened beams, the stifness of
UHPC-RC beams increased by 41%—65% and 49%—94% in the
pre-cracking and pre-failure stages, respectively. During the
pre-failure stage, UHPC played a signifcant role in increasing
the stifness, whereas a slight decrease in stifness is observed
during the pre-yield stage. At the same time, afer UHPC
strengthening, the structural ductility increased by 8%—44%.

To comprehensively assess the performance of structural
strengthening, it is necessary to conduct further experimental
and numerical analyses beyond the variables studied thus far.
Tese additional analyses will explore the impact of critical
parameters such as surface roughness, the depth of planting
rebar, and the thickness of strengthening layers. Furthermore,
environmental factors that can erode or age the strengthening must
be taken into account. T is requires in-depth scientifc research to
investigate these durability factors, ultimately ensuring the enduring
efectiveness of the strengthening.
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