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This scientific paper aims to provide a thorough examination of the current state
of research on nanomaterials in the context of Low Energy Nuclear Reactions
(LENR). The paper explores various nanomaterials, their synthesis methods, and
their impact on facilitating and enhancing LENR processes. Special attention is
given to the unique properties of nanomaterials that make them particularly
suitable for LENR applications, such as increased surface area, quantization
effects, and improved hydrogen absorption kinetics. The review also delves into
experimental findings and theoretical models that shed light on the mechanisms
through which nanomaterials induce and support LENR. The sustained interest
in LENR arises from experiments consistently demonstrating the potential
for significant energy gains, suggesting cost-effective energy production.
Furthermore, these processes exhibit advantages such as negligible radiation
during operation, minimal radioactive waste, and the absence of greenhouse
gas emissions. While the path to commercialization is lengthy, strides are being
made by various companies recognizing the challenge of consistently producing
materials to reliably trigger LENR. Current research focuses on employing
nanoparticles to reliably induce LENR, drawing inspiration from reports
indicating the efficacy of loose nanoparticles in triggering these reactions. The
hypothesis posits that nanoparticles affixed to surfaces enhance performance
and ease of handling in research and commercial setups. The rationale for using
nanoparticles lies in their ability to facilitate hydrogen penetration into solid
materials, crucial for observing LENR phenomena. This capability is attributed
to the substantial surface area of nanoparticles, allowing them to absorb more
reactants like hydrogen. Recent studies delve into understanding the behavior
of metallic nanoparticles concerning the energy spectrum of electrons and
implanted ions as a function of particle size. Notably, as nanoparticles decrease
in size, quantization effects emerge, potentially modifying the interaction of
quasiparticles within nanoclusters. Specific examples, such as Pd-Rh alloys,
demonstrate accelerated hydrogen uptake kinetics in nanoparticles compared
to bulk materials, emphasizing the importance of nanoscale properties. This
topic provides a broad scope for exploring the intersection of nanomaterials
and LENR, allowing for an in-depth analysis of the current state of research and
the potential for future advancements. By understanding and harnessing the
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unique properties of nanomaterials, significant progress can be made in the field
of LENR, potentially leading to practical and sustainable energy solutions.

lenr, hydrogen, deuterium, hydrogen energy, palladium, nanomaterials, hydrogen

storage

1 Introduction

T e Fleischmann-Pons efect, which manifests as the production
of excess thermal energy during an electrochemical process using
heavy water, has spurred the search for an alternative energy source
later termed low-energy nuclear reactions (LENR) (Krivit, 2008).
LENR, historically known as “cold fusion,” has a long research
history dating back to Fleischmann and Pons’ statements in 1989.
Despite the controversy, signifcant experimental evidence has been
collected to support the possibility of stimulating nuclear reactions
using chemical energy (Nagel and Fazel, 2012). For example, during
the electrolysis of heavy water on palladium electrodes in the
presence of an external electric or magnetic feld, energetic particles
were discovered, possibly indicating the occurrence of nuclear
reactions (Szpak et al., 2007).

Te authors of one study discovered anomalous heat release
and oscillatory processes in the recombination reactions of
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hydrogen (H,) and oxygen (O,) on palladium-based catalysts.
In some cases, the amount of heat generated exceeded the
expectations of thermodynamic calculations for water formation
reactions. Tis may indicate unusual kinetic phenomena or
new physical processes possibly related to LENR (Lalik et al.,
2015). Signifcant thermal energy release, possibly associated
with LENR, has also been observed during the interaction of
heterogeneous hydrocarbon plasma with nickel foil, as evidenced by
the detection of elements such as lithium, aluminum, and calcium
resulting from transmutation on the target surface (Klimov and
Pashchina, 2022).

Te available data suggest evidence of new types of nuclear
interactions. One of the Kkey signs is excess heat generation that
greatly exceeds the energy input, indicating the presence of energy
sources other than chemical reactions. Observations also indicate
the production of neutrons and tritium, as evidenced by low-level
radiation detected that is not consistent with that typically associated
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with conventional nuclear reactions. T is raises questions about
the mechanisms of LENR and underscores the need for further
research in this area. Additionally, there is evidence of elemental
transmutation, where some elements are transformed into others in
the absence of the high energies typically required for nuclear fusion.
T ese observations highlight the unusual nature of LENR and have
important implications for understanding fundamental processes in
nuclear physics (Storms, 2015a).

T ree seemingly diferent physical phenomena—metal hydride
cells, exploding wires, and the solar corona—actually have a
common basis. Under certain conditions, which are now clearly
defned, electromagnetic energy is collectively used. Tis energy
provides sufFcient kinetic energy to a specifc portion of the
electrons, allowing them to combine with protons or other ions,
resulting in the production of neutrons through weak interactions.
T ese newly produced neutrons subsequently combine with other
nuclei, initiating low-energy nuclear reactions and transmutations.
It should be noted that understanding these phenomena requires
consideration of all three interactions described in the standard
model (electromagnetic, weak, and nuclear). Although collective
efects are involved, no new physics beyond the standard model is
required to accelerate electrons (Srivastava et al., 2010).

A pattern has been revealed in which the interaction of
deuterium with metal materials, such as molybdenum and
palladium in the form of nanowires, at low temperatures leads
to the synthesis of helium isotopes 3He and 4He. Tis pattern
is based on the observation that helium concentrations depend
on the kinetic energies of deuterium nuclei and the temperature
of the experimental setup. Tus, the study indicates that certain
conditions for the interaction of deuterium with metals in the solid
state contribute to the process of helium synthesis at relatively low
temperatures (Alexandrov, 2021).

Mayer proposes that the excess energy in LENR may arise
from a phase transition producing superconducting electrons, which
in turn stimulate a chain of nuclear reactions. A portion of the
electrons in the palladium cathode may become superconducting,
which reduces the overall resistance and facilitates nuclear reactions
leading to excess heat (Mayer, 2019).

Achieving efectiveness with repeatability and a set of minimum
required performance indicators, the process of integrating LENR
devices into modern society may encounter certain difculties due
to socio-economic risks. According to Grimshaw, the successful
integration of LENR into society requires the development of
strategies to manage changes in the economy, employment, and
energy infrastructure (Grimshaw, 2020).

Nanomaterials, defned as materials with structures at the
nanoscale, typically less than 100 nm in at least one dimension, are
gaining immense attention in both scientifc research and industrial
applications. T eir unique physical and chemical properties, arising
from their small size and high surface area to volume ratio,
lead to enhanced reactivity, strength, electrical properties, and
more. T ese properties enable innovative solutions across various
felds, including medicine, electronics, energy, and environmental
protection (Dina, 2023). Nanomaterials ofen exhibit superior
mechanical, thermal, electrical, and catalytic properties compared
to their bulk counterparts. Teir use spans diverse felds such as
drug delivery, electronics, renewable energy, and environmental
remediation (Tolubayeva et al, 2023). Te development and
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commercialization of nanomaterials drive economic growth by
enabling new products and improving existing ones.

For instance, palladium nanoparticles (Pd) are used in catalytic
converters to reduce vehicle emissions and serve as catalysts in
hydrogenation and carbon-carbon coupling reactions, such as the
Suzuki-Miyaura and Heck reactions. In electronics, palladium
nanoparticles are utilized in hydrogen detection sensors due
to their high sensitivity and selectivity and are employed in
conductive inks for fexible electronics. In medicine, palladium
nanoparticles are used in photothermal therapy to selectively
destroy cancer cells and are explored as carriers for targeted
drug delivery systems, enhancing efectiveness and reducing
side efects (Klebowski et al., 2022).

Similarly, nickel nanoparticles (Ni) are used as efective catalysts
in hydrogenation reactions in the petrochemical and food industries
and contribute to catalytic reactions in fuel cells, leading to cleaner
energy production. Tey are used in high-density data storage
devices and in ferrofuids for seals, damping, and medical imaging.
In energy storage, nickel nanoparticles are used in electrodes
of nickel-metal hydride (NiMH) batteries, enhancing capacity
and performance, and are explored for use in supercapacitors,
providing high power density and long cycle life. In environmental
remediation, nickel nanoparticles remove contaminants from water
through adsorption and catalytic degradation and are involved in the
catalytic breakdown of organic pollutants.

Zinc oxide nanoparticles (ZnO) exhibit strong antibacterial activity,
making them useful in coatings for medical devices and antimicrobial
textiles. Tey are also being explored as carriers for targeted drug
delivery systems, enhancing efectiveness and reducing side efects.
In electronics and optoelectronics, ZnO nanoparticles are used in
the fabrication of semiconductor devices, including transistors and
diodes, due to their wide bandgap and high electron mobility, and are
incorporated into sunscreens and other UV-protective coatings because
of their excellent ability to absorb ultraviolet light. ZnO nanoparticles
are utilized in solar cells to improve light absorption and conversion
efciency and are employed in gas sensors and biosensors due to
their high sensitivity and rapid response times (Paltusheva et al.,
2022). Additionally, ZnO nanoparticles are used in the degradation
of environmental pollutants through photocatalytic processes, breaking
down harmful substances in air and water.

Nanomaterials play a key role in hydrogen-related technologies,
including its production, storage, and utilization. Nanoparticles of
metals like platinum, palladium, and nickel are used as catalysts for
hydrogen production via water electrolysis. Nanomaterials such as
magnesium nanoparticles and carbon-based composites are being
investigated to improve hydrogen storage due to their high capacity
and stability. Nanomaterials are also used to enhance the efciency
of fuel cells, which convert hydrogen into electricity.

Te relevance of nanomaterials is underscored by their
unique properties and extensive applications across various
industries. Palladium and nickel nanoparticles, along with zinc
oxide nanoparticles, demonstrate the transformative potential of
nanotechnology. Teir roles in catalysis, electronics, medicine,
energy, and environmental protection showcase their versatility
and promise for future advancements. As research continues, the
development of nanomaterials is expected to drive signifcant
technological progress and economic growth.
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2 Theories

Storms notes that various attempts to reconcile LENR with
physical laws and observations ofen fail to satisfy the requirements
of the scientifc community due to a lack of stable reproducibility
and inconsistency with traditional nuclear physics models (Storms,
2015h). In modern physics, not only is the theory of the LENR
efect the subject of scientifc discussions and debates (Storms,
2013), but there are also other phenomena whose nature contradicts
established concepts. A striking example is the theory that considers
the properties of superluminal particles and their interaction with
ordinary matter, describing phenomena like superluminal particles
and magnetic monopoles, which can be critical for understanding
fundamental interactions in particle physics (Fredericks, 2020).

Yeong E. Kim and Alexander L. Zubarev present two main
theoretical models: Bose-Einstein Fusion and Quantum Plasma
Nuclear Fusion (QPNF), based on the assumption that under
certain conditions, hydrogen or deuterium can behave like a plasma,
facilitating nuclear fusion. T ese theories explain how nuclei can
overcome the Coulomb barrier to fusion at low energies. Te
predictive ability of the QPNF model is confrmed by its agreement
with experimental results, including anomalous heat production
and nuclear products. T e theory’s proposals are applied to various
experimental setups such as deuterated metals/alloys and acoustic
cavitation experiments, ofering prospects for safe and clean LENR-
based energy production (Kim and Zubarev, 2006).

P. Kalman, T. Keszthelyi, and D.J. Nagel explore the three-
body mechanism, in which one nucleus acts as a catalyst for the
fusion of two other nuclei. T is mechanism allows nuclear reactions
to be carried out at room temperatures without the release of
gamma radiation, which aligns with the experimental data of Pons
and Fleischmann and other modern researchers, accompanied by
anomalous heat release and transmutations without high-energy
radiation (Kalman et al., 2021).

To understand the physics of LENR in the solid state, Schwinger
models are proposed, using the coupling of nuclear and Coulomb
energies to achieve the excited state of helium-4 (4He). Mali and Vavra,
based on quantum mechanics for deep electron orbits, promote LENR
by pushing electrons deeper into nuclear potentials. Sinha focuses on the
natural pairing of electrons in the crystal lattice to form polarized D+D-
pairs, promoting LENR in linear defects in solids (Meulenberg and
Sinha, 2022). Results from simulations of ion injection into multilayer
metal lattices such as palladium, graphite, calcium, and nickel at ion
beam energies of 5 keV, 10 keV, and 20 keV showed that the most likely
values for vacancy formation were found at 10 keV for graphite, calcium,
and nickel. It was also noted that the ion energy and the confguration of
vacancies signifcantly afect the probability of nuclear reactions (\Woo
and Noh, 2011).

Te LENR model proposed by Storms describes conditions
in a material known as a nuclear active environment, where
gaps of a certain size form for the accumulation of hydrogen
isotopes and their collective fusion, releasing energy and nuclear
products. Energy activation associated with deuteron availability,
as well as gap formation and properties, plays a critical role in
the successful performance of LENR (Storms, 2022). According to
Jainaer, who describes the model of condensed plasmoids, LENR can
be maintained for a long time due to tunneling through the Coulomb
barrier. Such condensed plasmoids are represented as ultra-dense,
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high-strength plasma structures with strong magnetic confnement,
inside which a high density of electron gas and a powerful magnetic
feld created by an internal current are found (Jaitner, 2020a). T ere
are also suggestions that protons or deuterons may capture electrons
at the cathode, leading to new possibilities for nuclear reactions
through plasmonic excitations. It is believed that these plasmonic
excitations promote electron capture and increase the probability of
nuclear reactions at low energies (Russell, 2008).

Zuppero and Dolan present a model that applies principles of
chemical physics and solid mechanics to explain LENR. T is model
explains how the binding energy between reactants is transferred
to electrons, making them hot, while the reaction products
remain relatively “cold” TTe model predicts the transmutation of
radioactive fssion products into normal elements, which can reduce
radioactivity. Additionally, the mechanism of electron catalysis is
discussed, which can reduce the repulsive pressure between nuclear
reactants, allowing them to get close enough for a reaction to occur
(Zuppero and Dolan, 2019). Exchange reactions between hydrogen
and deuterium, catalyzed by palladium nanoparticles, can also lead
to the release of heat. T is assumption is supported by the results
of heat measurements, analysis of residual gases, and calculations
of the available energy from hydrogen and deuterium exchange
reactions (Dmitriyeva et al., 2012).

Tommaso and Vassallo believe that the usual barriers to nuclear
fusion at low energies are not an obstacle for ultra-dense hydrogen,
described as a chain of bosonic electrons with protons or deuterons.
According to the Zitterbewegung model, the electron is considered
as a ring of current rotating in a circle with a radius related
to the Compton wavelength of the electron (Di Tommaso and
Vassallo, 2019). Te authors of another study propose a model
in which coherent correlated states of interacting particles can
contribute to LENR. In such states, Coulomb barriers are overcome,
optimizing the conditions for nuclear interactions (\ysotskii and
Viysotskyy, 2015).

M. Davidson proposes using variable mass theories within the
framework of relativistic quantum mechanics to explain anomalous
low-energy nuclear phenomena (LENR). According to Davidson,
traditional models of quantum mechanics may not sufciently
account for changes in particle mass that can occur under LENR
conditions. Such changes may play a key role in LENR, leading to
new, unusual nuclear properties (Davidson, 2014).

Te mechanism for increasing electron mass, according to the
Widom-Larsen theory, suggests that protons in a metal hydride
can capture electrons with increased mass due to fuctuations in
the electromagnetic feld, allowing them to overcome the barrier
to convert protons into neutrons. However, experimental neutron
scattering data from protons in palladium, used to estimate the
vibrational frequency and average proton displacement, indicate
that the increase in electron mass is less than one percent, well below
the threshold required for neutron production. Tennfors’s critique of
Widom and Larsen’s model highlights the inadequacy of increasing
electron mass and the problems in achieving the required charge
density for efFcient neutron production. It is also noted that the
actual electric feld and 3 values obtained by Widom and Larsen are
signifcantly lower than those needed to initiate neutron production.
T e possibility of errors in calculations associated with electric feld
modeling based on incorrect assumptions about electron density
and other parameters is also emphasized (Tennfors, 2013).
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FIGURE 1
Typical image of a Seebeck calorimeter used for LENR.

A meta-theory of LENR phenomena is also being developed,
based on the latest advances in nanotechnology, superconductivity,
plasma physics, astrophysics, and materials science. Tese
advances allow the creation of nanoscale structures with unique
properties. Superconductivity studies enable understanding of
the behavior of materials at very low temperatures. Additionally,
the meta-theory includes principles of plasma physics, which
explain the behavior of plasma, a state of matter having the
properties of gas and plasma, as well as astrophysics, which studies
physical processes in cosmic objects such as stars and galaxies
(Hadjichristos and Gluck, 2013).

Despite the extensive material of the proposed theoretical
works on LENR, the search for keys to revealing reactions and
building efective systems continues and today it is proposed to
involve the capabilities of artifcial intelligence in the processes of
theoretical and experimental work (Bari et al., 2024). Pankaj Jain
etal. (Jain et al.,, 2022) explain LENR from the point of view of
photon interactions. Since, as the authors believe, the induction
of LENR and overcoming of the Coulomb barrier is possible with
electromagnetic disturbance, as a result of which an intermediate
state is formed, which can pass into the fnal nuclear state under the
action of an additional disturbance, for example, under the action
of a laser. In this case, phonon oscillations, or enhanced optical
potentials under laser stimulation, reduce the Coulomb barrier due
to the formation of deuterium ions (DD) at certain frequencies (Sinha
and Meulenberg, 2006). On the surface of the metal cathode in

Frontiers in Materials

05

10.3389/fmats.2024.1500487

water, coherent domains with quasi-free electrons are created, which
causes plasma oscillations. At high voltage, a regime arises in which
the weak interaction between the electron and proton can lead
to the formation of neutrons and initiate nuclear transmutations
at the cathode. Te energy emitted by the water plasma excites
plasmonic oscillations, creating conditions for nuclear reactions at
low energies (Cirillo et al., 2012). To enhance this process, the
design of dynamic systems may include high-frequency modulation
of the external feld or oscillators to regulate the frequency of
particle interactions. (\V/ysotskii et al, 2013). However, energy
localization, such asinacrystal lattice, and particle wave interference
impose limitations on the experimental conditions for LENR in
solids. A crystal lattice may produce energy bands that favor the
reaction, while a disordered structure may form localized states
that hinder synthesis, which is important to consider when using
polycrystalline or nanostructured materials. Successful experiments
depend on fne-tuning the material structure and conditions to
enhance tunneling through the Coulomb barrier (Ramkumar et al.,
2023). Taking crystallinity into account may also contribute to the
success of emerging approaches that focus on increasing the density
of sites for cluster formation, or on creating nanostructures through
palladium deposition on nickel microstructures (Yang et al., 2009).
Gradual improvement of such systems and the use of Al-based
computational models to precisely control experimental conditions
can signifcantly improve the probability and controllability of
the reaction.
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3 Experiment

A. Klimov describes the transformation processes of chemical
elements during LENR experiments conducted using a plasma
vortex reactor. T e experiments demonstrated a signifcant decrease
in the concentrations of transmuted elements during the formation
of weakly ionized nonequilibrium plasma, indicating their high
instability. A binuclear atom model is proposed to explain these
results, presenting a new method of transmutation of elements in
LENR and opening up prospects for understanding and controlling
nuclear processes at the atomic level (Klimov, 2022a).

Experimental work in the search for excess heat release
commonly employs calorimeters operating on the Seebeck efect.
Tese devices use thermoelectric materials that create a voltage
diference in the presence of a temperature diference. Seebeck
calorimeters (Figure 1) respond quickly to temperature changes,
allowing rapid detection of heat fow changes and are relatively
easy to use. However, maintaining a stable support temperature
can present technical diffculties, and careful calibration is required
for accurate results (Sisik and Nagel, 2020). Te importance of
calorimetric analyses for understanding interaction mechanisms is
confrmed by studies on the thermal behavior of polarized Pd/D
electrodes obtained by the co-deposition method, which recorded
excess heat release (Szpak et al., 2004). Using a simple calorimetric
technique that maintains isothermal conditions in an electrolytic cell
with palladium electrodes loaded with deuterium at a temperature
close to the boiling point of D,O, excess power exceeding the
input electrolytic power was detected, even afer breaking the
electrical circuit (Mengoli et al., 1998).

Stimulation of the catalyst can be achieved by applying pulses
between the outer and inner layers of the metal using a special
platform for generating pulses and accurately measuring power
(Tanzella et al, 2020). In the work of E.J. Beiting and D.
Romein, the reaction between nickel and hydrogen was stimulated
using specialized high-temperature reactor equipment, maintaining
certain temperatures and pressures inside the reactor, which
were controlled and recorded during the experiments (Beiting,
2019). Nanosecond stimulation in these systems increased both
the absolute power generated by LENR and the performance
ratio. F. Tanzella etal. showed that frequent low-voltage pulses
are more effcient in terms of energy production compared to
less frequent high-voltage pulses, confrming the potential of
nanosecond stimulation to improve energy production efciency
through LENR in Ni-H, systems (Tanzella et al., 2019).

Studying low-temperature elastic anomalies and heat release in
deuterated palladium allows a better understanding of the dynamic
interaction of deuterons in its metal lattice. Detected changes in
elastic parameters indicate possible microstructural changes that
may have implications for understanding LENR. Tese data may
support the hypothesis about the role of nanostructured metal
lattices in LENR, especially in light of their internal microstructural
interactions and infuence on nuclear processes (Numata and
Fukuhara, 1997). T e study conducted by Takahashi and colleagues
highlights the importance of nanostructured palladium surfaces in
proton interaction and hydride formation. T ese hydrides may play
a key role in inducing and maintaining nuclear reactions leading
to abnormal heat release in LENR systems. Palladium, due to its
ability to form hydrides, can be an efective catalyst for reactions
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with hydrogen or deuterium. Nanostructured palladium surfaces
have a large surface area, increasing the contact area with the gas
and facilitating the formation of hydrides. T is can stimulate nuclear
reactions that produce heat (Schmidt et al., 2022).

Activation of hydrogen and the creation of nuclear-active
nanocavities in the metal through multi-stage interaction
demonstrates signifcant heat release, confrming the possibility
of obtaining energy from low-energy nuclear reactions. Moreover,
a meta-theory of LENR phenomena has been developed, based
on recent advances in nanotechnology, superconductivity, plasma
physics, astrophysics, and materials science (Hadjichristos and
Gluck, 2013). Te anomalous heat release using nanostructured
multilayer metal composites and hydrogen exceeds any known
chemical reactions and is not accompanied by gamma rays or
neutrons, indicating the safety of the process for humans. Multilayer
nickel-based composites loaded with hydrogen and heated to
induce a heat release reaction reached energy values of more
than 10 keV per hydrogen atom (lwamura et al., 2024). Using
samples from nanosized multilayer composites of nickel and
copper for the reaction of excess heat release allows achieving
a maximum value of 1.1 MJ; the average energy value for the
entire absorbed amount of hydrogen was 16 keV/atom H or
1.5 GJ/mol H (lwamura et al., 2020). Experiments with multilayer
nanocomposites of other metals exposed to hydrogen or deuterium
have shown the generation of excess energy and bursts of heat
(lwamura et al., 2022). Te impact of hydrogen and deuterium
on nanometallic composites and powders of palladium-nickel and
copper-nickel with the addition of zirconium for the reaction leads
to the release of excess thermal power at the level of 80-400 W/kg
when maintaining the interaction for a long time, especially using
re-annealed samples. Te heat release reaction is assumed to be
associated with nuclear processes, supported by weak neutron
emission and high values of specifc reaction energy (from 100 eV/D
to 500 eV/D) (Takahashi et al., 2020).

Te electrode materials are usually metals such as Pd, Ti,
Ni, etc. (Srinivasan, 2015; Srinivasan, 2009), or alloys such as
palladium/boron. T e addition of boron to palladium forms two
phases with diferent lattice parameters, improving mechanical
properties and crack resistance (Imam et al., 2019). Experiments
conducted in Seebeck calorimeters based on copper alloys
with boron and lithium, enriched with hydrogen, also showed
heat release exceeding the expected value (McCarthy and
Journal of Condensed Matter Nuclear, 2019).

Francesco Celani and his colleagues, in “Electromagnetic
Excitation of Coaxially-Coiled Constantan Wires by High-Power,
High-Voltage, Microsecond Pulses,” demonstrated the possibility
of reproducible LENR experiments using constantan alloy wires.
Te researchers used constantan, an alloy of copper and nickel,
for its ability to dissociate molecular hydrogen to the atomic
state at low temperatures and adsorb atomic hydrogen into its
lattice at higher temperatures. Using microsecond pulses of high
voltage and power, the researchers stimulated the electromigration
of hydrogen in constantan wires, confrming the possibility of
releasing excess energy when the material is activated by electrical
pulses (Celani et al., 2022). Signifcant abnormal heat generation
efects were observed when the pressure was reduced below
100 mbar in constantan alloy wires used under direct and alternating
current conditions in a deuterium atmosphere at temperatures from
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TABLE 1 (Continued) Summary analysis of LENR studies.
Mechanism
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Stanislaw Szpak and Gordon (2007)

Jaitner (2020b)

Zuppero and Dolan (2019)

Kim and Zubarev (2006)

Not specifed

Plasmoids of 40 p.m., enabling nuclear fusion

Electron efective mass and chemical size

reduction

Quantum plasma nuclear fusion applicable to

various experimental settings

Reproducible nuclear events

Creation of ultra-dense plasmoids with high

current

Stimulation of transmutation reactions

Nuclear reactions in deuterated/hydrogenated

metals

Emission of charged particles

High-density environment enabling tunneling

and fusion

Production of neutrons from energetic

electrons inside the nucleus

Low reproducibility of experimental results

Electron capture model

Quantum mechanical model of condensed

plasmoids

Electron quasi-particle catalysis of nuclear

reactions

Unifed theory of LENR and transmutation
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300°C to 500°C. Data indicate that the efects of anomalous heat
release are associated with the amount of absorbed deuterium
and the presence of nonequilibrium conditions (Celani et al.,
2020). Te specifc surface area of constantan alloys can be
increased by treatment with high-power pulses, improving hydrogen
dissociation properties. An increase in the generation of excess
power is facilitated by a rise in reactor temperature caused by
the use of noble gases, such as xenon, in an H,/D, atmosphere
(Celani et al., 2019).

It was also discovered that the enhancement of LENR processes
is facilitated by defects in the crystal structure of the material,
specifcally Structurally Activated Vacancies (SAV), which are
caused by the presence of vacancies in the lattice. SAV phases in
palladium, associated with the presence of vacancies of deuterium
atoms in the crystal lattice, can change the structural and
electronic properties of the material. For instance, y (Pd;VacDs—s),
5 (PdsVacD, with an octahedral structure), and 3 (PdsVacDs
with a tetrahedral structure) signifcantly alter the structural and
electronic properties of palladium (Staker, 2020). T e importance
of structural defects for increasing hydrogen density in metals
and lowering the energy threshold to initiate LENR has been
shown in studies of hydrogen capture mechanisms in the crystal
lattices of face-centered cubic metals such as nickel (Nee et al.,
2019). Sinha considers defects as potential catalysts for LENR,
as they improve conditions for nuclear interactions by altering
electron density and local electric felds in the crystalline lattice
(Sinha, 2015).

According to Wang et al. (2024), palladium hydrides,
classifed into interstitial and complex hydrides, play a key role
in LENR. Interstitial hydrides are usually nonstoichiometric and
have a disordered structure, while complex hydrides consist
of anionic complexes of palladium hydride and metal cations.
Te study shows that highly hydrogenated palladium can reach
a PdH_1 stoichiometry under certain conditions. Although
the existence of hydrides with very high hydrogen content
(such as PdH_2 or PdH_3) is diffcult to prove experimentally,
theoretical studies confrm their stability and possible structures
(Wang et al., 2024).

LENR research is also exploring the potential of using
femto-atoms and femto-molecules, which have unique properties
that can accelerate the decay of radioactive substances without
releasing hard radiation, for the treatment of radioactive waste
(Meulenberg and Paillet, 2019). When developing materials
most suitable for increasing the efciency of LENR, analytical
approaches such as terahertz (THz) imaging and spectroscopy are
applied. T ese techniques allow for a deeper understanding of the
structural and chemical characteristics of the reacting materials
(Tanzella et al., 2022).

D. Lets proposes a technique for using two lasers with
frequencies of 8, 15, and 20 THz to stimulate palladium cathodes.
His experiments showed that in a signifcant number of cases
(161 out of 170), there was excess heat generation exceeding
the energy supplied by the lasers, indicating a nuclear power
source, which is an important distinction from chemical or
thermal processes. Te use of dual laser stimulation, where
lasers at diferent frequencies irradiate palladium cathodes,
allows precise targeting of these deuterium-rich cathodes
(Letts, 2015).
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Y. E. Kim explores Bose-Einstein nuclear fusion (BECNF)
as a possible mechanism for LENR in micro- and nanoscale
metal particles. Experiments have shown that protons and
deuterons become more mobile in metals when heated or
exposed to electric felds, increasing the likelihood of nuclear
reactions at low temperatures. Te synthesis of helium-4
in a metallic environment at room or reduced temperature
has been observed, indicating a diferent reaction pathway
facilitated by the metal matrix. Bose-Einstein theory suggests
that deuterons in metals can form Bose-Einstein condensates,
increasing the rate of fusion wunder certain conditions
(Kim, 2013).

Table 1 summarizes data from various studies on LENR,
including descriptions of reaction mechanisms, experimental results
such as measurements of excess heat and elemental transmutation,
and key observations and conclusions of scientists about LENR
processes.

4 Application

LENR cells represent a promising advancement in green
nuclear energy, utilizing nanostructured electrodes to initiate
nuclear reactions at low temperatures. At the University of
llinois, Professor Miley is leading eforts to develop new forms
of “cold fusion,” including the reactions of protons and deuterons
with hydrogenated solid lattices such as palladium. Tese LENR
cells have the potential to become “green” nuclear batteries,
ofering high energy density without radiation or pollution,
thus making them attractive options for clean technologies.
Further research and testing are planned to confrm the
efectiveness and reliability of LENR cells in industrial settings
(Miley et al., 2012).

D.J. Nagel proposes commercializing the use of gas loading
in the nickel-hydrogen system. Tis method simplifes and
controls the introduction of hydrogen into nickel, signifcantly
reducing complexity and increasing efciency. Gas loading
ensures uniform distribution of hydrogen throughout the material,
facilitating more efcient reactions. Tis approach is promising
for studying low-energy nuclear reactions and developing
commercial generators, as it ofers more reliable and controllable
methods that can be successfully implemented in industry
(Nagel, 2015).

Te phenomenon of heat release in low-energy reactions
with light water and hydrogen (Miley and Shrestha, 2006)
is particularly intriguing when integrated with hydrogen-
releasing photoelectrochemical cells. Nanostructured materials
(Table2) used in power cells for low-temperature nuclear
reactions could pave the way for “green” nuclear “batteries”
with exceptional energy density, surpassing current storage
technologies (Miley et al., 2009). According to Table2,
Pd nanoparticles exhibit a remarkable hydrogen storage
capacity, reaching a maximum of 2.25wt% with 50 nm Mg.Cu
nanopowder.

Tese fndings highlight the potential of LENR technology in
revolutionizing energy storage and providing sustainable, high-
density energy solutions for the future.
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5 Conclusion

Tis review highlights the unique potential of nanomaterials
in advancing Low Energy Nuclear Reactions (LENR), emphasizing
their signifcant role in optimizing hydrogen absorption, enhancing
surface interactions, and facilitating nuclear processes at low
energy thresholds. Nanostructured materials, particularly palladium
and nickel nanoparticles, exhibit exceptional hydrogen storage
capacities and catalytic properties, which are crucial for LENR
applications. Te reviewed studies demonstrate the value of
nanoscale engineering in improving reaction consistency, energy
output, and minimizing radiation risks, all of which are vital
for LENR's path toward practical and safe energy production
solutions.

Despite substantial experimental evidence and theoretical

developments supporting LENRs potential, reproducibility
and reliable activation ~mechanisms remain challenges.
Continued advancements in nanotechnology, coupled with

rigorous experimental setups such as Seebeck calorimetry
and nanosecond pulse stimulation, are essential to unlocking
LENR's full potential. Future research should focus on refning
synthesis techniques for nanostructures, exploring novel alloys,
and integrating machine learning models to predict and
optimize reaction conditions. By addressing these challenges,
LENR could emerge as a transformative energy technology,
providing clean and sustainable solutions for global energy
needs.
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