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This work is interested in verifying and analyzing the advanced neutronics lattice code KYLIN V2.0. Assembly calculations are an integral part of the two-step calculation for core design, and their accuracy directly affects the results of the core physics calculations. In this paper, we use the Doppler coefficient numerical benchmark problem and CPR1000 AFA-3G fuel assemblies to verify and analyze the advanced neutronics lattice code KYLIN V2.0 developed by the Nuclear Power Institute of China. The analysis results show that the Doppler coefficients calculated by KYLIN V2.0 are in good agreement with the results of other well-known nuclear engineering design software in the world; the power distributions of AFA-3G fuel assemblies are in good agreement with the results of the RMC calculations, it’s error distribution is in accordance with the normal distribution. It shows that KYLIN V2.0 has high calculation accuracy and meets the engineering design requirements.
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INTRODUCTION
The main task of reactor physics analysis is to simulate various nuclear reaction processes in the core and to analyze various key parameters related to the “nuclear” in the nuclear reactor, including core criticality (reactivity), core three-dimensional power distribution, various reactivity coefficients, control rod values, shutdown margins, and isotope changes of various assemblies in the nuclear fuel, etc. The key to the physical analysis of the reactor is to solve the neutron transport equation and the fuel consumption equation. There are two methods to solve the neutron transport equation, one is the approximate method to solve the seven-dimensional equation, and the other is the probabilistic method to solve the neutron transport equation - Monte Carlo transport calculation method (Hammersley, 2013). However, the Monte Carlo method cannot be widely used in the engineering design of nuclear reactor core physics due to the large calculation rate and the difficulty of multi-physics coupling calculation (Lang et al., 1993).
Nuclear Power Institute of China (NPIC) has developed a software platform with independent property rights for nuclear power design and system safety analysis, NEPRI, in which the lattcie code KYLIN-V2.0 (Chai et al., 2017) is mainly used to calculate the few group constants for transport of single rods and assemblies of pressurized water reactors and the nucleon density of important nuclides for the core diffusion code for full core calculations. KYLIN-V2.0 uses the subgroup resonance calculation method to obtain effective resonance self-shielding cross sections, eliminating the limitations of lattice geometry and ensuring accuracy and efficiency, with multi-group energy structure in the cross section database. When multiple resonance nuclides are present, the Bondarenko iterative method is used to deal with resonance interference effects. The neutron transport calculation adopts the method of characteristics (MOC) (Douglas and Russell, 1982), the Chebyshev rational approximation method (CRAM) (Maria, 2016) with good computational accuracy and efficiency is used in the fuel burnup calculation in KYLIN V2.0 program. The KYLIN V2.0 program solves the multigroup diffusion equation by the fractional group diffusion theory and obtains the fewgroup parameters needed for the core procedure by parallel group homogenization.
In order to further confirm the engineering applicability of KYLIN V2.0 code and the credibility of the calculation results, an application study and additional validation experiments of the key nuclear power design software were conducted. In this paper, the Doppler temperature coefficient and neutron transport functions of the KYLIN V2.0 code are verified based on the Doppler temperature coefficient numerical benchmark problem and the AFA-3G fuel assembly problem.
KYLIN V2.0 SOFTWARE
The neutronics lattice calculation code KYLIN-V2.0 is an important program in the core design program system, which provides the homogenization parameters of two-dimensional components for the core design software CORCA 3D through the cross-section production software PACFAC. The calculation flow chart of KYLIN-V2.0 is shown in Figure 1, and the program uses the 45-group or 190-group multi-group cross-section library generated by the NJOY code to calculate. KYLIN-V2.0 code uses the relevant computational procedures to rigorously solve the slowing down equations for homogeneous mixtures to obtain the effective resonance cross sections of resonant nuclides. Method of characteristics (MOC) is used to solve the neutron transport problem for two-dimensional steady-state multi-group neutron transport equation. The coarse mesh finite difference (CMFD) (Zhu et al., 2016) or generalized coarse mesh finite difference (GCMFD) (Yamamoto, 2005) are used to accelerate method of characteristics, and the P1 or B1 approximation to perform neutron leakage calculations to obtain the and group constants. The improved predictor-corrector method (PPC) (Wang et al., 2018) was used to solve the fuel consumption. KYLIN-V2.0 code is based on the PPC method. The log-linear extrapolation of the reaction rate is used for strong absorption nuclei such as 155Gd and 157Gd, and the Chebyshev rational approximation method (CRAM) is used to solve the fuel consumption equation.
[image: Figure 1]FIGURE 1 | Calculation flow chart of KYLIN-V2.0.
BENCHMARK QUESTION VALIDATION
Doppler Temperature Coefficient Numerical Benchmark Problem
The data underlying the Doppler temperature coefficient benchmark question are obtained from Los Alamos National Laboratory, United States, which has been jointly approved by the American Nuclear Society’s Division of Mathematics and Computation, Reactor Physics, and Radiation Protection Committees (Mosteller et al., 1991; Mosteller, 2007; Thilagam et al., 2007). The reactivity Doppler temperature coefficient is a key parameter for the reactivity evaluation of several transients in light water reactors (LWRs), including pressurized water reactor control rod ejection accidents and steam pipe rupture accidents. However, it is relatively small in magnitude. The Doppler feedback from hot zero power (HZP) to hot full power (HFP) produces a reactivity change in LWRs of only about 1,000 pcm. In addition, the reactivity change cannot be measured directly in an operating reactor, but must be derived from the derivation of other parameters.
The benchmark contains the corresponding gate element structures for the hot zero power (HZP) and hot full power (HFP) conditions. At HZP, the temperature of all fuels, cladding and moderators is a uniform 600K. At HFP, the fuel temperature is 900K, while all others remain at 600K. The reactivity difference between the HFP and HZP conditions is used to calculate the Doppler effect. The reactivity Doppler temperature coefficient is then determined as
[image: image]
where DC is the Doppler temperature coefficient, ΔTFuel is 300K, The changes from Doppler loss in reactivity is
[image: image]
The geometric structure of the benchmark problem is shown in Figure 2, and its geometric data are shown in Table 1.
[image: Figure 2]FIGURE 2 | Geometric structure diagram.
TABLE 1 | Geometric data.
[image: Table 1]The results of Doppler temperature coefficients obtained by KYLIN V2.0 refined modeling are shown in Table 2. Fifteen organizations in eight countries obtained 44 different solution sets based on different cross-sectional libraries using different software such as MCNP, KENO, CASMO, DRAGON, APPLLO, NEWT, HELIOS, and based on these solution sets, the Doppler mean value of temperature coefficients and the ±standard deviation range are obtained by bringing the solution set of KYLIN V2.0 to obtain the Doppler temperature coefficient trend graph.
TABLE 2 | Doppler coefficient calculation results.
[image: Table 2]Due to the microscopic cross-section in KYLIN V2.0 adopts ENDF/B-VIII.0 nuclear database, KYLIN V2.0 code provides overestimated values of FTC when compared to results of other codes. Through Table 2 and Figure 3, it can be concluded that KYLIN V2.0 is within the standard deviation envelope when using the 45-group cross-section library, except for the Doppler temperature coefficient when the enrichment is 0.711%. The result is slightly lower than the benchmark mean-standard deviation, and all solutions are within the standard deviation envelope when using the 190-group cross-section library, and through the results, it can be concluded that KYLIN V2.0 is comparable to the standard deviation envelope in calculating the Doppler temperature coefficient. The accuracy of KYLIN V2.0 in calculating Doppler temperature coefficients is similar to that of international nuclear design related software, which meets the engineering design requirements.
[image: Figure 3]FIGURE 3 | Doppler coefficient trend graph.
AFA-3G Fuel Assembly Benchmark Questions
The base data of the AFA-3G fuel assembly benchmark question was obtained from the Chinese Electrical Engineering Dictionary, Volume 6 - Nuclear Power Generation Engineering. The benchmark question was established by referring to the operating parameters of units 3 and 4 of the Ningde Phase I project (Forat and Florentin, 1999; Lu et al., 2002; Ye et al., 2009; Lei et al., 2021). The AFA-3G fuel assembly continues the standard Westinghouse fuel assembly arrangement with a 17 × 17 square arrangement, and the burnable poison is selected as Gd2O3 with 9% by weight and 235U enrichment of 0.711% in Gd rods (Wang et al., 2018). The AFA-3G fuel assembly, with the grid element geometry arrangement shown in Figure 4, is used in this paper for a 235U enrichment of 3.7% without burnable poison rod assembly (37,000-type fuel assembly) and a 235U enrichment of 4.45% with 12 burnable poison rods assembly ( The 44,512 fuel assembly). Figure 5 shows Geometric arrangement of AFA-3G37000 type assembly and Figure 6 Geometric arrangement of AFA-3G44512 type assembly (the red grid element is the fuel grid element, the green grid element is the control rod conduit grid element, and the blue grid element is the combustible poison rod grid element).
[image: Figure 4]FIGURE 4 | Schematic diagram of the pin geometry.
[image: Figure 5]FIGURE 5 | Geometric arrangement of AFA-3G37000 type components.
[image: Figure 6]FIGURE 6 | Geometric arrangement of AFA-3G44512 type components.
According to the relevant references, the eigenvalues and relative errors of the assemblies at different depletion steps obtained by KYLIN V2.0 code and RMC code [9] based on the ENDF/B-VIII.0 database after refinement modeling are shown in Table 3. The relative errors between KYLIN V2.0 code and RMC code are within ±0.5% of the calculated eigenvalues, which meets the error requirement. According to Figure 7, where the power distribution is compared at the beginning (0 MWd/tU), middle (30,000 MWd/tU) and end (60,000 MWd/tU) of the life cycle.
TABLE 3 | Table of characteristic values of different depletion steps of AFA-3G assemblies calculated by KYLIN V2.0.
[image: Table 3][image: Figure 7]FIGURE 7 | Comparison of KYLIN V2.0 and RMC power distribution. (A) Comparison of power distribution of 37000 type (B) Comparison of power distribution of 37000 type fuel assembly rods (0 MWd/tU) fuel assembly rods (30000 MWd/tU) (C) Comparison of power distribution of 37000 type (D) Comparison of power distribution of 44512 type fuel assembly rods (60000 MWd/tU) fuel assembly rods (0 MWd/tU) (E) Comparison of power distribution of 44512 type (F) Comparison of power distribution of 44512 type fuel assembly rods (30000 MWd/tU) fuel assembly rods (60000 MWd/tU)
Through Figure 7, it can be found that the errors of the rod power distribution between KYLIN V2.0 code and RMC code are between ±1%, which meets the international index ±5% error range. The error statistics of the relative distribution error of the rods of AFA-3G 37,000 fuel assembly and AFA-3G 445,12 fuel assembly are shown in Figure 8. The statistical results using the Owen factor method (Mosteller et al., 1991) show that the relative error 95/95 confidence interval is (0.001%, 0.054%). The results show that the errors of the rod power distribution between KYLIN V2.0 code and RMC code are normally distributed and the confidence interval is within the error range. From the error, two software are in good compliance, and indicates that KYLIN V2.0 is able to meet the requirements for calculating the eigenvalues. It shows that KYLIN V2.0 can meet the engineering design requirements in terms of calculating the eigenvalues and the assembly power distribution.
[image: Figure 8]FIGURE 8 | Statistical chart of relative power distribution.
CONCLUSION
In this paper, the calculation scheme and theoretical model in KYLIN-V2.0 code are briefly introduced. And in order to verify the calculation ability of KYLIN-V2.0 code, the Doppler coefficient numerical benchmark problems, AFA-3G 37,000 gadolinium-free fuel and AFA-3G 44,512 gadolinium-containing fuel assembly problems from Ningde nuclear power plant are chosen. By comparing the results with reference results from benchmark and the reference program RMC, the main conclusions were drawn as follows:
a) For the Doppler temperature coefficient benchmark question, the calculated Doppler temperature coefficient is between the mean ± standard deviation of the calculated results from references, which is consistent with good.
b) For the calculation of AFA-3G fuel assemblies with gadolinium and fuel assemblies without gadolinium, RMC was selected as the reference procedure. The relative errors of eigenvalues calculated within ±0.5%, which is in accordance with error criteria; the relative errors of power distribution meet the error requirement of ±5%.
c) The relative power of fuel assembly rods based on KYLIN V2.0 code and RMC code with 95/95 confidence intervals of (0.001%,0.054%) was calculated by the Owen factor method, and the relative errors were in accordance with the normal distribution.
d) The KYLIN-V2.0 program is able to meet engineering design requirements in terms of calculating Doppler temperature coefficients, eigenvalues, and assembly power distributions.
DATA AVAILABILITY STATEMENT
The original contributions presented in the study are included in the article/Supplementary Material, further inquiries can be directed to the corresponding authors.
AUTHOR CONTRIBUTIONS
LJ and XJ: Conceptualization, Methodology, Software YC and CZ: Data curation, Writing—Original draft preparation. WJ, ZB, and ZC: Visualization, Investigation. XJ, YT, and LX: Supervision: ZH, LJ and DN: Writing—Reviewing and Editing.
FUNDING
This work is supported by the Scientific Research Project of Hunan Provincial Education Department (No. 19A422), Hunan Province Science and Technology Talent Support Project (No. 2020TJ-N02), 2020 Graduate Research and Innovation Project of Hunan Province, PR China (No. CX20200946), University of South China Innovation Foundation For Postgraduate (213YXC009), and the National Natural Science Foundation of China (No. 12175101) for their funding.
PUBLISHER’S NOTE
All claims expressed in this article are solely those of the authors and do not necessarily represent those of their affiliated organizations, or those of the publisher, the editors and the reviewers. Any product that may be evaluated in this article, or claim that may be made by its manufacturer, is not guaranteed or endorsed by the publisher.
ACKNOWLEDGMENTS
The authors would like to show their great appreciation to NEAL (Nuclear Engineering and Application Laboratory) Team for its contribution to this research.
REFERENCES
 Chai, X., Tu, X., Lu, W., Lu, Z., Yao, D., Li, Q., et al. (2017). The Powerful Method of Characteristics Module in Advanced Neutronics Lattice Code KYLIN-2[J]. J. Nucl. Eng. Radiat. Sci. 3 (3), 031004. doi:10.1115/1.4035934
 Douglas, J., and Russell, T. F. (1982). Numerical Methods for Convection-Dominated Diffusion Problems Based on Combining the Method of Characteristics with Finite Element or Finite Difference Procedures. SIAM J. Numer. Anal. 19 (5), 871–885. doi:10.1137/0719063
 Forat, C., and Florentin, F. (1999). The AFA 3G Fuel Assembly: A Proven Design for High burnups[M]. LWR nuclear fuel highlights at the beginning of the third millennium. 
 Hammersley, J. (2013). Monte Carlo methods[M]. Berlin, Germany: Springer Science & Business Media. 
 Lang, G. H., Johnson, C. W., Koonin, S. E., and Ormand, W. E. (1993). Monte Carlo Evaluation of Path Integrals for the Nuclear Shell Model. Phys. Rev. C 48 (4), 1518–1545. doi:10.1103/physrevc.48.1518
 Lei, J. C., Zhou, J. D., Zhao, Y. N., Chen, Z. P., Zhao, P. C., Xie, C., et al. (2021). Prediction of Burn‐up Nucleus Density Based on Machine Learning[J]. Int. J. Energ. Res. 45, 14052. doi:10.1002/er.6660
 Lu, H., Liu, T., Jiao, Y., and Pang, H. (2002). AFA 2G and AFA 3G Fuel Rod Performance Analysis[J]. Nucl. Power Eng. 23 (5), 58–61, 84. 
 Maria, P. (2016). Higher-Order Chebyshev Rational Approximation Method and Application to Burnup Equations. Nucl. Sci. Eng. 182 (3), 297–318. doi:10.13182/nse15-26
 Mosteller, R. D., Eisenhart, L. D., Little, R. C., Eich, W. J., and Chao, J. (1991). Benchmark Calculations for the Doppler Coefficient of Reactivity. Nucl. Sci. Eng. 107 (3), 265–271. doi:10.13182/nse91-a23789
 Mosteller, R. D. (2007). “The Doppler-Defect Benchmark: Overview and Summary of Results,” in Joint International Topical Meeting on Mathematics & Computation and Supercomputing in Nuclear Applications (M&C + SNA 2007),  (Monterey, California, April 15–19, 2007). 
 Thilagam, L., Sunny, C. S., Subbaiah, K. V., Devan, K., Lee, Y. S., and Jagannathan, V. (2007). “Doppler Coefficient of Reactivity-Benchmark Calculations for Different Enrichments of UO2[C],” in Joint International Topical Meeting on Mathematics & Computation and Supercomputing in Nuclear Applications, Monterey, California. 
 Wang, B., Liu, Z., Chen, J., Zhao, C., Cao, L., and Wu, H. (2018). A Modified Predictor-Corrector Quasi-Static Method in NECP-X for Reactor Transient Analysis Based on the 2D/1D Transport Method. Prog. Nucl. Energ. 108, 122–135. doi:10.1016/j.pnucene.2018.05.014
 Yamamoto, A. (2005). Generalized Coarse-Mesh Rebalance Method for Acceleration of Neutron Transport Calculations. Nucl. Sci. Eng. 151 (3), 274–282. doi:10.13182/nse151-274
 Ye, Q. Z., Li, X. M., Yu, C. D., and Huang, X. (2009). China Electrical Engineering Dictionary, Vol. 6. Nuclear Power Generation Engineering [M]. China: China Electric Power Press. 
 Zhu, A., Jarrett, M., Xu, Y., Kochunas, B., Larsen, E., and Downar, T. (2016). An Optimally Diffusive Coarse Mesh Finite Difference Method to Accelerate Neutron Transport Calculations. Ann. Nucl. Energ. 95, 116–124. doi:10.1016/j.anucene.2016.05.004
Conflict of Interest: The authors declare that the research was conducted in the absence of any commercial or financial relationships that could be construed as a potential conflict of interest.
Copyright © 2021 Jichong, Jinsen, Zhenping, Tao, Chao, Bin, Chen, Xiangyang, Jiebo, Huajian and Nianbiao. This is an open-access article distributed under the terms of the Creative Commons Attribution License (CC BY). The use, distribution or reproduction in other forums is permitted, provided the original author(s) and the copyright owner(s) are credited and that the original publication in this journal is cited, in accordance with accepted academic practice. No use, distribution or reproduction is permitted which does not comply with these terms.
		ORIGINAL RESEARCH
published: 10 February 2022
doi: 10.3389/fenrg.2022.834237


[image: image2]
Numerical Study on the Effect of Jet Cross Section Shape on the Corium Jet Breakup Behavior With Lattice Boltzmann Method
Hui Cheng1, Songbai Cheng1* and Jun Wang2*
1Sino-French Institute of Nuclear Engineering and Technology, Sun Yat-Sen University, Zhuhai, China
2College of Engineering, University of Wisconsin-Madison, Madison, WI, United States
Edited by:
Yixiang Liao, Helmholtz Association of German Research Centres (HZ), Germany
Reviewed by:
Luteng Zhang, Chongqing University, China
Rong Liu, South China University of Technology, China
* Correspondence:Songbai Cheng, chengsb3@mail.sysu.edu.cn; Jun Wang, jwang564@wisc.edu
Specialty section: This article was submitted to Nuclear Energy, a section of the journal Frontiers in Energy Research
Received: 13 December 2021
Accepted: 12 January 2022
Published: 10 February 2022
Citation: Cheng H, Cheng S and Wang J (2022) Numerical Study on the Effect of Jet Cross Section Shape on the Corium Jet Breakup Behavior With Lattice Boltzmann Method. Front. Energy Res. 10:834237. doi: 10.3389/fenrg.2022.834237

In a core meltdown accident in light water reactors, molten corium may drop into the lower plenum of the pressure vessel and interact with water, which is called fuel–coolant interaction (FCI). The behavior of the corium jet breakup in water during FCIs is important for the in-vessel retention strategy and has been extensively studied. While in previous studies, the jet cross-section shapes are naturally assumed to be circular, which is actually not always the case, in this study, the breakup processes of the corium jets with four different elliptical cross-section shapes and three different penetration velocities are simulated with color-gradient lattice Boltzmann method. The effect of the cross-section shape on the hydrodynamic breakup behavior of the corium jet is analyzed in detail. It is found that the effect of the cross-section shape on the jet penetration depth is very limited. With the increase in the aspect ratio under the same penetration velocity, the jet breakup length decreases gradually. In general, the dimensionless corium surface area increases with the increase in the aspect ratio for the jets under the same penetration velocity.
Keywords: fuel–coolant interaction (FCI), corium jet breakup, effect of jet cross-section shape, lattice Boltzmann method, jet breakup length
1 INTRODUCTION
During a core meltdown accident in light water reactors (LWRs), molten corium may drop into the lower plenum of the reactor vessel and interact with water, which is called fuel–coolant interaction (FCI). The design of the in-vessel retention (IVR) strategy requires the full understanding of the physical phenomena related to FCIs, especially the corium jet breakup process which will significantly affect the formation of the debris bed and the subsequent in-vessel cooling. The corium jet breakup behavior in water has been extensively studied with real core material experiments, simulant material experiments, and various simulations (Spencer et al., 1994;Burger et al., 1995;Dinh et al., 1999;Huhtiniemi et al., 1999;Abe et al., 2006;Thakre et al., 2015;Zhou et al., 2017;Iwasawa and Abe 2018;Saito et al., 2018;Shen et al., 2018;Cheng et al., 2019;Cheng et al., 2020;Cheng et al., 2021a;Cheng et al., 2021b). To the best of authors’ knowledge, in almost all of the previous studies, the jet cross-section shapes are naturally assumed to be circular, which is actually not always the case. In fact, when the molten corium drops from the edge of the core, through the structures or the cracks of the corium crust, the corium jets are very likely to have different cross-section shapes depending on the specific situations (Corradini et al., 1988). This leads to the investigation of the effect of jet cross-section shape on the corium jet breakup behavior, which was generally ignored in previous studies.
Since the interaction between the molten corium jet and water involves very complex thermal hydraulics phenomena such as boiling heat transfer, corium jet breakup, and corium solidification, it is not easy to get the effect of jet cross-section shape directly from the experimental results with such complex phenomena. On the other hand, more quantitative results can be directly extracted from the numerical results, among which the lattice Boltzmann method (LBM) has become a powerful tool in analyzing the complex multiphase flow in recent years (Saito et al., 2017). LBM is the so-called mesoscopic simulation method between the microscopic particle-based (molecular dynamics) and macroscopic Navier–Stokes–based methods. Compared with conventional CFD methods, it has the following advantages: 1) based on the molecular kinetic theory; 2) easy to program and parallelize; 3) interface tracking is not needed; and 4) applicable to complex geometries (Huang et al., 2015;Krüger et al., 2016). As one of the two-phase LBM methods, the color-gradient LBM employs two components to represent two immiscible fluids; one component is the red-colored fluid and the other is the blue-colored fluid. Its main advantages lie in strict mass conservation for each fluid and flexibility in adjusting the interfacial tension (Ba et al., 2016). To simplify the complex situation involved, in the current study, the hydrodynamic phenomena are decoupled from the thermal phenomena and studied separately for the corium jet breakup process with the state-of-the-art GPU-accelerated color-gradient LBM.
In this study, the breakup process of the corium jets with four different elliptical cross-section shapes and three different penetration velocities are simulated with color-gradient LBM. The effect of the cross-section shape on the hydrodynamic breakup behavior of the corium jet is analyzed in detail.
2 COLOR-GRADIENT LATTICE BOLTZMANN METHOD
In our previous studies, the improved color-gradient LBM with non-orthogonal central-moment MRT has been successfully developed and used to study the hydrodynamic breakup process of melt jets with circular cross-section in both sodium-cooled fast reactors (SFRs) (Cheng et al., 2020) and LWRs (Cheng et al., 2021b), thanks to its advantages in multiphase flow modeling and the enhanced numerical stability for flows with high Reynolds numbers. Here, this model is adopted in the current work to explore the effect of jet cross-section shape on the corium jet hydrodynamic breakup behavior. The details of the improved color-gradient LBM are introduced as follows.The D3Q27 lattice is adopted; the discrete lattice velocity [image: image] in the D3Q27 framework is defined as
[image: image]
where index [image: image], [image: image]is the lattice speed, [image: image] is the time step, and [image: image] is the lattice spacing.
Two immiscible fluids are represented by pseudo red fluid and blue fluid, respectively. The distribution function, [image: image], is used to represent the fluid [image: image], namely, [image: image] denotes “red” color, [image: image] denotes the “blue” color, and [image: image] is the index of the lattice-velocity direction. [image: image] is the total distribution function with evolution equation defined as
[image: image]
where [image: image] and [image: image] represent the position and time. The collision operator [image: image] is composed of the following sub-operators
[image: image]
where [image: image] is the single-phase collision operator, [image: image] is the perturbation operator, and[image: image] is the recoloring operator.
2.1 Single-Phase Collision Operator
The single-phase collision operator with non-orthogonal central moment MRT is defined as
[image: image]
where transformation matrix [image: image] transforms distribution functions from velocity space into raw moment space. The shift matrix [image: image] transfers raw moments to central moments. [image: image] represents the relaxation matrix. Here, “ket” operator [image: image] denotes the column vector. For details on the transformation matrix [image: image], the shift matrix [image: image], the non-orthogonal central-moment matrix [image: image], and the relaxation matrix [image: image], refer to Cheng et al. (2021b).[image: image] denotes the discrete forcing term, which is given by
[image: image]
where [image: image] is a unit matrix, [image: image], and [image: image], [image: image]is defined as
[image: image]
where [image: image] is the body force.
In the single-phase collision operator, the enhanced equilibrium distribution function (Leclaire et al., 2017) is used
[image: image]
The weights, [image: image], are as follows
[image: image]
Meanwhile, we have
[image: image]
where [image: image] interpolates between [image: image] and [image: image] are as follows:
[image: image]
[image: image]
where [image: image] is the tensor product, “[image: image]” is the tensor contraction, [image: image] is the kinematic viscosity interpolating between red fluid viscosity [image: image] and blue fluid viscosity [image: image] as
[image: image]
[image: image] represents the order parameter distinguishing two fluids given by
[image: image]
where [image: image] denotes the density ratio between the red fluid and blue fluid. [image: image] = 1,−1, 0 represent pure red fluid, pure blue fluid, and the interface. The tensor [image: image] in Eq. 11 is given by
[image: image]
To ensure stable interface, [image: image] must satisfy the equation as
[image: image]
where the superscript “0” over [image: image] or [image: image] represents pure fluid density. The fluid pressure is given based on the D3Q27 isothermal equation of state
[image: image]
In this study, we chose [image: image], so that [image: image] (Saito et al., 2017).
2.2 Perturbation Operator
The interfacial tension in the color-gradient LBM is modeled with the perturbation operator given by
[image: image]
where [image: image] represents the lattice dependent weight and is defined as
[image: image]
The interfacial tension [image: image] is defined as
[image: image]
where [image: image] is the relaxation time, and it is assumed here that [image: image].
2.3 Recoloring Operator
This operator is employed to maximize the amount of fluid [image: image] at interface near the fluid [image: image] side while remaining mass and momentum conservation laws. The recoloring operators are given by
[image: image]
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where [image: image] is the segregation parameter related to the interface thickness, [image: image] is the angle between the lattice velocity and the order parameter gradient.
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2.4 Streaming Operator

[image: image]
where [image: image] is the post-collision distribution function.
2.5 Macro Properties and Gradient Operator
The density of each fluid and the total fluid are defined as
[image: image]
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The total momentum is defined as
[image: image]
The second-order isotropic central scheme is adopted to define the gradient operator for any function [image: image]
[image: image]
3 COMPUTATIONAL DOMAIN AND PARAMETERS
The computational domain for the corium jet breakup process is presented in Figure 1, which includes a water pool and an inlet at the top surface where the corium jet is penetrated. The other surfaces are set as convective boundary conditions so that the dispersion of the corium will not be limited by the boundary of the computational domain. As an example, the convective boundary condition at the bottom surface is given by
[image: image]
where [image: image] denotes the nodes at the bottom surface. Using the first-order explicit discrete scheme, we have
[image: image]
[image: Figure 1]FIGURE 1 | Computational domain for the corium jet breakup process.
The body force is given by
[image: image]
where [image: image].
To study the effect of the jet cross-section shape on the corium jet hydrodynamic breakup behavior, the penetration processes of the corium jets with four different elliptical cross-section shapes and three different penetration velocities are simulated. The parameters for all 12 cases are presented in Table 1, where “a” is the semi-major axis of the ellipse, “b” is the semi-minor axis of the ellipse, and “E = a/b” is the aspect ratio. All these elliptical cross-sections have the same area which is equal to a circular area with 10 mm diameter, so that the penetration flow rates remain the same for the corium jets with the same penetration velocity. The three penetration velocities [image: image] (2.21, 4.43, and 8.85 m/s) represent the typical free fall distances of the corium in the pressure vessel of LWRs ranging from 0.25 to 4.0 m.
TABLE 1 | Parameters of the corium jets with four elliptical cross-sections and three velocities.
[image: Table 1]In the current simulations, the corium is set to a mixture of 80% UO2 and 20% ZrO2 (mol%) with a melting point of 2,600°C. It is assumed that corium jet at 3,000°C is penetrated into water at 70°C. The thermophysical properties of the corium at 3,000°C and water at 70°C are presented in Table 2 (Schins1978; Kirillov2006; Kolev 2015; Kim et al., 2017).
TABLE 2 | Thermophysical properties of the corium.
[image: Table 2]To conduct the simulations with LBM, all parameters are converted from physical units to lattice units based on Eqs 31–34, where [image: image] is the area equivalent diameter, [image: image] represents the lattice number along the area equivalent inlet diameter, [image: image] and [image: image] are the density of the red and blue fluid, respectively, and the jet inlet velocity [image: image] and the jet density [image: image] are set to 0.1 and 1.0, respectively. The parameter [image: image] is set to 0.7.
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In our previous studies (Cheng et al., 2020; Cheng et al., 2021b), lattice number independent tests have been conducted by dividing the computational domain into 78*78*250,104*104*330, 130*130*410, and160*160*500 lattices, and it is found that the difference of the simulation results can be ignored for the last two; hence, 160*160*500 lattices with [image: image] are used in the simulation of jet breakup process. The parameters in both physical units and lattice units with this lattice number are shown in Table 3. Meanwhile, the ability of the color-gradient LBM model to precisely predict the jet breakup process has also been validated using the results of molten wood’s metal jet breakup experiments; it is found that the morphologies of the melt jet at different times in the experiment and simulation match very well (Cheng et al., 2021b).
TABLE 3 | Parameters in physical units and lattice units.
[image: Table 3]4 RESULTS AND DISCUSSION
4.1 Morphology of Corium Jet Breakup
The snap shots of corium jet breakup processes along both minor axis direction and major axis direction of the elliptical cross-section in the 12 cases are presented in Figure 2, where the interface between the corium and the water is extracted from the simulation results. It can be seen that for all 12 cases under different conditions, a mushroom-shaped leading edge can be observed immediately after the penetration due to the drag force, and then both the jet leading edge and jet column start to break up under the effect of Rayleigh–Taylor instability and Kelvin–Helmholtz instability, respectively; lots of small fragments are generated along with the penetration process.
[image: Figure 2]FIGURE 2 | Snap shots of corium jet breakup processes in the 12 cases.
Qualitatively, it is easy to find that more fragments are generated with the increase in the penetration velocity for the corium jets with the same aspect ratio (e.g., comparing Case 1, Case 2, and Case 3). The effect of the aspect ratio on the generated fragments for the corium jets with the same penetration velocity is not directly based on these figures, which is further analyzed quantitatively in Section 4.4 Nevertheless, it can be noticed that with the increase in the aspect ratio, the jet becomes more flat and more fragments are distributed along the major axis direction than along the minor axis direction.
4.2 Jet Penetration Depth
The penetration depth versus time of the corium jet under three different penetration velocities is presented in Figure 3. From these figures, it can be seen that the effect of the cross-section shape on the jet penetration depth is very limited. The penetration depth changes little even when the aspect ratio changes from 1 to 4. This is because the penetration depth is mainly affected by the drag force; though the aspect ratio changes a lot, the drag force still changes very little for jets with the same penetration velocity and cross-section area.
[image: Figure 3]FIGURE 3 | Jet penetration depth vs. time.
4.3 Jet Breakup Length
The jet breakup length, the distance from free surface to the breakup point, is an important parameter to evaluate whether molten corium will directly come in contact with the lower plenum of the pressure vessel before it sufficiently breaks up. Once the length is longer than the water depth, the pressure vessel is likely to be melted through by the molten corium, which might cause the radioactive material leakage (Iwasawa and Abe 2018). In the melt jet breakup experiments, the jet breakup length usually can hardly be measured directly from the observation because the jet column is covered by lots of fragments similar to those in Figure 2, while with the simulations in the current study, the jet breakup length can be easily extracted from the middle cross-sectional density contours as shown in Figure 4, where Case 4 and Case 10 are presented. The breakup position can be easily observed from these figures. It should be noted that the jet column may break up in one middle cross-section view (e.g., major axis direction) but actually still connect in another middle cross-section view (e.g., minor axis direction) since the jet morphology is not axially symmetric. Hence, the jet column should be disconnected in both views when checking the breakup point. Furthermore, the breakup point usually fluctuates during the penetration process; here, the maximum jet breakup length is used as the jet breakup length in this study.
[image: Figure 4]FIGURE 4 | Middle cross-sectional density contours along both major axis direction and minor axis direction.
The dimensionless jet breakup length is defined as
[image: image]
where [image: image] is the jet breakup length, the area equivalent diameter [image: image] is 10 mm for all 12 cases, [image: image] is the density of the jet, and [image: image] is the density of the water.
The dimensionless jet breakup length versus aspect ratio in the 12 cases is shown in Figure 5. First, it is clear that with the increase in the penetration velocity under the same aspect ratio, the breakup length decreases gradually. This is because higher penetration velocity will enhance the stripping from the jet column due to the Kelvin–Helmholtz instability, and the material is removed from the jet column faster, which leads to the faster disconnection of the jet column and the shorter breakup length.
[image: Figure 5]FIGURE 5 | Dimensionless jet breakup length vs. aspect ratio in the 12 cases.
It can also be found that with the increase in the aspect ratio under the same penetration velocity, the jet breakup length decreases gradually. This can be explained as follows: The intensity of the stripping is determined not only by the penetration velocity but also by the contact area between the jet and water, since the contact area increases with the increase in the aspect ratio under the same cross-section area, namely, the jet becomes flat, and the stripping is enhanced. On the other hand, the thickness of the jet along the minor axis direction becomes smaller with the increase in the aspect ratio. Hence, the jet column is easier to break up due to stripping at a higher aspect ratio. This phenomenon can be clearly observed in Figure 4 by comparing Case 4 and Case 10 with an aspect ratio of 2 and 4, respectively.
4.4 Degree of the Fragmentation
Since the fragments generated during the jet penetration process are mostly irregular as shown in Figure 2, direct measurement of the fragment size will introduce large errors. In this work, the dimensionless corium surface area is used to evaluate the degree of the jet fragmentation. First, the interface between the corium and water is extracted from the simulation results as shown in Figure 2; then, the interface area [image: image] is calculated, and the dimensionless corium surface area is given by
[image: image]
The dimensionless corium surface area versus aspect ratio at approximately the same penetration depth (V*t) in the 12 cases is presented in Figure 6. It can be seen that the dimensionless corium surface area increases with the increase in the penetration velocity for the jets with the same aspect ratio, that is, smaller fragments are generated with the increase in the penetration velocity. This is because higher penetration velocity means stronger momentum exchange and stripping, leading to more fragments.
[image: Figure 6]FIGURE 6 | Dimensionless corium surface area vs. aspect ratio at approximately the same penetration depth in the 12 cases.
Another observation is that, in general, the dimensionless corium surface area increases with the increase in the aspect ratio for the jets under the same penetration velocity. This trend is not obvious at low penetration velocity (e.g., V = 2.21 m/s), but remarkable at high penetration velocities. The reason has been explained in Section 4.3, namely, with the increase in the aspect ratio under the same cross-section area, the contact area between the jet and water is increased, which enhances the stripping and facilitates the jet fragmentation.
5 CONCLUSION
In order to investigate the effect of jet cross-section shape on the corium jet breakup behavior, which is generally ignored in previous studies, in this study, the breakup processes of the corium jets with four different elliptical cross-section shapes and three different penetration velocities are simulated with the state-of-the-art GPU-accelerated color-gradient lattice Boltzmann method. The effect of the cross-section shape on the hydrodynamic breakup behavior of the corium jet is analyzed in detail. Three main conclusions drawn from the simulation results are as follows:
(1)The effect of the cross-section shape on the jet penetration depth is very limited because the change of the drag force is very small for jets with the same penetration velocity and cross-section area.
(2)With the increase in the aspect ratio under the same penetration velocity, the jet breakup length decreases gradually mainly due to the decrease in the thickness of the jet along the minor axis direction.
(3)In general, the dimensionless corium surface area increases with the increase in the aspect ratio for the jets under the same penetration velocity since the contact area increases with the increase in the aspect ratio under the same cross-section area.
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In a postulated severe accident, the thermo-mechanical loads from the corium debris that has relocated to the lower head of the reactor pressure vessel (RPV) can pose a credible threat to the RPV’s structural integrity. In case of a vessel breach, it is vital to predict the mode and timing of the vessel failure. This affects the ex-vessel accident progression and plays a critical role in the development of mitigation strategies. We propose a methodology to assess RPV failure based on MELCOR and ANSYS Mechanical APDL simulations. A Nordic-type boiling water reactor (BWR) is considered with two severe accident scenarios: i) SBO (Station Blackout) and ii) SBO + LOCA (Loss of Coolant Accident). In addition, the approach considers the dynamic ablation of the vessel wall due to a high-temperature debris bed with the use of the element kill function in ANSYS. The results indicate that the stress failure mechanism is the major cause of the RPV failure, compared to the strain failure mechanism. Moreover, the axial normal stress and circumferential normal stress make the dominant contributions to the equivalent stress [image: image] at the lower head of RPVs. As expected, the region with high ablation is most likely the failure location in both SBO and SBO + LOCA. In addition, comparisons of the failure mode and timing between SBO and SBO + LOCA are described in detail. A short discussion on RPV failure between ANSYS and MELCOR is also presented.
Keywords: severe accident, reactor pressure vessel, structural integrity, finite element analysis, vessel failure criteria
INTRODUCTION
The Fukushima nuclear accident occurred in 2011, stemming from a strong earthquake and a subsequent tsunami that induced a station blackout (SBO) scenario (Naitoh et al., 2013a; Kaneko et al., 2015; Pellegrini et al., 2016). In this scenario, the nuclear power plants (NPPs) experienced serious damage due to the loss of off-site power, resulting in the leakage of large amount of radioactive material to the environment. The reactor pressure vessel (RPV) of a light water reactor is one of the key safety barriers that prevent the release of radioactive substances to the environment. Thus, analyses of RPV failure are warranted to provide insights into the reactor’s accident progression and develop effective mitigation strategies.
During a severe accident, molten core materials and internal structures, also known as corium, can relocate to the lower head of the RPV and form a debris bed. This debris bed can threaten the integrity of the RPV lower head with four possible failure modes: lower head global rupture, melt impingement and melt-through, penetration tube heats up and ruptures, and penetration tube ejection (Naitoh et al., 2013b; Herranz et al., 2015; Li et al., 2014; Mao et al., 2017; Yue et al., 2020; Willschütz et al., 2003; Siegele et al., 1999; Rempe et al., 1993). The structural behavior of the RPV is a complex phenomenon, including the macro-structural global deformation (i.e., the displacement of the RPV lower head) and the micro-structural stress-strain responses. From the global point of view, the failure deformation of the vessel lower head has not been explicitly characterized in the field of RPV structural integrity due to its different effects on various shapes and sizes of RPVs. So the deformation is commonly used as a supplementary in a specific RPV application (Mao et al., 2016a; Villanueva et al., 2012a) and a validation for the finite element analysis (FEA) (Sehgal et al., 2003; Devos et al., 1999). However, the material properties can be characterized by the tensile-creep tests under various temperatures and loadings, providing the limits of the stress and strain for certain carbon steel (Humphries and Chu, 2002). One can find that the stress and strain mechanisms are the major factors initiating the RPV failure, and the failure criterion based on the stress-strain response is widely implemented in the failure analysis of the RPV lower head (see Table 1 for examples) (Ikonen, 1999; Koundy et al., 2005; Villanueva et al., 2012b; Kaneko et al., 2015; Mao et al., 2016b; Mao et al., 2017). When the equivalent stress of the RPV lower head exceeds the material strength, RPV failure occurs. The creep strain also cannot be ignored because the vessel can undergo creep failure when the temperature exceeds a certain level for an extended period even at low pressures (Rempe et al., 1993; Callister and Rethwisch, 2011). In the present study, we pay particular attention to the failure mode and timing of a Nordic-type BWR vessel under the SBO and SBO + LOCA events from the perspective of micro-structural stress-strain responses, as well as considering its macro-structural global deformation. The heat exchange between the debris bed and the RPV wall is not constant; hence, the stress and the strain across the vessel wall behave in a transient way. To investigate the changing conditions of RPVs under accident scenarios, a one-way coupling method has been developed using MELCOR and ANSYS Mechanical APDL codes. By taking transient thermo-mechanical loadings as boundary conditions, the failure mechanism of the vessel lower head is investigated in detail, and its failure location and timing are also predicted for the worst scenarios (i.e., SBO and SBO + LOCA).
TABLE 1 | Examples from the literature (Ikonen, 1999; Koundy et al., 2005; Villanueva et al., 2012b; Kaneko et al., 2015; Mao et al., 2016b; Mao et al., 2017) of strain- and stress-based failure criteria used in structural analysis of RPVs.
[image: Table 1]Since the temperature at the inner surface of the RPV may exceed the local melting of the vessel wall which can lead to an ablation of the wall, it is important to investigate the structural behavior of the RPV with an ablated profile. To simplify the calculation, the geometry of the ablated vessel wall is mostly assumed to be constant during the structural analysis in previous study (Sehgal et al., 2003; Wang et al., 2021). However, the temperature of the vessel wall has a gradient across the thickness and continues to increase due to the continuous heat transfer from the corium debris bed. This debris bed is expected to fill the ablated region in the wall and produce further ablation at the inner surface of the vessel wall (Zhan et al., 2018). Accordingly, the vessel wall becomes thinner and thinner as the accident progresses, which is supposed to be much weaker to withstand the certain loads than before (Matejovic et al., 2017). Thus, it is possibly accurate to take the change of vessel thickness into account when predicting the timing and mode of RPV failure. For that, the approach “element killing” is adopted in the structural analysis in the present study, updating the vessel profile regularly according to the transient temperature. The thermal and mechanical response of the RPV lower head is then investigated based on the dynamic ablation of the vessel wall.
METHODOLOGY AND MODELING
Considering the strengths of MELCOR in modeling accident progression and ANSYS in simulating the structural behavior, the thermo-mechanical analysis is developed based on these two tools. The structural analysis of RPV was implemented in ANSYS while the thermal loads and mechanical loads (i.e., the applied boundary conditions on the RPV in ANSYS) from the debris bed were calculated using MELCOR. In the following sections, the procedure is outlined for this thermo-mechanical analysis, and descriptions of modeling in MELCOR and the Finite Element (FE) model in ANSYS APDL are also presented.
Framework of the Thermo-Mechanical Analysis
MELCOR, as an integral code for severe accidents in an NPP, includes various models or packages [e.g., Core (COR) Package, Decay Heat (DCH) Package, and Cavity (CAV) Package]. These packages can simulate a variety of severe accident phenomena in a severe accident, such as core degradation, fission product release, and hydrodynamics. However, some of these models or packages are simplified to ensure a computationally efficient simulation (Dietrich et al., 2015; Humphries et al., 2017). In this case, some other codes and approaches are adapted to a specific phenomenon in a severe accident, whose roles are complementary to those of MELCOR (Amidu et al., 2021a; Amidu et al., 2021b). In this work, the first aim is to investigate the vessel state (e.g., the stress and the strain) during the Severe Accident (SA), and the second task is to assess the timing and location of RPV failure. In terms of the failure analysis of the RPV lower head, MELCOR has two failure modes (i.e., creep failure based on a life-fractional rule and the yield stress failure criterion), with a description of the failure time and location of RPV failure in the form of an output text file. Thus, detailed information on the structural response of the RPV lower head is limited. In contrast, ANSYS allows users to perform detailed nonlinear analyses using the Finite Element Method (FEM). The FEM can divide the RPV lower head into a finite number of subdomains, addressing the constitutive behavior in each subdomain and recombining them into a global system for the final calculation. This method allows ANSYS to provide more information than just the timing and location of RPV failure for the whole transient calculation. Both global deformation and the stress-strain responses at different locations of the vessel can be accessed for the entire accident progression, which are also important in the assessment of severe accidents and accident mitigation strategies (Humphries and Chu, 2002).
In assessing the structural integrity of the RPV, it is necessary to set up failure criteria. One can take the yield stress or ultimate stress as the stress-based criterion in engineering practice. Compared to the yield stress failure criterion, the ultimate stress failure criterion is a more popular application of RPV failure (Humphries and Chu, 2002; Koundy et al., 2008; Kaneko et al., 2015; Villanueva et al., 2020). This criterion assumes that the structural failure is determined by the material necking. In addition, the strain-based failure criteria are also considered in the present thermo-mechanical analysis because the RPV can undergo strain failure at an elevated temperature even under moderate stresses (Rempe et al., 1993; Callister and Rethwisch, 2011; Villanueva et al., 2012b). That is, we declare RPV failure if any one of the following is satisfied: 1) the von Mises stress exceeds the ultimate stress, 2) creep strain exceeds 20%, or 3) total strain exceeds 25% (Rempe et al., 1993; Wang et al., 2021).
Figure 1 shows the general framework of this research. Given that the occurrence of RPV failure will lead to the release of corium from the RPV to the cavity in MELCOR simulation, we deactivated the failure modes first to simulate the SBO progression, thereby obtaining the thermo-mechanical loads during a longer period. Then these loads are transferred as the boundary conditions for the transient structural analysis with ANSYS, further investigating the behavior of the vessel and predicting its failure time and location based on the failure criteria mentioned above. Also, the accident scenario (i.e., SBO accident or SBO + LOCA accident) with the same conditions was simulated again in MELCOR with the failure modes, and some information about RPV failure can be given using the MELCOR platform. By comparing the timing and location of RPV failure predicted by these two codes, respectively, some insights into the failure analysis on the vessel lower head are provided in the succeeding section.
[image: Figure 1]FIGURE 1 | Framework of thermo-mechanical analysis for a Nordic BWR with SBO and SBO + LOCA scenarios.
Description of MELCOR Model
The SBO and SBO + LOCA scenarios were assumed to occur in a Nordic BWR with a 3,000 MWth nominal power (Pershagen, 1996). The major parameters of the Nordic BWR and settings in MELCOR are summarized in Table 2. The severe accident strategy employed by the Nordic BWR is cavity flooding, which is also considered in the MELCOR simulation. This accident strategy is assumed to activate when the water level in the vessel is below a critical value.
TABLE 2 | Major parameters and settings of the Nordic BWR in MELCOR.
[image: Table 2]In MELCOR, the thermal-hydraulic response of this reactor was calculated by means of modeling its nodalization (see Figure 2A). Figures 2B,C show the mesh configuration for the COR package nodalization, which is used to simulate the degradation and relocation of the core in the RPV. As indicated in Figure 2B, there are 28 uneven segments along the vessel lower plenum and 21 rings in the radial direction. These radial rings are depicted by various cells and colors, as shown in Figure 2C, representing different fuel assemblies and ring groups, respectively.
[image: Figure 2]FIGURE 2 | (A) Schematic of the containment nodalization of a Nordic BWR, (B) fine nodalization in the COR package of MELCOR, and (C) group of fuel assemblies for radial rings (Chen et al., 2019).
Description of FE Model
The numerical simulation of the RPV was performed in a 2D axisymmetric geometry as shown in Figure 3. As stated above, the output data from MELCOR (e.g., internal and external surface temperatures of the vessel, internal and external pressures, and the molten corium properties) were transferred as loads and constraints on the RPV for the structural analysis using ANSYS.
[image: Figure 3]FIGURE 3 | 2D axisymmetric geometry of the ablated RPV, loads, constraints, and the mesh.
Furthermore, the temperature of the vessel wall has a gradient across the thickness and continues to increase due to the continuous heat transfer from the debris bed. This debris bed is expected to fill the ablated region in the wall and produce further ablation at the inner surface of the vessel wall (Zhan et al., 2018). Here, the thermal and mechanical response of the RPV lower head is investigated based on a dynamic ablation process of the vessel wall. First, the RPV geometry is modeled in ANSYS Mechanical APDL with an initial thickness of 0.198 m. Then the “element killing” method is implemented in ANSYS to simulate the dynamic state of vessel ablation, updating the ablated profile of the RPV regularly based on the temperature distribution. In addition, a sufficiently fine mesh (40 element layers across the vessel wall) with a characteristic length of 0.005 m is considered, which is necessary to describe the detailed profile during the ablation process (see Figure 3).
Material Properties
The material properties of SA533B1 are considered and adopted from the study by (Rempe et al., 1993), which are all temperature-dependent, including the density, thermal conductivity, specific heat capacity, ultimate strength, coefficient of thermal expansion, and modulus of elasticity. Since most of these data are limited at temperatures of up to 1373K in the reference, a constant-valued extrapolation of the material properties of SA533B1 is used for temperatures above 1373K.
The maximum temperature on the surface of the RPV is beyond the melting point of the vessel material. It is well known that creep occurs when the temperature is higher than 0.3–0.4 times the melting temperature of the material (Gandy, 2007). To account for the creep effect, a modified time hardening model is used and is given by the following:
[image: image]
where [image: image] is equivalent creep strain, t corresponds to the time in seconds at the end of sub-step, [image: image] is the equivalent stress in Pa, and ci are constants.
In addition to the creep behavior, the elasto-plastic behavior of this material is governed by a nonlinear isotropic (NISO) hardening model (see Eq. 2). The detailed values of the parameters and validations of these two models are given in the study by (Wang et al., 2021).
[image: image]
where [image: image] is the current yield stress, [image: image] is the initial yield stress, [image: image] is the accumulated equivalent plastic strain, and [image: image], [image: image], and b are material constants.
RESULTS AND DISCUSSIONS
System Analysis With MELCOR
In this section, some observations are briefly given for the case with deactivated failure modes in MELCOR, as mentioned previously in the framework (see Figure 1). The main events of accident progression are listed in Table 3.
TABLE 3 | Accident progression for the case with deactivated failure modes in MELCOR.
[image: Table 3]It should be noted that these output data from MELCOR are used as the input conditions for the detailed structural analysis using ANSYS Mechanical. In Figure 4A, the total mass accumulated in the lower head is provided for both SBO and SBO + LOCA cases. The initial mass comprises intact supporting structures and penetration guide tubes. The abrupt increase happens earlier in the SBO + LOCA case, before 2 h, but both follow the same trend after 3 h onward and stabilize around 280 tons after 6 h.
[image: Figure 4]FIGURE 4 | (A) Evolution of total mass in the RPV lower head under SBO and SBO + LOCA scenarios. The total mass stabilizes at [image: image] and [image: image] in SBO and SBO + LOCA scenarios, respectively. (B) Evolution of RPV internal pressure under SBO and SBO + LOCA scenarios.
Figure 4B shows the internal pressure evolution of the RPV at the first 12 h. For the SBO case (marked in blue line), the automatic depressurization system (ADS) is active at about half an hour, and the internal pressure before that is maintained at the level of 7 MPa due to the operation of safety relief valves. Subsequently, it dramatically reduces at 0.27 MPa and stabilizes. For the SBO + LOCA case, the vessel pressure decreases dramatically at the very beginning of the accident due to rapid steam release to the containment through the initial break at the main steam line. The ADS system has no effect in this case. The pressure stabilizes at around 0.14 MPa.
Figures 5A,B show the internal temperature evolution for the SBO and SBO + LOCA cases. A significant decrease in temperatures is shown at t = 0.5 h for the SBO case in conjunction with activation of the ADS (see Figure 5A). An earlier decrease in temperatures is also shown for the SBO + LOCA case due to the main steam line break (see Figure 5B). For both SBO and SBO + LOCA cases, segments 19–21 (marked with solid lines in both figures) show higher internal temperatures at the late stage and reach the melting temperature earlier than other segments, at 1789K at 5.88 h and 6.05 h, respectively. Given these data from MELCOR, the temperature of each segment is used as the boundary condition for the vessel surface with a different range of polar angles in the structural analysis (see Table 4).
[image: Figure 5]FIGURE 5 | Evolution of (A) the inner-wall temperature of the RPV in the SBO case and (B) the inner-wall temperature of the RPV in the SBO + LOCA case.
TABLE 4 | Range of polar angles for each segment in the MELCOR model.
[image: Table 4]Compared with the SBO case, the steam line breach in SBO + LOCA can accelerate the coolant vaporization and take away some heat (Chen et al., 2019). Accordingly, the results showed significant difference for these two cases from the corium mass, internal pressure, and temperature to the time of melt-through, as well as the external pressure and temperature (not shown). The effect of these differences on the behavior of the RPV is investigated from the structural analyses in the following sections.
Reactor Pressure Vessel Structural Analysis With ANSYS APDL
Reactor Pressure Vessel Ablation
The RPV undergoes an ablation caused by the thermal load from the debris bed, and hence, the thickness of the vessel wall changes during the accident progression. In MELCOR, the residual thickness profile is determined by the inner-wall temperatures, resulting from the debris temperature distribution and heat fluxes directed into the vessel wall. As for the determination of the vessel ablated profile in ANSYS, these inner-wall temperatures as a function of time are directly used as the thermal boundary condition imposed on the vessel wall, deactivating the elements with zero stiffness when its temperature is higher than the melting point of this material (i.e., the element killing method). Here, the ablated profile of the RPV is updated regularly by eliminating the elements when their corresponding temperature exceeded 1789K, which is the melting point of material SA533B1 (Rempe et al., 1993).
Figures 6, 7 show the dynamic process of RPVs’ ablation and temperature distribution and their corresponding times. As expected, the ablation of the vessel wall occurs approximately after t = 6 h for both SBO and SBO + LOCA and becomes worse as time progresses. These severe ablations are concentrated on the upper surface of the RPV lower head, and eventually, a melt-though on the vessel wall happens after 7.22 h for the SBO case and 7.33 h for the SBO + LOCA case.
[image: Figure 6]FIGURE 6 | Dynamic ablation for the SBO case: temperature distribution (K) at time (A) t = 6 h, (B) t = 7.16, and (C) t = 7.22 h.
[image: Figure 7]FIGURE 7 | Dynamic ablation for the SBO + LOCA case: temperature distribution (K) at time (A) t = 6 h, (B) t = 7.16, and (C) t = 7.33 h.
Figure 8 shows a sequence of five snapshots illustrating the ablation process; these snapshots are obtained by describing the residual thickness at interval [image: image] along the RPV lower head and [image: image] in the high-ablated area (see the points in Figure 8A, inset). The first snapshot is 6.17 h (marked in blue line), at which time the ablation occurred slightly at angle 55°–70° for the SBO case and 55°–65° for the SBO + LOCA case. Furthermore, as the accident progresses, the range of the ablation expands to both sides within the range 45°–72.5°. Similar ablation can be found in the SBO + LOCA case, although the thinnest region in the SBO case ([image: image]) is always higher than the one in the SBO + LOCA case ([image: image]) during the entire time. Close observation of Figure 8 reveals that at any stage, the thinnest region is always at the same angle and, in addition, melt-through occurs at this angle. The orange lines in Figures 8A,B show the location of the RPV breach, at 7.22 and 7.33 h, respectively. These breach times are consistent with the escalation of the internal temperatures in each case (see Figures 5A,B).
[image: Figure 8]FIGURE 8 | Thickness of the RPV lower head at t = 6.17 h, t = 6.50 h, t = 6.83 h, t = 7.17 h, and t = 7.22h/7.33 h (the time of melt-through) for (A) SBO and (B) SBO + LOCA cases.
Stress and Strain Response
As the accident progresses, the stresses and strains of the vessel wall change in time and are both strongly dependent on the temperature. To illustrate the complex and nonlinear behavior of the RPV, we present snapshots of the stress and strain responses of the RPV during the ablation.
The results of temperature, von Mises stress, and creep strain of the vessel wall for the SBO case at t = 7.16 h are shown in Figure 9. In Figure 9A, the highly ablated area corresponds to the region with higher temperature, where the creep strain is also larger (see Figure 9C). However, it is found that the von Mises stress is lower in these regions due to the significant yielding in the regions with high temperature (see Figure 9B). Since the thermo-mechanical response of the vessel wall is quite complex, we took three locations on the vessel wall to further investigate the vessel behavior. They correspond to the high-creep strain (region A at angle [image: image]–49[image: image]), high-ablation and high-temperature (region B at angle 60°–63[image: image]), and high-stress (region C at angle 83°–87[image: image]).
[image: Figure 9]FIGURE 9 | (A) Temperature distribution (K), (B) von Mises stress distribution (Pa), and (C) creep strain distribution of the vessel wall at time = 7.16 h for the SBO case.
Figure 10 gives the comparison of von Mises stress of the vessel (the solid lines) and SA533B1 ultimate stress (the dotted lines) at the critical regions. It can be seen in Figures 10A,B that the stresses at region A remain below the ultimate stress of the vessel steel until t = 7.3 h. The results of region B are depicted in Figure 10C with a zoomed-in plot in Figure 10D, which shows that the von Mises stress at the outer wall exceeds the ultimate stress of the steel at t = 6.8 h and the inner wall thereafter. Compared to the other two segments, region C has the highest stress after 6 h (see Figure 10E). However, a larger safety margin between the vessel stress and the stress limit can be seen in this region. This is because the ultimate stress is temperature-dependent, and hence, the stress limit of region C is relatively high due to its low local temperature.
[image: Figure 10]FIGURE 10 | Comparison of von Mises stress of the vessel and SA533B1 ultimate stress at the critical regions for the SBO case; (A) region A, (B) zoomed-in version of region A after 6 h, (C) region B, (D) zoomed-in version of region B after 6 h, and (E) region C.
As mentioned before, the RPV failure mechanism includes the stress and strain responses according to the two failure criteria in Framework of the Thermo-Mechanical Analysis. From Figure 10, it was found that RPV failure occurs at 6.8 h in region B when considering the stress limit of the vessel steel. To check whether there is a strain failure before the stress failure, snapshots of creep and total strains at t = 6.8 h are shown in Figure 11. The maximum creep strain and maximum total strain have values of 9% and 9.1%, respectively, located at the region with high ablation. Both are sufficiently below the limits set in the strain-based failure criteria (i.e., 20% creep strain and 25% total strain). Accordingly, RPV failure for the SBO case at 6.8 h is due to the stress failure mechanism. In addition, the failure location is in region B (angle [image: image]–63[image: image]), which has ablated the most in comparison with other parts of the RPV lower head (see Figure 8A).
[image: Figure 11]FIGURE 11 | (A) Equivalent creep strain and (B) total strain of the vessel wall at time = 6.8 h for the SBO case.
Next, we present the structural analysis of the RPV with the SBO + LOCA case, similar to the SBO case. Figure 12 shows the results of temperature, von Mises stress, and creep strain of the vessel wall for the SBO + LOCA case at t = 7.16 h. Like the SBO case, the highly ablated area shows higher temperature, higher creep strain, and higher stress. Given the distribution of the stresses along the vessel wall, it can be noted that high stresses are in the same region as in the SBO case, that is, in region C at angle 83°–87°, while high-creep and high-temperature values occur at the thinnest region of the RPV lower head, that is, in region B* at angle 55°–58°. Note that region B* in Figure 12 and region B in Figure 9 are at different angles, but both correspond to the regions with high ablation for the SBO + LOCA and SBO cases, respectively.
[image: Figure 12]FIGURE 12 | (A) Temperature distribution (K), (B) von Mises stress distribution (Pa), and (C) creep strain distribution of the vessel wall at time = 7.16 h for the SBO + LOCA case.
Next, a comparison of von Mises stress of the vessel and the SA533B1 ultimate stress at the critical regions (see Figure 12) is shown to investigate the timing and region of RPV failure in the SBO + LOCA case. It can be observed that the von Mises stresses do not exceed the allowable stress for the given temperature at region A and region C (not shown here). However, as temperature is quite high in region B*, the stress limit of this region (specifically the outer part of the vessel) is reached at t = 7.1 h (see Figure 13A, B).
[image: Figure 13]FIGURE 13 | Comparison of von Mises stress of the vessel and SA533B1 ultimate stress at the critical regions for the SBO + LOCA case; (A) region [image: image] and (B) zoomed-in version of region [image: image] after 6 h. The strain distribution of the vessel at time = 7.1 h for the SBO + LOCA case; (C) equivalent creep strain and (D) total strain.
Figures 13C,D show the distribution of creep and total strains of the RPV in the SBO + LOCA case at the (stress) failure time (t = 7.1 h). As expected, the highly ablated area has maximum creep and total strains, the rate being 9.8% and 10.7%, respectively. Accordingly, we can conclude that the stress failure mechanism, rather than the strain failure mechanism, is the dominant mechanism leading to RPV failure both in the SBO case and the SBO + LOCA case. Furthermore, the results indicate that the thinnest region of the RPV lower head can fail before melt-through.
To further investigate the stress profile of the vessel upon failure, Figure 14 illustrates the contribution of each stress component to the von Mises stress across the thinnest regions of the RPVs for the SBO and SBO + LOCA cases at their failure time. The axial normal stress [image: image] and circumferential normal stress [image: image] are generally larger than the other two components, both contributing dominantly to the von Mises stress [image: image] along the vessel thickness. In addition, as shown in both figures, the [image: image] and [image: image] are in the positive direction (outward of the surface of the vessel) at the inner vessel, while in the negative direction (toward the surface of the vessel) at the outer vessel. It means that the RPV undergoes a compression process at the inner surface and a tension process at the outer surface. As it has already been discussed that the RPV would fail at the outer surface for both SBO and SBO + LOCA cases (see Figure 10D; Figure 13B), the state of stress components at the outer surface (X/d = 1) should be given more attention. In Figure 14A, we can see that at the outer surface of the vessel wall, the circumferential normal stress [image: image] (5.4 MPa in the negative direction) is the largest stress component, followed by the axial normal stress [image: image] (4.3 MPa in the negative direction), and the radial normal stress [image: image] and shear stress [image: image] are relatively lower. Similar results can also be found in Figure 14B. Accordingly, in the case of vessel breach, the RPV tends to produce a vertical crack instead of a circumferential crack.
[image: Figure 14]FIGURE 14 | (A) The stress component distributions along the thinnest region (region B) of the RPV lower head for the SBO case at failure time t = 6.8 h. (B) The stress component distributions along the thinnest region (region B*) of the RPV lower head for the SBO + LOCA case at failure time t = 7.1 h.
Reactor Pressure Vessel Deformation
To supplement the analysis of RPV structural response at the time of failure, Figures 15A, C show the deformation of the vessel lower head, reaching 8.4 cm in the SBO case and 9 cm in the SBO + LOCA case. Although the limit of deformation for the vessel lower head has not been explicitly defined here and elsewhere (as far as the authors know), the degree of deformation in these two accidents (i.e., 8.4 cm and 9 cm) is considered to pose a significant threat to the RPV structural integrity. For the same accident scenarios but with external cooling (Wang et al., 2021), it can be noted that these values are more than three times the values predicted at 12 h, which are 2.8 cm and 2.9 cm, respectively. The location of the large deformation (above 8 cm) for the SBO case is in the 24° to 42° section of the vessel (see Figure 15B), which is slightly outside and below the ablated region in the latitudinal direction. For the SBO + LOCA case (see Figure 15D) the section of the vessel with large displacement (35°–51° ) partly overlaps with the ablated region at angle 45°–51°. Hence, it can be inferred that the ablated region in the SBO + LOCA case is considered weaker than that in the SBO case given the macro-structural global deformation of the RPV.
[image: Figure 15]FIGURE 15 | (A) Vector sum of displacement (scale factor = 3) at t = 6.8 h (failure time) for the SBO case. (B) Displacement of the external vessel surface at t = 1, 2, 3, and 6.8 h for the SBO case. (C) Vector sum of displacement (scale factor = 3) at t = 7.1 h (failure time) for the SBO + LOCA case. (D) Displacement of the external vessel surface at t = 1, 2, 3, and 7.1 h for the SBO + LOCA case.
Comparison of the Reactor Pressure Vessel Failure Between ANSYS and MELCOR
Recall that in the structural analysis with ANSYS, the boundary conditions are transferred continuously from the output data in MELCOR by deactivating the failure modes. On the other hand, both SBO and SBO + LOCA accidents are simulated again in MELCOR with the failure modes, and the time and location of RPV failure can be extracted from the MELCOR output file. Table 5 compares the relevant information of RPV failure from MELCOR and ANSYS. In MELCOR, the vessel fails at t = 6.7 and 6.9 h, respectively, under these two accidents, resulting from the thru-wall yielding. This is the default failure criterion in MELCOR, indicating that the stress of the vessel wall exceeds the yield stress. Although MELCOR uses a different failure criterion, the failure time is close to the one obtained using ANSYS. Furthermore, the highly ablated regions, 60.93°–63.89° (segment 21) and 55.35°–57.88° (segment 19), are also identified as the failure location of the vessel wall, consistent with the results from ANSYS.
TABLE 5 | Relevant information of RPV failure from MELCOR and ANSYS.
[image: Table 5]CONCLUSION
In this study, a framework involving the ANSYS and MELCOR platforms is established to study the behavior of a Nordic RPV lower head under SBO and SBO + LOCA. This one-way coupled method is particularly useful when the detailed investigation on the RPV behaviors is needed. Two failure criteria, the stress-based failure criterion and the strain-based failure criterion, have been used in assessing the mode and timing of RPV failure. In addition, a transient boundary condition (i.e., internal and external temperatures) is considered to simulate the dynamic process of vessel ablation. From the structural analysis, it is found that RPV failure initially occurs at 6.8 h in the SBO case and 7.1 h in the SBO + LOCA case, both attributed to a stress failure mechanism. Moreover, the axial normal stress [image: image] and circumferential normal stress [image: image] are generally larger than the other two components, contributing dominantly to the von Mises stress σ along the vessel thickness. Furthermore, the weakest part of the vessel wall is in the region with high temperature, which occurs at an angle around θ = 62.5° from the bottom for the SBO case and angle θ = 57.5° for the SBO + LOCA case. Due to high temperature, the corresponding ultimate stress limits in this region are much lower than in colder regions. In this case, the von Mises stresses have surpassed these limits for both the SBO and SBO + LOCA cases. In addition, the creep and total strains and the ablation on the RPV are also found to be significant in this region. Finally, both ANSYS and MELCOR results indicate that the region with high ablation is most likely the failure location, as expected.
The framework and methodology presented here can be used in assessing structural integrity of the RPV in other types of nuclear reactor designs and provide the vessel failure analysis during a severe accident progression. It can also be used in analyzing the feasibility of different severe accident mitigation strategies with consideration of vessel thermo-mechanical behavior. In the future, the vessel penetrations (e.g., pump nozzles, Control Rod Guide Tubes, and Instrumentation Guide Tubes) on the RPV lower head will be considered to investigate other modes of vessel failure. This study provides a preliminary comparison of the RPV failure from ANSYS and MELCOR with their commonly used or default failure criteria; however, further investigation on RPV failure between these two codes is required with a unified failure criterion.
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A meso-mechanical model is established for the homogenized irradiation swelling of U-10Mo/Zr dispersion fuels, with an equivalent sphere chosen as the representative volume element (RVE). In the simulation, a mechanistic model for the fission gas swelling of U-10Mo particles and the creep model for Zr matrix with different values of the creep amplification factor are included. Based on the developed method, the results of effective irradiation swelling of U-10Mo/Zr dispersion fuels are obtained by finite element simulation. Additionally, the effects of matrix creep properties on the effective irradiation swelling are investigated. The numerical results indicate that 1) the Zr matrix has the function of restraining and compensating the irradiation swelling of fuel particles by the mechanical interactions between the fuel particles and the matrix; 2) with the increase in the creep amplification factor of the matrix, the effective irradiation swelling increases while the stresses in the fuel particles and the matrix decrease. The enhanced creep rate of the matrix is apt to result in less restraint of the effective irradiation swelling, but reduces the risk of radial crack initiation and propagation in the matrix; 3) based on the results of finite element simulation, a mathematic model for the effective irradiation swelling of U-10Mo/Zr dispersion fuels is fitted to correlate the effective irradiation swelling with different values of the matrix creep amplification factor under the considered irradiation conditions. The creep property of the matrix should be optimized because of its evident effects on the effective irradiation swelling and stresses of the U-10Mo/Zr dispersion fuels.
Keywords: U-10Mo/Zr dispersion fuel, mechanistic fission gas swelling model, creep property of matrix, effective irradiation swelling, numerical simulation
INTRODUCTION
Dispersion nuclear fuels, with fissionable fuel particles dispersed in the non-fissionable matrix (Ding et al., 2018), are widely used in research and test reactors, advanced nuclear systems, and disposal of nuclear wastes (Duyn, 2003; Carmack et al., 2006; Lombardi et al., 2008; Gong et al., 2013). Tri-structural isotropic particle–based dispersion fuels have been used in high-temperature gas-cooled reactors and have a promising application prospect in advanced pressurized water reactors (Xiang et al., 2014; Zhang T. et al., 2021; Lou et al., 2022). With the non-fissionable matrix encompassing fuel particles, dispersion nuclear fuels possess a more stable swelling behavior and allow higher burnup than traditional homogeneous fuels (Neeft et al., 2003a; Savchenko et al., 2006). Moreover, certain properties of dispersion fuels such as high strength, high thermal conductivity, good corrosion resistance, and good performances under transient conditions can be designed by a proper choice of fuel and matrix materials (Holden, 1967; Savchenko et al., 2007; Savchenko et al., 2010).
In the 1980s, the US Department of Energy Office launched the Reduced Enrichment for Research and Test Reactors (RERTR) program to reduce the threat of nuclear proliferation worldwide, through the conversation of research and test reactors from highly enriched uranium to low-enriched uranium fuels (Meyer et al., 2002; Liu et al., 2011). With the development of the RERTR program, U-Mo/Al dispersion fuels have attracted numerous attention as the low-enriched uranium fuels for research and test reactors (Van den Berghe and Lemoine, 2014), due to their advantages of high uranium density, low neutron capture cross sections, good irradiation stability, and high thermal conductivity (Meyer et al., 2002; Jian et al., 2019a). Early experimental results demonstrated that U-Mo/Al dispersion fuels have good irradiation performance under low power and low burnup (Kim et al., 2002; Meyer et al., 2002). However, excessive local swelling occurred in U-Mo/Al dispersion fuels under high power and high burnup irradiation conditions (Leenaers et al., 2004; Van den Berghe and Lemoine, 2014), due to the formation of an amorphous interaction layer (IL) between U-Mo fuel particles and the Al alloy matrix (Van den Berghe et al., 2008; Oh et al., 2016). Under the irradiation conditions, the IL grows and shows poor fission gas solubility and high diffusivity of fission gas atoms, leading to large bubbles, which induces excessive irradiation swelling (Lee et al., 1997; Huber et al., 2018; Saoudi et al., 2022). To prevent the growth of the IL, some methods were implemented, such as modifying the Al matrix by adding Si (Leenaers et al., 2011; Keiser et al., 2014), coating U-Mo fuel particles with Si or ZrN, and developing monolithic fuels with a Zr layer inserted between U-Mo fuel foil and Al alloy clad (Leenaers et al., 2013; Keiser et al., 2015; Leenaers et al., 2015). An alternative method to eliminate the IL of U-Mo/Al is replacing the Al alloy matrix with some other inert alloys. Zirconium alloys are promising alternative matrixes for U-Mo–based fuels because they have a low reactivity with U and Mo, high melting point, high strength, good corrosion resistance, and low neutron capture cross-section for thermal neutrons (Cox, 2005; Nakamura et al., 2007; Gonzalez et al., 2015). Moreover, zirconium alloys have long been used as fuel matrix and cladding in nuclear reactors (Moorthy, 1969; Savchenko et al., 2007; Savchenko et al., 2010) with extensive knowledge of their material properties and processing technologies, so they would be a good choice to minimize the qualification testing required to introduce a new matrix material for U-Mo–based dispersion fuels (Hagrman et al., 1995; Hayes and Kassner, 2006; Hales et al., 2016; Pasqualini et al., 2016).
Under the irradiation conditions, U-Mo fuel particles undergo irradiation swelling due to the accumulation of solid and gaseous fission products, namely, fission solid swelling and fission gas swelling (Kim and Hofman, 2011). As irradiation swelling is considered the important factor dominating the behavior and service life of nuclear fuels, it is necessary to investigate and model the swelling behavior of U-Mo/Zr dispersion fuels to evaluate its serviceability. Varied knowledge of irradiation swelling behavior of U-Mo alloy has been accumulated through experimental investigation (Kim and Hofman, 2011; Van den Berghe et al., 2012). The fission solid swelling of U-Mo alloy is proportional to the fission density (Kim and Hofman, 2011). The fission gas swelling is complex and related to the fission density, the grain size, the temperature, the external hydrostatic pressure, and the progression of irradiation-induced recrystallization. Kim and Hofman built an empirical model for fission gas swelling by fitting the experiment data (Kim and Hofman, 2011). The empirical model is simple, but it could not reflect the critical influencing parameters mentioned above. Rest built a mechanistic model reflecting the influence of those parameters except the external hydrostatic pressure (Rest, 2005). Cui et al. modified the mechanistic model with consideration of external hydrostatic pressure and re-solution of intergranular gas atoms (Cui et al., 2015). Jian et al. (Jian et al., submitted) further developed the fission gas swelling mechanistic model for U-10Mo fuels, which has been validated by comparing the model results, including the fission gas swelling, the evolution rules of the bubble density, and the bubble size with the experimental results. The newly developed fission gas swelling model could reflect the dependence of external hydrostatic pressure more reasonably. To better understand and study the irradiation swelling behavior of U-Mo/Zr dispersion fuels, it is necessary to adopt the improved mechanistic model of fission gas swelling for fuel particles. For dispersion fuels with numerous fuel particles, it is difficult and expensive to establish a finite element model for the whole fuel element with all particles involved (Schappel et al., 2018). An effective way is to homogenize the thermal-mechanical performances of the dispersion fuels based on homogenization theory, including its effective irradiation swelling behavior (Rest and Hofman, 1997; Zhao et al., 2014; Liu et al., 2018). Zhang J. et al. established an equivalent spherical model to investigate the effective irradiation swelling of PuO2/Zr dispersion fuels (Zhang J. et al., 2021). The simulation results indicate that the creep behavior of the Zr matrix has an evident influence on the effective irradiation swelling of PuO2/Zr dispersion fuels. As the creep properties of zirconium alloys are related to alloy compositions, microstructure, process conditions, and service conditions (Krishnan and Asundi, 1980; Hayes and Kassner, 2006; Kim et al., 2021), it is essential and necessary to investigate the effects of Zr matrix creep properties on the effective irradiation swelling of U-Mo/Zr dispersion fuels and provide a reference for the optimization design and advanced manufacture. Meanwhile, the relative research studies are currently limited.
In this study, the three-dimensional finite element simulation for the developed equivalent spherical model is performed for the further homogenization of the effective irradiation swelling of U-10Mo/Zr dispersion fuels. The newly improved mechanistic model of fission gas swelling (Jian et al., submitted) is adopted, which could reflect the significant influences of external hydrostatic pressure. The effects of Zr matrix creep properties on the effective irradiation swelling of U-10Mo/Zr dispersion fuels are investigated with different creep amplification factors imposed on a typical creep model. The irradiation swelling model and creep model are given in Material Properties. The three-dimensional finite element model and the validity of the fission gas swelling model are presented in Results and Discussion. The effective irradiation swelling results are obtained by finite element simulation, and the influence mechanisms are analyzed in Finite Element Modelling. Based on the simulated results, a mathematical model of effective irradiation swelling is described with different values of creep amplification factors.
The acronyms and symbols used in the paper are summarized in Appendix A for better readability.
MATERIAL PROPERTIES
In this section, the irradiation swelling model for U-10Mo fuel particles and the creep strain rate model for the Zr matrix correlated with the creep amplification factor are given. The other material property models for U-10Mo and the Zr matrix, such as the elastic constants and plasticity model are described in Refs. (Zhao et al., 2014; Jian et al., 2019b). The mechanical constitutive relations for fuel particles and the matrix are introduced to commercial software ABAQUS through user-defined subroutines, based on the stress update algorithms in our previous studies (Zhao et al., 2015; Kong et al., 2018).
The Irradiation Swelling Model for U-10Mo Fuels
The irradiation swelling of U-10Mo consists of fission solid swelling and fission gas swelling, expressed as follows:
[image: image]
The fission solid swelling is proportional to the fission density, expressed as follows (Kim et al., 2015):
[image: image]
where V0 is the initial fuel volume in m3, [image: image] depicts the fission density in fission/m3, and [image: image] is the absolute volume change caused by solid fission products in m3.
The fission gas swelling is measured by the fraction of identified inter-granular bubbles through SEM, while the intra-granular bubbles are invisible (Kim and Hofman, 2011). Thus, the fission gas swelling is only regarded as the contribution of inter-granular bubbles in the newly developed model (Jian et al., submitted). The fission gas swelling is described as follows:
[image: image]
where [image: image] is the total volume of inter-granular bubbles in m3; [image: image] is the total number of inter-granular bubbles in the recrystallized and un-recrystallized areas with a new description by Jian et al. (Jian et al., submitted), which could reflect the significant influence of external pressure, and the obtained evolution results of the bubble density and the bubble size have been demonstrated in the same magnitude order as the related experimental results; [image: image] is the average radius of inter-granular bubbles.
The average radius of inter-granular bubbles is determined using the modified van der Waals gas law (Jian et al., submitted) as follows:
[image: image]
where [image: image] is the surface tension–induced pressure, in Pa; [image: image] is the external hydrostatic pressure in Pa, involved when positive; [image: image] is the fitting parameter to make the van der Waals equation equivalent to the hard-sphere equation of state in the value of 0.6; [image: image] m3/atom is the van der Waals gas constant of Xe; [image: image] is the average number of fission gas atoms in each inter-granular bubble; [image: image] J/K is the Boltzmann constant and T is the temperature in K.
The numbers of inter-granular bubbles in the recrystallized and un-recrystallized areas are defined as [image: image] and [image: image], respectively, expressed as follows (Jian et al., submitted):
[image: image]
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where [image: image] and [image: image] are the defined grain-boundary bubble concentration of the un-recrystallization region and the fine grain region in Refs. (Rest, 2005; Cui et al., 2015), respectively; [image: image] is the modified factor for the gas bubble number; [image: image] = 4.7 × 1027 fissions/m3.
The Creep Model of Zr Matrix
The effects of different creep properties are investigated based on the creep model of Zircaloy-2 alloy (Macdonald and Thompson, 1976). The creep model of the Zr matrix consists of thermal creep and irradiation creep, expressed as follows:
[image: image]
where β is the creep amplification factor in the values of 0.01, 0.1, 1, 10, and 100; [image: image] and [image: image] are the thermal creep strain rate and the irradiation creep strain rate, respectively, in 1/s.
The thermal creep strain rate is described as follows:
[image: image]
where R is the gas constant in J/(mol·K) with a value of 8.314 J/(mol·K); T is temperature in K; [image: image] is the Mises equivalent stress in Pa and G is the shear modulus in Pa; Q = 27,000 J/mol is the activation energy; A0 = 3.14 × 1026 s−1 and n = 5 are the used material constants in this study.
The irradiation creep strain rate is described as follows:
[image: image]
where [image: image] is the irradiation creep strain rate in 1/s; [image: image] is the Mises equivalent stress in Pa and [image: image] is the fast neutron flux in n/(m2·s), with the constants K = 5.129 × 10–27, B = 7.252 × 102, and C = 4.967 × 10–8 in this study.
Figure 1 displays the creep curves of the Zr matrix with different values of β under the condition of 373 K, with a Von Mises stress of 50 MPa and a fast neutron flux of 1.9128 × 1018 n/(m2·s). It can be found that the creep strain rate decreases with time. For cases of β = 100 and β = 0.01, the effective creep strains after irradiation of 160 days reach 0.5 and 5 × 10–5, respectively.
[image: Figure 1]FIGURE 1 | Creep curves for the Zr matrix with β = 0.01, 0.1, 1 (A) and β = 10, 100 (B).
FINITE ELEMENT MODELING
In this section, the FE (finite element) model for a respective volume element (RVE) of U-10Mo/Zr dispersion fuels with the fuel particle, matrix part, and the applied boundary conditions are presented. The irradiation conditions are chosen according to those of RERTR programs. The effective irradiation swelling of U-10Mo/Zr dispersion fuels is defined and presented in a formula form. To validate the fission gas swelling model, the fission gas swelling results calculated by the model used in this study are compared with the experiment results in the references.
Finite Element Model
The equivalent spherical model has been adopted to study the irradiation swelling behavior of polycrystalline nuclear fuels (Wood and Kear, 1983; Rest, 2010) and the effective irradiation swelling of dispersion fuels (Zhang J et al., 2021). In this study, an equivalent spherical model containing the fuel particle and the matrix is selected as the RVE to obtain the effective irradiation swelling of U-10Mo/Zr dispersion fuels. The initial particle volume fraction of the equivalent spherical model is set as 30% in this study. According to the symmetry in geometry and loading, 1/8 part of the equivalent spherical model is ultimately selected as the FE model shown in Figure 2, including the particle part with a radius of 50 μm and a matrix-shell part.
[image: Figure 2]FIGURE 2 | FE model of an equivalent sphere.
The bonding between the fuel particle and the matrix is assumed to be perfect with continuous displacements and interfacial stresses. Symmetrical boundary conditions are applied to the surfaces of x = 0, y = 0, and z = 0, which are the symmetrical surfaces of the 1/8 part of the RVE. Constant pressure in a magnitude of 2.5 MPa is applied to the outer surface of the RVE, according to the pressure of the reactor coolant for RERTR (Salvato et al., 2018). A uniform steady-state temperature of 373 K is set. The fission rate in the fuel particle is set as 6 × 1020 fission/(m3·s) and the fast neutron flux is set as 1.9128 × 1018 n/(m2·s) in this study, according to irradiation conditions of research and test reactors (Perez et al., 2011). The total irradiation time is 160 days, on which the recrystallization process is completed.
To ensure the computation precision and efficiency, three mesh cases are adopted with 1472, 4,147, and 7,868 elements, respectively. The obtained effective irradiation swelling results of the RVE and Mises stress of the matrix for the case of β = 1 are shown in Figure 3. The maximum relative error of the effective irradiation swelling results and Mises stress between Mesh 2 and Mesh 3 is less than 0.11 and 0.14%, respectively. So the effective irradiation swelling and stress results of Mesh 2 have converged, and Mesh 2 is adopted in the following studies.
[image: Figure 3]FIGURE 3 | Convergence of effective irradiation swelling of the RVE (A) and Mises stress of the matrix (B) to meshes.
The effective irradiation swelling of U-10Mo/Zr dispersion fuels is calculated as follows:
[image: image]
where V is the calculated post-irradiation volume of the equivalent sphere; V0 is the initial spherical volume; r is the post-irradiation outer spherical radius, obtained from the FE model displacement results; r0 is the initial outer spherical radius.
Verification of the Used Fission Gas Swelling Model
The irradiation swelling model for the fuel particles is vitally important for calculating the effective irradiation swelling of U-10Mo/Zr dispersion fuels. The fission solid swelling model is directly obtained from the reference (Kim and Hofman, 2011). Meanwhile, the fission gas swelling model considering the critical physical mechanisms will be validated with the experiment results. The plate elements, consisting of Al-alloy cladding and the fuel meat with U-Mo particles dispersed in the aluminum matrix, were irradiated in the advanced test reactor for the test campaigns of RERTR-1∼5 (Kim et al., 2013). The fuel temperature during the test was in the range of 339–431 K, and the achieved fission density was in the range of 2.0 × 1027–5.7 × 1027 fission/m3. The post-irradiation samples were punched out at the plate center to measure the fission gas swelling by scanning electron microscopy. Ignoring the constraint of the IL on U-10Mo particles, the subjected hydrostatic pressure of the fuel particles in the middle zone of fuel plates could be considered as that of the reactor coolant. So, the temperature is ultimately set as 373 K and the hydrostatic pressure is set as 2.5 MPa in this study. The results of the calculated fission gas swelling are compared with the experimental results of RERTR1∼5, shown in Figure 4. It can be seen that the predictions agree well with the experimental results. So, the fission gas swelling model used in this study is effective.
[image: Figure 4]FIGURE 4 | Comparison of the simulation results with the experimental results for the fission gas swelling of U-10Mo fuel particles in U-10Mo/Al dispersion fuels.
RESULTS AND DISCUSSION
Adopting the FE model in Figure 2, numerical simulation of the irradiation-induced mechanical behavior is implemented, considering different values of β of the Zr matrix. Here, the deformations and stresses of the FE model and the effective irradiation swelling for cases with different values of β are obtained, and the influence mechanisms for effective irradiation swelling are analyzed. A mathematical model correlating the effective irradiation swelling with different values of β is fitted at last.
Deformation and Effective Irradiation Swelling of RVE
The Deformation and Stress Analysis
Due to the irradiation swelling of U-10Mo fuel particles under the irradiation environments, the intensive mechanical interactions are aroused between the fuel particles and the matrix. These mechanical interactions could result in creep and plastic deformations of the matrix. The value of β has a direct influence on the creep deformation of the matrix. Figure 5 gives the contour plots of effective creep strain and equivalent plastic strain of the matrix at the fission density of 8.3 × 1027 fission/m3 for the cases of β = 0.01 and β = 1. It is noted that the other cases with different values of β have similar effective creep strain distributions. The effective creep strain field of the matrix is spherically symmetric on the whole, and the largest effective creep strain occurs at the interface of the matrix with the fuel particle. The plastic deformation of the matrix only occurs in the case of β = 0.01, with the maximum value of 0.055%, excluding the other cases with β ranged from 0.1 to 100. Figure 6 compares the distributions of effective creep strain of the matrix along the radial direction at the fission density of 8.3 × 1027 fission/m3, for different values of β. One can see that the effective creep strain of the matrix decreases along the radial direction for all cases and grows with the increase in β. For the cases with β in the range of 0.01–10, the effective creep strain of the matrix has a small difference with a relative deviation of less than 1.2%. When β is amplified to 100, the maximum effective creep strain of the matrix is about 21%, with a relative increase of ∼20% compared to the result of β = 0.01.
[image: Figure 5]FIGURE 5 | Effective creep strain contour plot (A), the equivalent plastic strain contour plot (B) of the matrix for the case of β = 0.01 and the effective creep strain contour plot (C), and the equivalent plastic strain contour plot (D) of the matrix for the case of β = 1 at the fission density of 8.3 × 1027 fission/m3.
[image: Figure 6]FIGURE 6 | Distributions of matrix effective creep strain along the radial direction at the fission density of 8.3 × 1027 fission/m3 for the cases with different values of β
Figure 7 gives the contour plots of Mises stress and the first principal stress of the matrix at a fission density of 8.3 × 1027 fission/m3 for the case of β = 0.01. The largest Mises stress occurs at the interface of the matrix with the fuel particle, while the largest first principal stress occurs at the outer surface of the matrix. Figure 8 compares the evolution results of Mises stress of Element 2 and the first principal stress of Element 3 for the cases with different values of β. It can be found that the stresses of the matrix increase quickly in the preliminary stage of irradiation and tend to be stable at higher burnup levels. As β increases from 0.01 to 100, the maximum Mises stress decreases from 402 to 40 MPa, with a relative reduction of 90%, and the maximum first principal stress decreases from 366 to 16 MPa, with a relative reduction of 96%. As neutron radiations will result in the loss of ductility of the matrix and the formation of the fission fragment damage zone (Duyn, 2003), there is a possibility for the brittle fracture of the matrix. Thus, the increase in β has the positive consequence that the stresses of the matrix decrease, which could reduce the risk of stress-induced failure. To further predict the possible form of crack initiation and propagation, Figure 9 compares the distributions of tangential and radial stress of the matrix along the radial direction at the fission density of 8.3 × 1027 fission/m3, for different values of β. One can see that the radial stress of the matrix is compressive, while the tangential stress is tensile stress approximately equal to the first principal stress. The tangential stress of the matrix decreases with the increase in β. Thus, radial cracks are susceptible to generating and propagating in the matrix, and the enhanced creep rate could prevent the stress-induced cracks of the matrix, similar to the conclusion from the experimental investigation (Neeft et al., 2003b).
[image: Figure 7]FIGURE 7 | Mises stress contour plot (A) and the first principal stress contour plot (B) of the matrix for the case of β = 0.01 at the fission density of 8.3 × 1027 fission/m3.
[image: Figure 8]FIGURE 8 | Evolution results of (A) Mises stress of Element 2 and (B) the first principal stress of Element 3.
[image: Figure 9]FIGURE 9 | Distributions of matrix (A) tangential stress and (B) radial stress along the radial direction at the fission density of 8.3 × 1027 fission/m3 for the cases with different values of β.
The Radial Displacement Analysis
Under the irradiation conditions, U-10Mo fuel particles undergo irradiation swelling, presented as positive radial displacements. Figure 10 displays the radial displacement contour plot of the FE model at a fission density of 8.3 × 1027 fission/m3 for the cases of β = 0.01 and β = 100. It is noted that similar displacement contour plots appear for the other cases with different values of β. The radial displacements of the fuel particle increase along the radial direction. As β increases from 0.01 to 100, the maximum radial displacement, located at the particle surface to be connected with the matrix, increases from 5.5 to 6.4 μm, with a relative increase of ∼18%. The radial displacements of the matrix part are smaller than the maximum of the particle. Figure 11 compares the distributions of radial displacement along Path 1 at the fission density of 8.3 × 1027 fission/m3, for the cases with different values of β and the case without the constraint of the matrix condition. The case without the matrix part means that the original matrix part in Figure 2 is occupied by the particle material. The radial displacements of the FE model along path1 keep increasing for the case without the matrix. Meanwhile, those of the other cases display a decreasing trend along the radial direction across the matrix part, due to the through-thickness shrinking of the matrix. It demonstrates that the Zr matrix has the effects of restraining and compensating the irradiation swelling of U-10Mo fuel particles, and the effects are promoted with the decrease in β. As analyzed in The Deformation and Stress Analysis, the matrix with lower values of β is susceptible to be fractured, which will result in the reduced restraint effect after failure. So, a compromise should be determined in the actual design and fabrication.
[image: Figure 10]FIGURE 10 | Radial displacement contour plot of the FE model at the fission density of 8.3 × 1027 fission/m3for the case of β = 0.01 (A) and the case of β = 100 (B).
[image: Figure 11]FIGURE 11 | Distributions of the radial displacement along Path 1 at the fission density of 8.3 × 1027 fission/m3 for the cases with different values of β and the case without the matrix.
The Irradiation Swelling Analysis
Irradiation swelling of nuclear fuels proceeds with the increase in fission density (Kim and Hofman, 2011; Cui et al., 2015). Figure 12 depicts the effective irradiation swelling evolutions of dispersion fuels, calculated using Eq. 11 for the cases with different values of β. The curve of effective irradiation swelling can be divided into two parts with the critical fission density Fdx. Beyond Fdx, the effective irradiation swelling is accelerated. One can also see that the effective irradiation swelling increases with the rise of β. For the cases with β ranged in 0.01–10, the differences of effective irradiation swelling at the fission density of 8.3 × 1027 fission/m3 are small, not more than 2.5%. For the case of β = 100, the effective irradiation swelling is 13%, with a relative increase of 18% compared to that of the case with β = 0.01.
[image: Figure 12]FIGURE 12 | Evolution results of effective irradiation swelling of RVE with different values of β
The effective irradiation swelling of dispersion fuels is driven by the irradiation swelling of fuel particles and is approximately equal to the product of the initial particle volume fraction and the sum of fission solid swelling and fission gas swelling, as shown in Figure 13. The evolutions of fission solid swelling and fission gas swelling of Element 1 in the part of the fuel particle are shown in Figure 14. The fission solid swelling in Figure 14A linearly increases with the fission density independent of β, as expressed in Eq. 2. The results of fission gas swelling in Figure 14B rise with the increase in β. The fission gas swelling at the fission density of 8.3 × 1027 fission/m3 for β = 0.01 is 3.44%, becoming 10.2% for β = 100, and they are both less than the fission solid swelling of 33%. So, the discrepancies of effective irradiation swelling for U-10Mo/Zr dispersion fuels are mainly dependent on the difference of fission gas swelling for various values of β. The obtained fission gas swelling predictions here are less than the measured results for U-10Mo/Al dispersion fuels in Ref. (Kim et al., 2013). It is mainly due to the occurrence of the IL between the U-10Mo fuel particles and the Al matrix, which weakens the restraint effect of the matrix and can be interpreted as the high creep rate of the IL (Jeong et al., 2020). Moreover, according to our previous studies, the fission gas swelling increases with the decrease in hydrostatic pressure in fuel particles (Cui et al., 2015; Jian et al., 2019a; Zhang J. et al., 2021). The particles selected to measure the fission gas swellings (Kim et al., 2013) are near the middle region of U-10Mo/Al dispersion fuel plates, and the hydrostatic pressures of these particles are close to the coolant pressure of ∼2.5 MPa, which are much lower than the experienced hydrostatic pressure of the particles in U-10Mo/Zr dispersion fuels, as presented in Fission Gas Swelling of Fuel Particles and the Influencing Mechanisms.
[image: Figure 13]FIGURE 13 | Comparison of effective irradiation swelling of RVE with the irradiation swelling of fuel particles for the cases with different values of β.
[image: Figure 14]FIGURE 14 | Evolution results of (A) fission-solid swelling and (B) fission-gas swelling of Element 1.
Fission Gas Swelling of Fuel Particles and the Influencing Mechanisms
It can be known from The Irradiation Swelling Model for U-10Mo Fuels that the fission gas swelling behavior of nuclear fuels is influenced by the external hydrostatic pressure. Figure 15 displays the evolution results of hydrostatic pressure of Element 1 for the cases with different values of β. It can be found that the hydrostatic pressure of the fuel particle increases quickly in the preliminary stage of irradiation and tend to be stable at higher burnup levels. As β increases from 0.01 to 100, the maximum hydrostatic pressure decreases from 299 to 24 MPa, with a relative reduction of ∼92%. Creep deformation of the matrix could relax the mechanical interactions between the fuel particles and the matrix (Zhang J. et al., 2021). A larger value of β will result in enlarged matrix creep deformations, as shown in Figure 6, and the stress relaxation effect will be enhanced to result in lower hydrostatic pressure in the fuel particle, as shown in Figure 15.
[image: Figure 15]FIGURE 15 | Evolution results of hydrostatic pressure of Element 1 for the cases with different values of β.
According to Eq. 4, the average radius of inter-granular bubbles is correlated with hydrostatic pressure and the average number of fission gas atoms in each inter-granular bubble. Figure 16 depicts the average radius predictions of the inter-granular bubbles of Element 1 for the cases with different values of β. One can observe that the average radius of inter-granular bubbles increases with the fission density overall, due to the increase in fission gas atoms. As β increases, the average radius of inter-granular bubbles increases because of the lowered hydrostatical pressure. The predicted radius of inter-granular bubbles is in the same magnitude order with experimental results of U-7Mo fuels (Salvato et al., 2018), so that the external hydrostatical pressure effects could be well reflected.
[image: Figure 16]FIGURE 16 | Evolution results of the average radius of inter-granular bubbles of Element 1 for the cases with different values of β.
According to Eq. 3, the fission gas swelling also depends on the number of inter-granular bubbles or the bubble density [image: image]. The cases with different values of β have the same results of the bubble density. One can find from Figure 17 that the number of inter-granular bubbles does not show significant changes before recrystallization. After recrystallization, the number of inter-granular bubbles increases sharply, due to the increased grain-boundary area per unit volume (Rest, 2005). As the fission density increases further, the inter-granular bubbles begin to coalesce (Meyer et al., 2002) and the predicted number of inter-granular bubbles decreases. The predictions of bubble density match the evolution traits of the experimental results (Salvato et al., 2018). The different fission gas swelling results in Figure 14B for the varied cases of β can be known to stem mainly from the discrepancy of inter-granular bubble size influenced by hydrostatic pressure.
[image: Figure 17]FIGURE 17 | Evolution results of bubble density of Element 1 for all the considered cases.
Fitted Mathematic Model for the Effective Irradiation Swelling
The effective irradiation swelling is defined as the relative volume variation to the initial volume of the RVE, calculated using Eq. 11. Considering the temperature of RVE as 373 K and the subjected homogenization pressure as 2.5 MPa, a mathematic model for the effective irradiation swelling of U-10Mo/Zr dispersion fuels is fitted as follows:
[image: image]
where [image: image] is the effective irradiation swelling; β is the creep amplification factor in the range of 0.01–100; [image: image] is fission density in 1027 fission/m3; The critical fission density of 3.54 × 1027 fission/m3 is dependent on fission rate [image: image], calculated as [image: image].
The comparison of finite element simulation results and the fitted model results is shown in Figure 18, for the cases with different values of β. The relative error is less than 0.8% at the fission density of 8.3 × 1027 fission/m3. So the fitted model is acceptable and could be used to obtain the effective irradiation swelling for U-10Mo/Zr dispersion fuels with the values of β ranged in 0.01–100, under the irradiation condition mentioned in Finite Element Model.
[image: Figure 18]FIGURE 18 | Verification of the fitted model for the effective irradiation swelling of U-10Mo/Zr dispersion fuels.
It should be mentioned that the homogenization pressures of dispersion fuel foil in the plate-type fuel elements are distributed heterogeneously and vary with the burnup levels and also depend on the matrix creep and the particle volume fractions. As a result, it will be possible for the homogenization pressures to differ greatly from the coolant pressure. Further research should be carried out to obtain a comprehensive mathematic model for usage in the numerical simulations of the irradiation-induced thermal-mechanical behaviors in dispersion fuel elements or assemblies.
CONCLUSION
In this study, a meso-mechanical model is established for the homogenized irradiation swelling of U-10Mo/Zr dispersion fuels. An equivalent sphere is chosen as the RVE, with an initial particle volume fraction of 30% and a temperature of 373 K. A newly developed fission gas swelling mechanistic model for U-10Mo is involved and validated with the experimental results in literatures. To investigate the effect of Zr matrix creep properties on effective irradiation swelling of U-10Mo/Zr dispersion fuels, different creep amplification factors are imposed on a typical creep model. Based on the developed method, the results of effective irradiation swelling for U-10Mo/Zr dispersion fuels are obtained and analyzed. The main conclusions are as follows:
1) The Zr matrix has the effects of restraining and compensating for the irradiation swelling of fuel particles. The effective irradiation swelling of U-10Mo/Zr dispersion fuels increases with the increase of the creep amplification factor of the Zr matrix due to the stress relaxation effect of matrix creep deformations. When the creep amplification factor increases from 0.01 to 100, the effective irradiation swelling at the fission density of 8.3 × 1027 fission/m3 increases from 11 to 13%, with a relative increase of 18%.
2) Although the effective irradiation swelling increases with the increase of the creep amplification factor, the stresses in the matrix of U-10Mo/Zr dispersion fuels decrease to result in a reduction of the risk of radial crack initiation and propagation. So, the creep properties of the Zr matrix need to be optimized according to design requirements and service conditions.
3) When the creep amplification factor increases from 0.01 to 100, the maximum hydrostatic pressure of the fuel particle decreases from 299 to 24 MPa, with a reduction of 92%. The different fission gas swelling results for the varied cases of the creep amplification factor stems mainly from the discrepancy of inter-granular bubble size influenced by hydrostatic pressure.
4) Based on the results of finite element simulation, a mathematic model for the effective irradiation swelling of U-10Mo/Zr dispersion fuels is fitted and verified. The fitted model is acceptable under the adopted irradiation condition and the selected parameter ranges.
In reality, the initial particle volume fraction and the temperature could be different under different irradiation environments or in different positions. The mechanical interaction between particles and between fuel meat and cladding could also lead to the external equilibrium hydrostatic pressure. So, wide future research studies should be performed.
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APPENDIX A.LIST OF THE INVOLVED ACRONYMS AND SYMBOLS
RVE representative volume element
RERTR Reduced Enrichment for Research and Test Reactors
IL interaction layer
FE finite element
[image: image] fission density
[image: image] the defined grain-boundary bubble concentration of un-recrystallization region
[image: image] the defined grain-boundary bubble concentration of fine grain region
[image: image] the modified factor for the gas bubble number
[image: image] the fitting parameter to make the Van der Waals equation equivalent to the hard-sphere equation of state
[image: image] the Van der Waals gas constant of Xe
[image: image] the external hydrostatic pressure
k the Boltzmann constant
[image: image] the average number of fission gas atoms in each inter-granular bubble
[image: image] the creep amplification factor
[image: image] creep strain rate of Zr matrix
[image: image] thermal creep strain rate
[image: image] irradiation creep strain rate
Q the activation energy
[image: image] the fast neutron flux
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In this article, we present a coupled multi-physics Monte Carlo reactor transient analysis framework implemented in the KAIST Monte Carlo iMC code. In the multi-physics framework, the time-dependent neutron transport calculation and the transient heat transfer analysis are done based on the predictor–corrector quasi-static Monte Carlo method and the three-dimensional finite element method, respectively. Using this high-fidelity analysis framework, we demonstrated the negative temperature feedback effect in two pressurized water reactor (PWR) transient scenarios. First, a 3-D burnable absorber-loaded fuel assembly was considered with all reflective boundary conditions. In this simple problem, a positive reactivity-induced transient was analyzed to characterize the reactor responses in view of the pin-wise power and temperature distribution. Second, the iMC multi-physics analysis is applied to a control rod withdrawal transient in the TMI-1 mini core problem, and detailed time-dependent results were provided and compared with the Serpent/SUBCHANFLOW analysis. In both cases, independent MC runs were performed to quantify the uncertainty of the multi-physics MC transient analysis.
Keywords: transient Monte Carlo, multi-physics coupled analysis, centrally shielded burnable absorber (CSBA), iMC code, predictor–corrector quasi-static method
1 INTRODUCTION
It is a non-disputable fact that the nuclear reactor is a complex multi-physics system with neutronics, thermal hydraulics, thermo-mechanics, and chemistry interdependency. It is also well-known that a stand-alone physics simulation cannot predict the accurate and reliable dynamic behavior of a given nuclear system, yet many works had been focused on specific physics simulation mostly due to the lack of computational power.
Nowadays, a great portion of researchers in the high-fidelity reactor physics community is focusing on the establishment of a coupled multi-physics analysis framework for transient situations. The time-dependent coupled multi-physics simulations are largely based on neutronics codes with the diffusion or deterministic transport method coupled with reactor hydraulics codes (Fiorina et al., 2015; Cherezov et al., 2020; Park et al., 2020; Wang et al., 2021). In most cases, reactivity feedback effects have been deterministically applied directly to the reactivity, while the feedback constants were independently evaluated from Monte Carlo branch calculations. It is reasonable that the early multi-physics approaches are based on the deterministic neutronics methods as the time-dependent neutronics analysis itself is considered computationally exhaustive.
Despite its computation cost, the explicit Monte Carlo neutron transport method is generally accepted as the most accurate and reliable tool that takes into account various reactor feedbacks that possibly affect the dynamic behavior of a nuclear system in the most explicit way. For pursuing the high-fidelity simulation of transient nuclear systems, a few attempts have been made successfully by Serpent 2 and Tripoli-4 in combination with the SUBCHANFLOW thermal-hydraulics (TH) code (Ferraro et al., 2019; Ferraro et al., 2020a; Ferraro et al., 2020b; Ferraro et al., 2020c; Ferraro et al., 2020d). To our best knowledge, they are so far the only published research outcomes regarding the time-dependent Monte Carlo transport analysis coupled with TH features.
Unlike the Serpent/SUBCHANFLOW framework, the iMC code utilizes intra-pin power distribution for the temperature analysis to provide an enhanced fuel integrity study for a complex fuel element such as the centrally shielded burnable absorber (CSBA) (Nguyen et al., 2019). From a previous study (Kim and Kim, 2020), we found the use of detailed power distribution critical for accurate temperature analysis. We also suggested using the intra-pellet power shape from a separate pin-cell transport calculation in which the effect of neighboring guide thimble can hardly affect the temperature distribution (Kim, 2022).
In this article, we present the iMC simulation results on pressurized water reactor (PWR) problems using the multi-physics coupled scheme. In Section 2, the basic framework of the coupled numerical analysis is introduced. The formulation of the predictor–corrector quasi-static Monte Carlo (PCQS-MC) for the transient neutron transport method, the three-dimensional (3-D) finite element transient heat transfer analysis, and a simplified coolant model for the current analysis are explained. The numerical results are presented in Section 3, showing that the negative temperature effect of fuel and coolant on reactivity successfully moves the given reactor system to a steady state in a reactivity insertion transient.
2 FRAMEWORK OF TRANSIENT MULTI-PHYSICS REACTOR ANALYSIS IN IMC
2.1 Predictor–Corrector Quasi-Static Monte Carlo Method
In this section, we discuss the key features for establishing the PCQS-MC method. Guo et al. (2021) implemented the PCQS-MC framework in the RMC based on random samplings of delayed sources within a given time bin and kinetic parameter polynomial fitting method. Meanwhile, Jo and Cho (Jo et al., 2016) used analytic linear interpolation of delayed fission source and exponential transformation method. The iMC adopted the latter approach as we found it mathematically concrete and straightforward to implement.
2.1.1 Transient Fixed Source Iteration for Prediction Step
The time-dependent neutron transport equation includes the time derivative of flux term which is often disregarded in steady-state analyses by defining the multiplication factor. The complete governing equation in the space and time domain requires the following transport equation and precursor concentration equation:
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Here, [image: image] is the neutron flux, [image: image] is the energy-dependent neutron speed, [image: image] is the initial neutron multiplication factor, [image: image] is the aggregate delayed neutron fraction, [image: image] is the precursor concentration of delayed group d, [image: image] is the decay constant, [image: image] is the number of precursor group, and[image: image] and [image: image] are the prompt and delayed neutron fission energy spectrum, respectively. The operators are defined as follows:
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where [image: image], [image: image], and [image: image] are the macroscopic total, scattering, and fission cross section, respectively. Applying the implicit Euler scheme in the time domain gives the discretized form of transport equation:
[image: image]
Rearranging the equation and sorting in terms of time-step flux leads to the following transport equation.
[image: image]
Here, the modified transport operator for PCQS formulation is defined as follows:
[image: image]
Meanwhile, the delayed neutron source distribution at [image: image] can be determined by integrating Eq. 2 in the given time interval.
[image: image]
The integration term in Eq. 10 can be converted into an approximated form by linearly interpolating the fission source density in the time bin.
[image: image]
Applying Eq. 11 to Eq. 10 provides the following form of the delayed neutron source distribution:
[image: image]
where weight factors are defined as follows:
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Substituting Eq. 12 to Eq. 7 results in the following modified transport equation with three delayed neutron source terms:
[image: image]
The left-hand side of Eq. 16 represents the transport operation of the given particle, while the right-hand side terms are the sources. Eq. 16 can be rewritten to be more understandable in terms of the standard Monte Carlo source iteration framework.
[image: image]
where [image: image] denotes the iteration step. The last two source terms with a superscript [image: image] are iteratively updated at every PCQS source iteration step. The first three source terms are sampled from the previous time step, often from the last iteration step.
2.1.2 Exponential Transformation
Due to the presence of delayed neutron precursors, the reactor period during transient becomes long, which makes the nuclear reactor controllable. However, this caused the simulation to cover an accordingly long period, leading to a choice between accuracy and computation time depending on the number of time steps. If one chooses a large time step size to reduce the computation time, the truncation error becomes an issue with conventional discretization schemes.
The exponential transformation method applied to the reactor kinetics equation has been shown to greatly reduce truncation error caused by time discretization (Reed and Hansen, 1969; Reed and Hansen, 1970). With a properly chosen frequency in the time domain, the number of time bins for a given physical time simulation can be reasonably small since the allowable time step size is increased. Here, the change of variable is introduced for neutron flux in a time interval [image: image] as follows:
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Then, the time derivative of the flux becomes
[image: image]
where [image: image] is the exponential transformation frequency.
By substituting Eq. 19 to Eq. 1 and applying the implicit Euler method in the time domain, the following discretized form of the transient fixed source transport equation at time step [image: image] is obtained.
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where
[image: image]
Frequency [image: image] can be estimated by assuming that the frequencies do not change a lot over the time interval [image: image]. Then the approximation can be expressed as
[image: image]
or
[image: image]
2.1.3 Point Kinetics Model for Correction Step
The basic motivation of the correction step is to provide a better amplitude value calculated from a smaller time step value. The point kinetic equation can be derived by factorizing the neutron angular flux into the amplitude function [image: image] and the shape function [image: image]:
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Here, the shape function is normalized based on the initial angular flux distribution as follows:
[image: image]
We obtain the above equation by assuming [image: image], where [image: image] is an arbitrary weighting function.
Substituting Eq. 24 to Eqs 1, 2, and performing weighted integration over space, angle, and time results in the following point kinetic (PK) equations for the amplitude function and the weighted integrals of precursor density functions:
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where [image: image] is the reactivity, [image: image] is the delayed neutron fraction, [image: image] is the neutron generation time, [image: image] is the delayed neutron precursor decay constant, and [image: image] is the precursor concentration. The PK parameters are defined as
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where W is an arbitrary weighting function, and a constant weighting function is used in the current iMC.
The above PK parameters are tallied and averaged through PCQS source iterations. After the source iterations are completed, the PKE is solved based on the tallied PK parameters and PCQS micro time step [image: image]. Here, [image: image] is linearly interpolated between time [image: image] and [image: image]. For the discretization of the differential equation, the implicit Euler method is preferred for numerical stability.
The shape function at time step [image: image] is calculated based on the predicted flux distribution as follows:
[image: image]
where normalization factor [image: image] is defined from the normalization condition of Eq. 25.
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Finally, the corrected flux distribution for the next source iteration is determined by using the amplitude function [image: image] in the following way:
[image: image]
2.2 Finite Element Fuel Temperature Analysis
Based on the cell-wise power density tallied from the MC transport simulation, the FEM heat transfer calculation is performed for the fuel element temperature evaluation. The 3-D time-dependent heat conduction equation is obtained as follows:
[image: image]
where T is the position-dependent temperature, Q is the heat source, [image: image] is the conductivity, and [image: image] is the heat capacity.
For the finite element analysis, a linear interpolation function is applied for each tetrahedron with an interpolation function (N) defined for four nodes:
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where V is the tetrahedron volume and [image: image] are coordinates of node i. From the interpolation function, the temperature gradient in the element is obtained in terms of nodal temperatures as
[image: image]
Using the Galerkin method, Eq. 36 is rewritten in the following form:
[image: image]
Applying Eq. 39 to Eq. 40 gives a system of linear equations defined for every nodal temperature.
[image: image]
where [image: image] denotes the time step index and
[image: image]
For the case of defining one million tetrahedrons, approximately 200,000 nodal temperatures are defined. To solve such a large matrix equation, the iMC uses the Intel math kernel library dgesv routine to achieve the least burden.
2.3 Coolant Model
Before coupling with an all-inclusive subchannel program, an internal coolant model is considered for a preliminary evaluation. The active-core region coolant is lumped into a point model, considering inlet, outlet, and average temperature only. The coolant temperature and the corresponding density is the major driving factor of coolant reactivity feedback, and this is governed by the average coolant temperature in this simulation model. The lumped coolant model is illustrated in Figure 1, where the control volume envelopes the entire coolant region.
[image: Figure 1]FIGURE 1 | A simplified lumped coolant model.
In a steady-state condition, the energy balance equation is as follows:
[image: image]
and the outlet coolant temperature is simply obtained as
[image: image]
where [image: image] is the coolant mass flow rate, [image: image] is the specific heat capacity of the coolant, [image: image] is the coolant enthalpy, [image: image] is the cladding wall temperature, [image: image] is the coolant bulk temperature, and [image: image] is the thermal power of the fuel element. The average coolant temperature is defined as an average of the inlet and outlet coolant temperatures:
[image: image]
For a time-dependent problem, the energy balance equation for the given control volume includes an additional time derivative term:
[image: image]
Assuming a constant mass flow rate and the total mass is also constant as [image: image], the time derivative of the control volume’s enthalpy is
[image: image]
where [image: image].
Applying Eq. 46 to Eq. 45, the time-dependent heat balance equation becomes
[image: image]
To numerically solve the equation, we may apply the implicit Euler scheme:
[image: image]
The coolant temperature at the current time step is then expressed as follows:
[image: image]
2.4 Coupled Analysis Framework
The data exchange between the neutronics and the thermal-hydraulics part in the iMC code does not require an additional file exchange protocol since each calculation module is implemented in a single platform. The neutron transport simulation generates a user-specified thermal power distribution which is to be used in the heat transfer calculation. The thermal-hydraulics module performs the heat transfer analysis to provide the temperature evolution through the time step for the next time step neutron transport simulation.
Before the onset of the transient simulation, the system is needed to be in a steady state. The reactor system is first assumed to have a nominal constant temperature, and a steady-state neutron transport simulation calculates the local power distribution and global reactivity based on the arbitrary system condition. Using the neutronics output, a subsequent steady-state thermal-hydraulics simulation determines the corresponding temperature of all materials of interest. The temperature is then used in the next neutron transport simulation. Through this steady-state coupled iteration, material temperatures on a pin-by-pin basis are determined with the steady-state reactor power distribution.
Once the steady condition of the given reactor system is found, the transient simulation is commenced. Just like in the previous steady-state condition search iteration, the neutronics and the thermal-hydraulics coupled analysis is performed in every time bin, except the simulation schemes are based on the time-dependent formulation. The overall calculation flow of the coupled analysis is described in Figure 2.
[image: Figure 2]FIGURE 2 | Flowchart of coupled analysis framework.
3 NUMERICAL RESULTS
3.1 CSBA-Loaded Fuel Assembly
For a preliminary study on the multi-physics feedback transient analysis, a CSBA-loaded fuel assembly is designed. In this model, a 17-by-17 PWR fuel assembly is composed of CSBA-loaded fuel pellets in place of the conventional plain UO2 fuel. Also, four control rods are initially inserted into the fuel assembly as a means to impose a reactivity transient. A discretized single CSBA pellet model and the CSBA-loaded assembly are illustrated in Figure 3. The mesh was generated from Gmsh (Geuzaine and Remacle, 2009) software for the finite element heat transfer analysis. Detailed information about the CSBA model is presented in the study by Kim and Kim (2021b).
[image: Figure 3]FIGURE 3 | CSBA 3-D model (A) and CSBA-loaded fuel assembly with four control rods inserted (B).
To simplify the problem, a single layer of CSBA-inserted fuel is considered and the assembly is considered to be subjected to all reflective boundary conditions in four radial sides, top, and bottom. In the iMC, a user can provide reactivity transient scenarios in two different ways: changing material cross section by mixing or replacing with predefined materials or deforming the geometry by tuning surface parameters. In either case, the time-dependent parameter values are given in a user-defined function of time. To simulate the control rod withdrawal transient in this problem, we linearly mixed the coolant with the control rod material instead of geometric movement. The time-dependent mixing ratio is given in terms of volume fraction, and the corresponding new density is calculated in the iMC.
Before the transient simulation, a series of feedback iterations is performed to find an initial steady-state reactor system with the initial thermal power of 36 W/gU. The initial intra-pin temperature distribution and coolant average temperature are set as a constant value for the first steady-state transport simulation. With the obtained power distribution, the detailed temperature is updated. The iteration quickly converged to a steady-state after 2–3 iterations. The obtained pin-power distribution and pin average fuel temperature distribution are shown in Figure 4. The CSBA model used in this simulation is described in Table 1, and material properties used in the analysis are identical to those in the study by Kim and Kim (2020).
[image: Figure 4]FIGURE 4 | Initial steady-state pin-power distribution (A) and fuel temperature distribution (B).
TABLE 1 | CSBA fuel pellet analysis condition.
[image: Table 1]Starting from the initial material temperature and coolant density, the PCQS-assisted Monte Carlo transient calculation is done. The control rod material is linearly mixed with water from 0.5 to 1.5 s up to 20% of water volume fraction; 25 independent batch runs were performed to evaluate the uncertainty of the simulation. The reactor thermal power profile over the transient is shown in Figure 5. Without adequate temperature feedback from fuel, burnable absorber, and coolant, the reactor power increases exponentially with the given positive reactivity as the dashed line in Figure 5. However, the negative feedback effects of fuel and moderator temperatures suppressed the power excursion right after the end of additional reactivity insertion; the reactor power started to converge toward another stable state.
[image: Figure 5]FIGURE 5 | Time-dependent reactor power without feedback (dashed line) and with feedback (solid line) under a given portion of water mixed with control rods (blue line).
Figure 6 presents the fuel and moderator average temperature evolution with respect to the given thermal power transient. The fuel temperature response is rather prompt, although there is a slight lag to reach a stable state. This lag is largely due to the thermal inertia of the fuel and the heat dissipation delay from the fuel to the coolant. The coolant temperature response was clearly slower than that of the fuel since it is the last material of the heat transfer process. These temperature responses are also shown in local power and temperature in Figures 7, 8. The peak pin-power occurred at 1.5 s and decreased afterward, while the pin-wise fuel temperature monotonically increases to reach a plateau.
[image: Figure 6]FIGURE 6 | Time-dependent fuel average temperature (A) and coolant average temperature (B).
[image: Figure 7]FIGURE 7 | Time-dependent pin-power distribution from 0.5 to 3 s.
[image: Figure 8]FIGURE 8 | Time-dependent fuel temperature distribution from 0.5 to 3 s.
Table 2 shows the computation burden for major functions in a fraction of total computation time. The particle transport occupies most of the resources in the multi-physics simulation. The source list setting and combing takes less than 1% of the total burden, and the PK equation solving time is negligible. The FEM heat transfer calculation for each fuel pin is rather significant, implying a possibility of acceleration and algorithmic improvement for the matrix operation for larger problems.
TABLE 2 | Computation burden for major functions.
[image: Table 2]3.2 PWR Mini-Core Problem
This numerical study is for the verification of the iMC multi-physics coupled transient analysis framework. The only currently available Monte Carlo coupled analysis result is provided by the Serpent/SUBCHANFLOW framework. The TMI-1 mini-core problem provided in Ref (Ivanov et al., 2013) is considered for the iMC analysis, and the results are compared against the Serpent/SUBCHANFLOW analysis result presented in Refs. (Ferraro et al., 2019) and (Ferraro et al., 2020a). The TMI-1 mini-core problem consists of 15-by-15 PWR fuel assemblies in a 3-by-3 configuration as shown in Figure 9. In the center fuel assembly, 16 Ag-In-Cd control rods are initially fully inserted.
[image: Figure 9]FIGURE 9 | TMI-1 mini-core fuel assembly (A), x–y cut (B), and x–z cut (C) (not to scale).
The coolant contains soluble boron to make the system critical. The critical boron concentration (CBC) depends on the thermal-hydraulic model since the temperature and grid structure of the coolant channel are directly related to the borated coolant density. In the study by Ferraro et al. (2019), Serpent 2 and Tripoli-4 used a point-wise coolant model and neglected time delay in heat transfer from the fuel to the coolant, and the iMC obtained a similar value as in Table 3. When the coolant model is based on the detailed subchannel analysis code, the CBC value is lowered by about 200 ppm from the simple model due to the aforementioned reason.
TABLE 3 | Critical boron concentrations from different conditions and codes.
[image: Table 3]The simplified TH model in Ref. (Ferraro et al., 2019) assumes no thermal inertia of the fuel element, exhibiting no time delay of heat deposition inside the fuel by neglecting the time derivative term of the transient heat transfer equation. Since the iMC considers time-dependent heat transfer inside the fuel element without any approximation (but point model for the coolant), comparing the iMC analysis result with the simplified fuel heat transfer model is not adequate. Instead, we proposed to compare with the Serpent/SUBCHANFLOW coupled analysis model while the amount of static reactivity insertion is set to be identical. The static reactivity inserted in the Serpent/SUBCHANFLOW analysis is 354 pcm, with control rods withdrawn by 30 cm. We evaluated the equivalent control rod withdrawal length in the iMC that provides a similar static reactivity (Table 4). The critical boron concentration of the iMC model is determined on a trial basis iteration.
TABLE 4 | Control rod assembly withdrawal speed for Serpent 2 and iMC.
[image: Table 4]The reactor transient starts from 0.2 s by pulling out the 16 control rods from the active core with a constant speed pre-calculated in Table 4 for 1 s. The reactor is axially divided into 10 meshes for the fuel temperature modeling to follow the fuel temperature evaluation model in the SUBCHANFLOW analysis. In this calculation, the iMC used a volume-averaged temperature of each material in a single TH mesh as in the Serpent analysis. The simulation used 0.1 M histories per cycle, 200 PCQS inactive/active cycles, and 15 independent batch runs were performed for the evaluation of the uncertainties. The comparison of the calculated thermal power transient from the two codes and required computation time are presented in Figure 10 and Table 5, respectively.
[image: Figure 10]FIGURE 10 | Comparison of Serpent/SUBCHANFLOW and iMC multi-physics using TMI-1 mini-core problem.
TABLE 5 | Calculation time and condition for the TMI-1 mini-core problem.
[image: Table 5]As shown in Figure 10, without the negative temperature feedback of the reactor system, the thermal power exhibited an exponential excursion with the positive reactivity insertion. The iMC and Serpent simulation agreed well with each other except for the power evolution in response to the initial control rod withdrawal. This is because the control rod differential worth is slightly different in the two cases, albeit identical total reactivity insertion. Since the differential control rod reactivity worth becomes more significant as it approaches the active core center, the power growth is steeper in the iMC model as the withdrawal length is longer. The total reactivity insertion was similar in both cases (not exactly the same due to temperature difference), so the peak thermal power is evaluated to be very similar in the two codes. Figure 11 illustrates the local power transient of the mini-core problem. After 0.2 s of stable null transient, the control rod assembly is withdrawn from the bottom of the core for 1 s at a constant speed and stopped afterward. The axial power peak shifts toward the bottom of the core, and the local power transient behavior well agrees with the point reactor power result. Meanwhile, the time-dependent fuel pin temperature shown in Figure 12 monotonically increases during the period of the entire transient similar to the CSBA-loaded fuel assembly study. Also, the temperature peak skews toward the bottom of the core as the upward withdrawal of the control rod bank induces more bottom-skewed axial power profile.
[image: Figure 11]FIGURE 11 | Transient pin-power distribution of the mini-core problem.
[image: Figure 12]FIGURE 12 | Transient fuel pin temperature distribution of the mini-core problem.
The computation time required for the simulation is relatively large compared to the steady-state simulation even for the Serpent. The Serpent Monte Carlo transport simulation is based on the dynamic Monte Carlo method, so the computation time is less affected by the time step size. Although the two analyses were performed in different calculation conditions, the iMC transport simulation time is still much longer than that of the Serpent using a longer macro time step size. However, this performance gap can be reduced by adopting the coarse-mesh acceleration methods to reduce inactive cycles and the ray-tracing improvement of the iMC transport function itself. Future effort on algorithmic enhancement is needed for such a demanding process along with a sufficient amount of computation resources for practical use of the Monte Carlo transient analysis.
4 CONCLUSION
In this work, we presented a multi-physics framework implemented in the iMC. The PCQS-MC-based transient neutron transport simulation and the finite element heat transfer are solved in a coupled framework to account for the temperature feedback effects in the time domain. The multi-physics framework is tested for a CSBA-loaded PWR fuel assembly when external reactivity is inserted via control rod removal from the system. The feedback correction of material cross-sections with adjusted temperature and density suppressed the additional reactivity and led the system to a stable state. The temperature responses of the system showed a slight lag from the initial perturbation due to the heat transfer delay, resulting in the power overshoot before the stabilization. The iMC multi-physics framework was also compared with the Serpent/SUBCHANFLOW coupled analysis framework on the TMI-1 mini-core problem for verification. The calculated time-dependent power evolutions from the two codes matched well, except for a minor discrepancy in the initial reactivity insertion period due to the different differential worth of the control rod.
The iMC analysis framework is especially useful for the 3-D complex fuel element as it can utilize the Gmsh-generated unstructured mesh grid for spatial discretization. For a more realistic reactor system simulation, the iMC multi-physics framework will adopt a subchannel analysis program in the near future. As we have demonstrated, such detailed analysis is essential for the accurate safety analysis of various fuel designs. We expect the applicability of the iMC multi-physics feature can be far extended for advanced PWR fuel elements that are continuously being developed and even for the molten salt reactor analysis.
DATA AVAILABILITY STATEMENT
The raw data supporting the conclusion of this article will be made available by the authors, without undue reservation.
AUTHOR CONTRIBUTIONS
HK developed the program and carried out the result under the supervision of YK.
FUNDING
This work was supported by the National Research Foundation of Korea Grant funded by the Korean government (NRF-2016R1A5A1013919) and BK21 FOUR (Fostering Outstanding Universities for Research) Project NO. 4120200313637.
PUBLISHER’S NOTE
All claims expressed in this article are solely those of the authors and do not necessarily represent those of their affiliated organizations, or those of the publisher, the editors, and the reviewers. Any product that may be evaluated in this article, or claim that may be made by its manufacturer, is not guaranteed or endorsed by the publisher.
REFERENCES
 Cherezov, A., Park, J., Kim, H., Choe, J., and Lee, D. (2020). A Multi-Physics Adaptive Time Step Coupling Algorithm for Light-Water Reactor Core Transient and Accident Simulation. Energies 13 (23), 6374. doi:10.3390/en13236374
 Faucher, M., Mancusi, D., and Zoia, A. (2021). Multi-physics Transient Simulations with TRIPOLI-4. EPJ Web of Conferences 247, 7019. doi:10.1051/epjconf/202124707019
 Ferraro, D., Faucher, M., Mancusi, D., and Zoia, A. (2019). “Serpent and TRIPOLI-4® Transient Calculations Comparisons for Several Reactivity Insertion Scenarios in a 3D PWR Minicore Benchmark,” in International Conference on Mathematics and Computational Methods applied to Nuclear Science and Engineering,  (Portland, Oregon, USA, August 25–29, 2019), 1734–1743. 
 Ferraro, D., García, M., Valtavirta, V., Imke, U., Tuominen, R., Leppänen, J., et al. (2020). Serpent/SUBCHANFLOW Pin-By-Pin Coupled Transient Calculations for a PWR Minicore. Ann. Nucl. Energ. 137, 107090. doi:10.1016/j.anucene.2019.107090
 Ferraro, D., García, M., Valtavirta, V., Imke, U., Tuominen, R., Leppänen, J., et al. (2020). Serpent/SUBCHANFLOW Pin-By-Pin Coupled Transient Calculations for the SPERT-IIIE Hot Full Power Tests. Ann. Nucl. Energ. 142, 107387. doi:10.1016/j.anucene.2020.107387
 Ferraro, D., Valtavirta, V., García, M., Imke, U., Tuominen, R., Leppänen, J., et al. (2020). OECD/NRC PWR MOX/UO2 Core Transient Benchmark Pin-By-Pin Solutions Using Serpent/SUBCHANFLOW. Ann. Nucl. Energ. 147, 107745. doi:10.1016/j.anucene.2020.107745
 Ferraro, M., Valtavirta, V., Tuominen, R., Imke, U., Leppänen, J., and Sanchez-Espinoza, V. (2020). Serpent2-SUBCHANFLOW Pin-By-Pin Modelling Capabilities for VVER Geometries. Ann. Nucl. Energ. 135, 106955. doi:10.1016/j.anucene.2019.106955
 Fiorina, C., Clifford, I., Aufiero, M., and Mikityuk, K. (2015). GeN-Foam: a Novel OpenFOAM Based Multi-Physics Solver for 2D/3D Transient Analysis of Nuclear Reactors. Nucl. Eng. Des. 294, 24–37. doi:10.1016/j.nucengdes.2015.05.035
 Geuzaine, C., and Remacle, J.-F. (2009). Gmsh: A 3-D Finite Element Mesh Generator with Built-In Pre- and post-processing Facilities. Int. J. Numer. Meth. Engng. 79 (11), 1309–1331. doi:10.1002/nme.2579
 Guo, X., Shang, X., Song, J., Shi, G., Huang, S., and Wang, K. (2021). Kinetic Methods in Monte Carlo Code RMC and its Implementation to C5G7-TD Benchmark. Ann. Nucl. Energ. 151, 107864. doi:10.1016/j.anucene.2020.107864
 Ivanov, K., Avramova, M., Kamerow, S., Kodeli, I., Sartori, E., Ivanov, E., et al. (2013). Benchmarks for Uncertainty Analysis in Modelling (UAM) for the Design, Operation and Safety Analysis of LWRs-Volume I: Specification and Support Data for Neutronics Cases (Phase I). Organisation for Economic Co-Operation and Development. 
 Jo, Y., Cho, B., and Cho, N. Z. (2016). Nuclear Reactor Transient Analysis by Continuous-Energy Monte Carlo Calculation Based on Predictor-Corrector Quasi-Static Method. Nucl. Sci. Eng. 183 (2), 229–246. doi:10.13182/nse15-100
 Kim, H. T. (2022). Study of Steady-State and Time-Dependent Monte Carlo Neutron Transport Coupled Multi-Physics Reactor Analysis in the iMC Code. Doctoral dissertation. Korea Advanced Institute of Science and Technology. 
 Kim, H., and Kim, Y. (2021). Unstructured Mesh-Based Neutronics and Thermomechanics Coupled Steady-State Analysis on Advanced Three-Dimensional Fuel Elements with Monte Carlo Code iMC. Nucl. Sci. Eng. 195 (5), 464–477. doi:10.1080/00295639.2020.1839342
 Kim, H., and Kim, Y. (2020). Unstructured Mesh-Grid Multi-Physics Analysis with Monte Carlo iMC Code for Advanced Fuel Elements. Trans. Am. Nucl. Soc. 122 (1), 738–741. doi:10.13182/t122-32434
 Nguyen, X. H., Kim, C., and Kim, Y. (2019). An Advanced Core Design for a soluble-boron-free Small Modular Reactor ATOM with Centrally-Shielded Burnable Absorber. Nucl. Eng. Techn. 51 (2), 369–376. doi:10.1016/j.net.2018.10.016
 Park, I. K., Lee, J. R., Choi, Y. H., and Kang, D. H. (2020). A Multi-Scale and Multi-Physics Approach to Main Steam Line Break Accidents Using Coupled MASTER/CUPID/MARS Code. Ann. Nucl. Energ. 135, 106972. doi:10.1016/j.anucene.2019.106972
 Reed, W. H., and Hansen, K. F. (1970). Alternating Direction Methods for the Reactor Kinetics Equations. Nucl. Sci. Eng. 41 (3), 431–442. doi:10.13182/nse41-431
 Reed, W. H., and Hansen, K. F. (1969). Finite Difference Techniques for the Solution of the Reactor Kinetics Equations Massachusetts Inst. Of Tech. Cambridge: Dept. of Nuclear Engineering. doi:10.2172/4782171
 Sanchez, V., Imke, U., Ivanov, A., and Gomez, R. (2010). SUBCHANFLOW: A thermal Hydraulic Sub-channel Program to Analyse Fuel Rod Bundles and Reactor Cores. Cancun, Mexico: 17th Pacific Basin Nuclear Conference. 
 Wang, Y., Schunert, S., Ortensi, J., Laboure, V., DeHart, M., Prince, Z., et al. (2021). Rattlesnake: A MOOSE-Based Multiphysics Multischeme Radiation Transport Application. Nucl. Techn. 207 (7), 1047–1072. doi:10.1080/00295450.2020.1843348
Conflict of Interest: The authors declare that the research was conducted in the absence of any commercial or financial relationships that could be construed as a potential conflict of interest.
Copyright © 2022 Kim and Kim. This is an open-access article distributed under the terms of the Creative Commons Attribution License (CC BY). The use, distribution or reproduction in other forums is permitted, provided the original author(s) and the copyright owner(s) are credited and that the original publication in this journal is cited, in accordance with accepted academic practice. No use, distribution or reproduction is permitted which does not comply with these terms.
		ORIGINAL RESEARCH
published: 23 March 2022
doi: 10.3389/fenrg.2022.843212


[image: image2]
Mechanical Feasibility Analysis of the Surface Microstructure to Be Used in the Nuclear Reactor
Shan Huang*, Ti Yue, Pan Yuan, Fawen Zhu, Haoyu Wang, Menglong Liu, Chunlan Huang, Hua Li and Yun Li
Science and Technology on Reactor System Design Technology Laboratory, Nuclear Power Institute of China, Chengdu, China
Edited by:
Haomin Yuan, Argonne National Laboratory (DOE), United States
Reviewed by:
Jinbiao Xiong, Shanghai Jiao Tong University, China
Luteng Zhang, Chongqing University, China
* Correspondence: Shan Huang, 18691635713@163.com
Specialty section: This article was submitted to Nuclear Energy, a section of the journal Frontiers in Energy Research
Received: 25 December 2021
Accepted: 17 February 2022
Published: 23 March 2022
Citation: Huang S, Yue T, Yuan P, Zhu F, Wang H, Liu M, Huang C, Li H and Li Y (2022) Mechanical Feasibility Analysis of the Surface Microstructure to Be Used in the Nuclear Reactor. Front. Energy Res. 10:843212. doi: 10.3389/fenrg.2022.843212

With the continuous improvement of nuclear reactor power, the use of surface microstructures to enhance the heat exchange between the coolant and the solid surface has become the research focus of many researchers. However, the extreme environment inside the core, especially the continuous impact of the high-velocity liquid on the solid surface, poses a severe challenge to the reliable service of the microstructure. To this end, this paper establishes a numerical calculation method for the droplet scouring the solid wall to analyze and evaluate the mechanical feasibility and reliability of the surface microstructure under the impact of high-speed droplets. First of all, the physical process of the liquid droplet scouring the solid surface was described and analyzed, then the mathematical equations which describe the physical process were built by coupling the key physical parameters of the interface such as displacement and stress. Finally, the internal stress distribution and its change trend with and without the microstructure were obtained. The calculation results show that during the process of a droplet hitting the solid surface, due to the superposition of shock waves inside the droplet, there will be a stress field distribution on the solid side that cannot be ignored. The introduction of the surface microstructure will significantly change the stress field distribution on the solid side. The liquid film formed on the surface of the microstructure has a significant buffering effect on the impact of the droplets, which greatly reduces the stress level in the solid. The maximum stress level in the solid with microstructure is only about 50% of that in the solid without the microstructure. Therefore, it can be judged that the surface microstructure can meet the mechanical performance requirements under the condition of droplet scouring.
Keywords: microstructure, liquid-solid impact, numerical simulation, impact stress, feasibility
1 INTRODUCTION
With the development of nuclear energy technology, the power of nuclear reactors has also continued to increase. As a result, the heat flux density on the surface of the fuel element has also risen sharply. How to improve the heat transfer efficiency between the surface of the fuel element and the coolant has become an urgent problem for front-line researchers.
Recent studies have shown that surface engineering technology is a means with great potential to enhance heat transfer and increase the value of CHF (Critical Heat Flux). Zhukov’s study demonstrates that the use of a microstructured surface produced by a 3D laser printer leads to a 3.5-fold increase of the heat transfer coefficient in the regimes of bubble boiling and the critical heat fluxes (CHF) on the capillary-porous coating increase with the increasing height of the liquid layer (Zhukov et al., 2020). Wang investigated the boiling heat transfer properties of a copper surface with different microstructures and the effect of size and heat transfer area on heat transfer performance is studied by experiment and simulation. The studies have shown, the surface with microstructure can effectively promote boiling heat transfer and the heat transfer effect of multi-scale T surface is always the best, 1.31 times of single scale surface, 2.38 times of smooth surface (Wang et al., 2021). Tokunaga used a microstructured surface with a wettability gradient to enhance the condensation heat transfer and they fabricated a bi-public microgroove surface with a wettability gradient which could enhance the heat transfer by three times compared with the straight microgroove (Tokunaga and Tsuruta, 2020). Liu found that a straight fin microstructured surface has a higher heat transfer performance of pulsed spray cooling than a smooth surface, but it decreases the surface temperature uniformity. Then mixed surfactants were used to greatly improve the temperature uniformity of the microstructured surface (Liu et al., 2020). Zhu used the microstructure to enhance the heat transfer performance of nitrogen condensation on the vertical plate and the rivulet at the bottom of the micro fin indicates the curved surface structure could change the uniform distribution of the liquid film of the micro fin to accelerate the condensate drainage (Zhu et al., 2021). Shi’s research team has designed the SCGS (supersonic cold gas spray technique) modified surfaces to enhance the downward-facing boiling and the conical pin microstructure shows significant CHF enhancement. The mechanism of CHF enhancement mainly brought by a synergy of Multi-scale structures was also preliminarily analyzed (Shi et al., 2021). In Sun’s research, novel microstructured surfaces were fabricated with spatially-controlled mixed wettability to improve the pool boiling performance and the Synergistic enhancement mechanism was also explored by optimally utilizing the combined effects of mixed wettability and microstructures (Sun et al., 2022). Lei studied the heat transfer performance of block-divided surfaces in the pool boiling heat transfer and all block-divided surfaces show better heat transfer performance than a smooth surface. In his work, MP-3 has the smallest microstructure area but the highest CHF and a modified model to predict the CHFs was proposed (Lei et al., 2020). Park modified outer boiling and inner condensation surfaces of a two-phase heat exchanger tube with electroplated porous microstructures and dip-coated hydrophobic thin film and a significant increase in heat transfer performance of the heat exchanger tube were achieved (Park et al., 2019).
At the same time, the development of advanced manufacturing processes such as 3D printing has made it possible to successfully manufacture some complex surface microstructures. In Kang’s research, microstructures on boiling surfaces were fabricated by 3D microprinting and the boiling heat transfer on surfaces with 3D-printing microstructures was studied (Kang and Wang, 2018). The experimental results showed that the microstructure which generates more nucleation sites can have higher heat flux during the saturated nucleate boiling which is the heat transfer situation in nuclear power plants.
All of these advancements are pushing surface engineering from research to engineering. However, the fuel elements of nuclear reactors have a long-term operation under strong radiation and high temperature and high-pressure water environment, and at the same time, they are subject to water chemical corrosion and fluid erosion. For this reason, the microstructure provided on the surface of the cladding must also have a sufficiently high structural strength to adapt to such a harsh environment. Damage to the surface microstructure will not only cause a reduction in heat exchange efficiency but is also closely related to the safety of nuclear reactors. For this reason, it is necessary to provide support for the selection and demonstration of surface microstructures from the perspective of structural mechanics.
However, at present, apart from experimental methods, there are no particularly effective methods to quickly analyze the mechanical feasibility of microstructures. To better analyze and verify the feasibility of surface microstructures in nuclear reactors, especially the mechanical stability under high-velocity scouring environments. This paper analyzes the physical process of the surface microstructure being washed by high-speed fluid and establishes a mathematical model on this basis. Then, the velocity transmission is used to couple the governing equations of the liquid with the governing equations of the solid, and the entire calculation area is solved by the discrete iterative method to obtain the stress distribution inside the surface microstructure. By comparing and analyzing the internal stress distribution law of different microstructure sizes during high-speed fluid scouring, it provides suggestions and ideas for improving the mechanical stability of the surface microstructure.
2 PHYSICAL PROCESS DESCRIPTION
Obtaining the real-time stress distribution inside the microstructure under the condition of high-speed fluid scouring is the key to this article. To calculate and analyze this process, we need to sort out the physical process of the impact of high-speed fluid on the surface microstructure. To facilitate the subsequent calculation and analysis, we need to define a specific microstructure form. Our research team has designed and processed a variety of surface microstructures. We will select a typical one as the object of subsequent analysis, that is the jagged microstructure, as shown in Figure 1.
[image: Figure 1]FIGURE 1 | The jagged microstructure in surface wettability experiment.
After analysis, it is found that the process of fluid scouring the surface microstructure at high speed is a process in which countless liquid droplets hit the microstructure at a high speed. Although the droplet hits the microstructure in many directions, it can be known by Newton’s second law: when the direction of the droplet’s motion is perpendicular to the plane where the microstructure is located, the microstructure will receive the greatest impact, and the stress level of the microstructure will be the largest at this time. This is also the working condition that we should consider.
After clarifying the specific form of the microstructure, a simplified physical process model can be obtained, as shown in Figure 2. The circle in the figure represents the liquid drop, the green part represents the solid part, and the continuous triangle represents the jagged microstructure. The angle between the droplet and the solid is called the contact angle, and this angle is also constant as the impact process progresses. When a droplet hits a solid page at a relatively fast speed, a shock wave will be generated inside the droplet due to the deformation and compression of the droplet. The shock wave is generated on the liquid-solid contact surface and starts to propagate inside the droplet. The place where the shock wavefront passes is called the high-density zone (disturbed area). The shock wave generated by the liquid-solid impact process will cause a pressure distribution within the droplet that varies with space and time. According to the principle of force and reaction force, the pressure change of the droplet will cause the corresponding stress wave to propagate inside the solid, so the inside of the solid will also produce a corresponding stress distribution that changes with space and time.
[image: Figure 2]FIGURE 2 | The schematic of the liquid-solid impact process.
Compared with the smooth surface of the solid, the microstructure may change the stress distribution on the solid side. If there is a large stress distribution inside or near the microstructure, it may cause the microstructure to fall off and break. In our study, the maximum stress in the solid is our focus and it has been proved that the internal pressure of the droplet will have a maximum value before the lateral jet forms in the liquid drop (Heymann, 1969; Field, 1999), so we only pay attention to the process before the broke of the liquid droplet. So, the shape and volume change of the droplet can be negligible during this period. Therefore, the focus of our research is to get the stress distribution in the microstructure before the droplet breaks and compare the changes in the stress field on the solid side with and without the microstructure.
3 GOVERNING EQUATION
This phenomenon of droplets hitting and scouring solid surfaces at high speed not only in the nuclear reactor but also exists in other industries, like the turbine in the coal power plant and the propeller of the ship, and the base solid may be broken by the continuous water drops with relatively high velocity (Lee, 2002). A significant transient stresses distribution can be produced by the high-speed, micron-sized water droplets where the liquid impacts the solid. And in Denis’s research, these impaction jets can travel at up to 40 times the velocity of the impact (Bartolo et al., 2006). Because of the small volume and high flow velocity of liquid droplets, the stress distribution in the solid can’t be measured easily by the experiment. Therefore, it is necessary to establish a numerical model to obtain the stress.
At first, the classical model of the impact between a liquid flow and solid was built by Cook, and the numerical model was set to be solved under one dimensional (Cook, 1928). Then, a hydrodynamic analysis review of the cylinder under impact was presented by Cointe (Cointe and Armand, 1987). Many researchers’ assumptions and results, such as Wagner (Wagner, 1932), were discussed and analyzed. Then, in 1992 and 1994, Korobkin investigated the impact process of the blunt-body between two completely different liquid surfaces, and the pressure and the velocity inside the liquid computed region were obtained (Korobkin, 1992; Korobkin, 1994).
With the quick development of high-speed photography, there were more experimental researches on the impact process between liquid and solid. But, most of them are focused on the pressure distribution on the liquid side. In 2003, Kim set up an experimental system, and the process of a droplet with high-velocity impacts on a solid surface was imaged (Kim et al., 2003). However, there is little research focus on the calculation of stress distribution in the solid. In 2008, Li and Zhou built a numerical model which considers the compressibility of liquid (Li et al., 2008), and the stress in the solid was finally obtained in the liquid-solid impact process (Zhou et al., 2008). In 2016, Semenov and Wu also got the hydrodynamic force caused by the impact when they investigated the impact process of a free surface flow and a permeable solid (Semenov and Wu, 2016). From 2010, Xiong has been focused on the numerical analysis of liquid-solid impingement by the method of moving particle semi-implicit. And their impact pressure in the liquid obtained by the numerically calculation has a very good agreement with the Heymann correlation and lateral jet which would cause a big shear stress has also been proved (Xiong et al., 2010). Their research team also carried an investigation on the mitigation effect of the water film in the liquid droplet impingement onto a wet rigid wall, and the results of which will provide obvious support for our calculation results analysis (Xiong et al., 2011). And Xiong also proposed a new correlation for the pressure load caused by the sodium impingement, which was in good consistent with the simulation results (Xiong et al., 2012). But all the research above has not taken the effect of microstructure into consideration.
In this paper, we use the 2-D wave equations developed from Li’s work (Li et al., 2008) to describe the liquid-solid impact process and the governing equations which couple the liquid and solid can be got as follows:
[image: image]
In our research, the physical process was treated as an asymmetrical process because of the symmetry of the spherical droplet. And the coupling between the liquid and solid was done by the connection of the solid particle displacement and the liquid particle velocity on the interface. Through the equations and settings above, the solid particles displacement can be obtained, and then we can get the stress and strain by the equations below:
[image: image]
Then, the 4th strength theory was used to convert all these different components of stress in the solid side into equivalent stress:
[image: image]
[image: image]
and define the dimensionless equivalent stress:
[image: image]
The denominator in the formula represents the magnitude of the water hammer force (Lee, 2002), which mainly considers the density and velocity of the droplets. Unless otherwise specified, the stress mentioned later is dimensionless equivalent stress。
In this paper, the finite difference method (Le Bot et al., 2015; Peng and Cao, 2016) is used to solve the liquid-solid interaction problems. And we use the 2th-order accuracy backward difference scheme for the discretization of the time-derivative term:
[image: image]
And for the space-derivative terms, [image: image] and [image: image], the 4th-order accuracy central difference scheme was used for the discretization:
[image: image]
[image: image]
At last, TDMA which stands for the tridiagonal matrix algorithm was used to solve the discretized equations, and the Guass-Sidel iteration method was also employed. The key part of this calculation process is to set the pressure of the liquid particle on the boundary as the boundary condition of the solid side calculation to get the velocity. Like the discretize way above, the Lame equation can also be discretized. And, the flow diagram of the liquid-solid impact calculation can be expressed as in Figure 3.
[image: Figure 3]FIGURE 3 | The flow diagram of the liquid-solid impact calculation.
4 CALCULATION RESULTS ANALYSIS
4.1 Without Microstructure
According to the previous control equations and solution settings, we have carried out the relevant calculations. To compare the stress of the microstructure more intuitively, we first calculated the process of the droplet impacting the smooth wall (when there is no microstructure).
Table 1 gives the physical properties of solids and water. In the calculation, the initial diameter of the water drop was set to be 1 mm and the impact velocity was set to 50 m/s.
TABLE 1 | the physical properties involved in the calculation.
[image: Table 1]Figure 4 shows stress calculation results in the solid when time is ranging from 10 to 60 ns before the broke of the liquid droplet. And white lines were used to stand for the structure shapes, the horizontal line stands for the surface of the impacted solid while the arc line stands for the shape of the liquid droplet.
[image: Figure 4]FIGURE 4 | The transient stress distribution in the solid. (A) t = 10 ns, (B) t = 20 ns, (C) t = 30 ns, (D) t = 40 ns, (E) t = 50 ns, (F) t = 60 ns.
The impact of the water droplet causes a coronal disturbed zone in the liquid and the shock front inside the droplet forms. The density and modulus of the disturbed liquid are higher than the normal liquid, and thanks to that the propagation speed of the sound wave in the disturbed zone is much higher than that in the undisturbed zone. The difference in the propagation speed would result in wave superposition. While the propagation speed of the wave in the solid side would be influenced less, so the stress distribution in the solid side mainly takes over a spherical zone.
We also analyzed the energy conversion in the liquid-solid impact process, including the relationship among the total energy, the energy in the liquid and the energy in the solid. The computation results are shown in see Figure 5. And we can see that the total energy remains constant and it does not change with the time, and this phenomenon is well explained by the law of energy conservation. For the total kinetic energy in the liquid side, it has a small decrease at the end which indicates some liquid kinetic energy transforms into other energy. In our research, the impact velocity is relatively high and the total deformation of the liquid droplet is very small, about 0.3%. So, the decrease of liquid kinetic energy is on the same order which is good agreement with this number.
[image: Figure 5]FIGURE 5 | The energy conversion process of the impact process.
The lost kinetic energy of liquid has turned into other energy forms, including the elastic potential energy of liquid, the kinetic energy of solid and the elastic potential energy of solid. And because of the difference of the elastic modulus between the liquid and solid, the liquid gets a more obvious deformation than the solid, the elastic potential energy of liquid is much higher than the elastic potential energy of solid. Although the energy has transferred from the liquid to the solid, the elastic potential energy of liquid is still much higher than the elastic potential energy of solid. And the kinetic energy of solid is also restricted to a low level due to the restriction of the solid particles’ displacement. As we can conclude, the lost kinetic energy of liquid has most turns into the elastic potential energy of liquid, only a small part of them results in the energy stored in the solid.
4.2 With Microstructure
Then, we calculated the situation with microstructures. The transient stress distribution in the solid with equilateral triangle microstructure, which has a 25 μm apex height, was shown in Figure 6. Comparing the calculation results before and after the introduction of the microstructure, it is obvious that the existence of the microstructure can change the stress distribution inside the solid greatly: the stress level of the base solid has dropped significantly, and the original stress concentration point in the base solid is no longer exist; the stress level of the microstructure on the surface is roughly the same as that of the base solid, but there seems to be a certain degree of stress concentration in the liquid film on the outside of the microstructure.
[image: Figure 6]FIGURE 6 | The transient stress distribution in the solid (t = 50 ns).
Figure 7 shows an enlarged view of the stress distribution in the solid. The existence of the microstructure makes a liquid film form which exists on the interactive surface, and the liquid film not only fills the gaps of the microstructures but there may also be a certain thickness of the liquid film layer in the space above the microstructure. This liquid film has a buffering effect on the impact process, so the stress level inside the base solid and the microstructure are not high.
[image: Figure 7]FIGURE 7 | The transient stress distribution in the solid.
The liquid stored in the microstructure is the main reason for buffering. At the same time, the liquid between the microstructure gaps also bears the greatest stress distribution. Although there will be a large pressure concentration in this part of the liquid, the stress level of the pressure concentrated feedback to the solid or microstructure is not high.
4.3 Quantitative Analysis
The tendency of the maximum equivalent stress was shown in Figure 8. The maximum equivalent stress in solid with or without the microstructure. When there is no microstructure, the maximum internal stress in the base solid increases with the impact progressing, and the overall trend is that the oscillation increases linearly. The maximum stress change trend with the microstructure is shown by the blue line in the figure. It can be seen that the stress level inside the base material is extremely low at the beginning of the impact. Due to the influence of stress concentration inside the liquid film in the later stage, the maximum stress inside the microstructure also rises. Although the maximum stress inside the microstructure increased significantly in the later period, and the rate of increase was also faster. But in general, the maximum stress level inside the solid after the introduction of microstructures is only 50% of that without microstructures.
[image: Figure 8]FIGURE 8 | The tendency of the maximum equivalent stress.
5 CONCLUSION
In this paper, the mechanical feasibility of applying the surface microstructure to improve the heat transfer efficiency in nuclear reactor is evaluated by establishing a numerical model of the liquid-solid impact process. First, the physical process of the liquid droplet scouring the solid surface was described, then the liquid-solid impact mathematical governing equation coupling the two phases was obtained by passing the pressure of liquid and displacement of solid on the interface. Through this calculation, the stress distribution in the solid and microstructure was analyzed and compared. The main results and conclusions obtained are as follows:
(1) When the droplet impacts continuously on the solid surface, due to the superposition of the shock waves inside the liquid, the kinetic energy lost by the droplets is finally converted into the elastic potential energy of the liquid, the kinetic energy of the solid and elastic potential energy of the solid, so a stress field distribution which cannot be ignored exists inside the solid.
(2) The surface microstructure can significantly change the distribution of the stress field inside the solid. The hydrophobic effect of the microstructure makes some liquid of the droplet form a liquid film in and above the microstructure. The buffering effect of the liquid film can greatly reduce the stress level in the solid. Although a certain degree of stress concentration in the liquid film causes the increase of the stress inside the microstructure, the maximum stress level inside the microstructure is only about 50% of that in the base solid without the microstructure.
The results in this paper show that the surface microstructure can not only meet the mechanical performance requirements under the condition of droplet impacting but also reduce the stress level inside the entire solid. Once again, the microstructure was proved to be with great potential in the heat transfer enhancement considering the perspective of mechanical feasibility.
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Simulations of radiation heat transfer in fuel rod bundles are necessary for the thermal hydraulic design and safety analysis of open lattice gas-cooled reactors, which always operate at high temperatures. To save the computational costs, existing radiation models in system codes such as RELAP5 commonly assume each fuel rod to own the uniform radiosity over the rod surface. Previous research studies have indicated that the uniform radiosity assumption could overestimate the heat transfer flux and under-predict the maximum fuel rod temperature, and the anisotropic correction was tried by dealing with non-uniform reflected radiation. To better model the non-uniform radiosity effect, the Gehart’s method based on the non-uniform absorbed radiation is introduced in this study. By dividing the surface of each rod into six segments, the one-sixth rod view factors are derived in specific rod and near wall sections to generate the segment-to-segment absorption factors. By summarizing those segment-to-segment absorption factors, the rod-to-rod and rod-to-wall absorption factors are modified and implemented into RELAP5 to improve the radiation heat transfer model. The two-dimension radiation heat transfer problem in the nuclear fuel rod bundle is simulated in FLUENT as the benchmark and in RELAP5 for comparison. Fuel rod bundles in hexagonal arrays were investigated with various surface emissivity and pitch-to-diameter ratios (p/d). The simulations indicated that the method of rod segment division and absorption factor modification could reflect the non-uniform radiosity, and the results were related to the values of p/d and surface emissivity. The modified radiation heat transfer model in RELAP5 validated that the deviations of the maximum temperature were reduced from around 20% to 1%,3%,8% for p/d = 1.1, 1.2, and 1.3, respectively. Rod bundles with larger p/d required more radiative rods in the analyses of absorption factor modifications. The present radiation heat transfer model should be studied and tested in three-dimension cases to further prove that it is appropriate for the nuclear rod bundles.
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1 INTRODUCTION
Human beings have always maintained a strong curiosity about deep space exploration. For deep space exploration, an efficient and reliable space power is critically important. Among all realizable technologies, the space nuclear reactor power shows a superior performance compared to chemical energy battery, solar battery, and radioisotope nuclear power due to its long-term maintenance at a high power level in complex space environment. As the power level requirement of space facilities increases rapidly, the gas-cooled reactor combined with the closed Brayton cycle provides the most promising energy conversion pathway for megawatt applications (Stanculescu, 2005; Zika and Wollman, 2006; Tournier et al., 2006; El-Genk and Tounier, 2008). Both the United States and Russia have developed megawatt-class, gas-cooled space reactor concepts. In 2003, NASA started the Prometheus project (Zika and Wollman, 2006) which adopts a helium xenon mixture cooled reactor with a thermal power rating of 1 MW. The fuel is mainly UO2 or UN. The design outlet temperature of the reactor is about 1150K. Several core configurations have been investigated, including the open lattice, pin in block, and monoblock, as shown in Figure 1. The Prometheus Project Reactor Module Final Report (Zika and Wollman, 2006) points out that the open lattice design provides the lowest mass, which is a huge advantage for space missions. Russia announced its new space nuclear project with thermal power up to 3.5 MW (Dragunov, 2015). It is also cooled by helium xenon mixture and adopts traditional UO2 as the fuel. The designed reactor outlet temperature was 1500K. However, other details are not available. Recently, the open lattice core design has attracted considerable interest as it can greatly reduce the system mass (Meng et al., 2019; Qin et al., 2020).
[image: Figure 1]FIGURE 1 | Core arrangement options [Ashcroft, J., and C. Eshelman. 2006]. (A) Open lattice, (B) Pin in block, (C) Monoblack.
In the open lattice core, the coolant channel is the gap between hundreds of fuel rods. Normally, the outlet temperature of the coolant in these gas-cooled reactors should be raised to 1,100–1,500 K to ensure an acceptable thermal-to-electricity conversion efficiency and the temperature on the surface of the fuel rods could be extremely high (Ashcroft and Eshelman, 2006; Dragunova, 2021). Hence, thermal radiation in fuel rod bundles plays a vital role in the heat transfer processes inside the core. In addition, under certain postulated accident scenarios such as loss of coolant, the only way of heat rejection is the radiation heat transfer from the fuel rod bundles to the pressure vessel and, finally, to the space. Therefore, the study of radiation heat transfer between rod bundles is of the determinate essence for the thermal design and safety analysis of the open-lattice reactor.
To investigate the radiation heat transfer between rod bundles, the Computational Fluid Dynamics (CFD) methods can provide detailed and accurate simulation results, but for the open-lattice core, it is extremely time-consuming and inefficient because of the complex geometry. Traditionally, the system codes including ICARE, MELCOR, and RELAP5 are adopted for the transient and accident analysis of the nuclear system. These codes are all based on a network of 1-D or 0-D volumes and some assumptions and approximations have to be employed to ensure an acceptable computational speed. Therefore, when using the system code to study the radiative heat exchange in an open-lattice core, it is very important to establish a reasonable radiation heat transfer model for rod bundles to balance the accuracy and cost.
Existing radiation models implemented in codes such as ICARE, MELCOR, and RELAP5 are based on the net radiation method. The net radiation method assumes each radiation surface has a uniform radiosity, viz., a uniform radiation leaving the surface, and the radiosity exchange is accounted for by a “view factor,” which is related to the size, separation distance, and orientation of involved surfaces. When using the net radiation method to model the radiation heat transfer of rod bundles in the reactor, a fuel rod surface is usually treated as a single unit with uniform circumferential radiosity (sum up of self-emitted radiation and reflected part of the incident radiation). However, the uniform radiosity assumption is usually not realized for the rod surface in reactor core. When there is a temperature gradient around a fuel rod, as shown in Figure 2, the temperature of rod No. 1 is higher than that of rod No. 3, and then the incident radiation on the left part of rod No. 2 from rod No. 1 is greater than the right part from rod No. 3. Consequently, the reflected radiation of rod No. 2 would be non-uniform since most of the incident radiation returns along the original direction as seen in Figure 2A. Meanwhile, if the uniform radiosity assumption is adopted, the projected radiation from rod No. 1 to rod No. 2 will be reflected isotopically around the circumference; thus, part of it will reach to rod No. 3, as shown in Figure 2B. The uniform model virtually enhances the radiation heat transfer between rod No. 1 and rod No. 3, because of a “penetration” through rod No. 2 to rod No. 3, thus leading to an overestimated effect between different surfaces of the system (Naitoh et al.,1977; Watson, 1963; Cox, 1977).
[image: Figure 2]FIGURE 2 | Radiosity amoung rod bundles. (A) Non-uniform radiosity. (B) Uniform radiosity.
To compensate the overestimation of the radiation heat transfer rate between rod bundles, anisotropic correction was proposed by Andersen and Tien (1979) to account for the non-uniform reflected radiation. Subsequently, the correction was further improved by Tien et al. (1979) and was implemented in the safety analysis code SCDAP. However, little has been done to investigate the effect of anisotropic correction (Sohal, 1986). Clearly, multiple units performed in the circumferential direction of each fuel rod would reduce the non-uniform radiosity error. Naitoh et al. (1977) suggested for the square rod bundle that it is necessary to divide at least 4 units. Rector (1987) developed the software RANGEN for calculating the view factors between rod bundles in which a rod on a square pitch is divided into 4 parts, and a rod on a triangular pitch is divided into 6 parts. More subdivision of each rod surface would improve the prediction. However, this will greatly increase the computational cost for large arrays of rods.
The uniform radiosity assumption substantially arises from the use of view factors in the net radiation method. Meanwhile, another method for analyzing radiation heat transfer between surfaces, Gebhart’s method (Gebhart, 1959, 1971), which is based on the absorption factors, does not require a uniform radiosity assumption, but needs an accurate absorption factors matrix. Compared with the view factor, which is purely geometrical, the absorption factors are a combination of geometry and surface emissivities. Hence, absorption factors totally characterize radiation heat transfer. The absorption factors can be obtained by matrix transformation from the view factors. It can also be gained through the ray tracing method or Monte Carlo method.
Klepper (1963) first used the ray tracing method to obtain the radiation absorption factors between rod bundles arranged in squares and equilateral triangles. His research results were adopted by Cox (1977), who abandoned his rod-to-rod view factors and improved the agreement between the predicted temperature results with the profiles that were experimentally measured. However, Klepper did not discuss the absorption factors around the wall region. Manteufel (1991) used the Monte Carlo method to calculate the view factors on the basis of more finely divided surface areas for each rod and then applied the matrix-inversion technology to calculate the rod-to-rod and rod-to-wall absorption factors and produced much more accurate results. Meanwhile, the Monte Carlo calculation step in Manteufel, D’s procedure increased the computational cost.
Based on the previous research studies, it can be seen that the assumption of uniform radiosity around the circumference of the fuel rod is not met in practice, and it is recommended that the radiation heat transfer equations be solved using Gebhart’s method with the accurate absorption factors. However, to get the absorption factors, the ray tracing method or Monte Carlo method is time consuming. Thus, in this study, the absorption factors derived from the one-sixth rod for compact fuel rod bundles is introduced, and Gebhart’s method is implemented in RELAP5 to improve the radiation heat transfer model for rod bundles. The article is organized as follows. Theory of radiation exchange between the surfaces is introduced in Section 2. The construction of absorption matrices developed in this study is provided in Section 3. The radiation heat transfer simulations in enclosed hexagonal rod arrays are shown in Section 4. The conclusion and future work are given in Section 5.
2 THEORY OF RADIATION EXCHANGE BETWEEN THE SURFACES
In this section, both the net radiation method and Gebhart’s method will be introduced.
2.1 The Net Radiation Method
Almost all the engineering radiation heat transfer calculations are based on the net radiation or radiosity method.
For the surface i, the radiosity Ri refers to the total radiant energy leaving a unit surface in a unit time:
[image: image]
The radiosity Ri not only includes the surface self-radiation [image: image] of the surface but also includes the part of the incident radiation that is reflected by the surface.
The energy incident on surface i for an enclosure containing n surfaces is as follows:
[image: image]
where Ai is the area of surface i, incident radiation Ji refers to the total radiant energy input to a unit surface in a unit time, and Fj,i is the view factor, which represents the proportion of radiant energy leaving from surface j to arrive at surface i. With the interchangeability of view factor [image: image], the Eqn. 2 can be expressed as follows:
[image: image]
Therefore,
[image: image]
Elimination of Ji from Eqn. 1 by using Eqn. 4 gives the following:
[image: image]
The net radiant heat flux of surface i can be expressed as follows:
[image: image]
Combining Eqs 5, 6, the following equation is obtained:
[image: image]
Eqn. 5 are the general equations for determining radiation exchange in a gray, diffuse enclosure of n surfaces by using the net radiation method. After solving the effective radiation R of each surface, the net radiant heat flux of each surface can be obtained according to Eqn. 7.
2.2 Gebhart’s Method
For analyzing the radiation heat transfer between surfaces, Gebhart introduced the concept of absorption factor Gi,j, which represents the fraction of the energy finally absorbed by the surface j from the emission of surface i, including reflections by other surfaces.
For surface i in an enclosure containing n surfaces, the radiation heat transfer equation can be expressed as follows:
[image: image]
where [image: image], [image: image], and [image: image] represent the emissivity, area, and temperature of surface i. Qi is the net energy loss from surface i. The first term on the right-hand side of Eqn. 8 is the energy emitted by surface i, and the second term is the sum of the energy absorbed by surface i from all other surfaces.
Similar to the view factor, the absorption factor has reciprocity and conservation properties. For two surfaces i and j, the energy rate radiated from i to j is [image: image] and the energy rate radiated from j to i is [image: image]. If [image: image], there will be no radiation heat transfer between i and j, which means [image: image]. Therefore, we have the following:
[image: image]
For a closed system, all radiation emitted from any surface must fall on surfaces of the system.
Thus
[image: image]
Because of [image: image], Eqn. 8 can be expressed as follows:
[image: image]
The net radiant heat flux of surface i can be expressed as follows:
[image: image]
It can be seen from Eqn. 12 that the key issue of Gebhart’s method to solve the radiation heat transfer is to obtain the absorption factors.
The concept of absorption factor and view factor are similar, but their meanings are different.
The view factor Fi,j represents the proportion of the radiant energy leaving the surface i directly reaching the surface j, regardless of the reflection through other surfaces.
The absorption factor Gi,j represents the portion of the radiant energy emitted from the surface i that is finally absorbed by the surface j, including multiple reflections through other surfaces.
The theoretical derivation of the view factor is introduced in many literatures or textbooks, but the theoretical derivation of the absorption factor is rarely introduced.
For a closed system containing n surfaces, the absorption factors can be generated from the view factors as follows:
[image: image]
The derivation of this formula can be explained as follows: the left term of Eqn. 13 is the fraction of the radiation energy absorbed by surface j from surface i. The first term on the right side is the radiation energy that surface i directly projects to surface j and is absorbed by surface j. The other items can be understood as the radiation energy that the surface i directly projects to the surface k and is reflected by surface k and absorbed by surface j.
The net radiation method is computationally expensive when calculating the radiation and view factors for a large number of surfaces. Generally, there are 200∼500 fuel rods in the open-lattice core. When modeling the radiation heat transfer between rod bundles, each rod surface is usually assumed as a single unit with uniform circumferential radiosity to reduce the computational cost. However, an actual non-uniform radiosity usually exists due to a great temperature gradient between the fuel rod bundles, which nullifies the assumption and causes much error during the calculation, as shown in Figure 2A. More subdivisions of the rod surface along the circumferential direction will reduce the error, but this treatment will complicate the construction of view factor matrices and also greatly increase the computational cost.
Instead, Gebhart’s method does not rely on a uniform radiosity assumption, which could better solve the above problem related to the net radiation method. Differently, Gebhart’s method needs an accurate absorption factors matrix. So, in the next section, we focus on getting the appropriate absorption factors without increasing the number of radiation heat transfer equations that need to be solved.
3 DERIVATION OF ABSORPTION FACTORS IN THIS STUDY
In this section, the absorption factors for the interior of the rod bundles and the enclosing wall were derived for hexagonal arrays. To reduce the error caused by the uniform radiosity assumption, the absorption factor in this study is obtained by dividing a single rod into six segments in the circumferential direction, while the radiation heat transfer equation is still based on every individual fuel rod. Hence, the computation time will not increase compared with the net radiation method.
The detailed calculation step for the interior of the rod bundles and the enclosing wall will be described in Section 3.1 and Section 3.2. The construction of absorption matrices for enclosed arrays and the implement of Gebhart’s method in RELAP5 is introduced in Section 3.3.
3.1 Rod-to-Rod Basic Absorption Factor
For a hexagonal array, the relative spatial position of each fuel rod and its surrounding rods can be indicated by No. 1 and No. 2/No. 3/No. 4/No. 5/No. 6 in Figure 3. It is assumed that the radiation heat transfer of rod No. 1 only occurs with itself and the surrounding rods No. 2, No. 3, and No. 4. For compact rod packing (for the space open-lattice reactor, p/d < 1.2), this assumption is reasonable. But for larger p/d (> 1.3), farther-traveling radiation heat transfer needs to be considered, for example, connections with rod No. 5 and rod No. 6 or even more.
[image: Figure 3]FIGURE 3 | Rod number for a hexagonal array.
The absorption factors in a hexagonal array as shown in Figure 3 are defined as follows:
g11 is the fraction of the energy absorbed by rod No. 1 from the emission of rod No. 1.
g12/g13/g14 are the fraction of the energy absorbed by rod No. 2/No. 3/No. 4, respectively, from the emission of rod No. 1.
The absorption matrices for enclosed hexagonal arrays can be constructed from g11/g12/g13/g14. So next, we will introduce the derivation process to get these basic absorption factors.
The basic unit for studying the rod-to-rod absorption factor is illustrated in Figure 4A. In this unit, every individual rod is divided into six segments in the circumferential direction, and the surface 2/6/8/12/14/18 are the imaginary surfaces introduced to form an enclosure.
[image: Figure 4]FIGURE 4 | Basic unit for analyzing (A) the rod-to-rod absorption factors and (B) the rod-to-wall absorption factors.
The computational procedure for rod-to-rod basic absorption factors can be described as follows:
First, calculating the segment-to-segment view factors F (18 × 18) (surfaces 1/2/…/18, the detailed expressions are described in the Supplementary Appendix A, which is only related to p/d).
Next, calculating the segment-to-segment absorption factors SG (18 × 18) by using the matrix relationship Eqn. 13.
Then, calculating the basic absorption factors (g11/g12/g13/g14) by summing the corresponding segment-to-segment absorption factors:
[image: image]
[image: image]
[image: image]
[image: image]
In the above equations for calculating g11-g14, the segment-to-segment absorption factor related to surfaces 2/6/8/12/14/18 is an approximate treatment. For compact arrangement, the areas of surfaces 2/6/8/12/14/18 are relative small comparing with 1/6 rod segments. The unaccounted fraction absorbed by these areas is added to the neighboring rods. For example, the factor 1/2 in Eqs. 14, 15 can be explained using the energy absorbed by surface 8 and surface 12 from the emission of surface 10 being added to the two neighboring rods, Rod1 and Rod2. The factor 2/3 in Eqn. 15 can be explained using the energy absorbed by surface 6 and surface 14 from the emission of surface 10 being added to the three neighboring rods, among which two are Rod2 and the other one is Rod3. By the same token, 1/3 is chosen for surface 2 and surface 18 in Eqs. 15, 16. The reason for 1/6 in Eqs. 15–17 is that there are 6 rods marked as Rod2/Rod3/Rod4 around Rod1 in Figure 3.
The derivation here only goes to g14. Therefore, g14 is derived from g11 + 6*g12 + 6*g13 + 6*g14 = 1 according to the conservation of energy. It should be mentioned that the basic rod-to-rod absorption factor derived from Figure 4A is only applicable for compact rod bundles (p/d < 1.2). As p/d increase, a larger fraction of radiation energy will escape through these imaginary surfaces, but the basic unit shown in Figure 4A will limit the dispersal of radiation energy. For larger p/d (> 1.3), more radiative rods in the basic unit analyses need to be considered.
3.2 Rod-to-Wall Basic Absorption Factor
Figure 4B is the basic unit for analyzing the rod-to-wall absorption factors.
Defining Wg1, Wg2, and Wgcorner are the fraction of the energy absorbed by the wall from the emission of the rod near the wall in the first row, the second row, and the diagonal corners, respectively.
The computational procedure for rod-to-wall basic absorption factors is the same as the steps for rod-to-rod basic absorption factors.
First, calculating the segment-to-segment view factors F (12 × 12) (surfaces 1/2/…/12, the detailed expressions are described in the Supplementary Appendix B).
Next, calculating the segment-to-segment absorption factors SG (12 × 12) by using the matrix relationship Eqn. 13.
Then, calculating the basic absorption factors (Wg1, Wg2, and Wgcorner) by summing the corresponding segment-to-segment absorption factors:
[image: image]
[image: image]
[image: image]
For Rod-w1 in Figure 4B, the fraction of the energy absorbed by the wall should be the average fraction of six surfaces 9/10/11/a/b/c. While the surface a is totally on the opposite side of the wall, its contribution to Wg1 can be ignored. The contribution of surfaces b and c are equal to the part of surfaces 3 and 4. So, Wg1 is expressed as Eqn. 18.
For Rod-w2 in Figure 4B, the fraction of the energy absorbed by the wall should be one-sixth of the fraction of surface 1. But for Rod-w2’, the absorption factor should be 2*Wg2.
For Rod-corner, the total fraction absorbed by the wall should be the average fraction of surfaces 3, 4, and 5.
Similarly, the rod-to-wall absorption factor calculation shown here is only suitable for tight wall distance. The improvement of wall effect will be introduced in subsequent studies.
3.3 Construction of Absorption Matrices
After getting the basic rod–rod and rod–wall absorption factor, we can construct the absorption factor matrices for enclosed hexagonal arrays.
Figure 5 is a schematic diagram of the cross-section of fuel rod bundles in an enclosed hexagonal array. There are 217 fuel rods in total. The rod surfaces can be numbered as 1–25 when the heat generation and boundary temperature are uniform, where rods with the same number are considered as one surface of uniform temperature.
[image: Figure 5]FIGURE 5 | Cross-section of an enclosed hexagonal array and rod numbers.
Gi,j represents the absorption factor matrices for the hexagonal arrays. For compact fuel rod bundles, it is assumed that the radiation heat transfer within three rows is important. Then all the absorption factors Gi,j can be calculated from g11/g12/g13/g14. For example, G3,5 = 2*g12 + 2*g14. For each of the rods labeled as No. 3 as shown in Figure 5, two surfaces labeled as No. 5 have the same relative relationship with No. 3 as that between No. 2 and No. 1. Another two surfaces labeled as No. 5 have the same relative relationship with No. 3 as that between No. 4 and No. 1.
According to the fuel rods arrangement, the absorption factor matrix of the whole array constructed from g11/g12/g13/g14 to construct are presented in Figure 6.
[image: Figure 6]FIGURE 6 | Absorption factor matrix for a hexagonal array: (A) interior and (B) near the wall.
The default model of RELAP5 for solving radiation heat transfer is based on the net heat method with the view factors (Information Systems Laboratories, 2003). We have modified its code and expanded its capability. The absorption factors matrix can be written in the input cards, and Gebhart’s method can be chosen to solve the radiation heat transfer between the surfaces.
4 RADIATION HEAT TRANSFER SIMULATION
In this part, Gebhart’s method is used to simulate the radiation heat transfer between rod bundles using the absorption factor matrix derived from Section 3.
The hexagonal array shown in Figure 5 was considered. In the preliminary research stage, it is simplified as a two-dimensional problem, which means the fuel rod bundles are infinitely long in the axial direction. The modeling details are outlined as follows: the diameter of each fuel rod d is 15.5 mm and the center distance between the fuel rods p = 1.1*d. The fuel rods are given a uniform power of 0.8 MW/m3 and a steady state solution was obtained with an imposed wall temperature of 573.0 K. The thermal conductivity of the material is assumed to be 1.0e6 W/(m·K) to eliminate temperature variations around the circumference of each rod. Each rod surface can be thought as isothermal.
Both the net radiation method (RELAP5) and Gebhart’s method (RELAP5 with Absorption Factor) were chosen for calculation. In addition, a detailed modeling of the radiation heat exchange was also carried out using CFD software FLUENT. For the RELAP5 and FLUENT simulation, the coolant should be included but the coolant in the enclosure neither emits nor absorbs radiant thermal energy. The surface-to-surface (S2S) radiation model based on the net radiation method was chosen in FLUENT, if N is considered as the number of subdivisions of a single rod surface. When using FLUENT to simulate the thermal radiation for hexagonal array shown in Figure 5, the number of mesh elements is 100,872, and the mesh schematic diagram is displayed in Figure 7. Each single rod is subdivided into N = 40 areas along the circumferential direction. Meanwhile, for the simulation of the default RELAP5 (the net radiation method) and the modified RELAP5 (Gebhart’s method with absorption factor), each individual fuel rod is treated as a unit; therefore, 25 + 1 = 26 elements are adopted, in which the additional one is the enclosed wall. The pair view factors of infinite parallel cylinders for the default RELAP5 simulation can be obtained from the work of Cox (1977). It is worth noting that in the default RELAP5 (the net radiation method), N is equal to 1 as the uniform radiosity over the entire circumferential surface of individual rod is assumed. Whereas, in the modified RELAP5 (Gebhart’s method with absorption factor), N is equal to 6 as the absorption factor matrix derived from Section 3 is based on the one-sixth rod.
[image: Figure 7]FIGURE 7 | Schematic diagram of CFD mesh.
Figure 8 shows the surface temperature distribution of rod bundles calculated from RELAP5, the modified RELAP5 (with absorption factor), and FLUENT. It can be found that the temperature gradient between rod bundles calculated by RELAP5 is much lower than that calculated by FLUENT, which demonstrates that the uniform radiosity assumption over the entire rod overestimates the radiation heat transfer effect between rod bundles and thus under-predicts the rod temperature. The max error is up to 23% (∼440K). This is undesirable for the safety analysis of the reactor. With the increase in emissivity, the error will gradually decrease. The source of the error in uniform radiosity assumption is that the reflected radiation on the surface over the entire rod is not uniform. The radiosity due to reflection is proportional to the surface reflectivity [image: image]. Therefore, with the emissivity [image: image] increase, the error caused by the uniform reflection assumption will decrease ([image: image]).
[image: Figure 8]FIGURE 8 | Temperature results for p/d = 1.1: (A) emissivity = 0.3, (B) emissivity = 0.5, (C) emissivity = 0.7, and (D) emissivity = 0.9.
In contrast, the temperature gradient calculated with the modified RELAP5 based on the absorption factors derived in this study is much closer to the CFD results under different emissivity. Which means that the calculation procedure proposed in this study can reduce the non-uniform radiosity error greatly.
Figure 9 presents the comparison of rod-to-rod absorption factors from different N for ε = 0.5 at p/d = 1.1. It can be seen that N = 6 in this study obtains a reasonable accuracy compared with the benchmark, that is, N = 40. In addition, the figure also indicates that a higher proportion of the radiation to be absorbed by the radiating rod itself and neighboring rods for compact rod arrangement. However, the default model (N = 1) overestimated the radiation domain of the radiating rod. In consequence, the predicted temperature is much flatter than the more divided results.
[image: Figure 9]FIGURE 9 | Absorption factors from different N for p/d = 1.1 and emissivity = 0.5.
Figure 10 describes the simulation results when p/d = 1.2. It can be seen that the simulation results based on the absorption factor are still much closer to CFD. Figure 11 shows the simulation results for p/d = 1.3. With the increase of P/d, the simulation results based on the absorption factor gradually deviate from the CFD results.
[image: Figure 10]FIGURE 10 | Temperature results for p/d = 1.2: (A) emissivity = 0.3, (B) emissivity = 0.5, (C) emissivity = 0.7, and (D) emissivity = 0.9.
[image: Figure 11]FIGURE 11 | Temperature results for p/d = 1.3: (A) emissivity = 0.3, (B) emissivity = 0.5, (C) emissivity = 0.7, and (D) emissivity = 0.9.
The relative temperature error of Rod 1 was summarized in Table 1. The uniform radiosity assumption over the entire rod overestimates the radiation heat transfer effect between rod bundles and thus under-predict the rod temperature. The max temperature under-predictions are about 23%, 20% for p/d = 1.1, 1.2, respectively. While using the absorption factor matrix derived in this study, the maximum temperature deviation can be reduced to around 1% for p/d = 1.1 and 3% for p/d = 1.2.
TABLE 1 | Relative temperature error of rod No.1.
[image: Table 1]As p/d increase, the radiation heat will transfer farther; thus, the temperature gradient between rod bundles decreases. As a result, the non-uniform radiosity error will gradually decrease, but still underestimate the temperature around 17% for p/d = 1.3. The absorption factor derived in this study will overestimate the maximum temperature about 8% for p/d = 1.3. The reason has been explained in Section 3. With the increase in p/d, there is actually a wider dispersal of energy, but our derivation only goes to g14. So, the temperature results calculated with the absorption factors for p/d = 1.3 are steeper and higher than that calculated by CFD. Rod bundles with larger p/d required more radiative rods in the deprivation of absorption factors.
5 CONCLUSION
Radiation heat transfer is an important heat transfer mechanism in the open-lattice gas-cooled reactors. The uniform radiosity assumption of each fuel rod will overestimate the heat transfer and thus under-predict the maximum fuel rod temperature, which is not expected in safety analysis. To reduce the non-uniform radiosity error, construction of absorption factor matrices based on 1/6 rod segments have been developed in this study.
Gebhart’s method was implemented in RELAP5 and was used to simulate the radiation heat transfer between rod bundles. It is found that the simulation results based on the absorption factor matrices deprived in this study can reduce the non-uniform radiosity error greatly for compact rod bundle arrangement (p/d < = 1.2). Rod bundles with larger p/d required more radiative rods in the analyses of basic absorption factor modifications. The present radiation heat transfer model should be studied and tested in three-dimension cases to further prove that it is appropriate for the nuclear rod bundles.
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As the unique piece of heat transport equipment in a heat pipe cooled reactor, an accurate simulation of the heat pipe is helpful for understanding the real behavior of the reactor core and the reactor system. Based on the network method, an improved model for the heat pipe which considers the heat conductance in the wall, the vapor flow in the vapor space, and the liquid flow in the wick is proposed. Meanwhile, the gravity term is also added to the flow equation. Compared with the experimental results of a copper-water heat pipe, the validity of this model is verified. Then, a high-temperature sodium heat pipe of 1.0 m length is selected as the study object. Based on the analysis, it can be found that the total temperature difference of the heat pipe is 31.7 K, and the temperature drop caused by the vapor flow is only 2.6 K. As for the flow pressure drop in the heat pipe, the pressure drop is mainly concentrated in the wick region, which is 8,422.47 Pa, and the pressure drop in the vapor space is only 896.68 Pa. In cases of non-uniform heating and cooling, high heat leakage, and inclined operation, results indicate that the greater the non-uniformity of heating or cooling, the greater will be the temperature drop of the heat pipe. With the increase of heat leakage, the operating temperature of the heat pipe decreases significantly, and the total temperature drop increases. The heat pipe can operate at all positive inclination angles, but when the inclination angle exceeds[image: image], the heat pipe will reach the capillary limit, and it may be damaged. All of these results can provide support for the design and simulation of a heat pipe cooled reactor.
Keywords: heat pipe, network method, heat leakage, gravity, inclined operation
1 INTRODUCTION
Benefiting from the compact structure, low weight, and high reliability, a heat pipe cooled reactor can be widely used in aerospace, mobile power stations, deep-water exploration, and other fields. Many preliminary designs of heat pipe cooled reactor systems have been proposed, such as the Kilopower system (Poston et al., 2019), the Heatpipe-Operated Mars Exploration Reactor (HOMER) system (Poston, 2001), the (Heat Pipe-Segmented Thermoelectric Module Converter (HP-STMC) system (El-Genk and Tournier, 2004), the MegaPower reactor system (McClure et al., 2015), the eVinci reactor system (Swartz et al., 2021), and the Aurora reactor (Kadak, 2017). As the unique piece of equipment of fission heat absorption, the stable operation of the heat pipe is critical for the safety of the reactor system. Operating characteristics of the heat pipe can directly affect the power variation and temperature distribution of the reactor core. The accurate simulation of the heat pipe is important for reactor simulation and reactor design.
During the operation, the phenomena of heat conductance, heat convection, evaporation, and condensation exist in the heat pipe. Figure 1 shows the basic composition and the heat transport of the heat pipe. It is composed of a wall, wick, vapor space, and insulating layer. The wick consists of a porous structure and liquefied working medium. As for the porous structure, it can be wrapped screen, sintered metal, groove, open artery, or other types. Along the axial direction, it is divided into an evaporator, adiabatic section, and condenser. When it is heated, the working medium evaporates and generates vapor flows to the condenser with the effective pressure head. Then, the latent heat released by condensation transfers to the secondary by axial heat conduction and heat convection. With the pumping head of capillarity, the liquefied working medium flows back to the evaporator, thus completing the heat transfer circulation. Because of the temperature difference between the heat pipe and the environment, there will be a certain amount of heat lost to the environment through the insulating layer. Moreover, the heat transfer capacity of the heat pipe is always limited by heat transfer limitations such as the capillary limit, sonic limit, boiling limit, and entrainment limit (Busse, 1973), (Faghri, 1995), (Levy and Chou, 1973).
[image: Figure 1]FIGURE 1 | Basic diagram of the heat pipe structure and main heat transfer process.
So far, many theoretical analyses (Tournier and El-Genk, 1994; Tournier and El-Genk, 1996; Rice and Faghri, 2007) and experimental studies (El-Genk and Lianmin, 1993; Kim and Peterson, 1995; Xu and Zhang, 2005) have been carried out. In 1965, Cotter (1965) proposed the theory of the heat pipe for the first time, which laid the foundation for theoretical analyses of heat pipes. Cao and Faghri (1991) and (Cao and Faghri, 1993a) described vapor flow using two-dimensional Navier–Stokes (N–S) equations of compressible vapor and derived mass and energy transfer equations at the vapor–liquid interface. In the early startup period of high-temperature heat pipe operations, Cao and Faghri (1993b) adopted the self-diffusion model of rarefied vapor to describe vapor flow. The Knudsen number was chosen to judge the flow type of the vapor. However, this model still assumed that there was only heat conduction in the wick region. Heat transport caused by the backflow was also ignored. Faghri and Harley (1994) presented a transient lumped formulation for heat pipes. Because of the “isothermal” characteristics of the heat pipe, Faghri et al. treated the heat pipe as a control volume with uniform temperature distribution. Although this method greatly simplified modeling, only the lumped temperature was calculated which was insufficient to understand the operation characteristics of a heat pipe. Zuo and Faghri (1998) simplified the heat transportation of a heat pipe as heat conduction, ignoring the backflow in the wick and the temperature drop in the vapor space. The network model was established. Compared with the lumped model, it took the actual process of heat transportation into consideration and could obtain more information about the operation of the heat pipe. Therefore, it was widely used for the fast calculation of heat pipe performance. However, this model could not calculate the fluid flow and pressure drop during the operation. Ferrandi et al. (2013), inheriting the basic idea of the network model, regarded vapor flow as an adiabatic flow of compressible fluid to preliminarily analyze the vapor flow. However, in this model, the heat transfer between the vapor space and the wick in the adiabatic region and fluid backflow were both ignored, leading to the incapability of calculating the real temperature distribution of the heat pipe.
In recent years, many researchers have used the computational fluid dynamics (CFD) method to simulate the heat transport characteristics of heat pipes. Alizadehdakhel et al. (2010) had investigated the effect of input heat flow and fill ratio on the performance of the thermosiphon. They showed that the CFD method was useful for calculating the complex flow and heat transfer in the thermosiphon. Annamalai and Ramalingam (2011) had analyzed the characteristics of heat pipes using ANSYS CFX. They concluded that for efficient operation of the heat pipe; the condenser surface should be exposed to circulating water with a high convective coefficient, or a higher heat transfer area is required with the addition of fins in the condenser section. Lin et al. (2013) had studied the heat transfer mechanism of a miniature oscillating heat pipe (MOHP) using ANSYS FLUENT. The volume of the fluid (VOF) model and a mixture model were used for comparison. Results showed that the mixture model was more suitable for the two-phase flow simulation in an MOHP. Boothaisong et al. (2015) had established a three-dimensional model to simulate the heat transfer on heat pipes. The governing equation based on the shape of the pipe was numerically simulated using the finite element method. Yue et al. (2018) had executed the CFD simulation on the heat transfer and flow characteristics of micro-channel separate heat pipes under different filling ratios. The CFD method can realize the three-dimensional modeling of heat pipes. Important phenomena of the two-phase flow, evaporation, condensation, and entrainment can also be simulated. However, it consumes a lot of computing resources and calculates slowly. Moreover, for different sizes and types of heat pipes, geometry establishment and mesh generation have to be carried out which means that the flexibility of the model is poor.
For heat pipe cooled reactor systems, situations of non-uniform heating and cooling, heat leakage, and inclined operation may occur. The existing models either cannot consider these factors comprehensively or have shortcomings of a low calculation efficiency. In this study, an improved model based on the network method is proposed. It realizes the fast and flexible calculation of the heat pipe performance, and it can obtain the variation of temperature, flow rate, pressure drop, and other parameters. After verifying the validity of the model by comparing with the experimental results of the copper-water heat pipe, the operating characteristics of high-temperature sodium heat pipes are analyzed in different cases. The effects of a non-uniform heat transfer, heat leakage, and gravity on heat pipe operations are discussed in detail.
2 DESCRIPTION OF THE IMPROVED NETWORK MODEL
First, both the method and main limitations of a network model are described in Section 2.1. In Section 2.2, the improved model is demonstrated, and the conservation equations of each region are established. According to the modification of this model, it can calculate the temperature distribution of the heat pipe and can obtain the flow characteristics and pressure distribution.
2.1 Network Model for Heat Pipes
Zuo and Faghri (1998) had proposed the classical network model for heat pipes in 1996 (Figure 2), which had been widely used in heat pipe cooled reactor simulation (Yuan et al., 2016). For this model, it was considered that the heat absorbed in the evaporator was transported to the condenser through heat conductance, and the temperature drop caused by the vapor flow was ignored. Meanwhile, it ignored the high-speed vapor flow in the vapor space, the fluid backflow in the wick, and the evaporation/condensation at the vapor–liquid interface. Since only six temperature variables need to be calculated, it can obtain the fast calculation of heat pipe performance. But the information on fluid flow and pressure distribution is lost.
[image: Figure 2]FIGURE 2 | Traditional network model for a heat pipe.
2.2 Improved Network Model for Heat Pipe
Figure 3 shows the node division for this improved model. To account for the non-uniform heat transfer and heat leakage, several temperature nodes are set in each region. The actual number of nodes can be flexibly adjusted based on the actual length of each region and the requirement of computational accuracy. Both the axial and the radial heat conductance are included at each node. Particularly, the heat transportation of the liquid backflow in the wick and evaporation or condensation between the wick and the vapor space are contained to realize the simulation of heat pipe operations as real as possible. Meanwhile, the gravity term is added to the flow equations to preliminarily analyze the operating characteristics under different angles of inclination. Particularly, if the fluid flow, evaporation, condensation, and heat leakage were all ignored, this model would degenerate into the network model. It should be mentioned that this model cannot be used for the transient calculation on heat pipe startups because the melting and redistribution of the working medium are not included in this model.
[image: Figure 3]FIGURE 3 | Schematic diagram of the improved heat pipe model.
To simplify the modeling difficulty, there are some assumptions: 
1) Heat conduction is two-dimensional;
2) Vapor flow is a one-dimensional, compressible, and adiabatic flow;
3) Vapor is treated as a compressible ideal gas;
4) Liquid in the wick is incompressible, and the wick volume is constant;
5) Gravity does not cause the redistribution of the working medium;
6) The temperature at the vapor–liquid interface is always the saturated temperature.
Actually, when the working medium is completely melted, there will be an accumulation of the working medium caused by gravity. The redistribution of the working medium may affect the operation of the heat pipe. Further studies will be executed to discuss the effect of gravity.
In this model, there are radial thermal resistance, axial thermal resistance, and convective thermal resistance. They are defined as follows:
[image: image]
[image: image]
[image: image]
2.2.1 Modeling in the Wall Region
Along the axial direction, the wall is divided into three regions. The Neumann boundary condition is set on the boundary surface of the evaporator. There can be different heating powers for each node. The conservation equation can be written as follows:
[image: image]
As for the wall region in the adiabatic section, there is heat conduction between the wall and the insulating layer. Thermal contact resistance between two regions is ignored.
[image: image]
Actually, if it is needed to consider the contact conductance, adding the thermal contact resistance on the radial heat transfer path between two regions is feasible (Figure 4). The thermal contact resistance can be obtained through empirical relations or contact heat transfer models (Song and Yovanovich, 1988) (Kumar and Ramamurthi, 2001).
[image: image]
[image: Figure 4]FIGURE 4 | Contact heat transfer between the wall and insulating layer.
On the condenser wall surface, the Robin boundary condition is adopted as follows:
[image: image]
For the surface temperature of the wall, the continuous heat flow criterion is used for deducing the temperature:
[image: image]
[image: image]
Thus, the surface temperature can be obtained as follows:
[image: image]
[image: image]
2.2.2 Modeling in the Insulating Layer
Similarly, the temperature nodes in this region can be increased or decreased based on the calculation requirement. Conservation equations can be obtained as follows:
[image: image]
2.2.3 Modeling in the Wick Region
2.2.3.1 Temperature Equations
Heat transfer in the wick is shown in Figure 5. It includes evaporation/condensation, radial heat conduction, axial heat conduction, and heat transport of the working medium backflow. Evaporation/condensation between the vapor space and the wick can be expressed, as shown in Figure 6. According to the assumptions (2) and (6), the vapor temperature is considered to be equal to the vapor–liquid interface temperature.
[image: image]
[image: image]
[image: Figure 5]FIGURE 5 | Heat transfer process in the wick.
[image: Figure 6]FIGURE 6 | Evaporation/condensation between the wick and the vapor space.
Heat transfer by evaporation/condensation can be obtained as follows:
[image: image]
[image: image]
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The mass flow rate can also be obtained as follows:
[image: image]
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According to the assumption (4), the backflow rate in the wick core can be obtained as follows: 
[image: image]
Therefore, the energy equation can be summarized as follows:
[image: image]
2.2.3.2 Flow Equations
The wick is regarded as a porous structure. The porous medium model is used for describing the flow of the working medium. In addition, the gravity term is added in the equation as follows:
[image: image]
Definition of the liquid flow rate is
[image: image]
Combining Eq. 23 with Eq. 24 and integrating on length [image: image] we obtain the following equation:
[image: image]
In other words,
[image: image]
The permeability parameter [image: image] can be estimated using the following empirical correlation.
[image: image]
Therefore, the pressure drop caused by the flow in the wick can be solved when the flow rate is known.
2.2.3.3 Physical Parameter Calculation in the Wick
The wick is composed of a porous structure and liquefied working medium. In this model, two different materials are regarded as the equivalent material. The physical parameters such as density, specific heat capacity, and thermal conductivity coefficient can be calculated by the following formula (Bowman, 1991):
[image: image]
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2.2.4 Modeling in the Vapor Space
2.2.4.1 Vapor Density Equations
In the vapor space, there are evaporation, condensation, and vapor flow. Using the law of conservation of mass, the vapor density equation can be obtained as follows:
[image: image]
2.2.4.2 Vapor Pressure Equations
Based on the assumption (2), the relation between pressure and density can be obtained by the following equation:
[image: image]
So 
[image: image]
Taking this correlation into Eq. 31, the vapor pressure equation can be obtained:
[image: image]
2.2.4.3 Vapor Temperature Equations
Similarly, according to the assumptions, the relationship between the pressure and temperature can be obtained:
[image: image]
Combined with Eq. 34, the vapor temperature equation can be written as follows:
[image: image]
2.2.4.4 Vapor Flow Equations
For the vapor flow in the vapor space, it is assumed to be a one-dimensional, unsteady, and compressible laminar flow. In the N–S equation, it contains the time term, gravity axial term, convective transport term, surface friction term, and pressure gradient term. It can be seen as follows (Bowman, 1991):
[image: image]
Integrating this equation on length [image: image], it can be concluded as follows:
[image: image]
Appling Eq. 38 into the calculation of the working medium flow in the vapor space, we obtain the following equation:
[image: image]
2.3 Judgment of the Capillary Limit
At the vapor–liquid interface between the wick and vapor space, the concave vapor–liquid surface can form the pumping head of the capillarity (Figure 7). The pumping head acts as the power of the stable flow. When the heat absorption of the evaporator exceeds a certain limitation, the liquid returned by the pumping head cannot meet the required flow rate of evaporation, and the temperature in the evaporator will rise rapidly as a consequence of drying up in the wick. The heat pipe may be damaged.
[image: Figure 7]FIGURE 7 | Pumping head of the capillarity.
The maximum pumping head of the capillarity provided by the heat pipe is as follows:
[image: image]
To ensure that the heat pipe is always below the capillary limit, the following relation needs to be met:
[image: image]
According to Eqs. 26,34, the pressure drop on each flow path can be calculated. When the angle of inclination is known, Eq. 41 can be adopted to judge whether the heat pipe reaches the capillary limit.
2.4 Numerical Algorithm of the Improved Model
The presented heat pipe model can be expressed as follows:
[image: image]
Unknown variables including the temperature, density, pressure, and flow rate can be calculated as follows:
[image: image]
Methods for solving this type of differential equation can be the Euler algorithm, Runge–Kutta algorithm, linear multistep method, and so on. In this study, the implicit Runge–Kutta algorithm is used. The basic solving process of this algorithm is as follows:
[image: image]
here, [image: image], [image: image] is the transient time step, [image: image] is the weight coefficient vector, [image: image] is the node coefficient vector, and [image: image] is the coefficient matrix.
3 MODEL VALIDATION
To verify the correctness of this model, experimental results of a copper-water heat pipe (Tournier and El-Genk, 1994) (Huang et al., 1993) are chosen. The description of this heat pipe is shown in Table.1.
TABLE 1 | Basic description of a copper-water heat pipe (Huang et al., 1993).
[image: Table 1]In calculation, the effective power is regarded as the real power in the evaporator. It is assumed that the heat pipe system is well insulated, and there is no heat leakage. For the evaporator, heat source distribution is assumed to be uniform. For the condenser, the convective coefficient is constant, and the fluid temperature at the corresponding node is calculated according to the law of conservation of energy.
[image: image]
The model predictions are compared with the experimental results of Huang et al. (1993) and the calculated results using the proposed heat pipe transient analysis model (HPTAM) of Tournier and El-Genk (1994) for horizontal water heat pipes (Figure 8). Based on the experimental data, the variation of effective power in the evaporator is fitted linearly, and the fitting formula is used for describing the real change of the heating power in the model (Figure 9).
[image: Figure 8]FIGURE 8 | Original data of effective power (Tournier and El-Genk, 1994).
[image: Figure 9]FIGURE 9 | Fitted curve of effective power.
In this model, each region contains multiple temperature nodes. The arithmetic mean value of the temperature nodes in the corresponding region is selected for the comparison between these results. Figure 10 shows the temperature variation of the heat pipe with time. The curve shows the calculated results using this model, and the scatter is the measuring results by experiment. From the figure, it can be found that the calculated results are in good agreement with the experimental results. Meanwhile, it can be seen that there is little difference between the vapor temperature in the evaporator and that in the condenser. For the water heat pipe, the temperature drop in the vapor space can indeed be ignored. Figures 11, 12 show the temperature distribution in a steady state. Benefiting from the capability of describing non-uniform cooling, this model can calculate the temperature rise on the wall surface of the condenser section, causing the rise of the wall temperature. As a consequence, the correctness of this model is validated.
[image: Figure 10]FIGURE 10 | Comparison with experimental results.
[image: Figure 11]FIGURE 11 | Temperature distribution in the steady state (Tournier and El-Genk, 1994).
[image: Figure 12]FIGURE 12 | Calculated temperature distribution in the steady state.
4 CASE ANALYSIS
Four cases of standard operation, non-uniform heat transfer, heat leakage, and inclined operation are respectively carried out to analyze the operating characteristics of the heat pipe. They are also the situations that may occur during the operation of the heat pipe cooled reactor. A hypothetical high-temperature sodium heat pipe is taken as the research object. The basic description of this heat pipe is listed in Table 2. As for the physical parameters of sodium, such as density, heat capacity, thermal conductivity, enthalpy, and surface tension, they can be found in the report published by the Argonne National Laboratory (Fink and Leibowitz, 1995).
TABLE 2 | Parameter description of a sodium heat pipe.
[image: Table 2]4.1 Case With Standard Operation
In this case, it is assumed that the heat pipe is uniformly heated and uniformly cooled. The insulating layer is treated as natural convection with the environment. Figure 13 shows the temperature distribution along the heat transport path. The arithmetic mean value of the corresponding region is chosen as the characteristic temperature. The surface temperature of the wall is calculated by Eqs. 10, 11 and considers this influence on the temperature distribution of the heat pipe. From Figure 13, it can be seen that the total temperature drop of this heat pipe is 31.7 K. The temperature drop in the evaporator is more obvious than that in the condenser. It is because the shorter length of the evaporator causes higher radial thermal resistance, and the higher thermal resistance leads to a larger temperature drop.
[image: Figure 13]FIGURE 13 | Temperature distribution along heat transport path.
As shown in Figure 14, the temperature distribution in each region is generally uniform, and the temperature drop in the axial direction is mainly concentrated in the transition section between different regions. The wall temperature difference between the evaporator and the adiabatic section is 13.8 K, and the temperature difference between the adiabatic section and the condenser is 8.1 K. As for the surface temperature differences, they are 19.1 and 13.6 K.
[image: Figure 14]FIGURE 14 | Temperature distribution along the heat transport path.
Figure 15 shows the temperature distribution of the wick and the vapor space along the axial direction. The broken line represents the wick temperature distribution using the network model. In that model, the evaporation, condensation, and working medium backflow are all ignored, which means only axial heat conduction exists in the wick. Therefore, the calculated temperature distribution of the wick is linear. From Figure 15, it can be found that the results of the improved model are more reasonable. In the evaporator and condenser, there is always a temperature difference between the wick and vapor space due to the evaporation and condensation of the liquid medium. The wick temperature in the adiabatic section remains basically the same as that of the vapor space, with only a temperature difference of about 0.04 k. The reason is shown in Figure 5. Heat transfer modes in the wick include axial heat conduction, radial heat conduction, evaporation/condensation heat transfer, and heat transport of fluid backflow. In this case, the axial heat conduction is not obvious. The radial heat conduction due to heat leakage and the working medium backflow causes a heat loss of the control volume. The heat release of condensation between the vapor space and wick can compensate for such heat loss to keep the temperature constant. Because the heat loss is not obvious, the condensing flow is small, causing only a small temperature difference between the wick and the vapor space. In addition, it can be found that the temperature difference in the vapor space is about 2.6 K due to the energy dissipation caused by high-speed flow and wall friction.
[image: Figure 15]FIGURE 15 | Temperature distribution of the wall and the surface in the axial direction.
This model can also simulate the flow distribution and pressure variation during the flow circulation. In this case, it is assumed that the heat pipe is uniformly heated, and the vapor flow rate increases linearly along the axial direction (Figure 16). Because of the good insulation of the adiabatic section, the condensation in this area is negligible. When the vapor flows to the condenser, the flow rate decreases sharply because of the condensation. Figure 17 shows the pressure variation in flow circulation. Although the vapor density is lower, there is still a pressure drop of about 897.2 Pa in the vapor chamber due to the accelerated pressure drop and frictional pressure drop of the vapor flow. In the wick region, caused by the viscous flow in the porous medium, the pressure drop is about 6,159.1 Pa. Then, with the pumping head of capillarity, the pressure rises to maintain the stable flow.
[image: Figure 16]FIGURE 16 | Temperature distribution of the wick and the vapor space.
[image: Figure 17]FIGURE 17 | Mass flow rate in the vapor space.
4.2 Case With Non-Uniform Heating and Cooling
In a heat pipe cooled reactor, heating and cooling to a high-temperature heat pipe are always non-uniform. In this section, these effects on a heat pipe are preliminarily discussed. The steady-state performance of heat pipes under different boundary conditions is discussed. A detailed description of different cases is shown in Table 3.
TABLE 3 | Description of a non-uniform heat transfer boundary condition.
[image: Table 3]Figure 18 shows the temperature distribution of the wall in different cases. From the figure, it can be seen that the non-uniform boundary condition does change the temperature distribution in the corresponding regions. The actual temperature distribution is determined by the specific boundary condition. In general, the higher the heating power, the higher will be the temperature. The more the cooling power, the lower temperature will be. Meanwhile, it can be found that non-uniform heating and non-uniform cooling both lead to a larger temperature difference in the heat pipe. The greater the non-uniformity is, the larger the temperature difference will be. In case 5, the total temperature difference is 33.76 K, which is up to 19.54% compared with the standard case.
[image: Figure 18]FIGURE 18 | Pressure variation in circulation.
Combining Figures 18, 19, it can be concluded that non-uniform heating does not affect the temperature distribution of the condenser and non-uniform cooling does not change the temperature distribution of the evaporator. It is because the non-uniformity of heating or cooling does not obviously change the vapor temperature in the vapor space. For the heat transport between the evaporator and condenser, it is achieved through flow heat transfer of the vapor. The high-speed flow of the vapor can effectively eliminate the influence of non-uniform heat transfer on the operation of the heat pipe.
[image: Figure 19]FIGURE 19 | Wall temperature distribution in different cases (1).
4.3 Case With Heat Leakage
In a heat pipe cooled reactor, because of the large number of heat pipes used, heat leakage through the insulating layer will be regarded as an important part of the system’s heat dissipation. In this section, the operating characteristics of heat pipes under different heat leakage conditions are preliminarily analyzed. Because of the heat convection between the insulating layer and the environment, obvious condensation between the vapor space and the wick will exist. The latent heat released by condensation will be transferred to the environment through radial heat conduction (Figure 20).
[image: Figure 20]FIGURE 20 | Vapor temperature distribution in different cases.
In the calculations, the thermal conductivity of the insulating layer is modified to [image: image] (case 6), [image: image] (case 7), and [image: image] (case 8), respectively. Other parameters remain unchanged.
Figure 21 shows the temperature distribution of the wall in cases of high heat leakage. When heat leakage increases, the operating temperature decreases obviously. Compared with Figure 14, the increase in heat leakage leads to a temperature decrease from about 1160 to 970 K (case 8). Moreover, the heat leakage causes an obvious temperature gradient between the evaporator and the adiabatic section. Because of the poor insulation of the adiabatic section, it can be regarded as the “cold” source and the evaporator is the “heat” source. Therefore, the axial heat conduction causing a significant temperature gradient in the axial direction becomes non-negligible. As for heat conduction between the adiabatic section and the condenser, the temperature difference is inconspicuous because the heat transferred from the evaporator is mainly lost to the environment through the insulating layer rather than to the condenser, leading to a small temperature gradient. If the thermal conductivity of the insulating layer is high enough, the surface temperature in the adiabatic section will be even lower than that of the condenser, resulting in the reverse heat conduction from the condenser to the adiabatic section (cases 7 and 8).
[image: Figure 21]FIGURE 21 | Schematic diagram of heat leakage of the heat pipe.
From Figure 22, it can be found that because of the heat leakage, more condensation occurs in the adiabatic section, leading to the decrease of vapor flow in the condenser. The reduction of heat transfer in the condenser is the root cause of the temperature drop of the heat pipe. From these results, it can be concluded that it is essential to keep the heat preservation performance of the heat pipe system.
[image: Figure 22]FIGURE 22 | Wall temperature distribution in different cases (2).
4.4 Case With Inclined Operation
For mobile power stations such as the eVinci reactor, an inclined operation may occur (Figure 23). In this section, the working medium flow and temperature distribution at different inclined angles are simulated, and the capillary limit of the heat pipe is judged.
[image: Figure 23]FIGURE 23 | Mass flow rate in the vapor space.
From Table 4, the influence of gravity on the flow mainly shows in the pressure drop in the wick, but the influence on the vapor flow is not obvious. It is because the working medium in the wick is a high-density liquid, and the density of the vapor in the vapor space is low enough. When the angle is positive, gravity provides the effective pressure head for the flow, reducing the total pressure drop. The larger the inclination angle of the heat pipe, the more effective the pressure head is provided by gravity. Particularly, when the angle is [image: image], the pressure drop in the wick is less than that in the vapor space. However, when the angle is negative, the working medium has to overcome the influence of gravity. According to the calculation, when the inclination angle is −30°, the total pressure drop of the working medium exceeds the pumping head of the capillary, and the capillary limit occurs. It should be mentioned that the model is built on the assumption that gravity does not cause the redistribution of the working medium. In fact, this assumption may not be believable at a large inclined angle. When the inclined angle is large enough, the working medium will accumulate at the lower region, resulting in the increase of the working medium in the evaporator and a change in the vapor–liquid interface shape, affecting the actual heat transfer of the heat pipe.
TABLE 4 | Pressure drop and heat transfer of a heat pipe at different inclined angles.
[image: Table 4]5 CONCLUSION
The accurate calculation of heat pipes will affect the reliability of the analysis results of the heat pipe cooled reactor system. Based on the network method, an improved model is proposed. It can calculate more realistic temperature distributions and obtain information on fluid flow and pressure distribution.
For the high-temperature sodium heat pipe of 1.0 m length, based on the analysis, it can be concluded that non-uniform heating and cooling can change the temperature distribution of the heat pipe. The greater the non-uniformity is, the larger the temperature difference will be. When the heat leakage is obvious, it will not only reduce the operating temperature but also lead to a large temperature gradient between the evaporator and the adiabatic section. As for the gravity term, the influence on the flow depends on the inclination degree. When the angle is positive, gravity will provide an effective pressure head for the flow. When the angle is negative, the fluid needs to overcome its influence. When the inclination angle exceeds [image: image], the heat pipe may reach the capillary limitation, and it may be damaged.
It should be highlighted that gravity may lead to the redistribution of the working medium in the heat pipe, which is ignored in this model. In the future, numerical analyses and experimental investigations of gravity effects on heat pipes will be carried out. Coupling simulation with the reactor core will also be investigated.
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NOMENCLATURE
[image: image] area [image: image]
[image: image] specific heat capacity [image: image]
[image: image] acceleration of gravity [image: image]
[image: image] specific enthalpy [image: image]
[image: image] heat conductivity [image: image]
[image: image] permeability
[image: image] length [image: image]
[image: image] pressure [image: image]
[image: image] mass flow rate [image: image]
[image: image] heating power [image: image]
[image: image] radius [image: image]
[image: image] thermal resistance [image: image]
[image: image] gas constant [image: image]
[image: image] temperature [image: image]
[image: image] thickness [image: image]
[image: image] velocity [image: image]
[image: image] volume [image: image]
[image: image] density [image: image]
[image: image] dynamic viscosity [image: image]
[image: image] porosity
[image: image] convective heat transfer coefficient [image: image]
[image: image] heat capacity ratio
[image: image] variable vector
[image: image] weight coefficient vector
[image: image] node coefficient vector
[image: image] coefficient matrix
Subscripts
[image: image] wall region in the evaporator/radial direction (1)
[image: image] radial direction (2)
[image: image] wall region in the condenser/radial direction (3)
[image: image] wick region in the evaporator/radial direction (4)
[image: image] radial direction (5)
[image: image] wick region in the condenser/radial direction (6)
[image: image] wall region in the adiabatic section/axial direction (1)
[image: image] wick region in the adiabatic section/axial direction (2)
[image: image] vapor space region in the evaporator
[image: image] vapor space region in the adiabatic section
[image: image] vapor space region in the condenser
[image: image] insulating layer/inner radius/heat absorption
[image: image] contact gap
[image: image] evaporation evaporator
[image: image] condensation condenser
[image: image] mass flow rate of vapor
[image: image] mass flow rate of liquid
[image: image] outer radius
[image: image] equivalent parameter
[image: image] effective parameter
[image: image] evaporation evaporator
[image: image] adiabatic section
[image: image] condensation condenser
[image: image] fluid
[image: image] vapor
[image: image] wick mesh
[image: image] capillary
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Improved deterministic truncation of the Monte Carlo (iDTMC) solution method has been applied to neutronic depletion analyses of a nuclear reactor in this work. The theoretical background on the iDTMC method and material depletion calculation is briefly discussed, and the concept of an intra-pin renormalization scheme is presented to determine the detailed power and flux profiles with the pin-wise homogenized iDTMC solutions. The iDTMC method is applied and evaluated in a 100 MWth 3-dimensional small modular reactor (SMR) problem. Burnup-dependent multiplication factors, pin power distributions, and material densities are estimated by the iDTMC method and compared with the reference and standard Monte Carlo solutions. Numerical performance is investigated in terms of real standard deviation, root-mean-square and relative errors, computing time, and figure-of-merit. The numerical results demonstrate that the iDTMC method is superior to the standard MC method in estimating the burnup-dependent reactor eigenvalue and 3D pin-wise power distribution.
Keywords: Monte Carlo method, iDTMC, p-CMFD, depletion analysis, intra-pin reconstruction
INTRODUCTION
A depletion calculation in nuclear reactor analyses is essential for evaluating burnup-dependent reactor parameters and material compositions of nuclear fuels. Recently, the Monte Carlo (MC) method has been extended to the depletion analysis in response to the demand for high-fidelity physics solutions (Romano et al., 2021; Haeck and Verboomen 2007; Ebiwonjumi et al., 2020; Davidson et al., 2018; A. Isotalo 2015). For a practical application of the MC method in commercial reactor problems, a whole core depletion calculation should be affordable in terms of memory and computing time. Despite of advances in computational resources, an intra-pin level burnup calculation in large-scale whole core problems is still excessively demanding.
Many research groups have studied to enhance the efficiency of the MC-based depletion calculation. Fission and surface source iteration algorithm has been suggested to efficiently utilize the given memory storage based on a domain decomposition approach (Y. G. Jo et al., 2020). In a multi-core cluster, each group of processors independently simulates particle sources within local domains evenly decomposing a whole core and corrects the fission and surface sources by a non-blocking communication between the groups. The predictor-corrector method has been applied in the depletion analysis to improve the accuracy and stability of the established burnup calculation (A. E. Isotalo and Aarnio 2011; Dufek et al., 2013; Cosgrove, Shwageraus, and Parks 2020). This method solves multiple neutronic calculations at every depletion time step, and then it can provide corrected material compositions and neutron fluxes by considering continuously changing reaction rates over an interval. The Chebyshev rational approximation method (CRAM) has been popularly used in solving the exponential matrix to enhance the computational accuracy and efficiency by examining the characteristics of the eigenvalues of the burnup matrix (Pusa and Leppänen 2010; A. E. Isotalo and Aarnio 2011; Pusa 2016).
In the meantime, the amount of computational burden in Monte Carlo burnup calculation is largely consumed in the neutronic transport calculation than in the material depletion calculation in large-scale whole core problems. Reducing the numerical cost for the neutronic simulation is still strongly required for the practical and affordable whole core depletion analyses.
The improved deterministic truncation of the Monte Carlo solution (iDTMC) method has been previously developed to decrease the computing time and stochastic uncertainties for the steady-state MC eigenvalue analysis (Kim and Kim 2020; Kim, Kim, and Kim 2020; Kim and Kim 2022). It was shown that the iDTMC method can improve the accuracy and reliability of the pin-wise power and flux profiles compared to the conventional MC method. Recently, preliminary studies were carried out for the application of the iDTMC method to lattice (fuel assembly) depletion calculations (Kim and Kim, 2021a; 2021b).
In this study, the iDTMC method is applied to the depletion calculation in a small modular reactor (SMR) whole core problem. First, an overview of the iDTMC method and material depletion calculation is briefly presented, and the concept of an intra-pin flux renormalization scheme is provided. In numerical analysis, burnup-dependent criticalities, pin power distributions, and material densities through the burnup are estimated by an in-house MC code called iMC (Kim 2021) for both the standard MC and iDTMC approaches. Moreover, computational performance is evaluated by examining the real standard deviation (SD), root-mean-square (RMS) and relative errors, computing time, and figure-of-merit (FOM).
METHODS
Improved deterministic truncation of Monte Carlo solution method
The iDTMC method is a numerical algorithm to reduce statistical uncertainty and computing time in the MC transport simulation by maximizing the utilization of deterministic solutions (Kim and Kim 2020; Kim and Kim 2021a; Kim and Kim 2022). The MC method can provide high-fidelity neutronic solutions, while the deterministic method is numerically cheap. Therefore, the accurate reactor solutions can be quickly calculated by strategically combining the deterministic and MC methods and employing the advantages of each method.
In the iDTMC method, the deterministic solutions are calculated by the partial-current coarse mesh finite difference (p-CMFD) method (Cho, 2012). The p-CMFD method is a nonlinear iterative acceleration scheme popularly used in neutronic analyses. This method can give MC-equivalent high-fidelity solutions by solving a one-group diffusion-like neutron balance equation with surface current correction. The one-group neutron balance equation can be simply expressed in the Cartesian coordinate:
[image: image]
where [image: image] is the node index, [image: image] is surface area, [image: image] is the volume of the node, [image: image] is the net current, [image: image] is the absorption cross section, [image: image] is the fission cross section times the number of neutrons per fission, [image: image] is the effective multiplication factor, and [image: image] is the neutron flux. The net current can be represented by the partial currents, and the partial currents can be expressed by the neighboring neutron fluxes:
[image: image]
where [image: image] is the interface diffusion coefficient, and [image: image] are the correction factors:
[image: image]
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The group constants for equation formation and the currents and fluxes for the correction factors are obtained from the MC simulation. Then, the subset of the eigenvalue equation can be derived in reference to the MC simulation. By solving the matrix equation, deterministic solutions such as the multiplication factor and neutron flux distribution can be obtained with a convergence tolerance of 1E-9 for the relative errors between criticalities.
In the iDTMC method, these deterministic solutions are used not only to accelerate the convergence of the fission source distribution but also to predict the system solutions. The assembly-wise p-CMFD calculation is implemented during inactive cycles coupled with the MC simulation. In this stage, the deterministic solutions update the fission source of the MC simulation by adjusting particles’ weight. In the meantime, the pin-wise p-CMFD calculation is carried out during active cycles to solely acquire the reactor solutions like the eigenvalue and detailed power distribution.
Depletion analysis
The isotopic changes can be characterized by the Bateman depletion equation taking into account neutron-induced reactions and spontaneous radioactive decay:
[image: image]
where [image: image] and [image: image] are the indices for the nuclides, [image: image] is the concentration of nuclide [image: image], [image: image] is the coefficient characterizing the production of the nuclide [image: image] from the nuclide [image: image] through decay, transmutation, and fission reactions, [image: image] is the decay constant of the nuclide [image: image], and [image: image] is the disappearance cross section.
The first-order linear differential equations for the isotopes can be represented in a matrix form assuming the coefficients are constant in a time:
[image: image]
where [image: image] is the burnup matrix including the transmutation and decay coefficients of the nuclides and [image: image] is the isotope concentration vector. This equation can be solved by the matrix exponential method having the simple solution:
[image: image]
where [image: image]. In our study, the CRAM is applied to compute the matrix exponential solutions using the constant extrapolation method. Meanwhile, the burnup matrix is determined based on ORIGEN and ACE-formatted libraries (Rearden and Jessee 2018). The libraries contain one-group fission yields and decay characteristics for 1,306 nuclides, and the transmutation cross-section is tallied for 301 nuclides during the MC transport calculation.
In general, the burnup calculation of nuclear fuels in reactor cores is performed by sequentially solving the steady-state neutronics and changes of material compositions in a quasi-static manner. From the MC simulation, the one-group effective cross sections for each isotope are calculated and the one-group neutron flux is updated via the iDTMC method at every time step. These are used for the input parameters in the depletion calculation. The Bateman equation gives the material compositions and isotopic concentrations. Then, the MC simulation is again implemented with the changed materials. This process is repeated over a fuel depletion cycle.
Intra-pin renormalization scheme
In the neutronic depletion calculation, the material compositions and neutron flux are considered spatially constant within each burnup zone. However, in reality, nuclear fuels are pretty heterogeneous due to the spatial self-shielding effect particularly in a radial direction in terms of both the materials and neutron flux. Neutrons are mainly absorbed at the outer periphery of a fuel pellet resulting in the highest thermal flux at the rim and lowest one at the center, and this flux gradient also affects the distribution of fission products and fissionable nuclides. Therefore, fuel rods are generally divided into several rings for a reliable computer simulation of fuel depletion.
However, the iDTMC method only can provide the homogenized pin-cell flux distribution. The detailed flux distribution inside the fuel pin is essential to apply the iDTMC method to the neutronic depletion calculation. In this study, the intra-pin flux distribution on the designated geometry of the pin interior is reproduced with the iDTMC solutions by the intra-pin renormalization scheme (Nguyen and Kim 2018; Kim and Kim 2021b). A form function upon pin cells is calculated from the MC simulation, and then the intra-pin flux and power distributions are renormalized by adjusting the magnitude with the iDTMC solutions.
The form function is generated based on the MC flux distribution, and normalized for the summation to be unity at each pin cell:
[image: image]
where [image: image] and [image: image] are the indices for the pin and ring nodes respectively, and [image: image] is the number of rings. When it comes to the number of rings, the fuel rod is generally divided into 1 to 5 rings and the burnable absorber rods are divided into 3 to 10 concentric rings. The flux distribution is normalized to the actual reactor power:
[image: image]
where [image: image] is the normalization factor
[image: image]
Then, the intra-pin flux distribution on each pin cell can be finally calculated by multiplying the pin homogenized flux and form function as follows (see Figure 1):
[image: image]
[image: Figure 1]FIGURE 1 | Intra-pin renormalization with the MC tally and iDTMC solution.
The neutron balance can be exactly preserved by the iDTMC method on each pin cell as well as the whole core.
NUMERICAL RESULTS
Problem description
A small modular reactor (SMR) core has been considered for numerical analysis. The detailed configurations of the reactor core are presented in Figures 2A,B. Total 37 fuel assemblies are loaded in the core. There are two different types of fuel assembly. One fuel assembly contains higher-enriched U fuel rods and Gadolinia (Gd2O3) burnable absorber pins, while the other one solely consists of lower enriched fuel rods. The fuel rods are arranged in a 17 by 17 array and the fuel assembly includes 25 guide tubes and 264 fuel rods. Among them, 24 fuel rods contain Gadolinia burnable absorbers as shown in Figure 3. The core is surrounded by a water reflector. The diameter and height of the core are 192.78 cm and 140 cm, respectively. The reactor power is 100 MW thermal. The detailed specifications of the SMR core can be found in Table 1.
[image: Figure 2]FIGURE 2 | Configuration of SMR core; (A) radial (B) axial.
[image: Figure 3]FIGURE 3 | Detailed configuration of fuel assemblies.
TABLE 1 | Specifications of the SMR core.
[image: Table 1]The reactor core was depleted over 650 effective full power days (EFPDs) with a power level of 100 MWth. For the burnup calculation, the fuel pins are axially divided into 10 subdivisions by 10 cm. The fuel rods without the Gd2O3 burnable absorber are not divided radially in the standard MC and iDTMC calculations, while they are radially divided into 2 rings in the reference calculation for a more accurate solution. In the meantime, since the flux gradient is larger in the Gadolinia-loaded fuel rods due to the strong spatial self-shielding, those are radially divided into equivolumetric 5 rings to account for the spatial self-shielding effect.
Neutronic analysis has been implemented by an in-house MC code named iMC (Kim 2021) with ENDF/B-VII.1 nuclear data library (Chadwick et al., 2011). A reference solution was calculated with 30 inactive cycles, 200 active cycles, and 1,500,000 histories per cycle. For the standard MC and iDTMC methods, 30 inactive cycles, 10 active cycles, and 1,500,000 histories per cycle were used at every time step. For the estimation of the real SD of the reactor parameters, 20 independent batches were simulated with the different random seeds. All the calculations were carried out with a total of 112 cores of Xeon E5-2697.
Source convergence
The convergence of the fission source distribution has been characterized by the Shannon entropy. Figures 4A,B show the behavior of the Shannon entropy at the first (0 EFPD) and second (0.25 EFPD) time steps, respectively. The entropy value is highest at the first transport cycle because of uniformly distributed particles and gradually decreases along with the simulation at the first time step. The entropy in the standard MC method reaches a stationary state at around cycle 25, while the iDTMC method more quickly attains the source convergence at around cycle 15 due to the CMFD acceleration. The fission source distribution does not change significantly with the fuel burnup, so the entropy values are already close to the stationary state from the initial transport cycle after the first time step as shown in Figure 4B.
[image: Figure 4]FIGURE 4 | Shannon entropies at the different time steps; (A) 0 EFPD (B) 0.25 EFPD
Burnup dependent criticality
The multiplication factors were calculated at certain time steps over 650 EFPDs. The SMR core was depleted with the short time bin at the beginning of the cycle to properly take into account the depletion of the burnable absorber and the buildup of the neutron-absorbing fission products. Figure 5 describes the burnup-dependent criticalities and the differences compared to the reference solution. The criticality quickly decreases over the early depletion steps due to Xe build-up, and gradually decreases after 10 EFPDs. The RMS error for the burnup dependent criticalities is estimated to be 12.8 pcm for the iDTMC method and 17.1 pcm for the standard MC method. In short, the iDTMC method shows a better agreement with the reference solution compared to the standard MC method.
[image: Figure 5]FIGURE 5 | Burnup dependent criticalities of the SMR core problem.
The same reactor problem was also analyzed by Serpent 2.1.29 code (A. Isotalo and Sahlberg 2015; A. Isotalo 2015) for comparison, and the results are also given in Figure 5. For the Serpent calculation, 100 inactive cycles, 10 active cycles, and 1,500,000 particles per cycle were simulated. Although Serpent uses different fission yield and decay libraries from iMC and deals with a lot more nuclides including meta-stable isotopes, the iMC results are quite close to the Serpent values. The difference of criticalities between iMC and Serpent is 17.4 pcm for the initial condition. Since the one standard deviation of the multiplication factor is 5.6 pcm for the iMC reference and 20 pcm for the Serpent results, their results agree well within the stochastic uncertainty. The largest discrepancy between the iMC and Serpent through the depletion is only about 220 pcm.
Figure 6 shows the standard deviations of the burnup dependent multiplication factor. The reference solution provides the apparent SDs, while the standard MC and iDTMC methods give the real SDs estimated by the batch calculation. The apparent SD for the reference solution is estimated to be around 5 pcm on average. According to the figure, the iDTMC method clearly shows smaller stochastic uncertainties throughout the simulation than the standard MC. The average of values at each time step is estimated to be 9.4 pcm in the iDTMC method and 21.6 pcm in the standard MC method.
[image: Figure 6]FIGURE 6 | Standard deviations for burnup dependent criticality (active cycle 10)
Meanwhile, the iDTMC method has shown the effectiveness of the early truncation of the MC solutions in many steady-state neutronic analyses (Kim, Kim, and Kim 2020; Kim and Kim 2022). It means that the iDTMC method can provide accurate and reliable solutions even within 3 active cycles. This characteristic also has been evaluated in this depletion calculation by assessing the statistical errors at the different active cycles. Figure 7 describes the real SDs of the criticality at the specific active cycle 1, 3, 5, and 10, respectively. The standard MC method shows higher SDs at the earlier active cycles. On the other hand, the iDTMC method has consistently smaller SDs even from the early active cycles and seems not significantly affected by the number of active cycles. This implies that the computational burden for the active cycles can be possibly reduced by decreasing the number of cycles.
[image: Figure 7]FIGURE 7 | Real standard deviations for burnup dependent criticality at different active cycles.
Power distribution
A 2-D pin power distribution has been evaluated and compared with each other. The original 3D powers were axially summed up and normalized for the average to be unity. Figure 8 describes the RMS and relative errors of the 2-D pin power profile. The RMS error is 3.2% in the standard MC and 2.1% in the iDTMC method. The maximum errors were reduced by 40% in the iDTMC method compared to the standard MC method. The pin power distribution was also calculated with the Serpent for comparison. The Serpent solution shows a 4% discrepancy from the iMC-based reference distribution in terms of the RMS errors.
[image: Figure 8]FIGURE 8 | Errors for pin power distribution (active cycle 10)
Figure 9 shows the average of real standard deviations of the 2-D pin power distribution at each burnup step. The real standard deviation for the pin power was also calculated with 15 independent runs. The iDTMC method shows smaller stochastic uncertainties for the pin power distribution. The iDTMC method reduces the real standard deviation by 40% compared to the standard MC method with the same calculation condition. Figure 10 shows the RMS errors for the 2-D intra-pin power distribution. The ring-wise intra-pin power distribution was normalized for the average to be unity. The iDTMC method has similar RMS errors with the standard MC method, indicating that the intra-pin power profile was properly determined by the intra-pin renormalization scheme.
[image: Figure 9]FIGURE 9 | Average of real standard deviations for pin power (active cycle 10)
[image: Figure 10]FIGURE 10 | RMS errors for intra-pin power distribution (active cycle 10)
The effectiveness of the early truncation of the MC solutions also has been assessed with the pin power profile. The RMS errors were estimated at the different active cycles (i.e. 1, 3, 5, and 10 cycles) in Figure 11. The RMS errors of the standard MC were more than 9% at the first active cycle and gradually decreased with the cycle accumulation. On the other hand, the RMS errors of the iDTMC method were already low from the first active cycle and slowly decreases with the active cycles. The iDTMC RMS errors of the pin-power profile are consistently lower than in the standard MC case in all active cycles and the difference gets smaller with active cycles.
[image: Figure 11]FIGURE 11 | Cycle-wise RMS errors for the pin power profile.
Material density
Figure 12 presents the change of the total number density of all the low-enriched uranium fuel rods for several nuclides. The number densities of the gadolinium, uranium, and plutonium isotopes were estimated and compared. U-235 was steadily depleted, while Pu-239 was quickly produced and reaches an equilibrium state. Gadolinium isotopes were also quickly produced as fission products. The nuclide number densities are basically identical within the statistical uncertainties for the two schemes. The results prove that the production and loss of the nuclides in the reactor core have been correctly modeled by the standard MC and iDTMC calculations.
[image: Figure 12]FIGURE 12 | Number densities of the several isotopes in the fuel.
Numerical performance
Table 2 compares the computing time consumed during the transport and depletion calculations. The standard MC took 16.8 h, while the iDTMC method took 17.3 h. The iDTMC method requires a slightly more running time due to the additional deterministic calculations, but it can be reckoned that the numerical overhead for the iDTMC calculation accounting for ∼3% of the total time is affordable when considering the more accurate and reliable solutions. The computing time of the Serpent calculation is also included only for information, but the Serpent depletion calculation has not been optimized for the large-scale burnup problem involving more than 20,000 depletion zones, and a lot more nuclides are handled in the Serpent depletion.
TABLE 2 | Total computing time for the whole core depletion calculation.
[image: Table 2]The iDTMC method requires more memory for the deterministic calculation. The additional memory size necessary for the iDTMC calculation considerably depends on the problem size. In this SMR problem, the iDTMC method utilized 17.7 MB more memory than the standard MC method.
Lastly, numerical performance has been measured in view of the FOM for the multiplication factor and pin power as shown in Figure 13. The FOM was calculated with the real variance ([image: image]) at the active cycle 10 and corresponding total transport computing time ([image: image]).
[image: image]
[image: Figure 13]FIGURE 13 | Figure of merits for the multiplication factor and pin power profile.
Although the computing time is longer in the iDTMC method, the iDTMC method significantly reduces the stochastic uncertainties. Therefore, the iDTMC method shows much bigger FOMs. The FOM of the iDTMC method is 5.2 times higher for the multiplication factor and 2.5 times higher for the pin power distribution.
The FOM of the multiplication factor is also calculated at the first active cycle to demonstrate the effectiveness of the early truncation in the iDTMC method. The iDTMC shows even higher FOM from the beginning of the active cycle. The FOM of the iDTMC method at the first active cycle is shown to be comparable to that at the active cycle 10. On the other hand, the FOM of the standard MC at the first active cycle is clearly lower than that of the 10th active cycle. The average FOM of the standard MC for the multiplication factor is 8.6E+2 at the first cycle and 3.5E+4 at the last cycle, while it is 7.6E+3 at the 1st cycle and 4.3E+4 at the 10th cycle for the iDTMC method, respectively. The iDTMC FOM is ∼40 times higher at the 1st active cycle and ∼6 times higher at the 10th cycle than that of the standard MC.
CONCLUSION
Improved deterministic truncation of the Monte Carlo solution (iDTMC) method has been applied to the neutronic depletion calculation in a small modular reactor core problem. The intra-pin flux distribution has been properly determined by the renormalization scheme combined with the iDTMC solutions. From numerical analyses, the iDTMC method showed better agreement with the reference solution and superior numerical performance compared to the standard MC method. For the burnup dependent multiplication factors, the iDTMC method showed the smaller discrepancy on average and reduced the real standard deviation almost by 50%. In particular, the iDTMC method produced reliable solutions even from the first active cycle having consistently smaller stochastic uncertainties regardless of the number of active cycles. When it comes to the pin power distribution, the iDTMC method achieved a 40% reduction both in the stochastic uncertainties and errors. The average real standard deviations for the pin power distribution have been estimated to be 1.3% in the iDTMC method but 2.0% in the standard MC method. Moreover, the RMS error for the iDTMC method was shown to be 2.1%, while that for the standard MC method was shown to be 3.2%. In the meantime, the computing time is marginally longer in the iDTMC method due to the additional deterministic calculation. As a result, the iDTMC method provides quite larger FOMs in terms of the multiplication factor and pin power distribution.
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Accident scenarios SBO case SBO + LOCA case

Simulation tool MELCOR ANSYS MELCOR ANSYS
Failure time t=67h t=68h t=69h t=71h
Failure location 60.93"-63.89" 60-63" 55.35-57.88" 55°-68"

Failure reason Thru-wall yielding Breach of ultimate stress. Thru-wall yielding Breach of ultimate stress

Note: however that MELCOR, cannot provide the transient structural responses (i.e., stresses, strains, and global deformation) which may provide insights on how to develop measures to
mitigate the accident. In addition, inclusion of important lower head features such as vessel penetrations is straightforward in ANSYS, althoughitis not done here yet and should be in 3D.
Nevertheless, MELCOR, can provide acceptable results where transient structural responses of the RPV, is not needed.
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Segment number

Angle range ()
Segment number
Angle range ()
Segment number
Angle range ()
Segment number
Angle range ()

1

0-3.13
8
19.39-22.46
15
42.28-46.21
22
63.89-67.81

2

3.13-6.27
9
22.46-25.45
16
46.21-49.37
23
67.81-71.62

3

6.27-8.88
10
25.45-28.61
17
49.37-52.74
24
71.62-75.57

4

8.88-11.35
11
28.61-31.94
18
52.74-55.35
25
75.57-79.45

5

11.35-14.13
12
31.94-35.10
19
56.36-57.88
26
79.45-83.28

6

14.13-16.78
13
35.10-38.83
20
57.88-60.93
27
83.28-87.09

7

16.78-19.39
14
38.83-42.28
21
60.93-63.89
28
87.09-90
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Accident progression

Iniiating accident
Downcomer low water level signal state parameters
Start of cavity flooding (same with ADS activatior)

Gap release

First failure of support plate (the start of core relocatior)
Last failure of support plate (the end of core relocation)

SBO

Os
1,057 s = 18 min
1,657
2,750 s = 46 min
7913 220h
27296s =~ 7.58 h

SBO + LOCA

Os
59s=1min
660 11 min
1,642 s = 26 min
6,183s=1.72h
24659s =~ 6.85 h
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Setting in MELCOR

Considered accident events
Automatic depressurization system
Emergency core cooling system
Penetration model and failure
Mitigation strategies

State

SBO/SBO + LOCA
on
off
off
Ex-vessel retention by cavity flooding

Parameters

Nominal power
Vessel lower plenum radius
Vessel lower plenum height
Vessel lower head thickness

Values

3,000 MwWth
32m
5.398m
0.198 m
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Authors

Mao et al. (2016b); Mao et al. (2017)
Koundy et al. (2005)

Kaneko et al. (2015)

Vilanueva et al. (2012b)

lkonen, (1999)

Objective

APB00

Generic PWR
Low-alloy steel of RPV
Nordic BWR
RUPTHER# 14

Platform/approach

ABAQUS

Analytical FE models

Codes for Nuclear Power Generation Facilties
ANSYS APDL

PASULA

Failure criteria

Strain- and stress-based criteria
Strain- and stress-based criteria
Stress-based criterion

Strain- and stress-based criteria
Strain- and stress-based criteria
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Density (m°/kg)

Poisson’s ratio

Sonic speed (m/s)

Flexure (tensile) strength (MPa)
Acoustic impedance (kg/m®s)
Compressive strength (MPa)
Young's modulus (Pa)

Water

1000
1430

1.430 x 10°

Solid

4090
028
4268
754
1.75 x 107
1300
745 x 10°
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Parameters

Outer Radius of Fuel/cm
inner Radius of Cladding/cm
Outer Radius of Cladding/cm
Pitctvem

Hot zero power (HZP)

0.39398
0.40266
0.45972
1.26678

Hot full power (HFP)

0.39433
0.40266
0.45972
1.26678
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Multigroup energy Enrichment (%) Kint (600K) Kint (900K) Changes from Doppler temperature

groups doppler loss ent (pem/K)
in reactivity
(pem)

45 0711 063488 0.62884 -1512.88 -5.04
16 091961 091124 -998.82 -333
24 1.05421 1.04496 -830.68 -2.80
30 1.13051 1.12082 -764.74 255
39 1.19196 1.18196 ~700.80 237
45 1.22678 1.21662 -680.73 227
50 1.25071 1.24045 -661.32 -2.20

190 0711 063602 063012 ~1472.47 -491
16 092159 091336 -977.73 -3.26
24 1.05678 1.04765 -824.65 275
30 1.13352 1.12394 -751.96 251
39 1.19539 1.18550 -697.89 -2.33
45 1.23048 1.22043 -669.23 223

50 1.25461 1.24447 -649.45 -2.16
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Assembly type 37,000 44512

Burnup (MWd/tU) KYLIN V2.0 RMC Relative deviation KYLIN V2.0 RMC Relative deviation
0 1.29253 1.28779 0.37% 1.19531 1.19153 0.32%
150 124934 1.24543 031% 1.16087 1.15786 0.26%
500 1.24164 1.23785 0.31% 1.15623 1.15331 0.25%
1,000 123544 1.23189 029% 1.15343 1.15049 0.26%
2000 1.22641 1.22210 027% 1.15019 1.14728 0.25%
4,000 1.20324 1.20051 0.23% 1.14268 1.14005 0.23%
6,000 1.18056 1.17819 0.20% 1.13465 1.13227 0.21%
10,000 113783 1.13598 0.16% 1.12209 1.11966 0.22%
16,000 1.08192 1.08030 0.16% 111211 1.10982 0.21%
20,000 1.04816 1.04697 0.11% 1.09046 1.08661 0.35%
30,000 097190 0.97209 -0.02% 1.01613 1.01317 0.29%
40,000 090535 0.90663 -0.14% 0.94946 0.94677 0.28%
50,000 0.84941 0.85139 -0.23% 0.88988 0.88745 0.27%

60,000 0.80556 0.80759 -0.25% 0.83892 0.83667 0.27%
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Computing time (hr.)

Transport

Depletion

Total (transport + depletion)

Inactive
Active

Total

Reference

211
208.8
2299
50
2349

Standard MC

94
46
140
27
168

iDTMC

98
48
145
27
17.3

Serpent

226
47.4
70.0
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Parameters Values

No. of fuel assemblies 37
Weight fraction of Gd,Oj in fuel 4%

Fuel pellet radius 05cm
Pin pitch si 126 cm
Assembly pitch size 2142 cm
UO, density 10.4 g/em’
Cladding thickness 03 mm
Cladding density 65 glem’
Reflector Water
Water density 09 glem’
Reactor diameter 192.78 cm
Reactor height 140 cm

Reactor thermal power 100 MW
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Case 1,4, 7,10
Case 2,5, 8, 11
Case 3, 6, 9, 12

Case 1,4, 7,10
Case 2,5, 8, 11
Case 3, 6, 9, 12

Parameters in physical units

Dlm]

0.01
0.01
0.01

o

30
30
30

Vim/s]

221
4.43
885

v

0.1
0.1
0.1

p[kg/m?]

8,302
8,302
8,302

pylkg/m’] v[m?/s] wo[m®/s]

978 7.35e-7 4.13e-7
978 7.35e-7 4.13e-7
978 7.36e-7 4.13e-7

Parameters in lattice units

3 v %
0.118 9.98e-5 561e-5
0.118 4.98e-5 2.80e-5

0118 2.49e-5 1.40e-5

olm/s’]

9.81
9.81
9.81

6.70e-6
1.67e-6
4.18e-7

o[N/m]

0.484
0.484
0.484

3.58e-4
8.91e-5
2.23e-5

8.49
8.49
8.49

8.49
8.49
8.49

Re

3.01e4
6.03e4
1.20e5

Re

3.01e4
6.03e4
1.20e5
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Case Semi-major axis a (mm)

1 5.0000
2 5.0000
3 5.0000
4 7.0711

5 7.0711

6 7.0711

7 8.6603
8 8.6603
9 8.6603
10 10.0000
il 10.0000
12 10.0000

Semi-minor axis b (mm)

5.0000
5.0000
5.0000
3.5355
3.6356
3.6355
2.8868
2.8868
2.8868
2.5000
2.5000
2.5000

Aspect ratio E (-)

PSR S O NN

Penetration velocity V (m/s)

221
4.43
8.85
221
4.43
8.85
221
4.43
8.85
221
4.43
8.85
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Thermophysical properties

Melting point (-C]
Temperature [C]

Density [kg/m?]

Density ratio o water
Kinematic viscosity [m?/s]
Surface tension [N/m]

(UO2)0,4(ZrOz)o.2

2,600
3,000
8,302
8.49
7.36e-7
0.484

Water

70

978

1.0
4.13e-7
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Case 4 AZ,q = +80%
Method Ap (direct) Ap (first Difference
order)

CMFD 693 -0.26 -7.19
PCMFD 693 293.16 286.23
INCMFD 693 -031 724
INCMFD* 6.93 1.18 -5.75
Uniform 693 980.98 974.05

AZaq = -80%
2p (direct) 2p (first Difference
order)

-1.04 -0.03 101
-1.04 -33.88 3284
-1.04 0,01 1.08
-1.04 =021 0.83
-1.04 -100.64 -108.60
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Case 3 AZ,q = +30%
Method Ap (direct) Ap (first Difference
order)

CMFD 1012 1.31 1.19
PCMFD 10.12 4855 38.43
INCMFD 1012 11.01 0.89
INCMFD* 1012 1.01 088
Uniform 1012 52.95 42.82

A%, = -30%
Ap (direct) Ap (irst Difference
order)

-804 -8.95 -091
-8.04 -38.58 -3054
-804 -8.71 -067
-804 -8.71 -0.67
-804 -42.32 -34.28
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Method K-EFF K-EFF (ADJ)

NEM-CMFD (1 x 1) 1.071408 1.071408
NEM-pCMFD (1 x 1) 1.071408 1.071408
NEM-1NCMFD (1 x 1) 1.071408 1.071408
FDM (50 x 50) 1.071408 1.071408

(1 x 1) and (50 x 50) represent fuel assembly nodalization.
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Assembly Ty Z, 3

TYPE 1 0.3650 0.0850 0.0700
TYPE 2 0.3650 0.0750 0.0700
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Case 2 A%aq = +30% AZyg = -30%

Method Ap (direct) p (first Difference Ap (direct) Ap (first Difference
order) order)

CMFD 11.74 12.88 114 -1002 -1095 -093

pCMFD 11.74 40.09 28.35 -1002 -34.40 -2438

INCMFD 11.74 12.41 0.66 -1002 -1055 -053

INCMFD* 11.74 1241 067 -1002 -1055 -053

Uniform 1.74 40.77 29.08 -10.02 -35.17 -25.15
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Case 1 AZ,q = +30%

Method 2p (direct) 2p (first Difference
order)

CMFD 516.46 598.99 8253

pCMFD 516.46 406.11 -110.35

INCMFD 516.46 508.27 81.82

1INCMFD* 516.46 598.27 81.82

Uniform 516.46 20691 21955

A%yq = -30%
2p (direct) 2p (first Difference
order)

41469 -481.39 -66.70
-414.69 -298.90 115.79
41469 -480.97 -66.28
-414.69 -480.97 -66.28
_41469 -212.99 201.70
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Method K-EFF K-EFF (ADJ)

NEM-CMFD (1 x 1) 1.165863 1.165863
NEM-pCMFD (1 x 1) 1.165863 1.166863
NEM-1NCMFD (1 x 1) 1.165863 1.166863
FDM (100 x 100) 1.165694 1.165694

*(1 x 1) and (100 x 100) represent fuel assembly nodalization.
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System  Operating system Compiler MPI libraries

JUWELS CentOS v8.4 Intel v2021.2.0 ParaStationMPI v5.4.10
ARCHER2 SUSE v15.1 Cray CCE v11.0.4 Cray MPICH v8.1.4
Hawk CentOS v8.4 GCCv9.2.0 HPE MPI MPT v2.23

Beskow SUSE v15.1 Intel v18.0.0.128  Cray MPICH v7.7.14
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Peak performance
Total number of compute
nodes

Compute node

Mermory
Interconnection

Queue system
Location

JUWELS

73 Pllops
2271

2x 24 core Intel Xeon Platinum
8168@2.7 GHz CPU

96 GB

InfiniBand EDR with fat-tree
network

SLURM

Jillich, Germany

Archer2

28 Pflops
5860

2x64 core AMD EPYC 7742@2.25
GHz processors
256 GB

HPC Cray Slingshot with 2x100 Gbps

bi-direction per node
SLURM
EPCC, UK

Hawk

26 Pllops
5632

2 x 64 core AMD EPYC 7742
@2.25GHz processors

256 GB

InfiniBand HDR200 with 9-
dimensional hypercube

PBS

HLRS, Germany

Beskow

2.44 Pflops.
2060

2x Intel Hasell Xeon E5-
2698/3@2.3 GHz
64GB

Cray Aries with dragonfly
topology

SLURM

PDC, Sweden
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Rayleigh number 1x 10"

Prandil number 08
Element number ~764K
Number of grid points ~391 M
Polynomial order 7
Target CFL 36

Maximum timestep 1x10°¢
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CPU time per time Machine
step (min)

Serpent 2 ~5,000 Intel Xeon E5-2660 2.6 Ghz (1,000 CPUs)
iMC ~12,000 Intel Xeon E5-2697 2.6 GHz (196 CPUs)
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CR withdrawal (cm) Static reactivity (pcm)

Serpent 2 30 354 +7
iMC 382 360 + 22
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Simplified TH model SUBCHANFLOW TH model
Sanchez et al. (2010)

Serpent 2 1,480 ppm Ferraro et al. (2019) 1,272 ppm Ferraro et al. (2020a)
Tripoli-4 1,493 ppm Ferraro et al. (2019) 1,305 ppm Faucher et al. (2021)
MC 1,450 ppm s
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Functions

PCQS-MC  Source set
Source comb
Particle transport
PKE solver

Transient heat transfer

Fractional time (%)

0.286
0.046
95.77
0.002
3.899

CPU hours per time
step

0.16

54

22
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Geometry (cm)

Materials

Convective heat transfer

Monte Carlo transport

Fuel height
Fuel radius

CSBA sphere radius

Gas gap

Cladding thickness

Pin pitch

Fuel/BA/gap/cladding

Fuel enrichment

Convective heat transfer coefficient
Inlet coolant temperature

Coolant mass flow rate

Number of histories per cycle

Number of PCQS inactive/active cycles
Number of independent batch runs
Macro/micro time step size (sec)

1.00000
040958
016900
000915
00572